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*AASHTO has elected not to recognize the laboratory’s compliance to the personnel qualification requirements specified in ASTM D3666.

The AASHTO Accreditation Program

Introduction - The American Association of State Highway and Transportation Officials (AASHTO) established the AASHTO Accreditation
Program (AAP) in June of 1988.  The objective of AAP is to provide a mechanism for formally recognizing the competency of testing
laboratories to perform specific tests on asphalt cement, cutback asphalt, emulsified asphalt, soil, aggregate, hot-mix asphalt, hydraulic cement
and portland cement concrete.  AASHTO also recognizes a laboratory's compliance to the requirements of ASTM Practices C1077, C1222,
D3666*, D3740 and E329* and ISO/IEC 17025.  AASHTO accreditation is available to all laboratories including independent laboratories,
manufacturers' in-house laboratories, university laboratories and governmental laboratories.  The AAP utilizes laboratory assessment and
proficiency sample services provided by the AASHTO Materials Reference Laboratory (AMRL) and the Cement and Concrete Reference
Laboratory (CCRL).  AMRL and CCRL are Research Associate programs located at the Building and Fire Research Laboratory of the National
Institute of Standards and Technology (NIST).

Initial Accreditation - For initial accreditation a laboratory must satisfy the quality system requirements specified in AASHTO Practice R18
and receive an on-site assessment(s) from AMRL and/or CCRL for test methods for which accreditation is being sought.  The laboratory must
then provide AMRL with satisfactory evidence that all deficiencies noted during the on-site assessment(s) were corrected. In addition, the
laboratory must be enrolled in applicable AMRL and CCRL proficiency sample programs and provide AMRL with documents, forms and
records which indicate that it has established a quality system that meets AAP Criteria.  When accreditation is granted by AASHTO,
accreditation certificates are issued to the laboratory and the laboratory is entered into the AAP Directory of Accredited Laboratories which
is issued quarterly.  Separate certificates of accreditation are issued for the fields of testing covered in ASTM Standard Practices C1077, C1222,
D3666 and D3740.  Each certificate includes the name and location of the laboratory, the scope of the accreditation including field of testing
and specific test methods, and the certificate's issuance and expiration dates.  (The scope of a laboratory's accreditation is limited to the test
methods covered during its most recent on-site assessment(s).)

Maintaining Accredited Status - In order for an accredited laboratory to maintain accredited status the laboratory must receive applicable
routine AMRL and CCRL on-site assessments and provide AMRL with satisfactory evidence that all apparatus, procedural or quality system
deficiencies noted during the on-site assessment were corrected.  In addition the laboratory must test applicable proficiency samples and provide
AMRL with an explanation of the steps taken to attempt to determine the cause of results beyond two standard deviations of grand average
values.

Accreditation Decisions - AASHTO uses a management council approach in reaching accreditation decisions and considers a laboratory's
accreditation status at three established times during the ongoing accreditation process: (1) prior the issuance of the initial accreditation
certificate, (2) every twelve months after the initial accreditation decision, and (3) after each on-site assessment.  AAP includes a two level
appeal process which permits a laboratory to obtain further consideration if it disagrees with original accreditation decisions.

Limitations of Accreditation - AASHTO accreditation is not intended to imply that an individual or a laboratory has the capability of rendering
engineering judgments as to whether the materials covered by the accreditation are suitable for specific applications or as to how the materials
covered by the accreditation are to be used in a specific application.  An accredited laboratory may publicize its accredited status in reports,
stationery, and in business and trade publications with the restriction that the advertising accurately reflects the scope of the laboratory's
accreditation and does not imply product certification.

Fees -AASHTO charges each laboratory seeking accreditation an application fee of $250.  The application fee should be submitted with the
Accreditation Request Form. Applications for accreditation will not be processed until this fee is paid.  Every April, AASHTO charges each
accredited laboratory an annual administrative fee according to the table below.  Laboratories that become accredited after the April billing
will be charged a prorated portion of the annual fee. 

Annual AAP Administrative Fees

1 - 2 accredited fields $650
3 - 4 accredited fields $800
5 or more accredited fields $900

For more information regarding the AASHTO Accreditation Program, contact:

AASHTO Material Reference Laboratory Phone: (301) 975-5450         
National Institute of Standards and Technology Fax: (301) 975-8208         
100 Bureau Drive, Stop 8619             e-mail: amrl@nist.gov
Building 202, Room 211                                web site: http://www.nist.gov/amrl
Gaithersburg, MD  20899-8619
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Name of Laboratory Location AC  EML  HMA  SL  AGG  PCC  HCP  HCC
Fields of Accreditation

US Laboratories
"G" FORCE San Diego, California
3rd Rock LLC East Aurora, New York
A. G. Wassenaar, Inc. Denver, Colorado
Aaron Swan & Associates Pierre, South Dakota
AB Consultants, Inc. Lanham, Maryland
ACA Engineering, Inc. Pittsburgh, Pennsylvania
Accura Analytical Laboratory, Inc. Atlanta, Georgia
Ackenheil Engineers, Inc. Pittsburgh, Pennsylvania
Advance Testing Company, Inc. Campbell Hall, New York
Advance Testing Company, Inc. Campbell Hall, New York
Advance Testing Company, Inc. W. Stockbridge, Massachusetts
Advanced Asphalt Technologies, LLC Sterling, Virginia
Aggregate & Concrete Testing Service Gnadenhutten, Ohio
Aggregate Industries Jessup, Maryland
Aggregates and Soils Testing Mechanicsburg, Pennsylvania
Aguirre Engineers, Inc. Englewood, Colorado
Aguirre Engineers, Inc. (DIA) Englewood, Colorado
AKM Construction Services, Inc. Lester, Pennsylvania
Alabama Department of Transportatio Montgomery, Alabama
Alaska Department of Transportation Anchorage, Alaska
Alaska Department of Transportation Juneau, Alaska
Alaska Department of Transportation Fairbanks, Alaska
Alaska Testlab Anchorage, Alaska
Allender Butzke Engineers, Inc. Urbandale, Iowa
Allied Laboratories Wichita, Kansas
ALONUSA Big Spring, Texas
ALPHA Geotechnical & Materials Inc. Phoenix, Arizona
Alpha Testing & Inspection, Inc. Kenner, Louisiana
Alt & Witzig Engineering, Inc. Carmel, Indiana
AMEC Earth and Environmental Sparks, Nevada
AMEC Earth and Environmental Salt Lake City, Utah
AMEC Earth and Environmental Ontario, California
AMEC Earth and Environmental Farmington, New Mexico
AMEC Earth and Environmental Phoenix, Arizona
AMEC Earth and Environmental Nashville, Tennessee
AMEC Earth and Environmental Louisville, Kentucky
AMEC Earth and Environmental Albuquerque, New Mexico
AMEC Earth and Environmental Tucson, Arizona

AC = Asphalt Cement/Cutback Asphalt,  EML = Emulsified Asphalt, HMA = Hot Mix Asphalt, SL = Soil, AGG= Aggregate
PCC = Portland Cement Concrete, HCP = Hydraulic Cement (Physical Tests), HCC = Hydraulic Cement (Chemical Tests)
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American Engineering Testing, Inc. St. Paul, Minnesota
American Engineers, Inc. Glasgow, Kentucky
American GeoEngineering, Inc. Addison, Illinois
American Geotech, Inc. Reading, Pennsylvania
American Geotechnical San Diego, California
American Geotechnical & Environmen Canonsburg, Pennsylvania
American International Asphalt, Inc. Lake Charles, Louisiana
American Testing Services, Inc. Draper, Utah
Anderson Engineering, Inc. Springfield, Missouri
Anderson Perry and Associates Walla Walla, Washington
ANS Consultants, Inc. South Plainfield, New Jersey
APAC Tennessee, Inc. Memphis, Tennessee
APAC, Inc. Smyrna, Georgia
APAC-Carolina, Inc. Florence, South Carolina
APAC-Kansas, Inc. Hutchinson, Kansas
APAC-Tennessee, Inc. West Memphis, Arkansas
APAC-Tennessee, Inc. Forrest City, Arkansas
Applied Geoscience & Engineering Reading, Pennsylvania
Applied GeoScience, Inc. Schaumburg, Illinois
Applied Geotechnical Engineering Co St. George, Utah
Ardaman & Associates, Inc. Ft. Myers, Florida
Ardaman & Associates, Inc. Orlando, Florida
Arias & Associates, Inc. San Antonio, Texas
Arizona Dept. of Transportation Phoenix, Arizona
Arkansas Highway & Transportation Little Rock, Arkansas
Arrow Engineering Lancaster, California
Ash Grove Cement Company Kansas City, Kansas
Asphalt Institute Lexington, Kentucky
Asphalt Pavement Testing Caledonia, Michigan
Asphalt Technologies Group Portage, Wisconsin
Asphalt Technologies, Inc. Lake City, Florida
Asphalt Testing Lab Crestwood, Illinois
ATC Associates Inc. Marietta, Georgia
ATC Associates, Inc. Avon, Massachusetts
ATC Associates, Inc. Columbia, Maryland
ATL, Inc. Phoenix, Arizona
Atlantic Testing Laboratories, Ltd. Cohoes, New York
Atlantic Testing Laboratories, Ltd. Cicero, New York
Atlantic Testing Laboratories, Ltd. Canton, New York

AC = Asphalt Cement/Cutback Asphalt,  EML = Emulsified Asphalt, HMA = Hot Mix Asphalt, SL = Soil, AGG= Aggregate
PCC = Portland Cement Concrete, HCP = Hydraulic Cement (Physical Tests), HCC = Hydraulic Cement (Chemical Tests)
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Atofina Petrochemicals, Inc. Port Arthur, Texas
ATSER Englewood, Colorado
ATSER Salt Lake City, Utah
ATSER Houston, Texas
Ava Shypula Consulting, Inc. Springfield, New Jersey
Aztech Materials Testing, Inc. Las Vegas, Nevada
BBC & M Engineering, Inc. Cincinnati, Ohio
BBC & M Engineering, Inc. Dublin, Ohio
BECC Huntsville, Alabama
BECC, Inc. Birmingham, Alabama
Billingsley Engineering, P.C. Las Vegas, New Mexico
Bituminous Products Company Toledo, Ohio
Black Eagle Consulting, Inc. Reno, Nevada
Boesh Engineering and Testing Laurel, Montana
Bowser-Morner, Inc. Dayton, Ohio
Bowser-Morner, Inc. Toledo, Ohio
BP Asphalt Laboratory Whiting, Indiana
BP Asphalt Laboratory Naperville, Illinois
BP Asphalt Sales Davenport, Iowa
Brannan Sand & Gravel Denver, Colorado
Branscome Paving Company Manassas, Virginia
Braun Intertec Corporation Minneapolis, Minnesota
Briggs Engineering and Testing Rockland, Massachusetts
Broce Construction Company Norman, Oklahoma
Brooks Construction Company, Inc. Ft. Wayne, Indiana
BSK  Associates Fresno, California
BSK & Associates Pleasanton, California
BTC Laboratories, Inc. Ventura, California
Budinger & Associates, Inc. Spokane, Washington
Bunnell-Lammons Engineering, Inc. Greenville, South Carolina
Burgess & Niple, Inc. Chantilly, Virginia
Burgess Engineering and Testing, Inc. Moore, Oklahoma
Burns Cooley Dennis, Inc. Ridgeland, Mississippi
California Department of Transportati Sacramento, California
Cal-Tech Testing, Inc. Lake City, Florida
CAL-WEST Consultants Grand Terrace, California
Carolina Geotechnical Services, P.C. Wilmington, North Carolina
CDG Engineers & Associates Andalusia, Alabama
CDM Jessberger Geotechnical Engine Cambridge, Massachusetts

AC = Asphalt Cement/Cutback Asphalt,  EML = Emulsified Asphalt, HMA = Hot Mix Asphalt, SL = Soil, AGG= Aggregate
PCC = Portland Cement Concrete, HCP = Hydraulic Cement (Physical Tests), HCC = Hydraulic Cement (Chemical Tests)
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CE & MT, Inc. Gillette, Wyoming
CEMEX Knoxville, Tennessee
Cenex Asphalt Hardin, Montana
Central Aggregate Testing Franklin, Pennsylvania
Central Materials Testing & Consultin Yakima, Washington
CERM Norcross, Georgia
Certified Testing Laboratories Bronx, New York
Certified Testing Laboratories Bordentown, New Jersey
Certified Testing Laboratories Bethlehem, Pennsylvania
CGC, Inc. Madison, Wisconsin
Chemung Contracting Corporation Mitchells, Virginia
Chevron Products Company El Paso, Texas
Chevron Products Company Perth Amboy, New Jersey
Chevron Texaco - Willbridge Asphalt Portland, Oregon
Chicago Testing Laboratory, Inc. Northbrook, Illinois
CITGO Asphalt Refining Company Paulsboro, New Jersey
CITGO Asphalt Refining Company Savannah, Georgia
City and County of Honolulu Honolulu, Hawaii
City and County of San Francisco San Francisco, California
City of Akron Akron, Ohio
City of Des Moines Des Moines, Iowa
City of Glendale Glendale, Arizona
City of Las Vegas Las Vegas, Nevada
City of Los Angeles Los Angeles, California
City of Phoenix Phoenix, Arizona
City of Tucson Tucson, Arizona
CME Associates, Inc. Central Square, New York
CME Associates, Inc. Tonawanda, New York
CME Associates, Inc. Rochester, New York
CME Associates, Inc. Albany, New York
CMT Engineering Laboratories North Salt Lake, Utah
CMT Laboratories, Inc. State College, Pennsylvania
CMT, Inc. Guaynabo, Puerto Rico
Cole Consulting Corporation Elmsford, New York
Colorado Dept. of Transportation Denver, Colorado
Concrete Research & Testing, LLC Columbus, Ohio
Connecticut Advanced Pavement Lab Storrs, Connecticut
Connecticut Dept. of Transportation Rocky Hill, Connecticut
Consolidated Engineering Laboratorie Salt Lake City, Utah

AC = Asphalt Cement/Cutback Asphalt,  EML = Emulsified Asphalt, HMA = Hot Mix Asphalt, SL = Soil, AGG= Aggregate
PCC = Portland Cement Concrete, HCP = Hydraulic Cement (Physical Tests), HCC = Hydraulic Cement (Chemical Tests)
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Consolidated Engineering Laboratorie Oakland, California
Consolidated Engineering Laboratorie Honolulu, Hawaii
Consolidated Testing Laboratories, Inc Porterville, California
Construction Consulting & Testing, In Waterville, Ohio
Construction Engineering Consultants, Pittsburgh, Pennsylvania
Construction Inspection & Testing Co. Tempe, Arizona
Construction Materials Laboratory Sellersburg, Indiana
Construction Materials Services, Inc. Locust Grove, Georgia
Construction Materials Testing Hicksville, New York
Construction Technical Services, Inc. Englewood, Colorado
Construction Technology Laboratories Skokie, Illinois
Construction Testing & Engineering North Highlands, California
Construction Testing & Engineering Escondido, California
Construction Testing Labs, Inc. Tacoma, Washington
Construction Testing, Inc. Allentown, Pennsylvania
Converse Consultants Reno, Nevada
Converse Consultants Las Vegas, Nevada
Converse Consultants Monrovia, California
County of Sacramento Sacramento, California
Craig Technologies, Inc. Genoa, Ohio
Craig Testing Laboratories of Marylan Beltsville, Maryland
Craig Testing Laboratories, Inc. Mays Landing, New Jersey
CRD & Associates, Inc. St. Louis, Missouri
Crown Asphalt Products Company Woods Cross, Utah
CTE Nevada, Inc. Henderson, Nevada
CTI - Construction Testing & Inspecti Miami, Florida
CTL Engineering, Inc. Columbus, Ohio
CTL/Thompson, Inc. Denver, Colorado
Cuyahoga Road Products Cleveland, Ohio
D.C. Department of Public Works Washington, District of Columbia
Dalrymple Gravel and Contracting Co Chemung, New York
Delaware Dept. of Transportation Dover, Delaware
Delta Testing & Inspection, Inc. Lake Charles, Louisiana
Delta Testing & Inspection, Inc. Mandeville, Louisiana
Delta Testing & Inspection, Inc. Baton Rouge, Louisiana
Delta Testing & Inspection, Inc. New Orleans, Louisiana
DLZ Ohio, Inc. Columbus, Ohio
Dongre Laboratory Services Inc. Fairfax, Virginia
Douglass Environmental Services, Inc. Norcross, Georgia

AC = Asphalt Cement/Cutback Asphalt,  EML = Emulsified Asphalt, HMA = Hot Mix Asphalt, SL = Soil, AGG= Aggregate
PCC = Portland Cement Concrete, HCP = Hydraulic Cement (Physical Tests), HCC = Hydraulic Cement (Chemical Tests)
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Drash Consulting Engineers, Inc. San Antonio, Texas
Driggers Engineering Services, Inc. Clearwater, Florida
Duffield Associates, Inc. Wilmington, Delaware
E & B Paving, Inc. Anderson, Indiana
Earth Engineering Consultants, Inc. Fort Collins, Colorado
Earth Exploration, Inc. Indianapolis, Indiana
Earth Science Consultants Sparks, Nevada
Earth Systems Pacific San Luis Obispo, California
Earth, Inc. Pittsburgh, Pennsylvania
EBA Engineering, Inc. Baltimore, Maryland
EDP Consultants, Inc. Kirtland, Ohio
EMCON/OWT, Inc. Tuxedo, New York
Engineering Consulting Services, Ltd. Austin, Texas
Engineering Consulting Services, Ltd. Greensboro, North Carolina
Engineering Consulting Services,Ltd. Greenville, South Carolina
Engineering Testing Services, Inc. Hattiesburg, Mississippi
Environmental Geotechnology Lab Santa Fe Springs, California
Ergon Refining, Inc. Vicksburg, Mississippi
Ernest K. Hirata & Associates, Inc. Aiea, Hawaii
ESP Associates, P.A. Charlotte, North Carolina
Eustis Engineering Company, Inc. Metairie, Louisiana
Everest Engineering Company Wheaton, Illinois
Evergreen Testing & Environmental S Watervliet, New York
ExxonMobil Refinery Laboratory Billings, Montana
ExxonMobil Research & Engineering Paulsboro, New Jersey
F & ME Consultants Columbia, South Carolina
Fewell Geotechnical Engineering Pearl City, Hawaii
FGS/CMT, inc. Bangor, Maine
FHWA - Asphalt Binder Laboratory McLean, Virginia
FHWA - Mobile Mix Lab McLean, Virginia
FHWA-Central Federal Lands Hwy Di Lakewood, Colorado
FHWA-Eastern Federal Lands Hwy Di Sevierville, Tennessee
FHWA-Western Federal Lands Hwy Vancouver, Washington
Florence &  Hutcheson, Inc. Paducah, Kentucky
Florence & Hutcheson, Inc. Duncan, South Carolina
Florida Dept. of Transportation DeLand, Florida
Florida Dept. of Transportation Jacksonville, Florida
Florida Dept. of Transportation Midway, Florida
Florida Dept. of Transportation Gainesville, Florida

AC = Asphalt Cement/Cutback Asphalt,  EML = Emulsified Asphalt, HMA = Hot Mix Asphalt, SL = Soil, AGG= Aggregate
PCC = Portland Cement Concrete, HCP = Hydraulic Cement (Physical Tests), HCC = Hydraulic Cement (Chemical Tests)
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Florida Dept. of Transportation Chipley, Florida
Florida Dept. of Transportation Bartow, Florida
Florida Dept. of Transportation Davie, Florida
Florida Dept. of Transportation Miami, Florida
Florida Dept. of Transportation Tampa, Florida
Florida Dept. of Transportation Lake City, Florida
FNF Construction, Inc. Tempe, Arizona
Foree & Vann, Inc. Phoenix, Arizona
Fort McDowell Sand & Gravel Enterp Fountain Hills, Arizona
Frank H. Lehr Associates East Orange, New Jersey
Frankfort Testing Laboratory Frankfort, Kentucky
French & Parrello Associates, P.A. Holmdel, New Jersey
Froehling & Robertson, Inc. Richmond, Virginia
Froehling & Robertson, Inc. Sterling, Virginia
Froehling & Robertson, Inc. Baltimore, Maryland
Froehling & Robertson, Inc. Charlotte, North Carolina
Froehling & Robertson, Inc. Chesapeake, Virginia
Froehling & Robertson, Inc. Greenville, South Carolina
Fugro South Inc. Dallas, Texas
Fugro South, Inc. Austin, Texas
Fugro South, Inc. Chandler, Arizona
Fugro South, Inc. Houston, Texas
Fugro West, Inc. Hayward, California
Fuller, Mossbarger, Scott & May Engi Lexington, Kentucky
Future Tech Consultants Mineola, New York
GAGE Group, Inc. Columbia, South Carolina
Gannett Fleming Geotechnical Lab Harrisburg, Pennsylvania
Garco Testing Laboratories Coalinga, California
Garco Testing Laboratories Salinas, California
Garco Testing Laboratories Tracy, California
General Asphalt Company, Inc. Miami, Florida
General Asphalt Company, Inc. Miami, Florida
General Engineering Laboratories Charleston, South Carolina
General Testing Laboratories, Inc. Poulsbo, Washington
Geneva Rock Products, Inc. Draper, Utah
Geocal, Inc. Aurora, Colorado
Geocon Consultants, Inc. Rancho Cordova, California
Geoconsult, Inc. Puerto Nuevo, Puerto Rico
Geo-Hydro Engineers, Inc. Kennesaw, Georgia

AC = Asphalt Cement/Cutback Asphalt,  EML = Emulsified Asphalt, HMA = Hot Mix Asphalt, SL = Soil, AGG= Aggregate
PCC = Portland Cement Concrete, HCP = Hydraulic Cement (Physical Tests), HCC = Hydraulic Cement (Chemical Tests)
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Geolabs, Inc. Honolulu, Hawaii
GeoMechanics, Inc. Elizabeth, Pennsylvania
GeoMetrics, Inc. Myrtle Beach, South Carolina
Georgia Dept. of Transportation Forest Park, Georgia
Geo-Sci Laboratory, Inc. Berea, Ohio
Geoscience Group, Inc. Charlotte, North Carolina
Geosciences, Inc. Albany, Georgia
Geosciences, Inc. Valdosta, Georgia
GeoStructures, Inc. Wayne, Pennsylvania
GeoSystems / Kleinfelder Topeka, Kansas
Geo-Systems Design & Testing, Inc. West Columbia, South Carolina
GeoSystems Engineering Inc. Lenexa, Kansas
GeoSystems Engineering Inc. Tulsa, Oklahoma
Geotechnical & Environmental Servic Las Vegas, Nevada
Geotechnical and Environmental Cons Tempe, Arizona
Geotechnical and Environmental Cons Columbus, Georgia
Geotechnical and Environmental Cons Macon, Georgia
Geotechnical Consultants, Inc. Westerville, Ohio
Geotechnical Engineering & Testing, I Mobile, Alabama
Geotechnical Engineering Group, Inc. Grand Junction, Colorado
Geotechnical Testing Lab / HGF Cons Olympia, Washington
Geotechnical Testing Services Coraopolis, Pennsylvania
Geotechnical Testing Services Yuma, Arizona
Geotechnics, Inc. San Diego, California
Geotechnics, Inc. East Pittsburgh, Pennsylvania
Geotechnics, Inc. Raleigh, North Carolina
Geo-Technology Associates, Inc. Annapolis Junction, Maryland
Geo-Technology Associates, Inc. Frederick, Maryland
Geotechnology, Inc. St. Louis, Missouri
Geotek Engineering Company, Inc. Nashville, Tennessee
GeoTek Insite, Inc. Vista, California
GeoTek Insite, Inc. Phoenix, Arizona
GeoTek, Inc. Sandy, Utah
GeoTek, Inc. Las Vegas, Nevada
GeoTest, Inc. West Allis, Wisconsin
Geo-Test, Inc. Santa Fe, New Mexico
Geo-Test, Inc. Albuquerque, New Mexico
GeoTesting Express, Inc. Boxborough, Massachusetts
Giles Engineering Associates, Inc. Waukesha, Wisconsin

AC = Asphalt Cement/Cutback Asphalt,  EML = Emulsified Asphalt, HMA = Hot Mix Asphalt, SL = Soil, AGG= Aggregate
PCC = Portland Cement Concrete, HCP = Hydraulic Cement (Physical Tests), HCC = Hydraulic Cement (Chemical Tests)
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GMT Consultants, Inc. Missoula, Montana
GN Northern, Inc. Kennewick, Washington
Golder Associates, Inc. Atlanta, Georgia
Golder Associates, Inc. Cherry Hill, New Jersey
Grandin Testing Laboratory, Inc. Los Lunas, New Mexico
Granite Construction Company Sacramento, California
Granite Construction Company Tucson, Arizona
Granite Construction Company Lockwood, Nevada
Granite Construction Q. C. Lab Salt Lake City, Utah
Graniterock Company Aromas, California
Great Lakes Soil & Environmental Co Burr Ridge, Illinois
Ground Engineering Consultants, Inc. Commerce City, Colorado
Grubbs, Hoskyn, Barton & Wyatt, Inc. Little Rock, Arkansas
GS2 Engineering & Environmental Co Charleston, South Carolina
GTS Technologies, Inc. Harrisburg, Pennsylvania
Gulf States Asphalt Company South Houston, Texas
GZA GeoEnvironmental, Inc. Hopkinton, Massachusetts
H. H. Holmes Testing Laboratories Wheeling, Illinois
H.C. Nutting Company Cincinnati, Ohio
Hall, Blake and Associates, Inc. Memphis, Tennessee
Harding ESE Reno, Nevada
Harding ESE Las Vegas, Nevada
Harford County Government Forest Hill, Maryland
Hawaii Department of Transportation Honolulu, Hawaii
HBC Engineering, Inc. Dallas, Texas
HBC Engineering, Inc. Forth Worth, Texas
HBC Engineering, Inc. Austin, Texas
Hepworth Pawlak Geotechnical, Inc. Glenwood Springs, Colorado
Heritage Research Group Indianapolis, Indiana
Hillis-Carnes Engineering Ijamsville, Maryland
Hillis-Carnes Engineering Associates Annapolis Junction, Maryland
HKM Engineering, Inc. Sheridan, Wyoming
HKM Engineering, Inc. Billings, Montana
Holman Consulting Engineers, LLC Missoula, Montana
Holt Engineering, Inc. Austin, Texas
Hoque & Associates, Inc. Tempe, Arizona
Horrocks Engineers American Fork, Utah
Hudson Liquid Asphalt Providence, Rhode Island
Hull & Associates, Inc. Erie, Michigan

AC = Asphalt Cement/Cutback Asphalt,  EML = Emulsified Asphalt, HMA = Hot Mix Asphalt, SL = Soil, AGG= Aggregate
PCC = Portland Cement Concrete, HCP = Hydraulic Cement (Physical Tests), HCC = Hydraulic Cement (Chemical Tests)

 I-9



AASHTO ACCREDITATION PROGRAM
Alphabetical Listing of Accredited Laboratories

February 10, 2003

Name of Laboratory Location AC  EML  HMA  SL  AGG  PCC  HCP  HCC
Fields of Accreditation

HVJ Associates, Inc. Austin, Texas
Idaho Asphalt Supply, Inc. Nampa, Idaho
Idaho Transportation Department Boise, Idaho
IGES, LLC Bluffdale, Utah
Illinois Cement Company LaSalle, Illinois
Illinois Dept. of Transportation Springfield, Illinois
Inberg-Miller Engineers Riverton, Wyoming
Independent Consultants & Engineers Upper Marlboro, Maryland
Indiana Dept. of Transportation Indianapolis, Indiana
Inland Inspections & Testing, Inc. Phoenix, Arizona
Inspection Services, Inc. San Francisco, California
Inspectorate America Corporation BolingBrook, Illinois
InTEC of Austin, Inc. Austin, Texas
Integrated Testing & Engineering Com San Antonio, Texas
Intermountain Materials Testing, Inc. Richland, Washington
Intermountain Testing Services, Inc. Roy, Utah
Iowa Department of Transportation Ames, Iowa
ISG Resources Inc. Taylorsville, Georgia
ITS/Caleb Brett Essington, Pennsylvania
J & L Laboratories, Inc. Wadsworth, Ohio
J. A.  Cesare and Associates, Inc. Henderson, Nevada
J. H. Rudolph & Company, Inc. Huntingburg, Indiana
Jack B. Parson Companies Ogden, Utah
Jebro Incorporated Sioux City, Iowa
JFG Technical Center Thornton, Illinois
JJL, Inc., dba Gregg Laboratories Lexington, Kentucky
Johansen and Tuttle Engineering Castle Dale, Utah
John D. Hynes & Associates, Inc. Salisbury, Maryland
John H. Robinson Testing, Inc. Erie, Pennsylvania
John Turner Consulting, Inc. Dover, New Hampshire
Jones & DeMille Engineering Richfield, Utah
K & S Engineers Highland, Indiana
K. P. Testing Services Elko, Nevada
KAM Solutions, P.C. Mattoon, Illinois
Kansas Department of Transportation Topeka, Kansas
Kentucky Transportation Cabinet Frankfort, Kentucky
KEY-TECH Keyport, New Jersey
Kiewit Western Company Littleton, Colorado
King County Materials Laboratory Renton, Washington

AC = Asphalt Cement/Cutback Asphalt,  EML = Emulsified Asphalt, HMA = Hot Mix Asphalt, SL = Soil, AGG= Aggregate
PCC = Portland Cement Concrete, HCP = Hydraulic Cement (Physical Tests), HCC = Hydraulic Cement (Chemical Tests)
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Kleinfelder, Inc. Pleasanton, California
Kleinfelder, Inc. Merced, California
Kleinfelder, Inc. Salt Lake City, Utah
Kleinfelder, Inc. Billings, Montana
Kleinfelder, Inc. Fresno, California
Kleinfelder, Inc. Albuquerque, New Mexico
Kleinfelder, Inc. Long Beach, California
Kleinfelder, Inc. Redlands, California
Kleinfelder, Inc. Sacramento, California
Kleinfelder, Inc. Tempe, Arizona
Kleinfelder, Inc. Reno, Nevada
Kleinfelder, Inc. Las Vegas, Nevada
Kleinfelder, Inc. San Diego, California
Kleinfelder, Inc. Boise, Idaho
Kleinfelder, Inc. Stockton, California
Koch Materials Company Inver Grove Heights, Minnesota
Koch Materials Company Chicago, Illinois
Koch Materials Company York, Pennsylvania
Koch Materials Company North Salt Lake City, Utah
Koch Materials Company Wichita, Kansas
Koch Pavement Solutions Terre Haute, Indiana
Koch Performance Asphalt Company Commerce City, Colorado
Kosmos Cement Company Louisville, Kentucky
Krazan & Associates, Inc. Bakersfield, California
Krazan & Associates, Inc. San Jose, California
Krazan & Associates, Inc. Clovis, California
Kumar & Associates, Inc. Denver, Colorado
L. Robert Kimball and Associates, Inc. Ebensburg, Pennsylvania
Laco Associates Eureka, California
Lafarge Denver, Colorado
Lafarge Joppa Quality Laboratory Grand Chain, Illinois
Lafarge Southwest Albuquerque, New Mexico
Landmark Testing and Engineering St. George, Utah
Lane County Public Works Eugene, Oregon
Lankard Materials Lab, Inc. Columbus, Ohio
Las Vegas Paving Corporation North Las Vegas, Nevada
Law & Associates, Inc. Orlando, Florida
Law Crandall San Diego, California
Levy Technical Services Gary, Indiana

AC = Asphalt Cement/Cutback Asphalt,  EML = Emulsified Asphalt, HMA = Hot Mix Asphalt, SL = Soil, AGG= Aggregate
PCC = Portland Cement Concrete, HCP = Hydraulic Cement (Physical Tests), HCC = Hydraulic Cement (Chemical Tests)
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Lion Oil Control Laboratory El Dorado, Arkansas
Lippincott & Jacobs Consulting Engin Riverside, New Jersey
Lone Star Industries Cape Girardeau, Missouri
Louisiana DOTD Baton Rouge, Louisiana
Louisiana Trans. Research Center Baton Rouge, Louisiana
Lumos and Associates, Inc. Reno, Nevada
Lumos and Associates, Inc. Carson City, Nevada
Macia Consulting Enterprises, Inc. Bronx, New York
MACTEC Engineering and Consulting Columbia, South Carolina
MACTEC Engineering and Consulting Charleston, South Carolina
MACTEC Engineering and Consulting Charlotte, North Carolina
MACTEC Engineering and Consulting Knoxville, Tennessee
MACTEC Engineering and Consulting Sterling, Virginia
MACTEC Engineering and Consulting Greenville, South Carolina
MACTEC Engineering and Consulting Atlanta, Georgia
MACTEC Engineering and Consulting Tampa, Florida
MACTEC Engineering and Consulting Louisville, Kentucky
MACTEC Engineering and Consulting Birmingham, Alabama
MACTEC Engineering and Consulting Jacksonville, Florida
MACTEC Engineering and Consulting Phoenix, Arizona
MACTEC Engineering and Consulting Tulsa, Oklahoma
Maine Department of Transportation Bangor, Maine
Marathon Ashland Petroleum Catlettsburg, Kentucky
Marathon Ashland Petroleum Detroit, Michigan
Maricopa County Dept. of Trans. Phoenix, Arizona
Martin A. Ackley Associates, Inc. Atco, New Jersey
Martin Marietta Aggregates Garner, North Carolina
Maryland State Highway Administrati Hancock, Maryland
Maryland State Highway Administrati Brooklandville, Maryland
Massachusetts Highway Department South Boston, Massachusetts
Massachusetts Turnpike Authority - C Boston, Massachusetts
Master Builders Technical Center Beachwood, Ohio
Material Testing Services, Inc. Minot, North Dakota
Materials Testing & Consulting, Inc. Burlington, Washington
Materials Testing and Inspection Boise, Idaho
Materials Testing and Inspection Idaho Falls, Idaho
Materials Testing Consultants, Inc. Grand Rapids, Michigan
Materials Testing Corporation Las Vegas, Nevada
Materials Testing Inc. Edison, New Jersey

AC = Asphalt Cement/Cutback Asphalt,  EML = Emulsified Asphalt, HMA = Hot Mix Asphalt, SL = Soil, AGG= Aggregate
PCC = Portland Cement Concrete, HCP = Hydraulic Cement (Physical Tests), HCC = Hydraulic Cement (Chemical Tests)
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Materials Testing Laboratories Inc. New Hyde Park, New York
Materials Testing of Arkansas, Inc. Little Rock, Arkansas
Matriscope, Inc. West Sacramento, California
Maxim Technologies Inc. Billings, Montana
Maxim Technologies, Inc. Helena, Montana
Maxim Technologies, Inc. Sioux Falls, South Dakota
Maxim Technologies, Inc. Kansas City, Kansas
Maxim Technologies, Inc. Casper, Wyoming
Mead & Hunt, Inc. Madison, Wisconsin
Michigan Dept. of Transportation Lansing, Michigan
Michigan Technological University Houghton, Michigan
Mid-Atlantic Aggregates Harrisburg, Pennsylvania
Mid-State Engineering & Testing Kearney, Nebraska
Midwest Testing Laboratory, Inc. Fargo, North Dakota
Midwest Testing Laboratory, Inc. Bismarck, North Dakota
Midwest Testing, Inc. Bridgeton, Missouri
Miller Engineering & Testing, Inc. Manchester, New Hampshire
Minnesota Dept. of Transportation Rochester, Minnesota
Minnesota Dept. of Transportation Detroit Lakes, Minnesota
Minnesota Dept. of Transportation Mankato, Minnesota
Minnesota Dept. of Transportation Bemidji, Minnesota
Minnesota Dept. of Transportation Willmar, Minnesota
Minnesota Dept. of Transportation Baxter, Minnesota
Minnesota Dept. of Transportation Duluth, Minnesota
Minnesota Dept. of Transportation Maplewood, Minnesota
Mississippi Dept. of Transportation Jackson, Mississippi
Missouri Highways & Transportation Jefferson City, Missouri
MN DOT Metro District Maplewood, Minnesota
Momentum Technologies, inc. Uniontown, Ohio
Montana Dept. of Transportation Helena, Montana
Montgomery County DPWT Rockville, Maryland
Moreland Altobelli Associates, Inc. Norcross, Georgia
Morta Engineering & Testing Aberdeen, Washington
Mountain Cement Company Laramie, Wyoming
Mountain Enterprises, Inc. Paintsville, Kentucky
MRM Construction Services, LLC Phoenix, Arizona
MTE Services, Inc. Onalaska, Wisconsin
MTGL, Inc. Anaheim, California
Municipal Testing Lab of FL., Inc. Miami, Florida

AC = Asphalt Cement/Cutback Asphalt,  EML = Emulsified Asphalt, HMA = Hot Mix Asphalt, SL = Soil, AGG= Aggregate
PCC = Portland Cement Concrete, HCP = Hydraulic Cement (Physical Tests), HCC = Hydraulic Cement (Chemical Tests)
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Municipal Testing Laboratory, Inc. Hicksville, New York
National Center for Asphalt Technolog Auburn, Alabama
Nebraska Department of Roads Lincoln, Nebraska
NEI Geotechnical Yuma, Arizona
Nevada Cement Company Fernley, Nevada
Nevada Department of Transportation Carson City, Nevada
Nevada Dept. of Transportation Las Vegas, Nevada
New Jersey Dept. of Transportation Trenton, New Jersey
New Mexico State Hwy. & Trans. Dep Santa Fe, New Mexico
New York State Dept. of Transportatio Albany, New York
Ninyo & Moore Phoenix, Arizona
Ninyo & Moore San Diego, California
Ninyo & Moore Oakland, California
Ninyo & Moore Irvine, California
Ninyo & Moore Las Vegas, Nevada
Nodarse & Associates, Inc. Winter Park, Florida
North American Technical Services Modesto, California
North Carolina Dept. of Transportatio Raleigh, North Carolina
North Dakota Dept of Transportation Bismarck, North Dakota
Nova Engineering and Environmental, Kennesaw, Georgia
NRMCA  A. H. Smith Joint Research College Park, Maryland
NST Engineering, Inc. Susanville, California
Nutting Engineers of Florida, Inc. Boynton Beach, Florida
O'Brien and Associates, Inc. Arlington Heights, Illinois
Ohio Department of Transportation Columbus, Ohio
Oklahoma Dept. of Transportation Oklahoma City, Oklahoma
OMNNI Associates Appleton, Wisconsin
On-Spec Testing, Inc. Charlotte, North Carolina
Oregon Dept. of Transportation Salem, Oregon
Owens Corning Summit, Illinois
Owens Geotechnical, Inc. Las Vegas, Nevada
P. Flanigan & Sons, Inc. Baltimore, Maryland
Pac Rim Geotechnical, Inc. Seattle, Washington
Pacific Geotechnical Engineers, Inc. Honolulu, Hawaii
Pacific Testing Services, Inc. Aiea, Hawaii
Palmerton & Parrish, Inc. Springfield, Missouri
Palmetto Bridge Constructors Charleston, South Carolina
Panhandle Geotechnical & Environme Scottsbluff, Nebraska
Paramount Petroleum Corporation Paramount, California

AC = Asphalt Cement/Cutback Asphalt,  EML = Emulsified Asphalt, HMA = Hot Mix Asphalt, SL = Soil, AGG= Aggregate
PCC = Portland Cement Concrete, HCP = Hydraulic Cement (Physical Tests), HCC = Hydraulic Cement (Chemical Tests)
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Paramount Petroleum Corporation Phoenix, Arizona
PARCO Athens, New York
Patriot Engineering and Environmenta Indianapolis, Indiana
Patton Harris Rust & Associates Chantilly, Virginia
Patzig Testing Laboratories Des Moines, Iowa
Pavement Engineering, Inc. Redding, California
PaveTex Engineering & Testing, Inc. Dripping Springs, Texas
Payne & Dolan Gladstone, Michigan
Payne & Dolan, Inc. Waukesha, Wisconsin
Pennoni Associates, Inc. Bethlehem, Pennsylvania
Pennsylvania Dept of Transportation Harrisburg, Pennsylvania
Pentacore Materials Testing Laborator Las Vegas, Nevada
Petroleum Sciences, Inc. Spokane, Washington
Pettigrew and Associates, P.A. Hobbs, New Mexico
Pezonella Associates, Inc. Reno, Nevada
Phillips 66 Co. - Wood River Refinery Roxana, Illinois
Piedmont Geotechnical Consultants, In Alpharetta, Georgia
Pike Industries, Inc. Belmont, New Hampshire
Pima County Dept. of Transportation Tucson, Arizona
Pioneer Oil Company Billings, Montana
Pioneer Technical Services Laboratory Helena, Montana
PLSA Engineering Yakima, Washington
Ponce I & M Engineering Laboratory, Coto Laurel, Puerto Rico
Pozzolan Products, Inc. - dba Garco T Salt Lake City, Utah
PRI Asphalt Technologies, Inc. Tampa, Florida
Prime Engineering & Architecture, Inc Akron, Ohio
Process Chemicals, LLC Winter Haven, Florida
Professional Engineers, Inc. Knoxville, Tennessee
Professional Inspection & Testing Temple Hills, Maryland
Professional Inspection & Testing Ser Chambersburg, Pennsylvania
Professional Service Industries, Inc. Orlando, Florida
Professional Service Industries, Inc. Valley View, Ohio
Professional Service Industries, Inc. Columbus, Ohio
Professional Service Industries, Inc. Oklahoma City, Oklahoma
Professional Service Industries, Inc. Pittsburgh, Pennsylvania
Professional Service Industries, Inc. Long Beach, California
Professional Service Industries, Inc. Wheat Ridge, Colorado
Professional Service Industries, Inc. Charleston, South Carolina
Professional Service Industries, Inc. Austin, Texas

AC = Asphalt Cement/Cutback Asphalt,  EML = Emulsified Asphalt, HMA = Hot Mix Asphalt, SL = Soil, AGG= Aggregate
PCC = Portland Cement Concrete, HCP = Hydraulic Cement (Physical Tests), HCC = Hydraulic Cement (Chemical Tests)
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Professional Service Industries, Inc. Mabelvale, Arkansas
Professional Service Industries, Inc. Salt Lake City, Utah
Professional Service Industries, Inc. Sterling, Virginia
Professional Service Industries, Inc. Tempe, Arizona
Professional Service Industries, Inc. Tacoma, Washington
Professional Service Industries, Inc. Columbia, South Carolina
Professional Service Industries, Inc. Indianapolis, Indiana
Professional Service Industries, Inc. Shreveport, Louisiana
Professional Service Industries, Inc. Kennesaw, Georgia
PSC Associates, Inc. Mountain View, California
Puerto Rico Highway & Transp. Auth Bayamon, Puerto Rico
Puerto Rico Highway and Transp. Aut Manati, Puerto Rico
Puerto Rico Highway and Transp. Aut Ponce, Puerto Rico
Puerto Rico Highway and Transp. Aut Mayaguez, Puerto Rico
Q.C. Testing, Inc. Vernal, Utah
QORE Property Sciences Birmingham, Alabama
QORE Property Sciences Columbia, South Carolina
QORE Property Sciences Duluth, Georgia
QORE Property Sciences Suwanee, Georgia
QORE Property Sciences Lexington, Kentucky
QORE Property Sciences Augusta, Georgia
QORE, Inc. Greenville, South Carolina
Quality Testing and Engineering, Inc. Fairview Heights, Illinois
Quality Testing, LLC Tempe, Arizona
R & M Consultants, Inc. Anchorage, Alaska
R. D. Zande & Associates, Inc. Buckhannon, West Virginia
Raba-Kistner Consultants, Inc. San Antonio, Texas
RB & G Engineering, Inc. Provo, Utah
Reliable Contracting Co., Inc. Gambrills, Maryland
Resource International, Inc. Cleveland, Ohio
Resource International, Inc. Blue Ash, Ohio
Resource International, Inc. Westerville, Ohio
Rhode Island Dept of Transportation Providence, Rhode Island
Rhodes Incorporated Nicholasville, Kentucky
Ricker Atkinson McBee & Associates Tempe, Arizona
Rinker Materials Everett, Washington
Rinker Materials Orlando, Florida
RMA Group Rancho Cucamonga, California
RMC Pacific Materials, Inc. San Ramon, California

AC = Asphalt Cement/Cutback Asphalt,  EML = Emulsified Asphalt, HMA = Hot Mix Asphalt, SL = Soil, AGG= Aggregate
PCC = Portland Cement Concrete, HCP = Hydraulic Cement (Physical Tests), HCC = Hydraulic Cement (Chemical Tests)
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Rodriguez Engineering Laboratories Austin, Texas
Royal Trading Company Catoosa, Oklahoma
S & ME, Inc. Conway, South Carolina
S&ME, Inc. Blountville, Tennessee
S&ME, Inc. Louisville, Tennessee
S&ME, Inc. Savannah, Georgia
S&ME, Inc. Raleigh, North Carolina
S&ME, Inc. Spartanburg, South Carolina
S&ME, Inc. Charlotte, North Carolina
S&ME, Inc. Norcross, Georgia
S&ME, Inc. Greensboro, North Carolina
S&ME, Inc. Wilmington, North Carolina
S&ME, Inc. Arden, North Carolina
S&ME, Inc. Mt. Pleasant, South Carolina
S&ME, Inc. Fayetteville, North Carolina
S&ME, Inc. Columbia, South Carolina
S. W. Cole Engineering, Inc. Bangor, Maine
S.T.A.T.E. Testing, L.L.C. East Dundee, Illinois
Schleede-Hampton Associates, Inc. Elk Grove Village, Illinois
Schnabel Engineering Associates, Inc. Baltimore, Maryland
Schnabel Engineering Associates, Inc. Blacksburg, Virginia
Schnabel Engineering Associates, Inc. West Chester, Pennsylvania
SCI Engineering, Inc. St. Charles, Missouri
Seattle Public Utilities Seattle, Washington
SEECO Consultants, Inc. Tinley Park, Illinois
SGS Control Services, Inc. East Alton, Illinois
Shannon & Wilson, Inc. Anchorage, Alaska
Shannon & Wilson, Inc. Fairbanks, Alaska
Shannon & Wilson, Inc. Farmington, Missouri
Sharp Testing Services Toledo, Ohio
Shell Global Solutions Inc. Houston, Texas
Shield Engineering, Inc. Charlotte, North Carolina
Shively Geotechnical, Inc. Fairview Heights, Illinois
SHN Consulting Engineers & Geologi Eureka, California
Sierra Testing Laboratories, Inc. El Dorado Hills, California
SIGNET Testing Laboratories, Inc. Hayward, California
Signet Testing Labs, Inc. Santa Ana, California
Sinclair Oil Corporation Casper, Wyoming
Sinclair Oil Corporation Sinclair, Wyoming

AC = Asphalt Cement/Cutback Asphalt,  EML = Emulsified Asphalt, HMA = Hot Mix Asphalt, SL = Soil, AGG= Aggregate
PCC = Portland Cement Concrete, HCP = Hydraulic Cement (Physical Tests), HCC = Hydraulic Cement (Chemical Tests)
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Sinclair Oil Corporation Tulsa, Oklahoma
Site-Blauvelt Engineers, Inc. Mount Laurel, New Jersey
SK Geotechnical Corporation Billings, Montana
Smith-Emery Company San Francisco, California
Soil Consultants, Inc. Charleston, South Carolina
Soil Services, Inc. College Park, Georgia
Soil Technology, Inc. Bainbridge Island, Washington
Soils & Engineering Services, Inc. Madison, Wisconsin
Solar Testing Laboratories, Inc. Brooklyn Heights, Ohio
Solar Testing Laboratories, Inc. Hilliard, Ohio
Solar Testing Laboratories, Inc. Pittsburgh, Pennsylvania
Sor Testing Laboratories, Inc. Cedar Grove, New Jersey
South Carolina Dept. of Transportatio Columbia, South Carolina
South Dakota Dept. of Trans. Pierre, South Dakota
Southeast Corridor Constructors Denver, Colorado
Southern California Soil & Testing, In San Diego, California
Southern Earth Sciences, Inc. Mobile, Alabama
Southland Oil Company Sandersville, Mississippi
Southwest Inspection & Testing, Inc. Santa Fe Springs, California
Speedie and Associates, Inc. Phoenix, Arizona
St. Louis County Highways & Traffic Maryland Heights, Missouri
Staker Paving and Construction Salt Lake City, Utah
Standard Testing and Engineering Co Oklahoma City, Oklahoma
Stantec Consulting Inc. Reno, Nevada
Stantec Consulting Inc. Las Vegas, Nevada
State of New Hampshire DOT Concord, New Hampshire
STORK - Twin City Testing Corp. St. Paul, Minnesota
Stork Southwestern Laboratories, Inc. Houston, Texas
Strata Engineering, LLC Mt. Pleasant, South Carolina
STRATA, Inc. Boise, Idaho
Strata, Inc. Spokane, Washington
Suit-Kote Corporation Cortland, New York
Summit Engineering Corporation Reno, Nevada
Summit Engineering Corporation Las Vegas, Nevada
Summit Ltd. Everett, Massachusetts
Summit Testing & Inspection Compan Akron, Ohio
T. N. and Associates, Inc. Minden, Nevada
TEAM Consultants, Inc. Dallas, Texas
Tectonic Engineering Consultants Cornwall, New York

AC = Asphalt Cement/Cutback Asphalt,  EML = Emulsified Asphalt, HMA = Hot Mix Asphalt, SL = Soil, AGG= Aggregate
PCC = Portland Cement Concrete, HCP = Hydraulic Cement (Physical Tests), HCC = Hydraulic Cement (Chemical Tests)
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Teichert Quality Assurance Laborator Sacramento, California
Tennessee Dept. of Transportation Nashville, Tennessee
Terracon Bettendorf, Iowa
Terracon Albuquerque, New Mexico
Terracon Lenexa, Kansas
Terracon Wichita, Kansas
Terracon Duluth, Georgia
Terracon St. Louis, Missouri
Terracon Billings, Montana
Terracon Omaha, Nebraska
Terracon Cedar Rapids, Iowa
Terracon Las Vegas, Nevada
Terracon Oklahoma City, Oklahoma
Terracon Tucson, Arizona
Terracon Tempe, Arizona
Terracon Boise, Idaho
Terracon Fort Collins, Colorado
Terrane Engineering Corporation Tempe, Arizona
Terrasearch, Inc. Livermore, California
TerraTech Engineers, Inc. Raleigh, North Carolina
Terry Materials, Inc. Hamilton, Ohio
Tesoro Refining and Marketing Comp Anacortes, Washington
TesTech, Inc. Dayton, Ohio
Testing Engineers - Los Angeles Irvine, California
Testing Engineers - San Diego, Inc. San Diego, California
Testing Engineers & Consultants Troy, Michigan
Testing Engineers, Inc. San Jose, California
Testing Engineers, Inc. San Leandro, California
Testing Engineers, Inc. Martinez, California
Testing Service Corporation Carol Stream, Illinois
Testing Services & Inspection, Inc. San Diego, California
Testwell Laboratories, Inc. Ossining, New York
Texas Department of Transportation Austin, Texas
Texas Transportation Institute College Station, Texas
The Eddy Group, Inc. Springfield, Virginia
The Geotechnical Group, Inc. Needham, Massachusetts
The Harper Company Hebron, Kentucky
The Port Authority of NY & NJ Jersey City, New Jersey
The Robert B. Balter Company Owings Mills, Maryland

AC = Asphalt Cement/Cutback Asphalt,  EML = Emulsified Asphalt, HMA = Hot Mix Asphalt, SL = Soil, AGG= Aggregate
PCC = Portland Cement Concrete, HCP = Hydraulic Cement (Physical Tests), HCC = Hydraulic Cement (Chemical Tests)
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The Robert B. Balter Company Springfield, Virginia
The Shelly Company Thornville, Ohio
Thelen Associates, Inc. Erlanger, Kentucky
Thiele Geotech, Inc. Omaha, Nebraska
Thompson Engineering Testing, Inc. Mobile, Alabama
Thompson-McCully Oil Company Monroe, Michigan
Tierra, Inc. Raleigh, North Carolina
Titan Atlantic Group, Inc. Winterville, North Carolina
TolTest, Inc. Toledo, Ohio
TolTest, Inc. Plymouth, Michigan
TPI Petroleum, Inc. Ardmore, Oklahoma
Trigeant, Ltd. Corpus Christi, Texas
Trigon Engineering Consultants, Inc. Greenville, South Carolina
Trigon Engineering Consultants, Inc. Charlotte, North Carolina
Trigon Engineering Consultants, Inc. Raleigh, North Carolina
Trigon Engineering Consultants, Inc. Greensboro, North Carolina
Trinity Engineering Corpus Christi, Texas
Trinity Engineering / Kleinfelder Irving, Texas
Trumball Asphalt St. Louis, Missouri
TSi Engineering, Inc. St. Louis, Missouri
TTL, Inc. Tuscaloosa, Alabama
Twin Mountain Construction II Comp Albuquerque, New Mexico
Twin Ports Testing, Inc. Superior, Wisconsin
Twining Laboratories of Southern Cali Long Beach, California
TXI - Midlothian Cement Plant Midlothian, Texas
U.S. Engineering Laboratories, Inc. Atlantic City, New Jersey
ULTRAPAVE Resaca, Georgia
United Consulting Norcross, Georgia
United Metro Materials, Inc. Phoenix, Arizona
United Refining Company Laboratory Warren, Pennsylvania
Universal Testing & Inspection Servic West Babylon, New York
Universal Testing Services of Massach Stoneham, Massachusetts
University of Arkansas Fayetteville, Arkansas
URS Corporation Honolulu, Hawaii
URS Corporation International-Ameri Blue Bell, Pennsylvania
USFS Idaho Panhandle Ntl. Forest St. Maries, Idaho
Utah Dept. of Transportation Salt Lake City, Utah
Valero Energy Corporation Sunray, Texas
Valley Asphalt Cincinnati, Ohio

AC = Asphalt Cement/Cutback Asphalt,  EML = Emulsified Asphalt, HMA = Hot Mix Asphalt, SL = Soil, AGG= Aggregate
PCC = Portland Cement Concrete, HCP = Hydraulic Cement (Physical Tests), HCC = Hydraulic Cement (Chemical Tests)
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Valley Forge Laboratories, Inc. Devon, Pennsylvania
Vanasse Hangen Brustlin, Inc. Middletown, Connecticut
Vector Engineering, Inc. Grass Valley, California
Vermont Agency of Transportation Berlin, Vermont
Vestal Asphalt, Inc. Vestal, New York
Virginia Dept. of Transportation Sandston, Virginia
Virginia Geotechnical Services, P.C. Richmond, Virginia
Virginia Transportation Research Cou Charlottesville, Virginia
Vulcan Materials Company Pacolet, South Carolina
Vulcan Materials Company Phoenix, Arizona
Vulcan Materials Company Birmingham, Alabama
Wabash Valley Asphalt Co., Inc. Terre Haute, Indiana
Wallace-Kuhl & Associates, Inc. West Sacramento, California
Wang Engineering, Inc. Addison, Illinois
Warden Modified Asphalt Mercer, Pennsylvania
Washington State Dept. of Transp. Tumwater, Washington
West Virginia Department of Transpor Charleston, West Virginia
Western Colorado Testing, Inc. Grand Junction, Colorado
Western Technologies Inc. Farmington, New Mexico
Western Technologies Inc. Phoenix, Arizona
Western Technologies Inc. Salt Lake City, Utah
Western Technologies Inc. Tucson, Arizona
Western Technologies Inc. Sierra Vista, Arizona
Western Technologies Inc. Flagstaff, Arizona
Western Technologies Inc. Albuquerque, New Mexico
Western Technologies Inc. Las Vegas, Nevada
WesTest, LLC Denver, Colorado
Whitaker Laboratory, Inc. Savannah, Georgia
Williams Alaska Petroleum Inc. North Pole, Alaska
Williams Earth Sciences, Inc. Panama City, Florida
Williams Earth Sciences, Inc. Ft. Lauderdale, Florida
Williams Earth Sciences, Inc. Jacksonville, Florida
Willmer Engineering, Inc. Atlanta, Georgia
Wisconsin Dept. of Transportation Madison, Wisconsin
Wiss, Janney, Elstner Associates, Inc. Northbrook, Illinois
Wiss, Janney, Elstner Associates, Inc. Austin, Texas
Wolf Technologies, Inc. Jacksonville, Florida
Wright Padgett Christopher North Charleston, South Carolina
Wright Padgett Christopher Mount Pleasant, South Carolina

AC = Asphalt Cement/Cutback Asphalt,  EML = Emulsified Asphalt, HMA = Hot Mix Asphalt, SL = Soil, AGG= Aggregate
PCC = Portland Cement Concrete, HCP = Hydraulic Cement (Physical Tests), HCC = Hydraulic Cement (Chemical Tests)
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Wright Padgett Christopher Beaufort, South Carolina
Wright Padgett Christopher Myrtle Beach, South Carolina
Wright Padgett Christopher Savannah, Georgia
Wyoming Dept. of Transportation Cheyenne, Wyoming
Youngdahl Consulting Group, Inc. El Dorado Hills, California
Zipper Zeman Associates, Inc. Lynnwood, Washington

CN Laboratories
AMEC Earth and Environmental Halifax, Nova Scotia
Bitumar Inc. Montreal, Quebec
Imperial Oil Ltd. Sarnia, Ontario
Irving Oil Saint John, New Brunswick
Lafarge Construction Materials Mississauga, Ontario
McAsphalt Engineering Services Scarborough, Ontario
McAsphalt Industries Limited Valleyfield, Quebec
New Brunswick Dept. of Transportatio Fredericton, New Brunswick
Petro-Canada Oakville, Ontario
Petro-Canada Montreal, Quebec
Shell Canada Products Montreal, Quebec
University of Calgary Calgary, Alberta

AC = Asphalt Cement/Cutback Asphalt,  EML = Emulsified Asphalt, HMA = Hot Mix Asphalt, SL = Soil, AGG= Aggregate
PCC = Portland Cement Concrete, HCP = Hydraulic Cement (Physical Tests), HCC = Hydraulic Cement (Chemical Tests)
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Alabama
Alabama Department of Transportation
Montgomery, Alabama
Contact: Robert L. Wolfe (334) 206-2335Phone:

8/15/1991
R28 T48 T49 T50 T51 T53 T55 T78 T79 T201 T202 T228 T240 T295 T313 T315 T316

8/15/1991
T59 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Sieve Test, 
Storage Stability)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1991
T30 T166 T209 T245 T269 T308 T312 D3666 E329
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1991
T87 T88 T89 T90 T99 T100 T176 T180 T208 T216 T265 T296
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1991
T11 T19 T21 T27 T84 T85 T96 T104 T176 T248 T255 T304 - D4791

8/15/1991
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 T309  - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 
C1077 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/4/2002

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/4/2002

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T137 T153 T154 T162 - C109 C151 C185 C187 C204 C266 C305 C1222

T105/C114 Reference (sulfur trioxide), Alternative (silicon dioxide), Atomic Absorption (aluminum oxide, ferric oxide, calcium oxide, 
magnesium oxide, sodium oxide, potassium oxide)

3704 Fairground Road
Montgomery, Alabama  36110

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

BECC
Huntsville, Alabama
Contact: George Hays (256) 536-3846Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2002
D1559 D2041 D2172 D2726 D3203 D3666 D5444 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2002
C40 C117 C127 C128 C136 C566 C702 C1077 D3666 E329

7/1/2002
C31 C39 C42 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231 E329

2304 Memorial Parkway SW
Huntsville, Alabama  35801

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

BECC, Inc.
Birmingham, Alabama
Contact: Richard D. Brown (205) 879-7899Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/2002
C40 C88 C117 C127 C128 C131 C136 C566 C702 C1077 E329

6/15/2002
C31 (Cylinders) C39 C42 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231 E329

2704 20th Street South
Birmingham, Alabama  35209

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

CDG Engineers & Associates
Andalusia, Alabama
Contact: Danner F. Drake (334) 222-9431Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/31/2003
D421 D698 D1140 D1557 D2216 D2922 D3017 D3740 D4318

P.O. Box 278
Andalusia, Alabama  36420

-1II
Dates shown for each field indicate the date of inital accreditation.
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Geotechnical Engineering & Testing, Inc.
Mobile, Alabama
Contact: David S. Coxe (251) 666-7197Phone:

11/1/2001
C31 C39 C78 C138 C143 C172 C231 C617 C1064 C1077 C1231

904 Butler Drive
Mobile, Alabama  36693
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

MACTEC Engineering and Consulting, Inc.
Birmingham, Alabama
Contact: Thomas N. Dobras (205) 733-7600Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2002
T87 T88 T89 T90 T92 T99 T100 T180 T193 T216 T265 T310 - D421 D422 D427 D698 D854 D1140 D1557 D1883 D2216 D2435 
D2487 D2488 D2922 D3017 D3740 D4318 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2002
T11 T19 T21 T27 T84 T85 T96 T248 T255 - C29 C40 C88 C117 C127 C128 C131 C136 C566 C702 C1077 E329

7/1/2002
T22 T23 T24 T97 T119 T121 T126 T141 T152 T196 T231 T309 - C31 C39 C42 C78 C138 C143 C172 C173 C192 C231 C617 
C1064 C1077 C1231 E329

2100 Riverchase Center
Suite 450
Birmingham, Alabama  35244

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

National Center for Asphalt Technology
Auburn, Alabama
Contact: Brian Prowell (334) 844-6228Phone:

1/15/2000
R28 T44 T48 T49 T53 T179 T201 T202 T228 T240 T313 T315 T316
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2000
T30 T166 T209 T245 T269 T283 T308 T312
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2000
T11 T27 T84 T85 T176 T248 T255 T304 - D4791

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

277 Technology Parkway
Auburn, Alabama  36830

QORE Property Sciences
Birmingham, Alabama
Contact: John T. Snider (205) 321-1320Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2000
T87 T88 T89 T90 T99 T100 T134 T146 T180 T193 T208 T215 T216 T265 T296 T297 - D421 D422 D558 D698 D854 D1140 D1557 
D1883 D2166 D2216 D2217 D2434 D2435 D2850 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2000
T11 T19 T21 T27 T37 T84 T85 T96 T112 T113 T248 T255 - C29 C40 C88 C117 C123 C127 C128 C131 C136 C142 C566 C702 
D546 D4791

11/1/2001
T22 T23 (Cylinders) T119 T121 T126 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C617 C1064 
C1077 C1231

3608 7th Court South
Birmingham, Alabama  35222

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-2II
Dates shown for each field indicate the date of inital accreditation.
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Southern Earth Sciences, Inc.
Mobile, Alabama
Contact: James E. Laier (251) 344-7711Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/2001
T87 T88 T89 T90 T99 T100 T180 T193 T208 T216 T265 - D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 D2435 D3740 
D4318 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/2001
T11 T19 T21 T27 T84 T85 T248 T255 T304 - C29 C40 C117 C127 C128 C136 C566 C702 C1077 C1252 D4791

8/15/1997
T22 T23 T97 T119 T121 T126  T141 T152 T177 T196 T231 T309  - C31 C39 C78 C138 C143 C172 C173 C192 C231 C293 C617 
C1064 C1077 C1231

P.O. Box 160745
Mobile, Alabama  36616

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Thompson Engineering Testing, Inc.
Mobile, Alabama
Contact: Cindy Roton (251) 665-5414Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2000
T87 T88 T89 T90 T99 T100 T180 T193 T208 T216 T265 T296 - D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 D2435 
D2850 D4318 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2000
T11 T19 T21 T27 T84 T85 T96 T248 T255 - C29 C40 C117 C127 C128 C131 C136 C566 C702

5/15/2002
T22 T23 (Cylinders) T24 T119 T121 T126 T141 T152 T196 T197 T231 T309 - C31 (Cylinders) C39 C42 C138 C143 C172 C173 
C192 C231 C403 C617 C1064 C1077

3707 Cottage Hill Road
Mobile, Alabama  36609

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

TTL, Inc.
Tuscaloosa, Alabama
Contact: John Harvey (205) 345-0816Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2002
T87 T88 T89 T90 T99 T100 T180 T208 T216 T265 T296 - D421 D422 D698 D854 D1557 D2166 D2216 D2435 D2850 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2002
T11 T21 T27 T84 T85 - C40 C117 C127 C128 C136

6/1/2002
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

3516 Greensboro Avenue
Tuscaloosa, Alabama  35401

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Vulcan Materials Company
Birmingham, Alabama
Contact: Stuart Malley (205) 298-3161Phone:

Accreditation for T88 and D422 has been suspended.
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2000
T30 T164 T166 T209 T245 T269 T275 T283 T308 T312 - D1188 D1559 D2041 D2172 D2726 D3203 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2000
T87 T88 T89 T90 T99 T100 T146 T176 T180 T193 T215 T265 - D421 D422 D698 D854 D1557 D1883 D2216 D2217 D2419 D2434 
D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2000
T11 T19 T21 T27 T37 T84 T85 T96 T112 T113 T176 T210 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C131 C136 
C142 C289 C535 C566 C702 C1252 D546 D2419 D3744 D4791

8/15/2002
T22 T23 T97 T119 T121 T126 T141 T152 T160 T161 T196 T198 T231 T309 - C31 C39 C78 C138 C143 C157 C172 C173 C192 
C215 C227 C231 C496 C617 C666 C1064 C1077 C1231

P.O. Box 385014
Birmingham, Alabama  35238-5014

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-3II
Dates shown for each field indicate the date of inital accreditation.
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Alaska
Alaska Department of Transportation
Anchorage, Alaska
Contact: Steven D. Worthington (907) 269-6200Phone:

5/1/1995
R28 T44 T48 T49 T50 T53 T201 T202 T228 T240 T313 T315 T316  - D5 D36 D70 D92 D139 D2042 D2170 D2171 D2872 D3666 
D4402

5/1/1995
T59/D244 (Residue by Distillation, Particle Charge, Saybolt Viscosity, Demulsibility, Sieve Test) D3666
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1995
T30 T110 T164 T166 T209 T245 T269 T275 T287 T308  - D1461 D2041 D2172 D2726 D3203 D3666 D4125 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1995
T87 T88 T89 T90 T99 T100 T176 T180 T216 T236  - D421 D422 D698 D854 D1557 D2216 D2419 D2435 D2487 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1995
T11 T19 T21 T27 T37 T84 T85 T96 T104 T112 T113 T176 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C131 C136 
C142 C566 C702 C1252 D546 D3666 D4791 D5821

5/1/1995
T22 T23 T97 T119 T121 T141 T152 T309 - C31 C39 C78 C138 C143 C172 C192 C231 C1064 C1077 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1998

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T137 T153 T154 T162 - C109 C151 C185 C187 C204 C266 C305 C1222

Statewide Materials Laboratory
5750 East Tudor Road
Anchorage, Alaska  99507-1225

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Alaska Department of Transportation
Fairbanks, Alaska
Contact: Stephen T. Meierotto (907) 451-2235Phone:

2/1/1996
T44 T48 T49 T201 T202 T228 T240 - D5 D70 D92 D2042 D2170 D2171 D2872 D3666

2/1/1996
T59/D244 (Residue by Distillation, Particle Charge, Saybolt Viscosity) D3666
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1996
T166 T209 T245 T269 T275 T283 T287 T312  - D1559 D2041 D2726 D3203 D3666 D4125
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1996
T87 T88 T89 T90 T99 T100 T176 T180 T265 - D421 D422 D698 D854 D1557 D2216 D2419 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1996
T11 T19 T21 T27 T84 T85 T96 T104 T176 T248 T255 - C29 C40 C88 C117 C127 C128 C131 C136 C566 C702 C1077 D2419 D3666

10/1/1997
T22 T23 (Cylinders) T119 T121 T141 T152 T231 T309 - C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1077 C1231

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Northern Region Materials Lab
2301 Peger Road
Fairbanks, Alaska  99709

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Alaska Department of Transportation
Juneau, Alaska
Contact: Jeff Hart (907) 465-1798Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/2001
T30 T166 T209 T245 T269 T275 T287 - D1559 D2041 D2726 D3203 D3666 D4125 D5444
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2002
T11 T19 T27 T84 T85 T96 T248 T255 T304 - C29 C117 C127 C128 C131 C136 C566 C702 C1252 D4791 D5821

6860 Glacier Highway
Juneau, Alaska  99801

-4II
Dates shown for each field indicate the date of inital accreditation.
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Alaska Testlab
Anchorage, Alaska
Contact: David L. Andersen (907) 562-2000Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/1993
T30 T164 T166 T209 T245 T269 T287 T308  - D1559 D2041 D2172 D2726 D3203 D3666 D4125 D5444 E329
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/1993
T87 T88 T89 T90 T99 T100 T146 T176 T180 T193 T208 T216 T265 T296 T297 - D421 D422 D698 D854 D1140 D1557 D1883 
D2166 D2216 D2217 D2419 D2435 D2850 D3740 D4318 D4767 D5084 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/1993
T11 T19 T21 T27 T37 T84 T85 T96 T104 T112 T176 T248 T255 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 
C1077 D546 D2419 D3666 E329

2/15/1993
T22 T23 T97 T119 T121 T126 T141 T152 T196 T231 - C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C1064 C1077 E329

4040 B Street
Anchorage, Alaska  99503

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

R & M Consultants, Inc.
Anchorage, Alaska
Contact: Richard Giessel (907) 646-9655Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2000
T30 T164 T166 T209 T245 T269 T287 T308  - D1559 D2041 D2172 D2726 D3203 D3666 D4125 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2000
T87 T88 T89 T90 T99 T100 T180 T216 T265 T310 - D421 D422 D698 D854 D1140 D1557 D2216 D2435 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2000
T11 T19 T21 T27 T84 T85 T96 T104 T248 T255 - C29 C40 C88 C117 C127 C128 C131 C136 C566 C702 D5821

6/1/2000
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077

9101 Vanguard Drive
Anchorage, Alaska  99507

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Shannon & Wilson, Inc.
Anchorage, Alaska
Contact: Steff W. Browne (907) 561-2120Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/1999
T30 T164 T166 T209 T269 T287 - D3666
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1999
T87 T88 T89 T90 T99 T100 T180 T265 T310 - D421 D422 D698 D1140 D1557 D2216 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1999
T11 T19 T21 T27 T84 T85 T248 T255 - C29 C40 C117 C127 C128 C136 C566 C702 C1077 D3666

11/15/1999
T22 T23 (Cylinders) T119 T121 T141 T152 T231 - C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1077

5430 Fairbanks Street
Suite 3
Anchorage, Alaska  99518

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .
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Shannon & Wilson, Inc.
Fairbanks, Alaska
Contact: Eric Anderson (907) 479-0600Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2002
T30 T164 T166 T209 T245 T269 T275 T287 - D1188 D1559 D2041 D2172 D2726 D3203 D3666 D4125 D5444 E329
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2000
T87 T88 T89 T90 T99 T100 T146 T176 T180 T265 T310  - D421 D422 D698 D854 D1140 D1557 D2216 D2217 D2419 D2487 
D2488 D2922 D3017 D3740 D4318 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2000
T11 T19 T21 T27 T84 T85 T96 T112 T176 T248 T255 T304 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 C1077 
C1252 D2419 D4791 D5821 E329

5/15/2001
T22 T23 T97 T119 T121 T126 T141 T152 T177 T231 - C31 C39 C78 C138 C143 C172 C192 C231 C293 C617 C1064 C1077 C1231 
E329

2055 Hill Road
Fairbanks, Alaska  99709

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Williams Alaska Petroleum Inc.
North Pole, Alaska
Contact: John T. Cherry (907) 488-0016Phone:

7/15/2002
R28 T48 T240 T313 T315 T316 - D4402
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

1100 H & H Lane
North Pole, Alaska  99705

Arizona
ALPHA Geotechnical & Materials Inc.
Phoenix, Arizona
Contact: James E. Weaver (602) 453-3265Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1998
T30 T166 T209 T245 T269 T308 - D1559 D2041 D2726 D3203
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1998
T87 T88 T89 T90 T99 T146 T176 T180 T265 - D421 D422 D698 D1557 D2216 D2217 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1998
T11 T21 T27 T84 T85 T176 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

11/1/1998
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 
C1231

5216 South 40th Street
Phoenix, Arizona  85040

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

AMEC Earth and Environmental
Phoenix, Arizona
Contact: Cliff Metz (602) 272-6848Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/1989
T30 T165 T166 T167 T209 T245 T269 T283 T287 T308 T312 - D1074 D1075 D1559 D2041 D2726 D3203 D3666 D4125 D4867 
D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/1989
T87 T88 T89 T90 T99 T100 T134 T146 T176 T180 T190 T208 T215 T216 T236 T265 T296 T297 T310  - D421 D422 D558 D698 
D854 D1140 D1557 D2166 D2216 D2217 D2419 D2434 D2435 D2487 D2488 D2844 D2850 D2922 D3017 D3080 D4318 D4767 
D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/1989
T11 T19 T21 T27 T84 T85 T96 T104 T112 T113 T176 T210 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C131 C136 
C142 C566 C702 C1077 C1252 D2419 D3744 D4791 D5821

2/15/1989
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 
C1231

3232 West Virginia Avenue
Phoenix, Arizona  85009

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .
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AMEC Earth and Environmental
Tucson, Arizona
Contact: John H. Silvia (520) 573-2045Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1996
T30 T164 (Plant Control) T166 T209 T245 T269  - D1559 D2041 D2172 (Plant Control) D2726 D3203 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1996
T87 T89 T90 T99 T176 T180 T265 - D421 D698 D1140 D1557 D2216 D2419 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1996
T11 T19 T21 T27 T37 T84 T85 T112  T176 T248 T255  - C29 C40 C117 C127 C128 C136 C142 C566 C702 C1077 D546 D2419 
D5821

5/15/1996
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 
C1231

1425 East Apache Park Place
Tucson, Arizona  85714-1779

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Arizona Dept. of Transportation
Phoenix, Arizona
Contact: Paul Burch (602) 712-8206Phone:

5/15/1989
R28 T48 T49 T50 T51 T53 T201 T202 T228 T240 T313 T315 T316 - D5 D36 D70 D92 D113 D139 D2170 D2171 D2872 D4402

5/15/1989
T59/D244 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Cement 
Mixing, Sieve Test, Storage Stability)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1989
T30 T165 T166 T167 T209 T245 T269 T275 T283 T287 T308 T312 - D1074 D1075 D1188 D1559 D2041 D2726 D3203 D4125 
D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1989
T87 T88 T89 T90 T99 T100 T134 T135 T176 T180 T190 T216 T236 T265 T310 - D421 D422 D558 D559 D698 D854 D1557 D2216 
D2419 D2435 D2844 D2922 D3017 D3080 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1989
T11 T19 T21 T27 T84 T85 T96 T104 T248 T255 T304 - C29 C40 C88 C117 C127 C128 C131 C136 C566 C702 C1252 D4791 D5821

5/15/1989
T22 T23 T97 T119 T121 T141 T152 T196 T231 - C31 C39 C78 C138 C143 C172 C173 C231 C617 C1064 C1077
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1998

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T162 T192 - C109 C151 C185 C187 C191 C204 C305 C430 C1222

Central Materials Laboratory
1221 North 21st Avenue
Phoenix, Arizona  85009

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

ATL, Inc.
Phoenix, Arizona
Contact: David P. Hayes (602) 241-1097Phone:

12/1/1992
T49 T228 - D5 D70 D3666
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1992
T30 T166 T209 T245 T269 T275 T287 T308 T312 - D1559 D2041 D2726 D3203 D3666 D4125 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1992
T87 T88 T89 T90 T99 T100 T134 T135 T146 T176 T180 T190 T193 T216 T265 T310  - D421 D422 D558 D559 D698 D1140 D1557 
D1883 D2216 D2217 D2419 D2435 D2487 D2488 D2844 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1992
T11 T19 T21 T27 T84 T85 T96 T104 T112 T176 T248 T255 T304 - C29 C40 C70 C88 C117 C127 C128 C131 C136 C142 C535 
C566 C702 C1077 C1252 D2419  D4791 D5821

12/1/1989
T22 T23 (Cylinders) T24 T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C42 C138 C143 C172 C173 C231 C495 C617 
C1064 C1077 C1231

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

2912 W. Clarendon Avenue
Phoenix, Arizona  85017

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .
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City of Glendale
Glendale, Arizona
Contact: Tom Burkett (623) 872-7239Phone:

3/15/2002
T240 T315 T316 - D2872 D3666 D4402
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/2002
T30 T166 T209 T245 T269 T308 T312 - D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2002
T87 T88 T89 T90 T99 T146 T176 T180 T265 - D421 D422 D698 D1140 D1557 D2216 D2217 D2419 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2002
T11 T19 T27 T84 T85 T248 T255 T304 - C29 C117 C127 C128 C136 C566 C702 C1252

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Materials Testing - 3rd Floor
5850 West Glendale Avenue
Glendale, Arizona  85301

City of Phoenix
Phoenix, Arizona
Contact: Richard Soltero (602) 495-2050Phone:

5/15/1991
T49 T202
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1991
T30 T165 T166 T167 T209 T245 T269 T287 T308
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1991
T87 T88 T89 T90 T99 T100 T134 T176 T180 T190 T265 - D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1991
T11 T19 T21 T27 T37 T84 T85 T248 T255

5/15/1991
T22 T23 (Cylinders) T119 T121 T141 T152 T231 - C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1231

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Street Transportation Dept.
1034 East Madison Street
Phoenix, Arizona  85034-2297

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

City of Tucson
Tucson, Arizona
Contact: Louis Sanchez (520) 791-3127Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1995
T165 T166 T167 T209 T245 T269
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1995
T87 T89 T90 T99 T176 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1995
T11 T19 T27 T84 T85 T248

P.O. Box 27210
Tucson, Arizona  85726-7210

Construction Inspection & Testing Co.
Tempe, Arizona
Contact: John B. Ritter (480) 446-9876Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1992
T30 T166 T209 T245 T269 T308 - D1188 D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1992
T87 T89 T90 T99 T134 T146 T176 T180 T265 - D421 D558 D698 D1140 D1557 D2216 D2217 D2419 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1992
T11 T19 T21 T27 T37 T84 T85 T176 T248 T255 - C29 C40 C117 C127 C128 C136 C566 C702 C1077 D546 D2419

1/1/1992
T22 T23 (Cylinders) T119 T121 T141 T152 T231 - C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1077 C1231

2137 West 7th Street
Tempe, Arizona  85281-7227

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .
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FNF Construction, Inc.
Tempe, Arizona
Contact: Tom Kennedy (480) 784-2910Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2000
T89 T90 T176 T265 - D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2000
T11 T19 T27 T176 T248 T255 T304 - D5821

P.O. Box 5005
Tempe, Arizona  85280

Foree & Vann, Inc.
Phoenix, Arizona
Contact: Ray Younathan (602) 943-6997Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1995
T30 T166 T308  - D2726 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1995
T89 T90 T99 - D698 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1995
T11 T27 T85 T248 T255  - C117 C127 C136 C566 C702

9013 North 24th Avenue
Suite 7
Phoenix, Arizona  8502-28511

Fort McDowell Sand & Gravel Enterprises
Fountain Hills, Arizona
Contact: Brian Low (480) 837-2358Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1996
T87 T89 T90 T176
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1996
T11 T19 T27 T84 T85 T248 T255

P.O. Box 17150
Fountain Hills, Arizona  85269

Fugro South, Inc.
Chandler, Arizona
Contact: Peter Rupal (480) 961-1169Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1989
T30 T166 T209 T245 T269 T308 - D1559  D2726 D3203 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1989
T87 T88 T89 T90 T99 T134 T176 T180 T190 T265 - D421 D422 D558 D698 D1140 D1557 D2216 D2419 D2844 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2002
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

2/1/2002
T22 T23 (Cylinders) T119 T121 T141 T152 T231 T309 - C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1077 C1231

7031 West Oakland Street
Chandler, Arizona  85226

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .
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Geotechnical and Environmental Consultan
Tempe, Arizona
Contact: Frank M. Guerra (480) 966-8631Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2001
T30 T166 T209 T269 T275 T308 - D2041 D2726 D3203 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2001
T87 T88 T89 T90 T99 T100 T146 T176 T180 T216 T265 T310 - D421 D422 D698 D1140 D1557 D2216 D2217 D2419 D2435 D2487 
D2488 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2001
T11 T19 T21 T27 T84 T85 T176 T248 T255 T304 - C29 C40 C117 C127 C128 C136 C566 C702 C1077 C1252 D2419 E329

10/15/2001
T22 T23 (Cylinders) T119 T121 T141 T152 T231 - C31 C39 C138 C143 C172 C231 C617 C1064 C1077 C1231 E329

1900 West Broadway Road
Tempe, Arizona  85282

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Geotechnical Testing Services
Yuma, Arizona
Contact: Courtney M. Arviso (520) 329-4695Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2002
T166 T209 T245 - D1074 D1075 D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2002
T89 T90 T99 T176 T265 - D698 D1140 D1557 D2166 D2419 D2487 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2001
T19 T84 T85 T96 T176 T255 - C29 C40 C117 C127 C128 C131 C136 C142 C566 C702 C1077 D5821 D2419 E329

8/1/2001
C31 (Cylinders) C39 C42 C138 C143 C172 C173 C231 C805 C1064 C1077 C1231 E329

1044 East 21st Street
Yuma, Arizona  85365

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

GeoTek Insite, Inc.
Phoenix, Arizona
Contact: Glenn Craig (602) 243-7358Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/2000
T30 T166 T209 T245 T269 - D2041 D2726 D3203 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/2000
T87 T88 T89 T90 T99 T100 T176 T180 T265 T310 - D421 D422 D698 D854 D1140 D1557 D2216 D2419 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2000
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

12/15/2000
T22 T23 (Cylinders) T119 T121 T141 T152 T231 - C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1077 C1231

3401 East Broadway Road
Suite 24
Phoenix, Arizona  85040

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Granite Construction Company
Tucson, Arizona
Contact: Donald W. Cagle (520) 584-6554Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1989
T166 T209 T245 T269 T287
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1989
T87 T89 T90 T99 T176 T180 - D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1989
T11 T19 T27 T37 T84 T85 T112 T176 T248 T255 T304

P.O. Box 27557
Tucson, Arizona  85726

-10II
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Hoque & Associates, Inc.
Tempe, Arizona
Contact: Enamul Hoque (480) 921-1368Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/2001
T30 T166 T209 T245 T269 T308 - D1559 D2041 D2726 D3203 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1993
T87 T88 T89 T90 T99 T176 T180 T265 - D421 D422 D698 D1140 D1557 D2216 D2419 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1993
T11 T21 T27 T84 T85 T248 T255 T304  - C40 C117 C127 C128 C136 C566 C702 C1252

10/1/1993
T22 T23 (Cylinders) T119 T121 T141 T152 - C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1077 C1231

1797 West University Drive
Suite 167
Tempe, Arizona  85281-3253

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Inland Inspections & Testing, Inc.
Phoenix, Arizona
Contact: Qiang Shi (602) 944-8403Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2000
T87 T88 T89 T90 T99 T176 T180 T265 - D421 D422 D698 D1140 D1557 D2216 D2419 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2000
T11 T27 T248 T255 - C117 C136 C566 C702

6/1/2001
T22 T23 T119 T121 T141 T152 - C31 C39 C138 C143 C172 C231 C1064 C1077 C1231

2323 West Mescal
Suite 201
Phoenix, Arizona  85209

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Kleinfelder, Inc.
Tempe, Arizona
Contact: Michael J. Connolly (480) 763-1200Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2000
T30 T164 T165 T166 T167 T209 T245 T269 T308  - D1074 D1075 D1559 D2041 D2172 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2000
T87 T88 T89 T90 T99 T100 T176 T180 T190 T216 T236 T265 - D421 D422 D698 D854 D1140 D1557 D2216 D2419 D2435 D2487 
D2488 D2844 D3080 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2000
T11 T19 T21 T27 T84 T85 T96 T104 T176 T210 T248 T255 - C29 C40 C88 C117 C127 C128 C131 C136 C566 C702 C1077 D2419 
D3666 D3744

12/15/2000
T22 T23 (Cylinders)  T119 T121 T141 T152 T231 - C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1077 C1231

1335 West Auto Drive
Tempe, Arizona  85284

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-11II
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MACTEC Engineering and Consulting, Inc.
Phoenix, Arizona
Contact: James Carusone (602) 437-0250Phone:

2/1/1993
R28 T44 T48 T49 T50 T51 T53 T78 T201 T202 T228 T240 T313 T315 T316 - D5 D36 D70 D92 D113 D139 D402 D2042 D2170 
D2171 D2872 D3666 D4402

2/1/1993
T59/D244 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Cement 
Mixing, Sieve Test, Storage Stability) D3666
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1991
T30 T110 T164 T165 T166 T167 T170 T209 T245 T269 T275 T283 T287 T308 T312 - D1074 D1075 D1188 D1461 D1559 D1856 
D2041 D2172 D2726 D3203 D3666 D4125  D4867 D5404 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1991
T87 T88 T89 T90 T99 T100 T134 T146 T176 T180 T193 T216 T236 T265 T310 - D421 D422 D558 D698 D854 D1140 D1557 D1883 
D2216 D2217 D2419 D2435 D2487 D2488 D2922 D3017 D3080 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1991
T11 T19 T21 T27 T37 T84 T85 T96 T104 T112 T176 T210 T248 T255 T304 - C29 C40 C88 C117 C127 C128 C131 C136 C142 
C566 C702 C1077 C1252 D546 D2419 D3744 D4791 D5821

6/1/1991
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

4634 South 36th Place
Phoenix, Arizona  85040

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Maricopa County Dept. of Trans.
Phoenix, Arizona
Contact: Joseph Phillips (602) 506-1317Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1993
T30 T164 (Plant Control) T166 T209 T245 T269 - D1559 D2041 D2172 (Plant Control) D2726 D3203 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1993
T87 T89 T90 T99 T100 T134 T146 T176 T180 T265 - D421 D558 D698 D854 D1140 D1557 D2216 D2217 D2419 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1993
T11 T19 T21 T27 T37 T84 T85 T176 T248 T255 - C29 C40 C117 C127 C128 C136 C566 C702 C1077 D546 D2419

8/15/1993
T22 (Cylinders) T23 T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 
C1231

2919 West Durango Street
Phoenix, Arizona  85009

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

MRM Construction Services, LLC
Phoenix, Arizona
Contact: Marie Torres (602) 340-0378Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1989
T30 T164 T165 T166 T167 T209 T245 T269 T287 - D1074 D1075 D1559 D2041 D2172 D2726 D3203 D3666 D4125 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1989
T87 T89 T90 T99 T100 T134 T176 T180 T265 T310 - D421 D558 D698 D854 D1557 D2216 D2419 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1989
T11 T19 T21 T27 T84 T85 T248 T255 - C29 C40 C117 C127 C128 C136 C566 C702 C1077 D3666

11/1/1989
T22 T23 T97 T119 T121 T141 T152 T196 T231 - C31 C39 C78 C138 C143 C172 C173 C231 C617 C1064 C1077

2636 South 20th Place
Phoenix, Arizona  85034

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-12II
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NEI Geotechnical
Yuma, Arizona
Contact: John R. Chavez (928) 344-8844Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/2000
T30 T166 T209 T245 T269 T308 - D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2000
T87 T89 T90 T99 T176 T180 T265 - D421 D698 D1557 D2216 D2419 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2000
T11 T19 T21 T27 T84 T85 T96 T176 T248 T255  - C29 C40 C117 C127 C128 C131 C136 C566 C702 D2419 D3666

6/1/2000
T22 T23 (Cylinders) T119 T121 T141 T152 T231 - C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1077 C1231

2211 E. Palo Verde Street
Yuma, Arizona  85365

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Ninyo & Moore
Phoenix, Arizona
Contact: Eric C. Zite (602) 243-1600Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/2000
T30 T166 T209 T245 T269 T308 - D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/2000
T87 T88  T89 T90 T99 T100 T146 T176 T180 T236 T265 T310  - D421 D422 D698 D1140 D1557 D2216 D2217 D2419 D2922 
D3017 D3080 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/2000
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

7/1/2001
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31(Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077

5035 South 33rd Street
Phoenix, Arizona  85040

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Paramount Petroleum Corporation
Phoenix, Arizona
Contact: Andrew A. Ford (562) 531-2060Phone:

7/1/2000
R28 T44 T48 T49 T51 T53 T201 T202 T228 T240 T313 T315 T316 - D5 D36 D70 D92 D113 D2042 D2170 D2171 D2872 D3666 
D4402 D6521

7/1/2000
T59/D244 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Cement 
Mixing, Sieve Test, Storage Stability) D3666

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

14700 Downey Avenue
Paramount, California  90723

Pima County Dept. of Transportation
Tucson, Arizona
Contact: John Norton (520) 740-2637Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1989
T165 T166 T167 T209 T245 T269 T287 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1989
T87 T88 T89 T90 T99 T100 T134 T146 T176 T180 T190 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1989
T11 T19 T27 T84 T85 T96 T112 T248 T255 T304 - D5821

9/1/1989
T22 T23 (Cylinders) T24 T119 T121 T141 T152 T231 - C31 (Cylinders) C39 C42 C138 C143 C172 C231 C617 C1064

1313 S. Mission Road
Tucson, Arizona  85713

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-13II
Dates shown for each field indicate the date of inital accreditation.
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Professional Service Industries, Inc.
Tempe, Arizona
Contact: Kyle Dupree (480) 929-0282Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1995
T30 T165 T166 T167 T209 T245 T269 T308  - D1074 D1075 D1559 D2041 D2726 D3203 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1995
T87 T88 T89 T90 T99 T100 T134 T176 T180 T265 - D421 D422 D558 D698 D854 D1140 D1557 D2216 D2419 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1995
T11 T19 T21 T27 T37 T84 T85 T176 T248 T255 T304 - C29 C40 C117 C127 C128 C136 C566 C702 C1077 C1252 D546 D2419

12/15/1995
T22 T23 (Cylinders) T119 T121 T141 T152 T196 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

2720 South Hardy Drive
Suite 4
Tempe, Arizona  85282

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Quality Testing, LLC
Tempe, Arizona
Contact: Doug Lattin (480) 705-4322Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/2000
T30 T166 T209 T245 T269 T275 T287 T308 T312  - D1559 D2041 D2726 D3203 D4125 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1997
T87 T89 T90 T99 T134 T176 T180 T265 T310  - D421 D558 D698 D1140 D1557 D2216 D2419 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1997
T11 T19 T27 T84 T85 T176 T248 T255 T304  - C29 C117 C127 C128 C136 C566 C702 C1252 D2419 D5821

2/1/1999
T22 T23 (Cylinders) T119 T121 T141 T152  - C31 (Cylinders) C39 C138 C143 C172 C231 C1064 C1077 C1231

112 South Rockford Drive
Suite 102
Tempe, Arizona  85281

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Ricker Atkinson McBee & Associates
Tempe, Arizona
Contact: Shawn C. Morman (480) 921-8100Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1995
T30 T166 T209 T245 T269 T275 T308 - D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1995
T87 T88 T89 T90 T99 T100 T134 T135 T146 T176 T180 T193 T216 T236 T265 - D421 D422 D558 D559 D698 D854 D1140 D1557 
D1883 D2216 D2217 D2419 D2435 D2487 D2488 D3080  D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1995
T11 T19 T21 T27 T84 T85 T176 T248 T255 T304 - C29 C40 C117 C127 C128 C136 C566 C702 C1077 C1252 D2419 D3666 D5821

6/1/1995
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C42 C138 C143 C172 C173 C231 C617 C1064 C1077 
C1231

2105 South Hardy Drive
Suite 13
Tempe, Arizona  85282-1924

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-14II
Dates shown for each field indicate the date of inital accreditation.
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Speedie and Associates, Inc.
Phoenix, Arizona
Contact: Donald L. Cornelison (602) 997-6391Phone:

3/15/2002
T49 T53 T228 T316 - D5 D36 D70 D4402
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1989
T30 T165 T166 T167 T209 T245 T246 (Stability) T247 T269 T275 T283 T287 T308 T312 - D1074 D1075 D1188 D1559 D1560 
(Stability) D1561 D2041 D2726 D3203  D3666 D4125 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1989
T87 T88 T89 T90 T99 T100 T134 T146 T176 T180 T190 T193 T208 T216 T236 T265 T296 T297 T310 - D421 D422 D558 D698 
D854 D1140 D1557 D1883 D2166 D2216 D2217 D2419 D2435 D2487 D2488 D2844 D2850 D2922 D3017 D3080 D3740 D4318 
D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1989
T11 T19 T21 T27 T37 T84 T85 T96 T104 T112 T113 T176 T210 T248 T255 T304 - C29 C40 C70 C88 C117 C123 C127 C128 C131 
C136 C142 C535 C566 C702 C1077 C1252 D546 D2419 D3744 D4791 D5821

11/1/1989
T22 T23 T24 T97 T119 T121 T126 T141 T148 T152 T196 T198 T231 - C31 C39 C42 C78 C138 C143 C172 C173 C174 C192 C231 
C495 C496 C617 C642 C1064 C1077 C1231

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

3331 East Wood Street
Phoenix, Arizona  85040

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Terracon
Tempe, Arizona
Contact: Michael Smith (480) 897-8200Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1995
T30 T165 T166 T167 T209 T245 T269 T275 T283 T287 T308 T312  - D1074 D1075 D1559 D2041 D2726 D3203 D4125 D4867 
D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1995
T87 T88 T89 T90 T99 T100 T134 T135 T136 T146 T176 T180 T265 T310  - D421 D422 D558 D559 D560 D698 D854 D1140 D1557 
D2216 D2217 D2419 D2487 D2488 D2922 D3017 D3740 D4318 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1995
T11 T19 T21 T27 T37 T84 T85 T96 T104 T112 T113 T176 T210 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C131 
C136 C142 C566 C702 C1077 C1252 D546 D2419 D3744 D4791 D5821 E329

7/1/1995
T22 T23 (Cylinders) T119 T121 T141 T152 T196 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231 E329

4685 South Ash Avenue
Suite H-4
Tempe, Arizona  85282

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Terracon
Tucson, Arizona
Contact: James D. Obenhauf (520) 770-1789Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1994
T30 T166 T209 T245 T269 T308 - D1559 D2041 D2726 D3203 D3666 D5444 D6307 E329
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2001
T87 T88 T89 T90 T99 T100 T146 T176 T180 T265 T310 - D421 D422 D698 D1140 D1557 D2216 D2217 D2419 D2487 D2488 
D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2001
T11 T19 T21 T27 T84 T85 T248 T255 - C29 C40 C117 C127 C128 C136 C566 C702 D5821

355 South Euclid
Suite 107
Tucson, Arizona  85719

-15II
Dates shown for each field indicate the date of inital accreditation.
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Terrane Engineering Corporation
Tempe, Arizona
Contact: Frank Costello (480) 894-1207Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2002
T30 T164 T166 T209 T245 T269 - D1559 D2041 D2172 D2726 D3203 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2002
T87 T88 T89 T90 T99 T100 T134 T146 T176 T180 T216 T265 - D421 D422 D558 D698 D1557 D2216 D2217 D2419 D2435 D3740 
D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1996
T11 T27 T84 T85 T248 T255 - C88 C117 C127 C128 C136 C566 C702

1/29/2003
C31 C39 C138 C143 C172 C231 C1064 C1077 C1231

1920 East Third Street
Suite 8
Tempe, Arizona  85257

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

United Metro Materials, Inc.
Phoenix, Arizona
Contact: Don Green (602) 220-5633Phone:

1/1/1998
T49 T53 - D5 D36
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1989
T30 T165 T166 T167 T209 T245 T269 T275 T283 T287 T308 T312 - D1074 D1075 D1559 D2041 D2726 D3203 D3666 D4125 
D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1990
T87 T89 T90 T99 T134 T146 T176 T180 T265 - D421 D558 D698 D1140 D1557 D2216 D2217 D2419 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1990
T11 T19 T21 T27 T84 T85 T112 T176 T248 T255 T304 - C29 C40 C117 C127 C128 C136 C142 C535 C566 C702 C1077 C1252 
D2419 D4791 D5821

9/1/1990
T22 T23 T97 T119 T121 T126 T141 T152 T196 T231 - C31 C39 C78 C138 C143 C157 C172 C173 C192 C231 C403 C617 C1064 
C1077 C1231

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P.O. Box 52140
Phoenix, Arizona  85072-2140

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Vulcan Materials Company
Phoenix, Arizona
Contact: Thornton Kelley (602) 254-8465Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1992
T30 T166 T209 T245 T269 T283 T308 T312 - D1559 D2041 D2726 D3203 D3666 D4867 D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1992
T11 T19 T21 T27 T84 T85 T176 T210 T248 T255 T304 - C29 C40 C117 C127 C128 C136 C566 C702 C1077 C1252 D2419 D3744

2/1/1992
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 
C1231

1801 E. University Drive
Phoenix, Arizona  85034

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .
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Western Technologies Inc.
Flagstaff, Arizona
Contact: John P. Hahle (520) 774-8708Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2001
T30 T166 T209 T245 T269 T275 T283 T287 T308 T312 - D1559 D2041 D2726 D3203 D3666 D4125 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2002
T87 T88 T89 T90 T99 T100 T176 T180 T265 T310 - D421 D422 D698 D1557 D2216 D2419 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/2001
T19 T96 T104 T304 - C29 C40 C88 C117 C127 C128 C131 C136 C566 C702 C1077 C1252

3/15/2001
C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C617 C1064 C1077 C1231

2400 East Huntington Drive
Flagstaff, Arizona  86004

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Western Technologies Inc.
Phoenix, Arizona
Contact: Edward J. Elnicky (602) 437-3737Phone:

11/1/1988
T44 T48 T49 T51 T53 T55 T78 T79 T179 T201 T202 T228 - D5 D36 D70 D92 D95 D113 D402 D1754 D2042 D2170 D2171 D3143 
D3666

11/1/1988
T59/D244 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Cement 
Mixing, Sieve Test, Storage Stability) D3666
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1998
T30 T110 T164 T165 T166 T167 T170 T209 T245 T269 T275 T283 T287 T308 T312 - D1074 D1075 D1461 D1559 D1856 D2041 
D2172 D2726 D3203 D3666 D4125 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1988
T87 T88 T89 T90 T99 T100 T134 T135 T136 T146 T176 T180 T190 T193 T208 T216 T236 T265 T310  - D421 D422 D558 D559 
D560 D698 D854 D1140 D1557 D1883 D2166 D2216 D2217 D2419 D2435 D2487 D2488 D2844 D2922 D3017 D3740 D4318 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1988
T11 T19 T21 T27 T37 T84 T85 T96 T112 T113 T176 T210 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C131 C136 
C142 C566 C702 C1077 C1252 D546 D2419 D3744 D4791 D5821

11/1/1988
T22 T23 T97 T119 T121 T126 T141 T148 T152 T196 T231 - C31 C39 C78 C138 C143 C157 C172 C173 C174 C192 C227 C231 
C289 C403 C617 C1064 C1077
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1998

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T162 T192 - C109 C151 C185 C187 C191 C204 C305 C430 C1222

3737 East Broadway Road
Phoenix, Arizona  85040-2921

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Western Technologies Inc.
Sierra Vista, Arizona
Contact: Randall D. Harris (520) 748-2262Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2001
T87 T89 T90 T99 T100 T134 T176 T180 T265 T310 - D421 D558 D698 D1140 D1557 D2216 D2419 D2487 D2488 D2922 D3017 
D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2001
T11 T19 T27 T84 T85 T112 T248 T255 - C29 C117 C127 C128 C136 C142 C566 C702 D5821

7/15/2002
T22 T23 T24 T97 T119 T121 T141 T152 T196 T309 - C31 C39 C42 C78 C138 C143 C172 C173 C231 C1064 C1077 C1231 E329

3480 South Dodge Blvd.
Tucson, Arizona  85713

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .
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Western Technologies Inc.
Tucson, Arizona
Contact: Randall D. Harris (520) 748-2262Phone:

Accreditation for T209 and D2041 has been suspended.
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1995
T30 T166 T209 T245 T269 T308 - D1559 D2041 D2726 D3203 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1995
T87 T88 T89 T90 T99 T100 T134 T176 T180 T265 T310 - D421 D422 D558 D698 D1140 D1557 D2216  D2419 D2487 D2922 
D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1995
T19 T37 T96 T112 T304 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 C1077 C1252 D546 D4791 D5821

9/1/1995
T22 T23 T24 T97 T119 T121 T141 T152 T196 T231 - C31 C39 C42 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

3480 South Dodge Blvd.
Tucson, Arizona  85713

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Arkansas
APAC-Tennessee, Inc.
Forrest City, Arkansas
Contact: Heath Waddell (901) 942-1542Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2002
T30 T166 T209 T269 T287 T312

1210 Harbor Avenue
P.O. Box 112
Memphis, Tennessee  38101

APAC-Tennessee, Inc.
West Memphis, Arkansas
Contact: Heath Waddell (901) 942-1542Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2002
T30 T166 T209 T269 T287 T312

1210 Harbor Avenue
P.O. Box 112
Memphis, Tennessee  38101

Arkansas Highway & Transportation Depart
Little Rock, Arkansas
Contact: Jim Gee (501) 569-2185Phone:

5/1/1996
R28 T44 T48 T49 T51 T53 T78 T79 T201 T202 T228 T240 T313 T315 T316

5/1/1996
T59 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Cement Mixing, 
Sieve Test, Storage Stability)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1996
T30 T164 T166 T170 T209 T245 T269 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1996
T87 T88 T89 T90 T99 T100 T134 T176 T180 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1996
T11 T19 T21 T27 T84 T85 T96 T104 T113 T176 T248 T255

5/1/1996
T22 T23 (Cylinders) T119 T121 T141 T152 T231 - C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1996

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T153 T154 T162 T186 - C109 C151 C187 C191 C204 C266 C305 C451 C1222

Materials Division
P.O. Box 2261
Little Rock, Arkansas  72203

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .
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Grubbs, Hoskyn, Barton & Wyatt, Inc.
Little Rock, Arkansas
Contact: Mark W. Barton (501) 455-2536Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2000
T30 T164 (Plant Control) T166 T209 T245 T269 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2000
T87 T88 T89 T90 T99 T100 T146 T180 T193 T265 - D421 D698 D1140 D1557 D1883 D2216 D2217 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1999
T11 T21 T27 T84 T85 T96 T104 T248 T255 - C40 C88 C117 C127 C128 C131 C136 C566 C702 C1077

5/15/1999
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077

P.O. Box 55105
Little Rock, Arkansas  72215

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Lion Oil Control Laboratory
El Dorado, Arkansas
Contact: Bobby Lee (870) 864-1383Phone:

3/15/1999
R28 T240 T300 T301 T313 T315 T316
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P.O. Box 7005
1000 McHenry Street
El Dorado, Arkansas  71731-7005

Materials Testing of Arkansas, Inc.
Little Rock, Arkansas
Contact: Steven R. Garrett (501) 753-2526Phone:

Accreditation of Hot Mix Asphalt test methods T166, T209, 
T269 and T312 has been suspended.
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/2001
T30 T166 T209 T269 T287 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2001
T87 T89 T90 T99 T180 T265 T310
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2001
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

12/15/2001
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077

P.O. Box 23715
Little Rock, Arkansas  72221

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Professional Service Industries, Inc.
Mabelvale, Arkansas
Contact: Jay Taylor (501) 455-9909Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2002
T87 T88 T89 T90 T99 T180 T265 T310 - D1140 D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077 E329

7/15/2002
T22 T23 (Cylinders) T119 T121 T141 T152 T231 T309 - C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1077 C1231 
E329

11221 Otter Creek East Blvd.
Mabelvale, Arkansas  72103

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-19II
Dates shown for each field indicate the date of inital accreditation.
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University of Arkansas
Fayetteville, Arkansas
Contact: Stacy G. Williams (479) 575-2220Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2001
T166 T209 T269 T275 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2001
T87 T89 T90 T99 T100 T146 T180 T265 T310
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2001
T11 T27 T84 T85 T248 T255 T304

700 Research Center Blvd.
Room 213
Fayetteville, Arkansas  72701

California
"G" FORCE
San Diego, California
Contact: Robert Douglas Provins (619) 583-6633Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/2002
T87 T88 T89 T90 T100 T176 T180 T265 T310 - D421 D422 D1557 D2216 D2419 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2001
T11 T21 T27 T84 T85 T176 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077 D2419

8/15/2001
T22 T23 (Cylinders) T119 T121 T141 T152 T196 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

8788 Balboa Avenue
San Diego, California  92123

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

AMEC Earth and Environmental
Ontario, California
Contact: Marta E. Landaverde (909) 605-6500Phone:

Accreditation for Aggregate test methods T84 and C128 has 
been suspended.
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2000
T30 T164 T166 T209 T245 T246 (Stability) T247 T269 T275 T308  - D1559 D1560 (Stability)  D1561 D2041 D2172 D2726 D3203 
D3666 D5444 D6307 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2000
T11 T19 T21 T27 T84 T85 T96 T104 T112 T248 T255 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 C1077 D3666 
E329

5/1/2000
T22 T23 T97 T119 T121 T126 T141 T152 T177 T231 - C31 C39 C78 C138 C143 C172 C192 C231 C293 C617 C1064 C1077 E329

4201 Santa Ana Street
Suite F
Ontario, California  91761

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

American Geotechnical
San Diego, California
Contact: Darrel Delgado (858) 450-4040Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2000
D422 D1140 D1557 D2216 D2487 D3740 D4318

5764 Pacific Center Blvd.
Suite 112
San Diego, California  92121

-20II
Dates shown for each field indicate the date of inital accreditation.
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Arrow Engineering
Lancaster, California
Contact: Roger D. Glidden (661) 949-2525Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2002
C40 C117 C127 C128 C136 C566 C702 C1077

1/15/2002
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

42138 Tenth Street West
Lancaster, California  93534

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

BSK  Associates
Fresno, California
Contact: Michael Shwiyhat (559) 497-2868Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
T30 T164 T165 T166 T167 T209 T245 T246 T247 T269 T275 T308 - D1074 D1075 D1188 D1559 D1560 D1561 D2041 D2172 
D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
T87 T88 T89 T90 T99 T146 T176 T180 T190 T208 T216 T236 T265 - D421 D422 D698 D1140 D1557 D2166 D2216 D2217 D2419 
D2435 D2487 D2488 D2844 D3080 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
T176 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C289 C535 C566 C702 C1077 D2419

6/15/2002
C31 (Cylinders) C39 C78 C138 C143 C172 C173 C174 C231 C495 C617 C1064 C1077 C1231

1415 Tuolumne Street
Fresno, California  93706

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

BSK & Associates
Pleasanton, California
Contact: John R. Hedley (925) 462-4000Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/2002
D421 D422 D854 D1557 D2216 D2419 D2844 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1999
C40 C117 C127 C128 C136 C566 C702 C1077

2/1/1999
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

1181 Quarry Lane
Building 300
Pleasanton, California  94566

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

BTC Laboratories, Inc.
Ventura, California
Contact: Chris Gerber (805) 656-6074Phone:

12/15/1991
T49 T51 - D5 D113 D3666

9/1/1992
T59/D244 (Residue by Evaporation, Particle Charge, Sieve Test) D3666

Accreditation of Residue by Evaporation (T59 and D244) has 
been suspended.  Accreditation of T49 and D5 has been 
suspended.

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/1991
T30 T164 T166 T209 T245 T246 (Stability) T247 T269 T275 T283 T308 - D1559 D1560 (Stability) D1561 D2041 D2172 D2726 
D3203 D3666 D4867 D5404 D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/1991
T11 T21 T27 T84 T85 T96 T104 T248 T255 - C40 C88 C117 C127 C128 C131 C136 C289 C566 C702 C1077

12/15/1991
T22 T23 T24 T97 T119 T121 T126 T141 T152 T196 T231 - C31 C39 C42 C78 C138 C143 C172 C173 C192 C231 C617 C1064 
C1077 C1231

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

2978 Seaborg Avenue
Ventura, California  93003

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-21II
Dates shown for each field indicate the date of inital accreditation.
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California Department of Transportation
Sacramento, California
Contact: Phil Stolarski (916) 227-7254Phone:

6/15/1997
T44 T48 T49 T51 T53 T201 T202 T228 T240

8/15/2000
T59 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Sieve Test)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1997
T30 T166 T209 T246 (Stability) T247 T269 T275 T283 T308
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2000
T87 T88 T89 T90 T100 T176 T190 T208 T216 T236 T265 T296 T297 - D421 D422 D2166 D2216 D2419 D2435 D2844 D2850 
D3080 D3740 D4318 D4767
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2000
T11 T21 T27 T37 T84 T85 T96 T104 T176 T210 T248 T255 - C40 C88 C117 C127 C128 C131 C136 C566 C702 D546 D3744

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Materials & Testing Services
5900 Folsum Blvd.
Sacramento, California  95819-4612

CAL-WEST Consultants
Grand Terrace, California
Contact: Ronald F. Carducci (909) 824-1777Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2002
T30 T166 T209 T245 T269 T275 T283 T308 - D1188 D1559 D2041 D2726 D3203 D3666 D4867 D5444 D6307

12210 Michigan Street
Suite 26
Grand Terrace, California  92313-5476

City and County of San Francisco
San Francisco, California
Contact: Elpidio Delos Santos (415) 274-0271Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1996
C40 C117 C127 C128 C136 C566 C702 C1077

6/15/1996
C31 (Cylinders) C39 C138 C143 C172 C173 C617 C1064 C1077

2099 Kearny Street
San Francisco, California  94133

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

City of Los Angeles
Los Angeles, California
Contact: Alex Chu (213) 485-1148Phone:

6/1/2002
R28 T240 T313 T315 T316 - D2872 D4402 D6521
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2002
T166 T209 T269 T312 - D2041 D2726 D3203

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

2319 Dorris Place
Los Angeles, California  90031

-22II
Dates shown for each field indicate the date of inital accreditation.
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Consolidated Engineering Laboratories
Oakland, California
Contact: Jim Powers (510) 436-7626Phone:

4/15/2002
T49 T53 - D5 D36

4/15/2002
T59/D244 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility. Sieve Test)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2000
T245 - D1188 D1559 D1560 (Stability)  D1561 D2041 D2172 D2726 D3203 D3666 D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2000
C40 C117 C127 C128 C136 C566 C702 C1077 D2419 E329

9/1/1995
C31 (Cylinders) C39 C138 C143 C172 C173 C617 C1064 C1077 C1231 E329

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

534 23rd Avenue
Oakland, California  94601

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Consolidated Testing Laboratories, Inc.
Porterville, California
Contact: David Harris (559) 781-0571Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/1999
T11 T27 T84 T85 T248 T255 - C117 C127 C128 C136 C566 C702

12/15/1999
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077

603 East Worth Avenue
Porterville, California  93257

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Construction Testing & Engineering
Escondido, California
Contact: Douglass Johnston (760) 746-4955Phone:

Accreditation of Aggregate test methods T84 and C128 has 
been suspended.
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2001
T30 T165 T166 T167 T209 T245 T246 T247 T269 T275 T283 T308 - D1074 D1075 D1188 D1559 D1560 D1561 D2041 D2726 
D3203 D3666 D4867 D5444 D6307 E329
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1998
T87 T88 T89 T90 T99 T134 T135 T136 T146 T176 T180 T190 T193 T208 T216 T236 T265 T310  - D421 D422 D558 D559 D560 
D698 D1140 D1557 D1883 D2166 D2216 D2217 D2419 D2435 D2487 D2488 D2844 D2922 D3017 D3080 D3740 D4318 D5084 
E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1998
T11 T19 T21 T27 T84 T85 T104 T112 T113 T176 T210 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C136 C142 C566 
C702 C1077 C1252 D2419 D3666 D3744 D5821 E329

1/1/1999
T22 T23 T24 T97 T119 T121 T126 T141 T152 T231 - C31 C39 C42 C78 C138 C143 C172 C192 C231 C617 C1064 C1077 C1231 
E329

2414 Vineyard Avenue
Escondido, California  92029

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Construction Testing & Engineering
North Highlands, California
Contact: Terry Haagensen (916) 331-6030Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/2/2003
D698 D1140 D1557 D2216 D2487 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/2/2003
T21 T84 - C40 C117 C127 C128 C136 C566 C702 C1077

1/2/2003
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

3628 Madison Avenue
Suite 22
North Highlands, California  95660

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-23II
Dates shown for each field indicate the date of inital accreditation.
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Converse Consultants
Monrovia, California
Contact: John Hutalla (626) 930-1200Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2002
D1188 D1559 D2726 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1999
D422 D1557 D2216 D2419 D2435 D3080 D3740 D4318 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1999
C29 C40 C117 C127 C128 C131 C136 C566 C702 C1077

3/15/1999
C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1077 C1231

222 East Huntington Drive
Suite 211
Monrovia, California  91016

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

County of Sacramento
Sacramento, California
Contact: Gilberto Penales (916) 875-5330Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2000
D1188 D1559 D1560 (Stability) D1561 D2041 D2726 D3203 D3666 D4125 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2002
D421 D422 D698 D854 D1140 D1557 D2216 D2217 D2419 D2487 D2488 D2844 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1999
C29 C40 C117 C127 C128 C136 C142 C566 C702 C1077 D3666 D5821

10/1/1999
C31 C39 C42 C78 C138 C143 C157 C172 C173 C174 C231 C293 C305 C617 C1064 C1077 C1231

9665 Agriculture Lane
Sacramento, California  95827

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Earth Systems Pacific
San Luis Obispo, California
Contact: Fred J. Potthast (805) 544-3276Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1997
T30 T164 T166 T209 T245 T269 - D1559 D2041 D2172 D2726 D3203 D3666 D5444
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1998
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

3/1/1998
T22 T23 (Cylinders) T119 T121 T141 T152 T196 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

4378 Santa Fe Road
San Luis Obispo, California  93401

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Environmental Geotechnology Lab
Santa Fe Springs, California
Contact: Hank Jong (562) 945-0689Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1997
T88 T89 T90 T99 T100 T176 T180 T216 T236 T265  - D422 D698 D1557 D2216 D2419 D2435 D3080 D4318

11823 Slauson Avenue
Unit 18
Santa Fe Springs, California  90670
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Fugro West, Inc.
Hayward, California
Contact: Kin Yee (510) 636-2110Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/2002
T166 T246 (Stability) T247 T269 T275 - D1188 D1560 (Stability) D1561 D2726 D3203
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2000
T88 T89 T90 T99 T100 T176 T180 T190 T193 T208 T216 T236 T265 T296 T310 - D422 D698 D1140 D1557 D1883 D2166 D2216 
D2419 D2435 D2487 D2488 D2844 D2850 D2922 D3017 D3080 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2000
T11 T19 T21 T27 T84 T85 T248 T255 - C29 C40 C117 C127 C128 C136 C566 C702 C1077

4/1/2000
T22 T23 (Cylinders) T119 T121 T126 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C617 C1064 
C1077 C1231

2601 Barrington Court
Hayward, California  94545

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Garco Testing Laboratories
Coalinga, California
Contact: Mark Horn (559) 584-2989Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/1997
T30 T164  T165 T166 T167 T209 T245 T246 (Stability) T247 T269 T275 T283 T308 - D1074 D1075 D1559 D1560 (Stability) D1561 
D2041 D2172 D2726 D3203 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/1997
T87 T88 T89 T90 T99 T100 T146 T176 T180 T190 T265  - D421 D422 D698 D854 D1140 D1557 D2216 D2217 D2419 D2487 
D2488 D2844 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/1997
T11 T19 T21 T27 T37 T84 T85 T96 T104 T112 T113 T176 T210 T248 T255 T304  - C29 C40 C88 C117 C123 C127 C128 C131 
C136 C142 C566 C702 C1252 D546 D2419 D3666 D3744 D4791 D5821

P.O. Box 11550
Fresno, California  93774

Garco Testing Laboratories
Salinas, California
Contact: Gary Bomberger (831) 769-8163Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/19/2002
D2726
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/19/2002
D421 D698 D1140 D1557 D2216 D2419 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/19/2002
C88 C117 C127 C128 C131 C136 C566 C702

721 Work Street
Salinas, California  93901

Garco Testing Laboratories
Tracy, California
Contact: Solin Jimenez (209) 982-0556Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2000
T166 T209 T269 T275 T308 - D2041 D2726 D3203 D3666 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2000
T87 T89 T90 T99 T100 T176 T180 T265 T310  - D421 D698 D854 D1140 D1557 D2216 D2419 D2487 D2488 D2922 D3017 D3740 
D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2000
T11 T19 T27 T37 T84 T85 T112 T210 T248 T255 T304 - C29 C117 C127 C128 C136 C142 C566 C702 C1252 D546 D3666 D3744 
D4791 D5821

30909 South Tracy Blvd.
Tracy, California  95376

-25II
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Geocon Consultants, Inc.
Rancho Cordova, California
Contact: Ken Colburn (916) 852-9118Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1999
D421 D422 D698 D854 D1140 D1557 D2216 D2419 D2922 D3017 D3740 D4318 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1999
C29 C117 C127 C128 C136 C566 C702 D2419

6/1/2001
C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1077

11375 Sunrise Park Drive
Suite 100
Rancho Cordova, California  95742

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Geotechnics, Inc.
San Diego, California
Contact: Anthony Belfast (858) 536-1000Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2002
D1560 D1561 D2041 D2726 D3203 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2002
D1557 D2419 D2844
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2002
C117 C136 C702 D3744

9245 Activity Road
Suite 103
San Diego, California  92126

GeoTek Insite, Inc.
Vista, California
Contact: Daniel Ringler (760) 599-0509Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2002
T11 T21 T27 T84 T85 T248 T255 - C29 C117 C127 C128 C136 C1077

5/15/2002
T119 T121 T141 T196 T309 - C138 C143 C172 C173 C1064

1384 Poinsettia Avenue
Suite A
Vista, California  92083

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Granite Construction Company
Sacramento, California
Contact: Anthony Limas (916) 855-4400Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2000
T30 T166 T209 T269 T275  T287 T308 - D1188 D2041 D2726 D3203 D4125 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
T87 T99 T176 T180 T265 T310 - D421 D698 D1557 D2216 D2419 D2922 D3017 D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2000
T11 T19 T27 T84 T85 T96 T104 T176 T210 T248 T255 T304 - C29 C88 C127 C128 C131 C566 C702 C1252 D2419 D3666 D3744 
D4791 D5821

P.O. Box 15287
Sacramento, California  95851

-26II
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Graniterock Company
Aromas, California
Contact: Steve A. Ragan (831) 768-2335Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2000
T166 T209 T245 T246 T247 T269 T275 T283 T308 - D3666
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2000
T11 T19 T27 T37 T84 T85 T96 T176 T210 T248 T255 T304 - C1252 D4791 D5821

P.O. Box 699
Aromas, California  95004

Inspection Services, Inc.
San Francisco, California
Contact: Can Celik (415) 243-3265Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2000
D421 D422 D854 D1140 D1557 D2166 D2216 D2217 D2419 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2000
C117 C127 C128 C136 C702

3/15/2001
C31 C39 (Cylinders) C138 C143 C172 C173 C231 C617 C1064 C1231

Pier 26
The Embarcadero
San Francisco, California  94105

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Kleinfelder, Inc.
Fresno, California
Contact: Ron Wathen (559) 486-0750Phone:

Accreditation for T84 and C128 has been suspended.
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1996
T30 T164 T165 T167 T209 T246 (Stability) T247 T275 T308  - D1074 D1075 D1560 (Stability) D1561 D2041 D2172 D3666 D5444 
D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1996
T87 T176 T180 T208 T216 T236 T265 T310 - D421 D1140 D1557 D2166 D2216 D2419 D2435 D2487 D2488 D2922 D3017 D3080
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1996
T11 T19 T21 T37 T84 T85 T96 T112 T176 T210 T248 T255 - C29 C40 C117 C127 C128 C131 C136 C142 C566 C702 D546 D2419 
D3744 D4791 D5821

7/15/1996
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077

1410 F Street
Fresno, California  93706

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Kleinfelder, Inc.
Long Beach, California
Contact: Mariusz Sieradzki (562) 432-1696Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2001
T30 T166 T209 T245 T246 (Stability) T247 T269 T275 T308 - D1559 D1560 (Stability) D1561 D2041 D2726 D3203 D3666 D5444 
D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2001
T87 T88 T89 T90 T99 T100 T146 T176 T180 T190 T216 T265 T310 - D421 D422 D698 D854 D1140 D1557 D2216 D2217 D2419 
D2435 D2487 D2488 D2844 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2001
T11 T21 T27 T37 T84 T85 T210 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077 D546 D3744 D4791 D5821

2/15/2001
T22 T23 (Cylinders)  T119 T121 T141 T152 T231 - C31 C39 C138 C143 C172 C231 C617 C1064 C1077

620 West 16th Street
Unit F
Long Beach, California  90813

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-27II
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Kleinfelder, Inc.
Merced, California
Contact: Larry Myatt (209) 384-7552Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2002
T30 T166 T275 - D2726 D5444
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2002
T11 T27 T84 T85 T248 T255 - C117 C127 C128 C136 C566 C702

4/15/2002
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 
C1077 E329

1577 West Main Street
Merced, California  95340

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Kleinfelder, Inc.
Pleasanton, California
Contact: William Freixas (925) 484-1700Phone:

5/15/1994
T49 T51 T201 T202 - D5 D113 D2170 D2171 D3666
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1994
T30 T164 T166 T209 T245 T246 (Stability) T247 T269 T275 T283 T308  -  D1188 D1559 D1560 (Stability) D1561 D2041 D2172 
D2726 D3203 D3666 D4867 D5404 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1994
T87 T88 T89 T90 T99 T100 T176 T180 T190 T208 T216 T236 T265 T296 T297 - D421 D422 D698 D854 D1140 D1557 D2166 
D2216 D2419 D2435 D2844 D2850 D3080 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1994
T11 T19 T21 T27 T37 T84 T85 T96 T104 T112 T113 T176 T210 T248 T255 - C29 C40 C88 C117 C123 C127 C128 C131 C136 
C142 C227 C566 C702 C1077 D546 D2419 
D3744 D4791 D5821

5/15/1994
T22 T23 T24 T97 T119 T121 T126 T141 T152 T196 T231  - C31 C39 C42 C78 C138 C143 C157 C172 C173 C192 C231 C617 
C1064 C1077 C1231

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

7133 Koll Center Parkway
Suite 100
Pleasanton, California  94566

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Kleinfelder, Inc.
Redlands, California
Contact: Rick Bell (909) 793-2691Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/1999
T30 T164 T165 T166 T167 T209 T245 T246 T247 T269 T275 T283 - D1074 D1075 D1188 D1559 D1560 D1561 D2041 D2172 
D2726 D3203 D3666 D4867 D5444 E329
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2000
T87 T88 T89 T90 T99 T100 T134 T146 T176 T180 T190 T193 T208 T216 T236 T265 T310 - D421 D422 D558 D698 D854 D1140 
D1557 D1883 D2166 D2216 D2217 D2419 D2435 D2487 D2488 D2844 D2922 D3017 D3080 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2000
T11 T19 T21 T27 T84 T85 T96 T104 T112 T176 T210 T248 T255 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 
C1077 D2419 D3744 D4791 D5821

9/1/2001
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31(Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 
C1231

1940 Orange Tree Lane
Redlands, California  92374

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-28II
Dates shown for each field indicate the date of inital accreditation.
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Kleinfelder, Inc.
Sacramento, California
Contact: Jeffry Cannon (916) 366-1701Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2002
T30 T164 T166 T209 T245 T246 (Stability) T247 T269 T275 - D1188 D1559 D1560 (Stability) D1561 D2041 D2172 D2726 D3203 
D3666 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2000
T88 T89 T90 T99 T100 T176 T180 T190 T208 T265 - D422 D698 D854 D1557 D2166 D2216 D2419 D2844 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2000
T11 T19 T21 T27 T37 T84 T85 T96 T104 T176 T210 T248 T255 - C29 C40 C88 C117 C127 C128 C131 C136 C566 C702 C1077 
D546 D2419 D3744

12/1/2000
C31 (Cylinders) C39 C42 C138 C143 C172 C173 C174 C192 C495 C567 C617 C642 C805 C1064 C1077 C1231

3077 Fite Circle
Sacramento, California  95827

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Kleinfelder, Inc.
San Diego, California
Contact: James L. Stiady (858) 320-2261Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2002
T30 T166 T209 T245 T246 T247 T269 T275 T308 - D1559 D1560 D1561 D2041 D2726 D3203 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2002
T87 T89 T90 T99 T146 T176 T180 T190 T265 T310 - D421 D698 D1557 D2216 D2217 D2419 D2487 D2488 D2844 D2922 D3017 
D4318

5015 Shoreham Place
San Diego, California  92122

Kleinfelder, Inc.
Stockton, California
Contact: K. C. Crawford (209) 948-1345Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2000
T30 T166 T209 T245 T246 (Stability) T247 T269 T275 T308 - D1559 D1560 (Stability) D1561 D2041 D2726 D3203 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2000
T87 T88 T89 T90 T99 T100 T146 T176 T180 T190 T208 T216 T265 T310  - D421 D422 D698 D854 D1140 D1557 D2166 D2216 
D2217 D2419 D2435 D2487 D2488 D2844 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2000
T11 T19 T21 T27 T84 T85 T112 T210 - C29 C40 C117 C127 C128 C136 C142 C566 C702 C1077 D2419 D3744 D4791 D5821

6/15/2001
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 
C1231

2825 East Myrtle Street
Stockton, California  95205

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Krazan & Associates, Inc.
Bakersfield, California
Contact: Jeremy Shirley (661) 633-2200Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2002
T30 T166 T209 T245 T246 T247 T269 T283 T308 - D1559 D1560 D1561 D2041 D2726 D3203 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2002
T99 T176 T180 T190 T265 - D698 D1557 D2216 D2419 D2488 D2844 D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/2001
T11 T21 T27 T84 T85 T176 T210 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077 D2419 D3666 D3744

12/15/2000
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 
C1231

4231 Foster Avenue
Bakersfield, California  93308

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-29II
Dates shown for each field indicate the date of inital accreditation.
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Krazan & Associates, Inc.
Clovis, California
Contact: Brian Hall (559) 348-2200Phone:

Accreditation of Aggregate methods C128 and C1077 has been 
suspended.
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1996
T30 T164 T165 T166 T167 T209 T245 T246 (Stability) T247 T269 T275 T283 T308 - D1074 D1075 D1559 D1560 (Stability) D1561 
D2041 D2172 D2726 D3203 D3666 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1996
T100  - D421 D422 D698 D1140 D1557 D2166 D2216 D2217 D2419 D2434 D2435 D2487 D2488 D2844 D3080 D3740 D4318 
D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1996
T11 T19 T21 T27 T37 T210 T248 T255 - C29 C40 C88 C117 C127 C128 C136 C566 C702 C1077 D546 D3666 D3744

1/15/1996
T22 T23 (Cylinders) T119 T121 T141 T152 T231 - C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1077 C1231

215 West Dakota Avenue
Clovis, California  93612

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Krazan & Associates, Inc.
San Jose, California
Contact: Ian G. Beatty (408) 271-2200Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2002
T30 T164 T166 T209 T245 T269 T275 T308 - D1559 D2172 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2002
T89 T90 T99 T100 T176 T180 T310 - D698 D854 D1140 D1557 D2419 D2487 D2488 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2002
T11 T19 T21 T27 T84 T85 T210 T248 T255 - C29 C40 C117 C127 C128 C136 C566 C702 C1077 D3744

6/15/2002
C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1077

545 Parrott Street
San Jose, California  95112

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Laco Associates
Eureka, California
Contact: David R. Gervan (707) 443-5054Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/7/2002
T88 T89 T90 T99 T180 T265 T310 - D422 D698 D1557 D2216 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/7/2002
T11 T19 T112 - C29 C117 C142

21 West Fourth Street
Eureka, California  95501

Law Crandall
San Diego, California
Contact: John Hutalla (858) 278-3600Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1994
T30 T166 T209 T245 T246 (Stability) T247 T269 T275 T308 - D1188 D1559 D1560 (Stability) D1561 D2041 D2726 D3203 D3666 
D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1994
T87 T88 T89 T90 T99 T100 T146 T176 T180 T190 T193 T216 T236 T265 - D421 D422 D698 D854 D1140 D1557 D1883 D2216 
D2217 D2419 D2435 D2844 D3080 D3740 D4318 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1994
T11 T19 T21 T27 T37 T84 T85 T104 T112 T176 T248 T255 - C29 C40 C88 C117 C127 C128 C136 C142 C566 C702 C1077 D546 
D2419 E329

10/15/1994
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 E329

9177 SkyPark Court
Suite A
San Diego, California  92123

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-30II
Dates shown for each field indicate the date of inital accreditation.
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Matriscope, Inc.
West Sacramento, California
Contact: Gary C. Balbi (916) 375-6700Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/23/2002
D421 D422 D558 D559 D698 D1140 D1557 D2216 D2217 D2419 D2487 D2488 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/23/2002
D546 D2419 D3744 D4791 D5821

7/1/2002
C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C1064 C1077 C1231

3102 Industrial Blvd.
West Sacramento, California  95691

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

MTGL, Inc.
Anaheim, California
Contact: Thomas C. Hare (714) 632-2999Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2001
C40 C117 C127 C128 C136 C566 C702

2992 E. La Palma Avenue
Suite A
Anaheim, California  92806

Ninyo & Moore
Irvine, California
Contact: Larry Lovett (949) 753-7070Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1999
T30 T166 T245 T246 (Stability) T247 T275 T308 - D1559 D1560 (Stability) D1561 D2726 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1999
T87 T88 T89 T90 T99 T100 T176 T180 T190 T265  - D421 D422 D698 D854 D1557 D2216 D2419 D2844 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1999
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

11/15/1999
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 
C1231

475 Goddard
Suite 200
Irvine, California  92618

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Ninyo & Moore
Oakland, California
Contact: Peter Connolly (510) 633-5640Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2000
T87 T88 T89 T90 T99 T100 T176 T180 T208 T265 T310 - D698 D1557 D2922 D3017
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2000
T11 T21 T27 T84 T85 T176 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

9/1/2001
T22 T23 (Cylinders) T119 T121 T141 T152 T231 - C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1077 C1231

675 Hegenberger Road
Suite 220
Oakland, California  94621-1919

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-31II
Dates shown for each field indicate the date of inital accreditation.
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Ninyo & Moore
San Diego, California
Contact: Mark Cuthbert (858) 576-1000Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2001
T87 T88 T89 T90 T99 T176 T180 T193 T265 T310 - D421 D422 D698 D1557 D1883  D2216 D2419 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2001
T11 T27 T85 T248 T255 - C117 C127 C136 C566 C702

2/1/2001
T22 T23 (Cylinders) T119 T121 T141 T152 - C31 (Cylinders) C39 C138 C143 C172 C231 C1064 C1231

5710 Ruffin Road
San Diego, California  92123

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

North American Technical Services
Modesto, California
Contact: David M. Kaestner (209) 545-1008Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
C40 C117 C127 C128 C136 C566 C702 C1077 E329

7/15/2002
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231 E329

4713 Enterprise Way
Suite 4
Modesto, California  95356

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

NST Engineering, Inc.
Susanville, California
Contact: Stephen H. Schmidt (530) 257-5173Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2000
D1559 D2041 D2726 D3203 D4125
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2000
D1557 D2216 D2419 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2000
C40 C117 C127 C128 C136 C566 C702 C1077 D2419

11/1/2000
C31 C39 C78 C138 C143 C172 C192 C231 C617 C1064 C1077

1495 Riverside Drive
Susanville, California  96130

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Paramount Petroleum Corporation
Paramount, California
Contact: Andrew A. Ford (562) 748-4644Phone:

2/1/2000
R28 T44 T48 T49 T51 T53 T78 T79 T201 T202 T228 T240 T295 T313 T315 T316 - D5 D36 D70 D92 D113 D402 D2042 D2170 
D2171 D2872 D3142 D3143 D4402 D6521

2/1/2000
T59/D244 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Settlement, Cement Mixing, Sieve 
Test, Storage Stability)

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

14700 Downey Avenue
Paramount, California  90723

-32II
Dates shown for each field indicate the date of inital accreditation.
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Pavement Engineering, Inc.
Redding, California
Contact: Joe Gunther (530) 224-4535Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2002
T30 T166 T209 T245 T246 (Stability) T247 T269 T283 T287 T308 - D1559 D1560 (Stability) D1561 D2041 D2726 D3203 D3666 
D4125 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2002
T89 T90 T176 T190 - D2419 D2844 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2002
T11 T19 T21 T27 T37 T84 T85 T96 T112 T176 T210 T248 T255 T304 - C29 C40 C70 C117 C127 C128 C131 C136 C142 C566 
C702 C1252 D546 D3744 D5821 E329

20260 Skypark Drive
Redding, California  96002

Professional Service Industries, Inc.
Long Beach, California
Contact: Mike Lavelle (562) 597-3977Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/2000
T176 T248 T255  - C566 C702 D2419

3/15/2001
T141 -  C172 C1064

3960 East Gilman Street
Long Beach, California  90815

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

PSC Associates, Inc.
Mountain View, California
Contact: Peter S. Chan (415) 330-6100Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1992
D421 D422 D698 D854 D1140 D1557 D2166 D2216 D2419 D2435 D2487 D2488 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1992
C40 C117 C127 C128 C136 C566 C702 C1077

9/1/1992
C31 (Cylinders) C39 C138 C143 C172 C231 C1064 C1077 C1231

1485 Bayshore Blvd. #4
San Francisco, California  94124

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

RMA Group
Rancho Cucamonga, California
Contact: Slawek Dymerski (909) 989-1751Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2002
T30 T164 T166 T209 T245 T246 (Stability) T247 T269 T275 T283 T308 - D1188 D1559 D1560 (Stability) D1561 D2041 D2172 
D2726 D3203 D3666 D4867 D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2002
T11 T21 T27 T84 T85 T96 T248 T255 - C40 C117 C127 C128 C131 C136 C566 C702 C1077

6/1/2002
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 
C1077 C1231

10851 Edison Court
Rancho Cucamonga, California  91730

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-33II
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RMC Pacific Materials, Inc.
San Ramon, California
Contact: Bob Foley (925) 866-2780Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1995
C40 C117 C127 C128 C131 C136 C566 C702 C1077

7/1/1995
C31 (Cylinders) C39 C42 C138 C143 C157 C172 C173 C231 C617 C1064 C1077

4750-A Norris Canyon Road
San Ramon, California  94583

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

SHN Consulting Engineers & Geologists, In
Eureka, California
Contact: Greg Williston (707) 441-8855Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1998
T87 T88 T89 T90 T176 T180 T236 T310  - D421 D422 D1140 D1557 D2419 D2922 D3017 D3080 D3740 D4318 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1998
T11 T19 T27 T84 T85 T96 T104 T112 T176 T210  - C29 C88 C117 C127 C128 C131 C142 C136 D2419 D3744

3/15/2002
T22 T23 (Cylinders) T24 T119 T121 T141 T152 T231 T309 - C31 (Cylinders) C39 C42 C138 C143 C172 C231 C617 C1064 C1077 
E329

812 West Wabash
Eureka, California  95501-2138

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Sierra Testing Laboratories, Inc.
El Dorado Hills, California
Contact: Michael Walker (916) 939-3460Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2002
D421 D422 D698 D1140 D1557 D2166 D2216 D2217 D2419 D2434 D2435 D2487 D2488 D2850 D3080 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2002
C117 C127 C566 C702 D2419 D3744

5040 Robert J. Mathews Parkway
El Dorado Hills, California  95762

SIGNET Testing Laboratories, Inc.
Hayward, California
Contact: Bill Rodriguez (510) 887-8484Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1995
T275 - D1559 D1560 (Stability) D1561 D2041 D2726 D3203 D3666 D4867 D5444 D6307 E329
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1996
D421 D422 D558 D698 D854 D1140 D1557 D1883 D2166 D2216 D2217 D2419 D2435 D2487 D2844 D2850 D2922 D3017 D3080 
D3740 D4318 D4767 D5084 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1995
C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 C1077 D546 D2419 D3666 D3744 D4791 D5821 E329

2/15/1996
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 E329

3121 Diablo Avenue
Hayward, California  94545-2771

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-34II
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Signet Testing Labs, Inc.
Santa Ana, California
Contact: Jeff Roe (714) 957-9512Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2002
D421 D698 D854 D1140 D1557 D2216 D2419 D2487 D2488 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2000
T11 T21 T27 T84 T85 T248 T255 - C29 C40 C117 C127 C128 C136 C566 C702

1/1/2000
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1231

3811 South Main Street
Santa Ana, California  92707

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Smith-Emery Company
San Francisco, California
Contact: Wylie Stevenson (415) 330-3000Phone:

Accreditation for Aggregate test methods T84 and C128 has 
been suspended.
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2000
T87 T88 T89 T90 T99 T176 T180 T190 T208 T265 T310 - D421 D422 D698 D1140 D1557 D2166 D2216 D2419 D2487 D2488 
D2844 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2000
T11 T19 T21 T27 T84 T85 T176 T248 T255 - C29 C40 C117 C127 C128 C136 C566 C702 C1077 D2419

9/15/2001
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077

Hunters Point Shipyard
Building 114
San Francisco, California  94188

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Southern California Soil & Testing, Inc.
San Diego, California
Contact: Edward C. Trasoras (619) 280-4321Phone:

Accreditation has been suspended.  Accreditation of Portland 
Cement Concrete methods C39, C138, C143, C173, C231, 
C1064, C1077 and E329 has been suspended.
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2001
C40 C117 C127 C128 C136 C566 C702 C1077 E329

12/15/2001
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 E329

P.O. Box 600627
San Diego, California  92160-0627

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Southwest Inspection & Testing, Inc.
Santa Fe Springs, California
Contact: Renan R. Cruz (562) 941-2990Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2002
T87 T89 T90 T99 T100 T176 T180 T265 - D421 D698 D854 D1140 D1557 D2216 D2419 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/2001
T19 T27 T248 T255 - C29 C117 C127 C128 C136 C566 C702

8/15/1999
T22 T23 (Cylinders) T119 T121 T126 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C617 C1064 
C1077 C1231

10826 South Norwalk Boulevard
Santa Fe Springs, California  90670

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-35II
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Teichert Quality Assurance Laboratory
Sacramento, California
Contact: Ron Stickel (916) 386-6974Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1997
T30 T110 T165 T166 T167 T209 T245 T246 (Stability) T247 T269 T275 T283 T287 T308 - D1074 D1075 D1188 D1461 D1559 
D1560 (Stability) D1561 D2041 D2726 D3203 D4125 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1997
T87 T88 T89 T90 T99 T100 T146 T176 T180 T190 T193 T265 T310  - D421 D422 D698 D854 D1140 D1557 D1883 D2216 D2217 
D2419 D2844 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1997
T11 T19 T21 T27 T37 T84 T85 T96 T112 T176 T210 T248 T255 T304 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 
C702 C1252 D546 D2419 D3666 D3744 D4791 D5821

2/1/1998
T22 T23 T97 T119 T121 T126 T141 T152 T177 T196 T309  - C31 C39 C78 C138 C143 C172 C173 C192 C231 C293 C1064 C1231

8609 Jackson Road
Building 101
Sacramento, California  95826

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Terrasearch, Inc.
Livermore, California
Contact: Gordon J. Chinn (925) 243-6662Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2000
T87 T88 T89 T90 T99 T100 T134 T176 T180 T193 T208 T216 T265 T296 T297 - D421 D422 D558 D698 D1140 D1557 D1883 
D2166 D2216 D2419 D2435 D2850 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1999
T11 T21 T27 T37 T84 T85 T96 T112 T176 T210 T248 T255 - C40 C117 C127 C128 C131 C136 C142 C566 C702 C1077 D546 
D2419 D3744

1/1/1999
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077

257 Wright Brothers Avenue
Livermore, California  94551

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Testing Engineers - Los Angeles
Irvine, California
Contact: Brian C. Kramer (949) 797-1350Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/12/2002
D421 D422 D698 D854 D1140 D1557 D2216 D2419 D2435 D2487 D2488 D2922 D3017 D3080 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/12/2002
C29 C117 C127 C128 C136 C142 C566 C702 D2419

1350 Reynolds Avenue
Suite 121
Irvine, California  92614

Testing Engineers - San Diego, Inc.
San Diego, California
Contact: John Inlow (858) 715-5800Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1998
D1188 D1559 D1560 (Stability) D1561 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1998
T100 - D421 D422 D698 D1140 D1557 D2216 D2419 D2844 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1998
C29 C40 C117 C127 C128 C131 C136 C142 C566 C702 C1077 D2419 D3666

12/1/2000
C31 C39 C78 C138 C143 C172 C173 C192 C231 C1064 C1077 C1231

7895 Convoy Court
Suite 18
San Diego, California  92111

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-36II
Dates shown for each field indicate the date of inital accreditation.
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Testing Engineers, Inc.
Martinez, California
Contact: Terry Egland (510) 835-3142Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2000
D1188 D1559 D1560 (Stability) D1561 D2041 D2726 D3203 D3666 D5444

2811 Adeline Street
Oakland, California  94608

Testing Engineers, Inc.
San Jose, California
Contact: Terry Egland (510) 835-3142Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2000
D698 D1557 D2216 D2419 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2000
C117 C136 D2419

2811 Adeline Street
Oakland, California  94608

Testing Engineers, Inc.
San Leandro, California
Contact: Terry L. Egland (510) 835-3142Phone:

7/1/2000
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

2811 Teagarden Street
San Leandro, California  94577
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Testing Services & Inspection, Inc.
San Diego, California
Contact: Juan R. Diaz (619) 234-9904Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2002
D698 D1140 D1557 D2216 D2419 D2488 D4318

3030 Main Street
San Diego, California  92113

Twining Laboratories of Southern Californi
Long Beach, California
Contact: Hung T. Nguyen (562) 426-3355Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2001
T11 T19 T21 T27 T84 T85 T96 T112 T176 T210 T248 T255 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 C1077 
D2419 D3744  D4791 E329

3/1/2001
T22 T23 (Cylinders) T24 T119 T121 T141 T152 T196 T198 T231 - C31 (Cylinders) C39 C42 C138 C143 C157 C172 C173 C231 
C469 C496 C597 C617 C1064 C1077 E329

3310 Airport Way
Long Beach, California  90806

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Vector Engineering, Inc.
Grass Valley, California
Contact: Kenneth R. Criley (530) 272-2448Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
D421 D422 D698 D854 D1140 D1557 D2166 D2216 D2419 D2435 D2487 D2488 D2850 D3080 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
C29 C40 C117 C127 C128 C136 C702 D2419

12438 Loma Rica Drive
Suite C
Grass Valley, California  95945

-37II
Dates shown for each field indicate the date of inital accreditation.
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Wallace-Kuhl & Associates, Inc.
West Sacramento, California
Contact: David A. Redford (916) 372-1434Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1995
C40 C117 C127 C128 C136 C566 C702 C1077 E329

11/15/1995
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 E329

3050 Industrial Blvd.
West Sacramento, California  95691

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Youngdahl Consulting Group, Inc.
El Dorado Hills, California
Contact: John C. Youngdahl (916) 933-0633Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/2000
D421 D422 D698 D854 D1140 D1557 D2166 D2216 D2217 D2419 D2434 D2487 D2488 D2844 D2922 D3017 D3080 D3740 D4318 
D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1997
C29 C40 C117 C127 C128 C131 C136 C566 C702 C1077

12/1/1997
C31 C39 C42 C78 C138 C143 C172 C173 C174 C192 C231 C617 C1064 C1077 C1231

1234 GlenHaven Court
El Dorado Hills, California  95762

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Colorado
A. G. Wassenaar, Inc.
Denver, Colorado
Contact: Ryan Zoetewey (303) 759-8100Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2001
T30 T166 T209 T245 T269 T283 T308 T312 - D1559 D2041 D2726 D3203 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/2001
T87 T89 T90 T99 T180 T190 T208 T265 - D698 D1140 D1557 D2166 D2216 D2844
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2001
T11 T19 T21 T27 T84 T85 T96  - C29 C40 C117 C127 C128 C131 C136

5/15/2001
T22 T23 T97 T119 T121 T141 T152 T231 - C31 C39 C78 C138 C143 C172 C231 C617 C1064 C1077

2180 South Ivanhoe Street
Suite 5
Denver, Colorado  80222

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Aguirre Engineers, Inc.
Englewood, Colorado
Contact: Court Muggli (303) 799-8378Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2001
T30 T164 T166 T209 T245 T269
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2000
T87 T88 T89 T90 T99 T100 T146 T176 T180 T190 T208 T265 - D421 D422 D698 D854 D1140 D1557 D2166 D2216 D2217 D2419 
D2487 D2488 D2844 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2000
T11 T19 T21 T27 T84 T85 T96 T176 T248 T255 - C29 C40 C117 C127 C128 C131 C136 C566 C702 D2419

13276 East Fremont Place
P.O.  Box 3814
Englewood, Colorado  80155-3814

-38II
Dates shown for each field indicate the date of inital accreditation.
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Aguirre Engineers, Inc. (DIA)
Englewood, Colorado
Contact: Court Muggli (303) 799-8378Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/2002
T245 - D2041 D2726 D3203
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/2002
D421 D698 D1140 D1557 D2216 D2487 D2488 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/2002
C117 C136 C566 C702

7/15/2002
C31 C39 C78 C138 C143 C172 C174 C231 C1064 C1077 C1231

13276 East Fremont Place
P.O. Box 3814
Englewood, Colorado  80155-3814

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

ATSER
Englewood, Colorado
Contact: Husein Redzic (303) 779-3321Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2002
T30 T166 T209 T269 T283 T287 T308 T312 - D1560
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2002
T87 T88 T89 T90 T99 T100 T176 T180 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2002
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

2/1/2002
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

7330 South Alton Way
Suite K
Englewood, Colorado  80112

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Brannan Sand & Gravel
Denver, Colorado
Contact: Jarrett Welch (303) 455-8873Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2001
T30 T166 T209 T245 T269 T287 T308 T312

4800 Brighton Blvd.
Denver, Colorado  80216

Colorado Dept. of Transportation
Denver, Colorado
Contact: Tim Aschenbrener (303) 757-9249Phone:

12/15/1988
R28 T49 T50 T51 T53 T228 T240 T313 T315 T316

12/15/1988
T59 (Residue by Distillation, Particle Charge, Saybolt Viscosity)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/1989
T30 T166 T209 T269 T283 T308 T312 - D1560
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/1988
T89 T90 T99 T100 T176 T180 T190 T236 T265 - D2419
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/1988
T11 T19 T21 T27 T37 T84 T85 T96 T112 T176 T248 T255 T304 - C29 C40 C117 C127 C128 C131 C136 C142 C566 C702 C1252 
D546 D2419 D5821

6/1/1992
T22 T23 T97 T119 T121 T126 T141 T148 T152 T196 T198 T231 - C31 C39 C78 C138 C143 C172 C173 C174 C192 C231 C496 
C617 C1064 C1077 C1231

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

4340 East Louisiana Avenue
Denver, Colorado  80246-3482

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-39II
Dates shown for each field indicate the date of inital accreditation.
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Construction Technical Services, Inc.
Englewood, Colorado
Contact: William S. Caires (303) 783-9965Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2002
T30 T164 T166 T209 T245 T269 T308 - D1559 D2041 D2172 D2726 D3203 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/1999
T87 T89 T90 T99 T100 T134 T135 T136 T176 T180 T190 T208 T265 T310 - D421 D558 D559 D560 D698 D1140 D1557 D2166 
D2216 D2419 D2844 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/1999
T11 T19 T21 T27 T84 T85 T112 T248 T255 T304 - C29 C40 C88 C117 C127 C128 C136 C142 C566 C702 C1252

11/1/2001
T22 T23 (Cylinders) T24 T119 T121 T126 T141 T152 T231 - C31 (Cylinders) C39 C42 C138 C143 C172 C192 C231 C617 C1064 
C1077 C1231

3217 West Hampden Avenue
Englewood, Colorado  80110

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

CTL/Thompson, Inc.
Denver, Colorado
Contact: Jeffrey L. Groom (303) 825-0777Phone:

4/1/2001
T49 T228 - D5 D70 D3666*
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2001
T30 T164 T166 T209 T245 T269 T283 T287 T308 T312 - D1559 D1560 D2041 D2172 D2726 D3203 D3666* D4125 D4867 D5444 
D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2001
T87 T89 T90 T99 T100 T180 T190 T193 T208 T236 T265 T310 - D421 D698 D1140 D1557 D1883 D2166 D2216 D2844 D2922 
D3017 D3080 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2001
T11 T21 T27 T84 T85 T96 T104 T112 T248 T255 - C40 C87 C88 C117 C127 C128 C131 C136 C142 C535 C566 C702 C1077

3/1/2001
T22 T23 T24 T97 T119 T121 T126 T141 T152 T196 T198 - C31 C39 C42 C78 C138 C143 C172 C173 C192 C231 C496 C1064 
C1077 C1231

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

1971 West 12th
Denver, Colorado  80204

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Earth Engineering Consultants, Inc.
Fort Collins, Colorado
Contact: Brian Thomas (970) 224-1522Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1998
T166 T209 T245 T269 T287 - D3666
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2001
T87 T88 T89 T90 T99 T100 T176 T180 T265 - D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2001
T11 T19 T27 T84 T85 T248 T255 T304

2301 Research Boulevard
Suite 104
Fort Collins, Colorado  80526

-40II
Dates shown for each field indicate the date of inital accreditation.
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FHWA-Central Federal Lands Hwy Div
Lakewood, Colorado
Contact: Darrell Harding (303) 716-2179Phone:

3/1/1989
R28 T49 T50 T51 T179 T201 T202 T228 T240 T313 T315 T316 - D5 D70 D113 D139 D243 D1754 D2042 D2170 D2171 D2872 
D4402

3/1/1989
T59/D244 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Settlement, Cement Mixing, Sieve 
Test, Storage Stability)

Accreditation for T201, T202, T228, D70, D2170, and D2171 has 
been suspended.

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1989
T30 T165 T166 T167 T209 T246 T247 T269 T283 T308 T312 - D1074 D1075 D1560 D1561 D2041 D2726 D3203 D4125 D4867 
D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1989
T87 T88 T89 T90 T99 T100 T146 T176 T180 T190 T208 T265 - D421 D422 D698 D854 D1140 D1557 D2166 D2216 D2217 D2419 
D2487 D2488 D2844 D3740 D4318 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1989
T11 T19 T21 T27 T37 T84 T85 T96 T104 T112 T113 T176 T210 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C131 
C136 C142 C535 C566 C702 C1252 D546 D2419 D3744 D4791 D5821

5/1/1989
T22 T23 (Cylinders) T119 T121 T126 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C597 C617 
C805 C1064 C1077 C1231

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Bldg. 52, Denver Fed. Center
P.O. Box 25246
Denver, Colorado  80225

ISO/IEC 17025 
Accredited

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Geocal, Inc.
Aurora, Colorado
Contact: Doug Jones (303) 337-0338Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2000
T166 T209 T269 T287 - D2041 D2726 D3203 D3666* D4125
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2000
T87 T88 T89 T90 T99 T100 T176 T180 T265 T310 - D421 D422 D698 D854 D1140 D1557 D2216 D2419 D2922 D3017 D3740 
D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2000
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

6/1/2000
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 
C1231

13900 East Florida Avenue
Unit D
Aurora, Colorado  80012-5821

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Geotechnical Engineering Group, Inc.
Grand Junction, Colorado
Contact: John P. Withers (970) 245-4078Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2001
T164 - D1559 D2041 D2726 D3203 D3666 D5444

2308 Interstate Avenue
Grand Junction, Colorado  81505

-41II
Dates shown for each field indicate the date of inital accreditation.
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Ground Engineering Consultants, Inc.
Commerce City, Colorado
Contact: Michael J. Quinn (303) 289-1989Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1996
T30 T165 T166 T167 T209 T245 T246 (Stability) T269 T283 T287 T308 T312  - D1074 D1075 D1559 D1560 (Stability) D2041 
D2726 D3203 D4125 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1996
T87 T88 T89 T90 T99 T100 T134 T135 T136 T146 T176 T180 T190 T208 T236 T265 T310 - D421 D422 D558 D559 D560 D698 
D854 D1140 D1557 D2166 D2216 D2217 D2419 D2487 D2488 D2844 D2922 D3017 D3080 D3740 D4318 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1996
T11 T19 T21 T27 T84 T85 T96 T104 T112 T176 T248 T255 T304 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 
C1077 C1252 D2419 D4791 D5821

11/1/1997
T22 T23 T24 T97 T119 T121 T126 T141 T148 T152 T231 - C31 C39 C42 C78 C138 C143 C172 C174 C192 C231 C617 C642 C805 
C1064 C1077 C1231 E329

7393 Dahlia Street
Commerce City, Colorado  80022

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Hepworth Pawlak Geotechnical, Inc.
Glenwood Springs, Colorado
Contact: Michael Evans (970) 945-7988Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2001
T30 T166 T209 T269 T308 - D3666*
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/2001
T87 T88 T89 T90 T99 T100 T180 T265 T310 - D421 D422 D698 D854 D1140 D1557 D2216 D2922 D3017 D3740 D4318

5020 Road 154
Glenwood Springs, Colorado  81601

Kiewit Western Company
Littleton, Colorado
Contact: Gordon Peterson (303) 979-2975Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1996
T30 T165 T166 T167 T209 T245 T269 T283 T287 T312 - D1074 D1075 D1559 D1560 (Stability) D2041 D2726 D3203 D3666 D4125 
D4867 D5444 E329
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1996
T87 T89 T90 T99 T146 T176 T180 T265 T310  - D421 D698 D1557 D2216 D2217 D2419 D2922 D3017 D3740 D4318 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1996
T11 T19 T27 T84 T85 T96 T112 T176 T248 T255 T304 - C29 C117 C127 C128 C131 C136 C142 C566 C702 C1252 D2419 D3666 
D5821 E329

7926 South Platte Canyon Road
Littleton, Colorado  80128

Koch Performance Asphalt Company
Commerce City, Colorado
Contact: W. Matthew Ostler (303) 288-6861Phone:

2/1/1998
R28 T48 T49 T51 T53 T179 T201 T202 T228 T240 T313 T315  - D5 D36 D70 D92 D113 D1754 D2170 D2171 D2872 D4402

9/1/2001
T59/D244 (Residue by Distillation, Residue by Evaporation, Saybolt Viscosity, Demulsibility, Settlement, Cement Mixing, Sieve Test, 
Storage Stability)

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

4310 East 60th Avenue
Commerce City, Colorado  80022

-42II
Dates shown for each field indicate the date of inital accreditation.
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Kumar & Associates, Inc.
Denver, Colorado
Contact: David Scott (303) 742-9700Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2002
T30 T166 T209 T245 T269 T308 T312 - D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2002
T87 T88 T89 T90 T99 T100 T180 T190 T208 T265 T310 - D421 D422 D698 D854 D1140 D1557 D2166 D2216 D2487 D2844 D2922 
D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2002
T11 T19 T21 T27 T84 T85 T96 T112 T248 T255 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 D3666

1/30/2003
C31 C39 C78 C138 C143 C172 C192 C231 C496 C617 C1064 C1077 C1231

2390 South Lipan Street
Denver, Colorado  80223

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Lafarge
Denver, Colorado
Contact: Daniel L. Quire (303) 657-4253Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1997
T30 T164 T165 T166 T167 T209 T245 T269 T283 T287 T308 T312 - D1074 D1075 D1559 D1560 (Stability) D2041 D2172 D2726 
D3203 D4125 D4867 D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1998
T11 T19 T21 T27 T84 T85 T96 T104 T112 T113 T176 T248 T255 - C29 C40 C88 C117 C123 C127 C128 C131 C136 C142 C566 
C702 C1077 D2419 D4791 D5821

9/1/1998
T22 T23 T97 T119 T121 T126 T141 T152 T196 T198 T231 - C31 C39 C78 C138 C143 C172 C173 C192 C231 C403 C496 C617 
C805 C1064 C1077

1195 Quivas Street
Denver, Colorado  80204

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Professional Service Industries, Inc.
Wheat Ridge, Colorado
Contact: Thom Mestas (303) 424-5578Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1995
T30 T164 T166 T209 T245 T269 T283 - D1559 D2041 D2172 D2726 D3203 D4867 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1996
T87 T88 T89 T90 T99 T100 T176 T180 T193 T208 T216 T265 T310  - D421 D422 D698 D1557 D1883 D2166 D2216 D2419 D2435 
D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1996
T11 T19 T21 T27 T84 T85 T96 T104 T112 T176 T248 T255 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 C1077 
D2419

3/15/1995
T22 T23 T97 T119 T121 T126 T141 T152 T231 - C31 C39 C78 C138 C143 C172 C192 C231 C617 C1064 C1077 C1231

4765 Independence Street
Wheat Ridge, Colorado  80033

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Southeast Corridor Constructors
Denver, Colorado
Contact: Patrick McCready (303) 357-8799Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2002
T30 T166 T209 T246 (Stability) T247 T269 T283 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2002
T87 T89 T90 T99 T176 T180 T190 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2002
T19 T96 T176 - C40 C117 C127 C128 C136 C566 C702

6/1/2002
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

4401 East Evans Avenue
Denver, Colorado  80222

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-43II
Dates shown for each field indicate the date of inital accreditation.
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Terracon
Fort Collins, Colorado
Contact: Mike L. Walker (970) 484-0359Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1994
T30 T164 T165 T166 T167 T209 T245 T246 (Stability) T247 T269 T283 T287 T308 T312 - D1074 D1075 D1559 D1560 (Stability) 
D1561 D2041 D2172 D2726 D3203 D3666* D4125 D4867 D5444 D6307 E329*
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2001
T87 T88 T89 T90 T99 T100 T176 T180 T190 T208 T265 T310 - D421 D422 D698 D1140 D1557 D2166 D2216 D2419 D2487 D2488 
D2844 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1994
T11 T19 T21 T27 T84 T85 T112 T248 T255 T304 - C29 C40 C88 C117 C127 C128 C136 C142 C566 C702 C1077 C1252 D3666* 
D4791 D5821 E329

10/1/1994
T22 T23 T97 T119 T121 T126 T141 T152 T196 T231 - C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C1064 C1077 C1231 
E329

301 North Howes Street
Ft. Collins, Colorado  80524

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Western Colorado Testing, Inc.
Grand Junction, Colorado
Contact: Dave Livingston (970) 241-7700Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1993
T30 T164 (Plant Control) T165 T166 T167 T209 T245 T246 (Stability) T247 T269 T283 T287 T308 T312 - D1074 D1075 D1559 
D1560 (Stability) D1561 D2041 D2172 (Plant Control)  D2726 D3203 D3666 D4125 D4867 D5444 D6307 E329
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1993
T87 T88 T89 T90 T99 T176 T180 T265 T310  - D421 D422 D698 D1140 D1557 D2216 D2419 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/16/1993
T11 T19 T21 T27 T37 T84 T85 T96 T104 T112 T113 T176 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C131 C136 
C142 C566 C702 C1077 C1252 D546 D2419 D3666 D4791 D5821 E329

3/1/1994
T22 T23 T24 T97 T119 T121 T141 T152 T231 - C31 C39 C42 C78 C138 C143 C172 C231 C617 C1064 C1077 E329

529 25 1/2 Road
Suite B101
Grand Junction, Colorado  81505

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

WesTest, LLC
Denver, Colorado
Contact: Eric R. West (303) 975-9959Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2000
T30 T166 T209 T245 T269 T287 T308 T312 - D1559 D2041 D2726 D3203 D4125 D5444 D6307

2505 W. 2nd Avenue
Suite 7
Denver, Colorado  80219

Connecticut
Connecticut Advanced Pavement Lab
Storrs, Connecticut
Contact: James Mahoney (860) 486-5956Phone:

5/1/2000
R28 T240 T313 T315 T316 - D2872 D3666 D4402
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2000
T30 T166 T209 T269 T283 T308 T312 - D2726 D3203 D3666 D5444
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2000
T11 T27 T37 T84 T85 T96 T112 T176 T248 T255 T304 - C117 C127 C128 C131 C136 C142 C566 C702 C1252 D546 D2419 D3666 
D4791 D5821

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

179 Middle Turnpike, U-202
Storrs, Connecticut  06269-5202

-44II
Dates shown for each field indicate the date of inital accreditation.
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Connecticut Dept. of Transportation
Rocky Hill, Connecticut
Contact: John R. Giannini (860) 258-0324Phone:

3/15/1990
R28 T44 T48 T49 T179 T202 T228 T240 T313 T315 T316

3/15/1990
T59 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1990
T30 T164 T166 T170 T209 T245 T269 T275 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1990
T87 T89 T90 T176 T180 T265 - D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1990
T11 T19 T21 T27 T37 T84 T85 T96 T104 T176 T248 T255 T304 - D3666 D4791 D5821

3/15/1990
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1996

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1996

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T154 T162 - C109 C151 C185 C187 C191 C204 C266 C305 C1222

T105/C114  Reference (silicon dioxide, aluminum oxide, ferric oxide, calcium oxide, magnesium oxide, sulfur trioxide, loss on 
ignition, insoluble residue) C1222

Division of Materials Testing
280 West Street
Rocky Hill, Connecticut  06067

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Vanasse Hangen Brustlin, Inc.
Middletown, Connecticut
Contact: Robin Fontaine (860) 632-1500Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1998
T166 T209 T245 T269 T283 T312 - D1559 D2041 D2726 D3203 D3666 D4867
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1998
T11 T27 T84 T85 T104 T176 T304 - C88 C117 C127 C128 C136 C1252 D2419 D3666

54 Tuttle Place
Middletown, Connecticut  06457

Delaware
Delaware Dept. of Transportation
Dover, Delaware
Contact: Karl Zipf (302) 760-2380Phone:

5/1/2001
T22 T23 (Cylinders) T119 T121 T141 T152 T196 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2001

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2001
T106 T107 T129 T131 T137 T153 T154 T162 T186 - C109 C151 C185 C187 C191 C204 C266 C305 C451 C1222

T105 Reference (loss on ignition), X-Ray Fluorescence (silicon dioxide, aluminum oxide, ferric oxide, calcium oxide, magnesium 
oxide, sulfur trioxide, sodium oxide, potassium oxide, titanium oxide, phosphorus pentoxide,  manganic oxide) C1222

Materials and Research
P.O. Box 778
Dover, Delaware  19903
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-45II
Dates shown for each field indicate the date of inital accreditation.
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Duffield Associates, Inc.
Wilmington, Delaware
Contact: James F. Cloonan (302) 239-6634Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2000
D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 D2435 D2922 D3017 D3740 D4318

11/1/2000
C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1231

5400 Limestone Road
Wilmington, Delaware  19808

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

District of Columbia
D.C. Department of Public Works
Washington, District of Columbia
Contact: Wasi U. Khan (202) 671-2316Phone:

3/15/1997
T44 T48 T49 T51 T53 T55 T179 T201 T202 T228

3/15/1997
T59 (Residue by Distillation, Residue by Evaporation, Saybolt Viscosity, Demulsibility, Settlement, Cement Mixing, Sieve Test, 
Storage Stability)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1997
T30 T110 T164 T166 T170 T209 T245 T269 - D4867
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1997
T87 T88 T89 T90 T99 T100 T146 T176 T180 T193 T208 T265 - D1140
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1997
T11 T19 T27 T37 T84 T85 T96 T104 T248 T255

3/15/1997
T22 T23 T24 T97 T119 T121 T126 T141 T152 T196 - C31 C39 C42 C78 C138 C143 C172 C173 C192 C231 C803 C805 C1064 
C1077 C1231

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

2000 14th Street, NW
4th Floor
Washington, District of Columbia  20009

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Florida
Ardaman & Associates, Inc.
Ft. Myers, Florida
Contact: Gary A. Drew (941) 768-6600Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/30/2003
T87 T88 T89 T90 T99 T100 T180 T193 T265 - D421 D422 D698 D854 D1557 D1883 D2216 D3740 D4318

9970 Bavaria Road
Ft. Myers, Florida  33913

Ardaman & Associates, Inc.
Orlando, Florida
Contact: Randy Hauser (407) 855-3860Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/2002
T30 T166 T245 T308 - D1559 D2726 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/2002
T87 T89 T90 T99 T134 T180 T193 T265 T310 - D421 D558 D698 D1557 D1883 D2216 D2487 D2488 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .
T11 T19 T37 T84 T85 T96 T248 - C29 C117 C127 C128 C131 C136 C702

8008 South Orange Avenue
Orlando, Florida  32809

-46II
Dates shown for each field indicate the date of inital accreditation.
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Asphalt Technologies, Inc.
Lake City, Florida
Contact: Carl Dempsey (386) 752-4921Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1999
T30 T166 T209 T245 T269 T283 T308 T312 - D3666 D4867
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1999
T89 T90 T99 T176 T180 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1999
T11 T21 T27 T84 T85 T96 T176 T248 T255 T304

P.O. Box 2128
Lake City, Florida  32056

Cal-Tech Testing, Inc.
Lake City, Florida
Contact: David B. Brown (386) 755-3633Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1998
T30 T166 T209 T245 T269 T308 T312  - D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1998
D698 D1557 D1883 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1998
C29 C40 C117 C127 C128 C136 C702

P.O. Box 1625
Lake City, Florida  32056

CTI - Construction Testing & Inspection
Miami, Florida
Contact: Todd B. Trueblood (305) 829-1820Phone:

11/1/2000
T53 T228 T316 - D36 D70 D4402
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1998
T30 T166 T209 T245 T269 T308 T312 - D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2001
T99 T180 T265 T310 - D698 D1557 D2216 D2922 D3017 D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2001
T11 T19 T27 T85 T248 T255 - C29 C117 C127 C136 C566 C702

7/15/2002
T22 T23 T97 T119 T121 T141 T152 T177 T196 T231 T309 - C31 C39 C78 C138 C143 C172 C173 C231 C293 C617 C1064 C1077 
C1231

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

14003 NW 186th Street
Miami, Florida  33018

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Driggers Engineering Services, Inc.
Clearwater, Florida
Contact: Robert E. Newland (727) 571-1313Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2002
T30 T164 T166 T209 T245 T269

P.O. Box 17839
12220 49th Street North
Clearwater, Florida  33762

-47II
Dates shown for each field indicate the date of inital accreditation.
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Florida Dept. of Transportation
Bartow, Florida
Contact: John A. Barker (863) 519-4201Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1998
T30 T166 T209 T245 T269 T308 T312 - D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1998
T87 T88 T89 T90 T99 T100 T180 T193 T265 - D421 D422 D698 D854 D1557 D1883 D2216 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1998
T11 T21 T27 T84 T85 T96 T248 T255 - C40 C117 C127 C128 C131 C136 C566 C702

4/1/2002
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

P.O. Box 1249
Bartow, Florida  33831-1249

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Florida Dept. of Transportation
Chipley, Florida
Contact: Aubrey S. Graves (850) 638-0250Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1999
T30 T166 T209 T245 T269 T308 T312  - D1559 D2041 D2726 D3203 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1999
T87 T88 T89 T90 T99 T100 T180 T265 - D421 D422 D698 D854 D1557 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1999
T11 T21 T27 T84 T85 T96 T248 - C40 C117 C127 C128 C131 C136 C702

9/1/1999
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

P.O. Box 607
Chipley, Florida  32428

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Florida Dept. of Transportation
Davie, Florida
Contact: Hesham A. Ali (954) 475-4102Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1997
T30 T166 T209 T245 T269 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1997
T87 T89 T90 T99 T180 T193 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1997
T11 T21 T27 T84 T85 T96 T248

10/15/1997
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 T309  - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 
C1077 C1231

14200 West State Road 84
Davie, Florida  33325-5300

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Florida Dept. of Transportation
DeLand, Florida
Contact: Jennifer L. Taylor (386-740-3471Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1996
T30 T166 T209 T245 T269 T308 T312 - D3666
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1996
T87 T88 T89 T90 T99 T100 T180 T193 T265 - D1140
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1996
T11 T21 T27 T84 T85 T96 T248 T255

12/1/1996
T22 T23 T24 T97 T119 T121 T141 T152 T231 - C31 C39 C42 C78 C138 C143 C172 C231 C617 C1064 C1231

1650 North Kepler Road
DeLand, Florida  32724

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-48II
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Florida Dept. of Transportation
Gainesville, Florida
Contact: Thomas O. Malerk (352) 337-3170Phone:

2/1/1990
R28 T44 T48 T49 T50 T51 T53 T55 T78 T79 T179 T201 T202 T228 T240 T295 T313 T314 T315 T316 - D4402

2/1/1990
T59 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Cement Mixing, 
Sieve Test, Storage Stability)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1990
T30 T166 T209 T245 T269 T283 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1990
T87 T88 T89 T90 T99 T100 T176 T180 T216 T265 T296
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1990
T11 T19 T21 T27 T84 T85 T96 T104 T176 T248 T255 T304 - C88 C4791 D5821

2/1/1990
T22 T23 (Cylinders) T119 T121 T141 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C617 C1064 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2002

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2002

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T153 T154 T162 T192 - C109 C151 C187 C191 C204 C266 C305 C430 C1222

T105/C114 Reference (loss on ignition), X-Ray Fluorescence (silicon dioxide, aluminum oxide, ferric oxide, calcium oxide, 
magnesium oxide, sulfur trioxide, sodium oxide, potassium oxide, titanium dioxide, phosphorus pentoxide, manganic oxide)

2006 N.E. Waldo Road
Gainesville, Florida  32609

ISO/IEC 17025 
Accredited

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Florida Dept. of Transportation
Jacksonville, Florida
Contact: Timothy J. Ruelke (386) 758-3758Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
T30 T166 T209 T269 T308 T312

7/15/1997
T22 T23 (Cylinders) T24 T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C42 C138 C143 C172 C173 C231 C617 C1064 
C1231

1109 South Marion Avenue
Mail Station 2011
Lake City, Florida  32025-5874

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Florida Dept. of Transportation
Lake City, Florida
Contact: Timothy J. Ruelke (386) 758-3758Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1997
T30 T166 T209 T245 T269 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1997
T87 T88 T89 T90 T99 T100 T180 T193 T265 T310
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1997
T11 T19 T21 T27 T84 T85 T96 T248 T255

7/15/1997
T22 T23 (Cylinders) T24 T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C42 C138 C143 C172 C173 C231 C617 C1064 
C1231

1109 South Marion Avenue
Mail Stations 2011
Lake City, Florida  32025-5874

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-49II
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Florida Dept. of Transportation
Miami, Florida
Contact: Marc Silva (305) 252-4350Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/2001
T30 T166 T209 T269 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/2001
T87 T89 T90 T99 T146 T180 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/2001
T11 T21 T27 T84 T85 T96 T248 T255

12/19/2002
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

P.O. Box 9828
Ft. Lauderdale, Florida  33310-9828

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Florida Dept. of Transportation
Midway, Florida
Contact: Stephen M. Hunt (850) 638-0250Phone:

5/1/2000
T22 T23 (Cylinders) T119 T141 T196 - C31 (Cylinders) C39 C138 C143 C172 C173 C1064 C1077 C1231

P.O. Box 607
Chipley, Florida  32428
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Florida Dept. of Transportation
Tampa, Florida
Contact: John A. Barker (863) 519-4201Phone:

2/1/2000
T22 - C39 C1231

P.O. Box 1249
Bartow, Florida  33831-1249
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

General Asphalt Company, Inc.
Miami, Florida
Contact: Lance E. Henry (305) 592-3480Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/2/2003
T30 T166 T209 T245 T269 T308 T312 - D1559 D2041 D2726 D3203 D3666 D5444 D6307

4850 NW 72 Avenue
Miami, Florida  33166

General Asphalt Company, Inc.
Miami, Florida
Contact: Lance E. Henry (305) 592-3480Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2000
T30 T166 T209 T245 T269 T308 T312  - D1559 D2041 D2726 D3203 D3666* D5444 D6307

4850 N.W. 72nd Avenue
Miami, Florida  33166

Law & Associates, Inc.
Orlando, Florida
Contact: Donald S. Law (407) 246-1880Phone:

Accreditation of Hot Mix Asphalt method D5444 has been 
suspended.
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1999
D5444

1650 Acme Street
Orlando, Florida  32805

-50II
Dates shown for each field indicate the date of inital accreditation.
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MACTEC Engineering and Consulting, Inc.
Jacksonville, Florida
Contact: Todd Schmitt (904) 398-4729Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/4/2002
T30 T166 T209 T269 T308 T312 - D2041 D2726 D3203 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2001
T87 T88 T89 T90 T99 T100 T180 T193 T265 - D421 D422 D698 D854 D1140 D1557 D1883 D2216 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/2000
T11 T19 T21 T27 T84 T85 T96 T112 T113 T248 T255 - C29 C40 C88 C117 C123 C127 C128 C131 C136 C142 C566 C702 C1077

9/15/2000
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 T309 - C31(Cylinders)  C39 C138 C143 C172 C173 C231 C617 C1064 
C1077 C1231 E329

P.O. Box 5728
Jacksonville, Florida  32207

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

MACTEC Engineering and Consulting, Inc.
Tampa, Florida
Contact: Lavanda Williams (813) 289-0750Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/2002
T30 T166 T209 T269 T308 T312 - D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2001
D421 D422 D698 D1140 D1557 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2000
C40 C117 C127 C128 C136 C566 C702 C1077

8/15/2000
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

4919 West Laurel Street
Tampa, Florida  33607

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Municipal Testing Lab of FL., Inc.
Miami, Florida
Contact: Claude E. Jaycox (305) 884-3427Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1997
T30 T166 T209 T245 T269 - D1559 D2041 D2726 D3203 D3666* D5444 E329*
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1997
T11 T19 T21 T27 T84 T85 T96 T104 T248 T255 - C29 C40 C88 C117 C127 C128 C131 C136 C535 C566 C702 C1077

10/15/1997
T22 T23 T97 T119 T121 T141 T152 T196 T231 T309  - C31 C39 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231 E329

7520 NW 82nd Street
Miami, Florida  33166

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Nodarse & Associates, Inc.
Winter Park, Florida
Contact: Dan Dunham (407) 740-6110Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1998
T30 T166 T209 T245 T269 T308 - D1559 D2041 D2726 D3203 D3666 D5444 D6307

1030 North Orlando Avenue
Suite A
Winter Park, Florida  32789

-51II
Dates shown for each field indicate the date of inital accreditation.
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Nutting Engineers of Florida, Inc.
Boynton Beach, Florida
Contact: Richard C. Wohlfarth (561) 736-4900Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2001
T99 T180 - D698 D1557
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1999
T11 T19 T27 T84 T85 T96 T248 T255 - C29 C117 C127 C128 C131 C136 C566 C702 D3666

1310 Neptune Drive
Boynton Beach, Florida  33426

PRI Asphalt Technologies, Inc.
Tampa, Florida
Contact: Don Portfolio (813) 621-5777Phone:

5/15/1994
R28 T44 T48 T49 T50 T51 T53 T55 T78 T179 T201 T202 T228 T240 T313 T314 T315 T316 - D5 D36 D70 D92 D95 D113 D139 
D402 D1754 D2042 D2170 D2171 D2872 D3666 D4402 D6521 D6648

10/15/1996
T59/D244 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Cement 
Mixing, Sieve Test, Storage Stability) D3666
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1997
T30 T110 T164 T166 T209 T245 T269 T283 T308 T312 - D1461 D1559 D2041 D2172 D2726 D3203 D3666 D4867 D5404 D5444 
D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/2001
T11 T19 T27 T37 T84 T85 T176 T248 T255 - C29 C88 C117 C127 C128 C136 C566 C702 D546 D2419

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

6408 Badger Drive
Tampa, Florida  33610

Process Chemicals, LLC
Winter Haven, Florida
Contact: Ray Gore (863) 293-7884Phone:

1/2/2003
R28 T48 T240 T313 T315 T316
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

621 Snively Avenue
Winter Haven, Florida  33880

Professional Service Industries, Inc.
Orlando, Florida
Contact: David A. Barth (407) 304-5560Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2001
T30 T166 T245 T269 T308
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2001
T87 T88 T89 T90 T99 T100 T180 T1265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2001
T11 T19 T21 T27 T84 T85 T96 T248 T255 - C40 C117 C127 C128 C131 C136 C566 C702 C1077

8/15/2001
T22 T23 T97 T119 T121 T141 T152 T196 - C31 C39 C78 C138 C143 C172 C173 C231 C1064 C1077 C1231

1748 33rd Street
Orlando, Florida  32839

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Rinker Materials
Orlando, Florida
Contact: Michael A. Whisonant (407) 841-6299Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2000
C40 C117 C127 C128 C136 C566 C702 C1077

1/1/2000
C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C617 C1064 C1077

435 West Grant Street
Orlando, Florida  32806

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-52II
Dates shown for each field indicate the date of inital accreditation.
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Williams Earth Sciences, Inc.
Ft. Lauderdale, Florida
Contact: Bensa Nukunya (954) 524-2525Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/31/2003
T30 T166 T209 T269 T308 - D2041 D2726 D3203 D3666 D5444 D6307

500 SE 32nd Court
Fort Lauderdale, Florida  33316

Williams Earth Sciences, Inc.
Jacksonville, Florida
Contact: Jeffrey P. Toussant (904) 262-8852Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/12/2002
T87 T88 T89 T90 T99 T100 T180 T193 T265 - D421 D422 D698 D1557 D1883 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/12/2002
T11 T19 T21 T27 T84 T85 T248 T255 - C29 C40 C117 C127 C128 C136 C566 C702

11329 Distribution Avenue West
Jacksonville, Florida  32256

Williams Earth Sciences, Inc.
Panama City, Florida
Contact: Ronald G. Groom (850) 747-9419Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
T30 T308 - D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
T87 T88 T89 T90 T99 T100 T180 T265 - D421 D422 D698 D1557 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 D3666

2313 Industrial Drive
Panama City, Florida  32405

Wolf Technologies, Inc.
Jacksonville, Florida
Contact: Chris Martin (904) 997-1400Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/30/2003
T87 T88 T89 T90 T99 T100 T180 T193 - D421 D422 D698 D854 D1557 D1883 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2002
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

3/1/2002
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

3047-4 St. Johns Bluff Road S.
Jacksonville, Florida  32246

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Georgia
Accura Analytical Laboratory, Inc.
Atlanta, Georgia
Contact: Lev M. Buchko (404) 241-4774Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/1999
T87 T88 T89 T90 T99 T100 T134 T135 T136 T146 T180 t193 T208 T215 T216 t236 T265 T296 T297 t310 - D421 D422 D558 D559 
D560 D698 D854 D1140 D1557 D1883 D2166 D2216 D2217 D2434 D2435 D2487 D2488 D2850 D3080 D3740 D4318 D4767 
D5084 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2003
T11 T21 T27 T37 T84 T85 T112 T248 T255 - C40 C117 C127 C128 C136 C142 C566 C702 D546

3342 International Park Drive
Atlanta, Georgia  30316

-53II
Dates shown for each field indicate the date of inital accreditation.
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APAC, Inc.
Smyrna, Georgia
Contact: Randy C. West (404) 603-2774Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1996
T166 T209 T245 T269 T283 T308 T312 - D1559 D2041 D2726 D3203 D3666 D4867 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1996
T11 T19 T21 T27 T84 T85 T96 T176 T304 - C29 C40 C88 C117 C127 C128 C131 C136 C1077 C1252 D2419 D3666

2/1/1997
T22 T23 T97 T119 T121 T126 T141 T152 T196 T198 T231 T309  - C31 C39 C78 C138 C143 C172 C173 C192 C231 C496 C617 
C1064 C1077

3005 Port Cobb Drive
Smyrna, Georgia  30080

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

ATC Associates Inc.
Marietta, Georgia
Contact: Jim Bellah (770) 427-9456Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1996
T164 (Plant Control) D1559 D2726 D3666 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1996
D422 D698 D1140 D1557 D1883 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1997
C40 C117 C127 C128 C136 C566 C702 C1077

8/15/1997
C31 C39 C42 C78 C138 C143 C172 C192 C231 C617 C1064 C1077

1300 Williams Drive
Suite A
Marietta, Georgia  30066

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

CERM
Norcross, Georgia
Contact: Dwayne Cheatom (770) 934-9290Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2002
D698 D1557 D2216 D3740

2296 Henderson Mill Road
Suite 102
Atlanta, Georgia  30345

CITGO Asphalt Refining Company
Savannah, Georgia
Contact: L. M. Bristow (912) 966-6617Phone:

5/15/1994
R28 T48 T49 T53 T202 T228 T240 T313 T315 T316 - D92
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Savannah Refinery Laboratory
P.O. Box 1881
Savannah, Georgia  31402-1881

Construction Materials Services, Inc.
Locust Grove, Georgia
Contact: Andrew Johnson (770) 914-1744Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2000
T30 T166 T209 T245 T269 T308 T312 - D1559 D2041 D2726 D3203 D3666 D5444 D6307

105 Park 42 Drive
Suite A
Locust Grove, Georgia  30248

-54II
Dates shown for each field indicate the date of inital accreditation.



 AAP Directory of Accredited Laboratories February 10, 2003

Douglass Environmental Services, Inc.
Norcross, Georgia
Contact: Sujan Bhattacharya (770) 446-9094Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/2001
T100 D422 D698 D1557 D4318 - D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2001
C40 C117 C127 C128 C136 C566 C702

12/15/2001
C31 (Cylinders) C39 C138 C143 C172 C231 C1064 C1077 C1231

6060 McDonough Drive
Suite N
Norcross, Georgia  30093

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Geo-Hydro Engineers, Inc.
Kennesaw, Georgia
Contact: Philip R. Barber (770) 426-7100Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2002
T30 T164 (Plant Control) T166
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/23/2003
T88 T89 T90 T99 T180 - D422 D698 D1557 D3740 D4318

5/15/2002
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

1000 Cobb Place Blvd.
Suite 290
Kennesaw, Georgia  30144

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Georgia Dept. of Transportation
Forest Park, Georgia
Contact: Don Wishon (404) 362-2545Phone:

2/1/1990
R28 T44 T48 T49 T50 T53 T55 T78 T201 T202 T228 T240 T295 T313 T315 T316

2/1/1990
T59 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Cement Mixing, 
Sieve Test, Storage Stability)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1990
T166 T209 T245 T269 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1990
T87 T88 T89 T90 T99 T100 T134 T176 T180 T193 T208 T216 T236 T265 T296 T297
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1990
T11 T19 T21 T27 T84 T85 T96 T104 (Coarse Aggregate) T176 T210 T248 T304

2/1/1990
T22 T23 (Cylinders) T119 T121 T126 T141 T152 T196 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C1064 
C1077 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1996

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1996

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T154 T162 T186 T192 - C109 C151 C185 C187 C191 C204 C266 C305 C430 C451 C1222

T105/C114 Reference (loss on ignition, insoluble residue) Atomic Absorption (ferric oxide, magnesium oxide, sulfur trioxide, sodium 
oxide, potassium oxide) C1222

Office of Materials & Research
15 Kennedy Drive
Forest Park, Georgia  30297-2599

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-55II
Dates shown for each field indicate the date of inital accreditation.
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Geosciences, Inc.
Albany, Georgia
Contact: Steve M. Julian (229) 432-5805Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2002
T30 T164 (Plant Control) T166 T209 T245 T269 - D1559 D2172 (Plant Control) D2726 D3203 D3666 D5444

3202 Gillionville Road
Albany, Georgia  31721

Geosciences, Inc.
Valdosta, Georgia
Contact: Patrick Gupton (229) 244-8619Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2002
T166 - D2726 D3666
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/10/2003
T87 T89 T90 T99 T100 T146 T180 T265 - D421 D698 D1140 D1557 D2216 D2217 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/10/2003
T11 T21 T27 T84 T85 - C40 C117 C127 C128 C136 D3666

1309 Edgewood Drive
Valdosta, Georgia  31601

Geotechnical and Environmental Consultan
Columbus, Georgia
Contact: Teresa Lee (706) 569-0008Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/10/2003
T87 T88 T89 T90 T99 T100 T146 T180 T265 T310 - D421 D422 D698 D854 D1557 D2216 D2217 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
C40 C117 C127 C128 C136 C566 C702 C1077

7/15/2002
C31 C39 C42 C78 C138 C143 C172 C173 C174 C192 C231 C617 C1064 C1077 C1231

5731 Miller Court
Suite C
Columbus, Georgia  31909-4187

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Geotechnical and Environmental Consultan
Macon, Georgia
Contact: Tracy Barfield (478) 757-1606Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2002
T30 T166 T209 T245 T269 - D2726 D3203 D3666 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/2/2003
T87 T88 T89 T90 T99 T100 T146 T180 T193 T208 T215 T265 T310 - D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 
D2217 D2434 D2922 D3017 D3740 D4318 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2002
C40 C117 C127 C128 C136 C566 C702 C1077

8/1/2002
C31 C39 C42 C78 C138 C143 C172 C173 C174 C192 C231 C617 C1064 C1077 C1231

5021 Mercer University Drive
Suite D-2
Macon, Georgia  31210

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Golder Associates, Inc.
Atlanta, Georgia
Contact: Henry Mock (770) 492-8280Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1999
D421 D422 D698 D854 D1140 D1557 D2166 D2216 D2434 D2435 D2487 D2488 D2850 D3740 D4318 D4767 D5084

3730 Chamblee Tucker Road
Atlanta, Georgia  30341

-56II
Dates shown for each field indicate the date of inital accreditation.
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ISG Resources Inc.
Taylorsville, Georgia
Contact: Doug Rhodes (770) 684-0102Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1998
C29 C40 C117 C127 C128 C131 C136 C142 C535 C566 C641 C702 C1077

8/15/2002
C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C495 C1064 C1077 C1231

2650 Highway 113 SW
Taylorsville, Georgia  30178

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

MACTEC Engineering and Consulting, Inc.
Atlanta, Georgia
Contact: Thomas N. Dobras (404) 873-4761Phone:

Accreditation for T154, T192, C266 and C430 has been 
suspended.
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1999
T87 T89 T90 T92 T99 T100 T180 T193 T208 T216 T236 T265 T296 T297 T310  - D421 D422 D427 D698 D854 D1140 D1557 
D1883 D2166 D2216 D2435 D2487 D2488 D2850 D2922 D3017 D3080 D3740 D4318 D4767 D5084 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1999
T11 T19 T21 T27 T84 T85 T96 T104 T112 T113 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C131 C136 C142 C566 
C702 C1252 D4791

8/1/1999
T22 T23 T97 T119 T121 T126 T141 T152 T196 T231 T309 - C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C1064 C1077 
E329
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1999
T106 T107 T129 T131 T137 T153 T154 T162 T186 T192 - C109 C151 C185 C187 C191 C204 C266 C305 C430 C451 C1222

396 Plasters Avenue NE
Atlanta, Georgia  30324

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Moreland Altobelli Associates, Inc.
Norcross, Georgia
Contact: Thomas D. Moreland (770) 263-5945Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
T30 T308
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2001
T87 T89 T90 T99 T180 T193 T265 T296

6/15/2002
T22 T23 (Cylinders) T119 T121 T141 T152 T309  - C31 (Cylinders) C39 C138 C143 C172 C231 C1064 C1077 C1231

2211 Beaver Ruin Road
Suite 190
Norcross, Georgia  30071

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Nova Engineering and Environmental, Inc.
Kennesaw, Georgia
Contact: Randall L. Bagwell (770) 425-0777Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2002
T30 T164 T166 T209 T245 T269 T275 - D1559 D2041 D2726 D3203 D3666 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2002
T87 T88 T89 T90 T99 T100 T146 T180 T193 T216 T265 T310 - D421 D422 D698 D1140 D1557 D1883 D2216 D2217 D2435 D2487 
D2488 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2002
T11 T19 T21 T27 T37 T84 T85 T104 T112 T248 T255 - C29 C40 C88 C117 C127 C128 C136 C142 C566 C702 D546 D3666

3640 Kennesaw North
Industrial Parkway, Suite E
Kennesaw, Georgia  30144

-57II
Dates shown for each field indicate the date of inital accreditation.



 AAP Directory of Accredited Laboratories February 10, 2003

Piedmont Geotechnical Consultants, Inc.
Alpharetta, Georgia
Contact: Jesse R. Whittemore (770) 752-9205Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
D1559 D2172 D2726 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
D421 D422 D698 D1140 D1557 D2216 D2487 D2488 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2002
C40 C117 C127 C128 C136 C566 C702 C1077

6/1/2002
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077

P.O. Box 1997
Roswell, Georgia  30077

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Professional Service Industries, Inc.
Kennesaw, Georgia
Contact: David A. Weisert (770) 424-6200Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/7/2002
T30 T164 (Plant Control) T166 T209 T245 T269 - D1559 D2041 D2726 D3203 D3666 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2001
T88 T89 T90 T99 T100 T180 T193 T265 - D422 D698 D854 D1140 D1557 D1883 D2216 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2001
T11 T19 T21 T27 T84 T85 T248 T255 - C29 C40 C117 C127 C128 C136 C566 C702

2/15/2002
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 
C1077 C1231

95 Chastain Road
Suite 301
Kennesaw, Georgia  30144

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

QORE Property Sciences
Augusta, Georgia
Contact: Perry E. Dukes (706) 855-2060Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2001
D421 D422 D698 D854 D1140 D1557 D2216 D2487 D2488 D2922 D3017 D4318

645 B Frontage Road
Augusta, Georgia  30907

QORE Property Sciences
Duluth, Georgia
Contact: Ashok Kumar Mangla (770) 476-3555Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2000
T87 T88 T89 T90 T92 T99 T100 T134 T135 T136 T146 T176 T180 T193 T208 T215 T216 T236 T265 T296 T297 T310 - D421 D422 
D427 D558 D559 D560 D698 D854 D1140 D1557 D1883 D2166 D2216 D2217 D2419 D2434 D2435 D2487 D2488 D2850 D2922 
D3017 D3080 D3740 D4318 D4767 D5084 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
C40 C88 C117 C127 C128 C131 C136 C566 C702 C1077 E329

8/15/2002
C31 C39 C42 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231 E329

11420 Johns Creek Parkway
Duluth, Georgia  30097

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-58II
Dates shown for each field indicate the date of inital accreditation.
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QORE Property Sciences
Suwanee, Georgia
Contact: Wayde Payne (678) 482-0638Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1999
T30 T166 T209 T245 T269 T275 T283 T308 T312 - D1188 D1559 D2041 D2726 D3203 D3666 D4867 D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1999
T11 T27 T37 T84 T85 T176 T248 T255 T304 - C117 C127 C128 C136 C566 C702 C1252 D546 D2419 D3666 D4791 D5821

3601-A McGinneis Park Drive
Suwanee, Georgia  30024

S&ME, Inc.
Norcross, Georgia
Contact: Eldon B. Evans (770) 209-9550Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/2000
T30 T164 (Plant Control) T166 T209 T245 T269 - D1559 D2041 D2172 (Plant Control) D2726 D3203 D3666 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2001
T87 T88 T89 T90 T99 T100 T180 T193 T265 - D421 D422 D698 D854 D1140 D1557 D1883 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2001
T11 T19 T21 T27 T84 T85 T248 T255 - C29 C40 C117 C127 C128 C136 C566 C702 C1077 E329

7/1/2001
T22 T23 T97 T119 T121 T141 T152 T196 T231 T309  - C31 C39 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231 E329

5555 Oakbrook Parkway
Suite 460
Norcross, Georgia  30093

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

S&ME, Inc.
Savannah, Georgia
Contact: Mark Knussmann (912) 353-8885Phone:

Accreditation of Hot Mix Asphalt and Soil methods has been 
suspended.
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1997
D1559 D2041 D2172 D2726 D3203 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1997
T87 T88 T89 T90 T99 T100 T180 T265 - D421 D422 D698 D1140 D1557 D2216 D3740 D4318 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1997
C40 C117 C127 C128 C136 C566 C702 C1077 E329

3/1/1997
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 E329

905 East 69th Street
Savannah, Georgia  31405

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Soil Services, Inc.
College Park, Georgia
Contact: Yash P. Singh (440) 768-1580Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/14/1998
T87 T88 T89 T90 T99 T100 T134 T180 T265 - D421 D422 D558 D698 D1557 D2216 D4318

2366 Sylvan Road
Atlanta, Georgia  30344

-59II
Dates shown for each field indicate the date of inital accreditation.
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Terracon
Duluth, Georgia
Contact: Douglas Farmer (770) 623-0755Phone:

Accreditation of Soil test methods has been suspended.
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2001
T87 T88 T89 T90 T92 T99 T100 T146 T180 T193 T208 T265 T310  - D421 D422 D427 D698 D854 D1140 D1557 D1883 D2166 
D2216 D2217 D2487 D2922 D3017 D4318

2855 Premiere Parkway
Suite C
Duluth, Georgia  30097

ULTRAPAVE
Resaca, Georgia
Contact: Barry Baughman (706) 277-1300Phone:

9/15/2000
R28 T240 R28 T313 T315 T316 - D4402
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

4284 South Dixie Highway
Resaca, Georgia  30735

United Consulting
Norcross, Georgia
Contact: Peter D. Hobbs (770) 209-0029Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1999
T30 T166 T308 - D2726 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1999
T87 T88 T89 T90 T99 T100 T180 T193 T208 T265 T296 T297 T310 - D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216  
D2487 D2488 D2850 D2922 D3017 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1999
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

5/1/1999
T22 T23 (Cylinders) T119 T121 T141 T152 T196  - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

625 Holcomb Bridge Road
Norcross, Georgia  30071

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Whitaker Laboratory, Inc.
Savannah, Georgia
Contact: Joseph Whitaker (912) 234-0696Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2000
T30 T166 T209 T245 T269 T308 - D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2001
T100 - D421 D422 D698 D1140 D1557 D2216 D2419 D2487 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/2000
T11 T19 T21 T27 T84 T85 T248 T255 - C29 C40 C117 C127 C128 C136 C566 C702 C1077 D2419 D3666 E329

10/1/2000
C31 C39 C42 C78 C138 C143 C172 C173 C192 C231 C617 C1064 C1077 E329

2500 Tremont Road
Savannah, Georgia  31405

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-60II
Dates shown for each field indicate the date of inital accreditation.
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Willmer Engineering, Inc.
Atlanta, Georgia
Contact: James L. Willmer (770) 939-0089Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1997
T30 T164 (Plant Control) T166 T209 T245 T269 - D1559 D2041 D2172 (Plant Control) D2726 D3203 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1997
T87 T88 T89 T90 T99 T100 T134 T146 T180 T193 T265 - D421 D422 D558 D698 D854 D1140 D1557 D1883 D2216 D2217 D3740 
D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1997
T11 T21 T27 T37 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077 D546

7/1/1997
T22 T23 (Cylinders) T119 T121 T141 T196 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C1064 C1077 C1231

3772 Pleasantdale Road
Suite 165
Atlanta, Georgia  30340

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Wright Padgett Christopher
Savannah, Georgia
Contact: Mark S. Knussmann (912) 629-4000Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .
T87 T88 T89 T90 T99 T100 T146 T180 T265 T310 - D421 D422 D698 D854 D1140 D1557 D2216 D2217 D2487 D2488 D2922 
D3017 D3740 D4318 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/2002
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077 E329

9/15/2002
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 
C1077 C1231 E329

5205 Waters Avenue
Savannah, Georgia  31404

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Hawaii
City and County of Honolulu
Honolulu, Hawaii
Contact: Richard K. So (808) 523-4428Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2000
T87 T88 T89 T90 T99 T100 T176 T180 T193 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1999
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

6/15/1999
T22 T23 (Cylinders) T119 T121 T141 T152 T231 - C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1077

650 South King Street
15th Floor
Honolulu, Hawaii  96813

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Consolidated Engineering Laboratories
Honolulu, Hawaii
Contact: Ferdinand P. Reyes (808) 845-5116Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/6/2002
T30
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1998
C117 C127 C136 C566 C702

11/1/1998
C143 C172 C231 C1064

2290 Alahao Place
Bay 201
Honolulu, Hawaii  96819-2283

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-61II
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Ernest K. Hirata & Associates, Inc.
Aiea, Hawaii
Contact: Con C. Truong (808) 486-0787Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1999
T87 T88 T89 T90 T99 T146 T176 T180 T193 T208 T216 T236 T265 T310 - D421 D422 D698 D1140 D1557 D1883 D2166 D2216 
D2217 D2419 D2435 D2487 D2488 D2922 D3017 D3080 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2002
T11 T27 T176 - C117 C136 D2419

99-1433 Koaha Place
Aiea, Hawaii  96701-3279

Fewell Geotechnical Engineering
Pearl City, Hawaii
Contact: Brandon H. Hee (808) 455-6569Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/10/2003
T87 T88 T89 T90 T99 T100 T146 T176 T180 T193 T208 T216 T236 T265 T310 - D421 D422 D698 D854 D1140 D1557 D1883 
D2166 D2216 D2217 D2419 D2435 D2922 D3017 D3080 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/10/2003
T11 T27 T84 T85 T96 T248 T255 - C117 C127 C128 C131 C136 C566 C702

96-1416 Waihona Place
Pearl City, Hawaii  96782-1416

Geolabs, Inc.
Honolulu, Hawaii
Contact: Robin M. Lim (808) 841-5064Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1996
T87 T88 T89 T90 T99 T100 T134 T176 T180 T193 T208 T216 T236 T265 T296 T297 T310  - D421 D422 D558 D698 D1140 D1557 
D1883 D2166 D2216 D2419 D2435 D2487 D2488 D2850 D2922 D3017 D3080 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1996
T11 T27 T84 T85 T112 T176 T248 T255 - C117 C127 C128 C136 C142 C566 C702 D2419

2006 Kalihi Street
Honolulu, Hawaii  96819

Hawaii Department of Transportation
Honolulu, Hawaii
Contact: Gary Choy (808) 832-3403Phone:

8/15/1997
R28 T44 T48 T49 T51 T201 T202 T228 T240 T313 T315 T316

8/15/1997
T59 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Settlement, Cement Mixing, Sieve Test, 
Storage Stability)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1997
T30 T166 T209 T245 T246 (Stability) T247 T269 T275 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1998
T87 T88 T89 T90 T99 T100 T176 T180 T190 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1998
T11 T21 T27 T84 T85 T96 T112 T176 T248 T255 T304 - D4791

9/15/1998
T22 T23 T97 T119 T121 T126 T141 T152 T196 T231 - C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C1064 C1077

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

2530 Likelike Highway
Honolulu, Hawaii  96819

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-62II
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Pacific Geotechnical Engineers, Inc.
Honolulu, Hawaii
Contact: Kenneth K. Fan (808) 841-8024Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2002
T87 T88 T89 T90 T99 T100 T180 T193 T208 T216 T265 T296 T297 T310 - D421 D422 D698 D854 D1140 D1557 D1883 D2166 
D2216 D2435 D2487 D2488 D2850 D2922 D3017 D3740 D4318 D4767
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2002
T11 T27

429-B Waiakamilo Road
Honolulu, Hawaii  96817

Pacific Testing Services, Inc.
Aiea, Hawaii
Contact: Richard Leipertz (808) 487-3503Phone:

8/1/2001
C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1077

99-1421 Koaha Plaza
Unit 4
Aiea, Hawaii  96701
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

URS Corporation
Honolulu, Hawaii
Contact: Emerson R. Lampitoc (808) 593-1116Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2000
D421 D422 D854 D1557 D1883 D2166 D2216 D2435 D3080 D4318

615 Piikoi Street
9th Floor
Honolulu, Hawaii  96814

Idaho
Idaho Asphalt Supply, Inc.
Nampa, Idaho
Contact: Delmar R. Salomon (208) 442-7742Phone:

5/1/2000
R28 T48 T49 T51 T201 T202 T240 T313 T315 T316
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P.O. Box 1515
Nampa, Idaho  83653-1515
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Idaho Transportation Department
Boise, Idaho
Contact: Thomas S. Baker (208) 334-8439Phone:

5/1/1998
R28 T48 T49 T78 T79 T201 T202 T228 T240 T313 T315 T316

5/1/1998
T59 (Saybolt Viscosity)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1998
T30 T165 T166 T167 T209 T246 (Stability) T247 T269 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1998
T87 T88 T89 T90 T99 T100 T176 T180 T216 T236 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1998
T11 T19 T27 T84 T85 T96 T176 T248 T255 T304

5/1/1998
T22 T23 (Cylinders) T119 T121 T141 T152 T231 - C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1998

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1998

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T137 T153 T154 T162 - C109 C151 C185 C187 C204 C266 C305 C1222

T105/C114 Reference (silicon dioxide) Atomic Absorption (ferric oxide, magnesium oxide, sodium oxide, potassium oxide) X-Ray 
Fluorescence (aluminum oxide, calcium oxide, sulfur trioxide) Other Methods (loss on ignition, insoluble residue) C1222

P.O. Box 7129
Boise, Idaho  83707-0129

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Kleinfelder, Inc.
Boise, Idaho
Contact: Paul E. Wasser (208) 376-9700Phone:

Accreditation of Soil and Aggregate methods has been 
suspended.
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2000
T30 T165 T166 T167 T209 T245 T246 (Stability) T247 T269 T308 - D1074 D1075 D1559 D1560 (Stability) D1561 D2041 D2726 
D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2000
T87 T88 T89 T90 T99 T100 T146 T176 T180 T190 T265 T310  - D421 D422 D698 D854 D1140 D1557 D2216 D2217 D2419 D2487 
D2488 D2844 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2000
T11 T19 T21 T27 T84 T85 T96 T112 T176 T210 T248 T255 T304 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 
C1252 D2419 D3744 D4791 D5821

4/1/2002
T22 T23 (Cylinders) T119 T121 T126 T141 T152 T231 T309 - C31 (Cylinders) C39 C138 C143 C172 C192 C231 C617 C1064 
C1077 C1231

10221 West Emerald Drive
Suite 180
Boise, Idaho  83704

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Materials Testing and Inspection
Boise, Idaho
Contact: John W. Clements (208) 376-4748Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2000
T30 T166 T209 T245 T269 T308  - D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/2000
T87 T88 T89 T90 T99 T100 T146 T176 T180 T193 T265 T310  - D421 D422 D698 D854 D1557 D1883 D2216 D2217 D2419 D2487 
D2922 D3017 D3740 D4318 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2000
T11 T21 T27 T84 T85 T96 T176 T248 T255 - C40 C117 C127 C128 C131 C136 C535 C566 C702 C1077 D2419 D3666 D5821 E329

5/1/2000
T22 T23 T24 T97 T119 T121 T141 T152 T196 T231 - C31 C39 C42 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

7446 West Lemhi Street
Boise, Idaho  83709

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-64II
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Materials Testing and Inspection
Idaho Falls, Idaho
Contact: Dan King (208) 529-8242Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2001
T30 T166 T209 T245 T269 T308 - D1559 D2041 D2726 D3203 D3666* D5444 D6307

1230 North Skyline Drive
Suite C
Idaho Falls, Idaho  83402

STRATA, Inc.
Boise, Idaho
Contact: Dan Gado (208) 376-8200Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1993
T30 T164 T165 T166 T167 T209 T245 T246 (Stability) T247 T269 T308 - D1074 D1075 D1559 D1560 (Stability) D1561 D2041 
D2172 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1993
T87 T88 T89 T90 T99 T100 T176 T180 T190 T193 T265 T296 T297 T310 - D421 D422 D698 D854 D1140 D1557 D1883 D2216 
D2419 D2487 D2488 D2922 D3017 D2844 D2850 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1993
T11 T19 T21 T27 T84 T85 T96 T104 T112 T113 T176 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C131 C136 C142 
C566 C702 C1077 C1252 D2419 D3666 D4791 D5821

6/1/1993
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

8653 West Hackamore Drive
Boise, Idaho  83709

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Terracon
Boise, Idaho
Contact: Daryn Bundtrock (208) 323-9520Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2002
T30 T166 T209 T245 T269 T308 - D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/2/2003
T87 T88 T89 T90 T99 T176 T180 T190 T265 T310 - D421 D422 D698 D1140 D1557 D2216 D2419 D2487 D2488 D2844 D2922 
D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/2001
T11 T19 T21 T27 T84 T85 T176 T248 T255 T304  - C29 C40 C117 C127 C128 C136 C566 C702 C1077 C1252 D2419 D3666 
D5821 E329

11/15/2001
T22 T23 (Cylinders) T119 T121 T126 T141 T152 T196 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C1064 
C1077 C1231 E329

11849 West Executive Drive
Suite G
Boise, Idaho  83713

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

USFS Idaho Panhandle Ntl. Forest
St. Maries, Idaho
Contact: Bill Dreisbach (208) 245-6053Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1989
T11 T27 T96 T176 T210 T248 T255

P.O. Box 407
St. Maries, Idaho  83861

-65II
Dates shown for each field indicate the date of inital accreditation.
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Illinois
American GeoEngineering, Inc.
Addison, Illinois
Contact: Ramesh Patel (630) 932-9900Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2002
T30 T164 T166 T209 T245 T269 T275 T283 T308 T312  - D1188 D1559 D2041 D2172 D2726 D3203 D3666 D4867 D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/2001
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

11/15/2001
T22 T23 T97 T119 T121 T141 T152 T196 T231 T309 - C31 C39 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

1775-C Cortland Court
Addison, Illinois  60101

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Applied GeoScience, Inc.
Schaumburg, Illinois
Contact: Adam M. Moghamis (847) 303-0300Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2000
D422 D698 D1557 D2216 D2487 D2488 D2922 D3017 D3740 D4318

3/15/2001
C31 C39 (Cylinders) C138 C143 C172 C173 C231 C1064 C1231

2385 Hammond Drive
Suite 6
Schaumburg, Illinois  60173

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Asphalt Testing Lab
Crestwood, Illinois
Contact: Jim Sniegowski (708) 396-0696Phone:

6/1/2000
R28 T48 T49 T201 T202 T240 T313 T315 T316 - D5 D92 D2170 D2171 D2872 D3666 D4402 D6521 D6648
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2000
T30 T164 T166 T209 T245 T269 T283 T308 T312 - D1559 D2041 D2172 D2726 D3203 D3666 D4867 D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2001
T11 T84 T85 T176 T304 - D4791

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

4612 West 137th Street
Crestwood, Illinois  60445

BP Asphalt Laboratory
Naperville, Illinois
Contact: David S. Klen (630) 420-5345Phone:

1/15/1999
R28  T240 T313 T315 T316
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Mail Station J-7
150 West Warrenville Road
Naperville, Illinois  60563-8460

-66II
Dates shown for each field indicate the date of inital accreditation.
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Chicago Testing Laboratory, Inc.
Northbrook, Illinois
Contact: George J. Giroux (847) 498-6400Phone:

6/15/1995
T44 T48 T49 T51 T53 T201 T202 T228 - D5 D36 D70 D92 D113 D2042 D2170 D2171 D3666

6/15/1995
T59/D244 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Sieve Test, 
Storage Stability) D3666
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1995
T30 T110 T164 T166 T170 T209 T245 T269 T283 T308 T312 - D1461 D1559 D1856 D2041 D2172 D2726 D3203 D3666 D4867 
D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2001
T11 T84 T85 T176 T304 - C117 C127 C128 C1252 D2419 D4791 D5821

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

3360 Commerical Avenue
Northbrook, Illinois  60062

Construction Technology Laboratories, Inc.
Skokie, Illinois
Contact: Wilma Morrison (847) 972-3162Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
C29 C40 C88 C117 C123 C127 C128 C131 C136 C142 C566 C702 C1077

8/15/2002
C31 C39 C42 C78 C138 C143 C157 C172 C173 C192 C215 C231 C232 C293 C403 C457 C469 C496 C512 C617 C642 C666 C672 
C779 C1064 C1105 C1152 C1202
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2002
C91 (Water Retention) C109 C151 C185 C187 C191 C204 C266 C430 C451 C1222

C114 X-Ray Fluorescence (silicon dioxide, aluminum oxide, ferric oxide, calcium oxide, magnesium oxide, sulfur trioxide, sodium 
oxide, potassium oxide, titanium dioxide, phosphorus pentoxide, zinc oxide, manganic oxide), Other (loss on ignition  - TGA machine)

5400 Old Orchard Road
Skokie, Illinois  60077

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Everest Engineering Company
Wheaton, Illinois
Contact: Lucky Gosain (630) 462-9797Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/10/2003
C29 C40 C117 C127 C128 C136 C566 C702 C1077

1/10/2003
C31 C39 C78 C138 C143 C172 C174 C192 C231 C293 C1064 C1077 C1231

915 West Liberty Drive
Wheaton, Illinois  60187

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Great Lakes Soil & Environmental Consulta
Burr Ridge, Illinois
Contact: Sanjeev Bandi (630) 321-0944Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/28/2002
T30 T164 T166 T209 T245 T269 T275 T308 T312 - D1559 D2041 D2172 D2726 D3203 D3666 D5444 D6307

333 Shore Drive
Burr Ridge, Illinois  60527

-67II
Dates shown for each field indicate the date of inital accreditation.
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H. H. Holmes Testing Laboratories
Wheeling, Illinois
Contact: Charles B. Cranford (847) 541-4040Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2001
D1559 D2041 D2726 D3203 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/2001
T87 T88 T89 T90 T99 T100 T180 T193 T208 T265 T310 - D1140 D2166 D2487 D2488 D2922 D3017
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2000
C40 C88 C117 C127 C128 C131 C136 C535 C566 C702 C1077

7/15/2000
C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C1064 C1077 C1231

170 Shepard Avenue
Wheeling, Illinois  60090

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Illinois Cement Company
LaSalle, Illinois
Contact: Richard Strell (815) 224-2112Phone:

Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1996

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1996
C109 C151 C185 C187 C191 C204 C266 C305 C430 C451 C1222

C114 Reference (loss on ignition, insoluble residue, free calcium oxide) X-Ray Fluorescence (silicon dioxide, aluminum oxide, ferric 
oxide, calcium oxide, magnesium oxide, sulfur trioxide, sodium oxide, potassium oxide, titanium dioxide, chloride) C1222

P.O. Box 442
LaSalle, Illinois  61301

Illinois Dept. of Transportation
Springfield, Illinois
Contact: Richard W. Hahn (217) 782-7200Phone:

7/15/1990
R28 T44 T48 T49 T50 T51 T53 T55 T78 T79 T179 T201 T202 T228 T240 T313 T315 - D243 D4402

7/15/1990
T59 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Cement Mixing, 
Sieve Test, Storage Stability)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1990
T30 T164 T166 T170 T209 T245 T269 T275 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1990
T87 T88 T89 T90 T99 T100 T134 T135 T136 T146 T176 T180 T208 T216 T265 T296 T297 - D1140
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1990
T11 T19 T21 T27 T37 T84 T85 T96 T104 T248 T255

7/15/1990
T22 T23 (Cylinders) T24 T119 T121 T141 T152 T196 - C31 C39 C42 C78 C138 C143 C172 C173 C231 C293 C457 C666 C672 
C1064 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1997

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1999

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T154 T186 T192 - C109 C151 C185 C187 C191 C204 C266 C430 C451 C1222

T105/C114 Reference (silicon dioxide, sulfur trioxide, loss on ignition, insoluble residue) Alternative (calcium oxide) Atomic 
Absorption (aluminum oxide, ferric oxide, magnesium oxide, sodium oxide, potassium oxide) C1222

126 East Ash Street
Springfield, Illinois  62704-4766

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Inspectorate America Corporation
BolingBrook, Illinois
Contact: Gordon Stacy (630) 226-5500Phone:

5/1/2000
R28 T48 T240 T313 T315 T316
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

525 CrossRoads Parkway
Suite 3
BolingBrook, Illinois  60440

-68II
Dates shown for each field indicate the date of inital accreditation.
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JFG Technical Center
Thornton, Illinois
Contact: Ross A. Bentsen (708) 877-1801Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2000
T30 T164 T166 T209 T245 T269 T283 T287 T308 T312  - D1188
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2002
T11 T19 T27 T37 T84 T85 T248 T255 T304 - C29 C117 C127 C128 C136 C566 C702 C1252 D546

10/15/2002
C31 (Cylinders) C39 C138 C143 C172 C231 C1064 C1077 C1231

18000 South Williams Street
Thornton, Illinois  60476

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

KAM Solutions, P.C.
Mattoon, Illinois
Contact: Terri Gavis (217) 235-0298Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/2001
C29 C117 C136 C566 C702

12/1/2001
C31 C39 C78 C138 C143 C172 C231 C293 C1064 C1077 C1231 E329

2417 Marshall Avenue
Mattoon, Illinois  61938

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Koch Materials Company
Chicago, Illinois
Contact: Stephanie Drain (708) 594-4149Phone:

8/1/2000
R28 T44 T48 T49 T50 T51 T53 T202 T228 T240 T313 T315 T316 - D5 D36 D70 D92 D113 D139 D2042 D2171 D2872 D4402

8/1/2000
T59/D244 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Cement 
Mixing, Sieve Test, Storage Stability)

Accreditation for T48, T49, T202, T228, D5, D70, D92, and 
D2172 has been suspended.  Accreditation for Residue by 
Distillation, Residue by Evaporation, and Saybolt Viscosity 
(T59/D244) has been suspended.
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

4900 South Mason Avenue
Chicago, Illinois  60638-1415

Lafarge Joppa Quality Laboratory
Grand Chain, Illinois
Contact: Brad Adkins (618) 543-3994Phone:

Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1999

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1999
T106 T107 T129 T131 T137 T153 T154 T162 T186 T192 - C109 C151 C185 C187  C191 C204 C266 C305 C430 C451 C1222

T105/C114 Reference (loss on ignition, insoluble residue),  Alternative (free calcium oxide),  X-Ray Fluorescence (silicon dioxide, 
aluminum oxide, ferric oxide, calcium oxide, magnesium oxide, sulfur trioxide, sodium oxide, potassium oxide, titanium dioxide, 
phosphorus pentoxide, manganic oxide, sulfide sulfur, chloride) C1222

2500 Portland Road
Grand Chain, Illinois  62941

-69II
Dates shown for each field indicate the date of inital accreditation.
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O'Brien and Associates, Inc.
Arlington Heights, Illinois
Contact: Dixon O'Brien (847) 398-1441Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1999
T30 T164 T166 T209 T269 T308 T312  - D2041 D2172 D2726 D3203 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2000
T87 T88 T89 T90 T99 T100 T180 T193 T208 T216 T265 T296 T297 T310 - D421 D422 D698 D854 D1140 D1557 D1883 D2166 
D2216 D2435 D2487 D2488 D2850 D2922 D3017 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2000
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

3/15/2000
T22 T23 T97 T119 T121 T141 T152 T196 T231 T309 - C31 C39 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

1235 East Davis Street
Arlington Heights, Illinois  60005

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Owens Corning
Summit, Illinois
Contact: Jay W. Keating (708) 594-6975Phone:

7/15/2001
R28 T313 T315 - D5 D36 D70 D92 D113 D1754 D2042 D2170 D2171 D2872 D3666* D4402

Accreditation of Asphalt Cement method R28 has been 
suspended.
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

7800 West 59th Street
Summit, Illinois  60501

Phillips 66 Co. - Wood River Refinery
Roxana, Illinois
Contact: David P. Suess (618) 255-2758Phone:

9/15/2000
R28 T48 T49 T202 T228 T240 T313 T315 T316 - D5 D70 D92 D2171 D2872 D4402 D6521 D6648
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P.O. Box 76
Roxana, Illinois  62084

Quality Testing and Engineering, Inc.
Fairview Heights, Illinois
Contact: Michael A. Widman (618) 632-9900Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2002
D422 D698 D1140 D1557 D2216 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2002
C136

214 Lincoln Highway
Fairview Heights, Illinois  62208

S.T.A.T.E. Testing, L.L.C.
East Dundee, Illinois
Contact: Michelle S. Beecher (847) 836-6002Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2002
T11 T27 T37 T84 T85 T96 T176 T248 T255 T304 - C117 C127 C128 C131 C136 C566 C702 C1252 D546 D2419

570 Rock Road Drive
Unit K
East Dundee, Illinois  60118

-70II
Dates shown for each field indicate the date of inital accreditation.
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Schleede-Hampton Associates, Inc.
Elk Grove Village, Illinois
Contact: William D. Prigge (847) 228-1079Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1998
T30 T164 T166 T209 T245 T269T308 T312 - D1559 D2041 D2172 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/1998
T87 T88 T89 T90 T92 T99 T100 T180 T208 T216 T265 T296 T297 T310 - D421 D422 D427 D698 D854 D1140 D1557 D2166 
D2216 D2435 D2487 D2488 D2850 D2922 D3017 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/1998
T11 T19 T21 T27 T84 T85 T248 T255 - C29 C40 C88 C117 C127 C128 C136 C566 C702 C1077 D3666 D4791 D5821

2/15/1998
T22 T23 T97 T119 T121 T141 T152 T196 T231 - C31 C39 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

1612 Landmeier Road
Suite C
Elk Grove Village, Illinois  60007

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

SEECO Consultants, Inc.
Tinley Park, Illinois
Contact: Collin W. Gray (708) 429-1666Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2002
T87 T88 T89 T90 T99 T100 T180 T193 T208 T216 T265 T296 T297 - D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 
D2435 D2487 D2488 D2850 D3740 D4318 D4767

7350 Duvan Drive
Tinley Park, Illinois  60477

SGS Control Services, Inc.
East Alton, Illinois
Contact: Walter B. Copeland (618) 258-0888Phone:

12/15/1991
R28 T48 T49 T202 T228 T240 T313 T315 T316 - D5 D70 D92 D2171 D2872 D4402 D6521 D6648
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

300 George Street
East Alton, Illinois  62024

Shively Geotechnical, Inc.
Fairview Heights, Illinois
Contact: Janet M. Jacobi (618) 398-1414Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2001
T89 T90 T99 T180 T208 T216 T296 T297 - D698 D1557 D2166 D2435 D2850 D3740 D4318 D4767

11 French Village Indust. Park
Fairview Heights, Illinois  62208

Testing Service Corporation
Carol Stream, Illinois
Contact: John W. Moky (630) 653-3920Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2001
T30 T164 T166 T209 T245 T269 T283 T308 - D1559 D2041 D2172 D2726 D3203 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2000
T208 T216 T296 T297 - D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 D2435 D2850 D3080 D3740 D4318 D4767 
D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2000
T11 T19 T27 T37 T84 T85 T248 T255 - C29 C40 C88 C117 C123 C127 C128 C131 C136 C142 C566 C702 D546 D4791

457 East Gundersen Drive
Carol Stream, Illinois  60188

-71II
Dates shown for each field indicate the date of inital accreditation.
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Wang Engineering, Inc.
Addison, Illinois
Contact: Liviu Iordache (630) 458-0700Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2001
T87 T88 T89 T90 T92 T99 T100 T146 T180 T193 T208 T216 T265 T296 T297 - D3740 D5084

100 Fairbank Street
Addison, Illinois  60101

Wiss, Janney, Elstner Associates, Inc.
Northbrook, Illinois
Contact: Paul D. Krauss (847) 272-7400Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2002
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077 E329

3/1/2002
T22 T23 (Cylinders) T119 T121 T141 T152 T231 T309 - C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1077 E329

255 Melvin Drive
Northbrook, Illinois  60062

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Indiana
Alt & Witzig Engineering, Inc.
Carmel, Indiana
Contact: David Harness (317) 875-7000Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2001
T166 T209 T245 T269 - D1559 D2041 D2726 D3203
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2001
T87 T88 T89 T90 T99 T100 T180 T193 T208 T216 T265 T296 T297 - D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 
D2435 D2487 D2850 D3740 D4318 D4767 D5084

4105 West 99th Street
Carmel, Indiana  46032

BP Asphalt Laboratory
Whiting, Indiana
Contact: Bill Dunlap (219) 473-3759Phone:

12/1/1993
R28 T48 T49 T201 T202 T228 T240 T313 T315 T316
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

2831 Indianapolis Blvd.
Mail Code 201
Whiting, Indiana  46394

Brooks Construction Company, Inc.
Ft. Wayne, Indiana
Contact: Pam Sievers (219) 478-1990Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1993
T30 T164 T166 T209 T245 T269 T275 T283 T308 T312 - D1559 D2041 D2172 D2726 D3203 D3666 D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1993
T11 T27 T84 T85 T176 T248 T255 T304 - C117 C127 C128 C136 C566 C702 C1252 D3666 D4791 D5821

6525 Ardmore Avenue
P.O. Box 9560
Ft. Wayne, Indiana  46899

-72II
Dates shown for each field indicate the date of inital accreditation.
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Construction Materials Laboratory
Sellersburg, Indiana
Contact: Tom Partipilo (812) 246-7350Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1997
T30 T164 T166 T209 T245 T269 T283 T308 T312
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1997
T11 T19 T21 T27 T84 T85 T176 T248 T255 T304  - C29 C40 C117 C127 C128 C136 C566 C702 C1077 C1252 D2419 D4791 D5821

5/15/1997
T22 T23 T24 T97 T119 T121 T126 T141 T152 T196 T231 - C31 C39 C42 C78 C138 C143 C172 C173 C192 C231 C617 C1064 
C1077 C1231

1018 E. Utica Street
P.O. Box 52
Sellersburg, Indiana  47172

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

E & B Paving, Inc.
Anderson, Indiana
Contact: Vic Shipbaugh (765) 640-4515Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2002
T30 T164 T166 T209 T245 T269 T283 T308 T312 - D3666
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2001
T11 T27 T84 T85 T176 T248 T255 T304 - D4791 D5821

286 West 300 North
Anderson, Indiana  46012

Earth Exploration, Inc.
Indianapolis, Indiana
Contact: Kirk J. Egold (317) 273-1690Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1999
T30 T164 (Plant Control) T166 T209 T245 T269 - D1559 D2172 (Plant Control) D2726 D3203 D3666 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1999
T87 T88 T89 T90 T99 T100 T180 T193 T208 T216 T265 T296 T297 T310 - D421 D422 D698 D1140 D1557 D1883 D2166 D2216 
D2435 D2487 D2488 D2850 D2922 D3017 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1999
T11 T21 T27 T84 T85 T248 - C40 C117 C127 C128 C136 C702 C1077 D3666

6/15/1999
T22 T23 T97 T119 T121 T141 T152 T196 - C31 C39 C78 C138 C143 C172 C173 C231 C1064 C1077 C1231

7770 West New York Street
Indianapolis, Indiana  46214-2988

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Heritage Research Group
Indianapolis, Indiana
Contact: Herb Wissel (317) 390-3140Phone:

9/1/1997
R28 T44 T48 T49 T50 T51 T53 T55 T78 T179 T201 T202 T228 T240 T295 T313 T315 T316 - D5 D36 D70 D92 D95 D113 D139 
D402 D1754 D2042 D2170 D2171 D2872 D3142 D3666* D4402

9/1/1997
T59/D244 (Residue by Distillation, Residue by Evaporation, Saybolt Viscosity, Demulsibility, Settlement, Cement Mixing, Sieve Test, 
Storage Stability) D3666*
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1997
T30 T110 T164 T166 T170 T209 T245 T269 T275 T283 T308 T312 - D1461 D1559 D1856 D2041 D2172 D2726 D3203 D3666* 
D4867 D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1997
T11 T19 T27 T37 T84 T85 T96 T104 T113 T176 T248 T255 T304 - C29 C88 C117 C123 C127 C128 C131 C136 C566 C702 C1252 
D546 D2419 D3666* D4791 D5821

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

7901 West Morris Street
Indianapolis, Indiana  46231

-73II
Dates shown for each field indicate the date of inital accreditation.
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Indiana Dept. of Transportation
Indianapolis, Indiana
Contact: Firooz Zandi (317) 610-7251Phone:

8/1/1993
R28 T44 T49 T50 T51 T240 T313 T315 T316

8/1/1993
T59 (Residue by Distillation, Residue by Evaporation, Saybolt Viscosity, Demulsibility, Sieve Test)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1993
T30 T164 T166 T209 T245 T269 T275 T283 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1993
T87 T88 T89 T90 T99 T100 T176 T180 T193 T208 T216 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1993
T11 T19 T21 T27 T84 T85 T96 T104 T112 T113 T176 T248 T255 T304 - D4791

8/1/1993
T22 T23 (Cylinders) T119 T121 T152 T196 T231 - C457 C1064
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1997

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1997

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T154 T162 T186 T192 - C1222

T105 Reference (silicon dioxide, aluminum oxide, ferric oxide, magnesium oxide, sulfur trioxide, loss on ignition, insoluble residue) 
Atomic Absorption (aluminum oxide, ferric oxide, calcium oxide, magnesium oxide, sulfur trioxide) C1222

Materials & Test Division
120 South Shortridge Road
Indianapolis, Indiana  46219

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

J. H. Rudolph & Company, Inc.
Huntingburg, Indiana
Contact: Rick Flint (812) 683-8810Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/19/2002
T30 T166 T209 T269 T283 T308 T312 - D3666
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/19/2002
T11 T84 T85 T176 T304 - D3666 D4791

5454 South 50 East
Huntingburg, Indiana  47542

K & S Engineers
Highland, Indiana
Contact: Petar Kostur (219) 924-5231Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2001
T87 T88 T89 T90 T92 T99 T100 T146 T180 T193 T208 T216 T265 T296 T297 T310 - D421 D422 D427 D698 D854 D1140 D1557 
D1883 D2166 D2216 D2217 D2435 D2850 D2922 D3017 D3740 D4318 D4767
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2001
T11 T27 T84 T304 - C117 C128 C136 C1252

9715 Kennedy Avenue
Highland, Indiana  46322

Koch Pavement Solutions
Terre Haute, Indiana
Contact: Robert E. Lee (812) 478-1732Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2001
T30 T166 T209 T269 T283 T308 T312
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2001
T11 T84 T85 T96 T176 T248 T304 - D4791

P.O. Box 3619
Terre Haute, Indiana  47803

-74II
Dates shown for each field indicate the date of inital accreditation.
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Levy Technical Services
Gary, Indiana
Contact: John J. Yzenas, Jr. (219) 881-6544Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/2001
T30 T166 T209 T269 T283 T308 T312 - D2041 D2726 D3203 D3666* D4867 D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/2001
T11 T19 T21 T27 T37 T84 T85 T176 T248 T255 T304 - C29 C40 C117 C127 C128 C136 C566 C702 C1252 D546 D2419 D3666* 
D4791 D5821

P.O. Box 540
Portage, Indiana  46368

Patriot Engineering and Environmental, Inc.
Indianapolis, Indiana
Contact: Pat Martin (317) 576-8058Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2001
D2041 D2726 D3203  D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/2001
T87 T88 T89 T90 T92 T99 T100 T146 T180 T193 T208 T215 T216 T265 T296 T297 - D421 D422 D427 D698 D854 D1140 D1557 
D1883 D2166 D2216 D2217 D2434 D2435 D2487 D2488 D2850 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/2001
C40 C117 C127 C128 C136 C566 C702

8/15/2002
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

6330 East 75th Street
Suite 216
Indianapolis, Indiana  46250-2700

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Professional Service Industries, Inc.
Indianapolis, Indiana
Contact: Kevin Kessler (317) 216-7131Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1999
D1559 D2041 D2172 D2726 D3203 D3666* D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2000
T87 T88 T89 T90 T99 T100 T146 T176 T180 T193 T208 T216 T265 T296 T297 T310 - D421 D422 D698 D854 D1140 D1557 D1883 
D2166 D2216 D2217 D2419 D2435 D2487 D2488 D2850 D2922 D3017 D3740 D4318 D4767 D5084

7225 Georgetown Road
Indianapolis, Indiana  46268

Wabash Valley Asphalt Co., Inc.
Terre Haute, Indiana
Contact: Kyle Harbor (812) 877-6714Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1998
T30 T164 T166 T209 T245 T269 T283 T308 T312 - D1559 D2041 D2172 D2726 D3203 D4867 D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1999
T11 T27 T37 T84 T85 T176 T248 T255 T304 - C117 C127 C128 C136 C566 C702 C1252 D546 D2419 D4791 D5821

5600 East Margaret Avenue
Terre Haute, Indiana  47803

Iowa
Allender Butzke Engineers, Inc.
Urbandale, Iowa
Contact: Marc Casteel (515) 252-1885Phone:

1/10/2003
C31 (Cylinders) C39 C138 C143 C172 C174 C231 C293 C617 C873 C1064 C1077 C1231

3660 109th Street
Urbandale, Iowa  50322
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-75II
Dates shown for each field indicate the date of inital accreditation.
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BP Asphalt Sales
Davenport, Iowa
Contact: David S. Klen (630) 420-5345Phone:

2/15/1999
R28 T240 T313 T315 T316
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Mail Station J-7
150 West Warrenville Road
Naperville, Illinois  60563-8460

City of Des Moines
Des Moines, Iowa
Contact: Gary Van Buskirk (515) 283-4956Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1995
D698 D1557 D2216 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1995
C29 C40 C70 C117 C127 C128 C136 C566 C702 C1077

12/1/1995
C31 C39 C78 C138 C143 C172 C174 C231 C1064 C1077 C1231

216 SE 5th Street
Des Moines, Iowa  50309

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Iowa Department of Transportation
Ames, Iowa
Contact: Kevin Jones (515) 239-1237Phone:

2/15/1990
R28 T49 T50 T53 T55 T78 T201 T202 T228 T240 T313 T315 T316 - D139 D4402

2/15/1990
T59/D244 (Residue by Distillation) - T59 ( Residue by Evaporation, Particle Charge, Saybolt Viscosity, Sieve Test)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/1990
T30 T164 T166 T209 T245 T269 T283 T308 T312 - D2041
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/1990
T87 T88 T89 T90 T99 T100 T176 T180 T208
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/1990
T11 T27 T37 T84 T85 T96 T112 T113 T248 T255 T304 - D4791

5/1/1991
T22 T23 T24 T97 T119 T121 T126 T141 T152 T177 - C31 C39 C42 C78 C138 C143 C172 C192 C231 C293 C1064 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/1999

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/1999

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T154 T162 T186 T192 - C109 C151 C185 C187 C191 C204 C266 C305 C430 C451 C1222

T105/C114 X-Ray Fluorescence (silicon dioxide, aluminum oxide, ferric oxide, calcium oxide, magnesium oxide, sulfur trioxide, 
sodium oxide, potassium oxide, titanium dioxide, phosphorus pentoxide, manganic oxide) C1222

800 Lincoln Way
Ames, Iowa  50010

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Jebro Incorporated
Sioux City, Iowa
Contact: Kevin Carlson (712) 277-8855Phone:

9/1/1995
R28 T48 T49 T50 T51 T53 T78 T179 T201 T202 T228 T240 T313 T315

9/1/1995
T59 (Residue by Distillation, Saybolt Viscosity, Settlement, Sieve Test, Storage Stability)

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

2303 Bridgeport Drive
Sioux City, Iowa  51111

-76II
Dates shown for each field indicate the date of inital accreditation.
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Patzig Testing Laboratories
Des Moines, Iowa
Contact: Tim Cox (515) 266-5101Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2001
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077 E329

4/1/2001
T22 T23 T119 T121 T141 T152 T231 - C31 C39 C138 C143 C172 C231 C617 C1064 C1077 C1231 E329

3922 Delaware Avenue
Des Moines, Iowa  50313

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Terracon
Bettendorf, Iowa
Contact: Doug Waldeier (563) 355-0702Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1995
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077 D3666* E329*

5/15/1995
T22 T23 (Cylinders) T119 T121 T126 T141 T152 T231 - C31 (Cylinders) C39 C138 C143 C172 C192 C231 C617 C1064 C1077 
C1231

870 40th Avenue
Bettendorf, Iowa  52722

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Terracon
Cedar Rapids, Iowa
Contact: Tom Salm (319) 366-8321Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/6/2002
D421 D422 D698 D1140 D1557 D1883 D2166 D2216 D2217 D2487 D2488 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/6/2002
C117 C127 C128 C136 C702

5855 Willow Creek Drive SW
Cedar Rapids, Iowa  52404

Kansas
Allied Laboratories
Wichita, Kansas
Contact: Gregg K. Greenwood (316) 262-6457Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1994
T312 - D1559 D2041 D2172 D2726 D3203 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1997
D422 D698 D1140 D1557 D2216 D2217 D2419 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1994
C40 C88 C117 C123 C127 C128 C131 C136 C142 C535 C566 C702 C1077 D546

11/1/1994
C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C1064 C1077

303 South Topeka
Wichita, Kansas  67202

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

APAC-Kansas, Inc.
Hutchinson, Kansas
Contact: Jay Liu (620) 662-2112Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1999
T30 T166 T209 T269 T283 T308 T312 - D1188 D2041 D2726 D3203 D4867 D5444 D6307

Shears Division
819 West First Street
Hutchinson, Kansas  67501

-77II
Dates shown for each field indicate the date of inital accreditation.
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Ash Grove Cement Company
Kansas City, Kansas
Contact: Gregory S. Barger (913) 722-5998Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1988
C40 C117 C127 C128 C136 C227 C441 C566 C702

8/15/1988
C31 C39 C78 C138 C143 C172 C173 C231 C617 C1064
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1997

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1997
C91 (water retention) C109 C151 C185 C187 C191 C204 C266 C305 C430 C451 C1222

C114 Reference (loss on ignition, insoluble residue, free calcium oxide) X-Ray Fluorescence (silicon dioxide, aluminum oxide, ferric 
oxide, calcium oxide, magnesium oxide, sulfur trioxide, sodium oxide, potassium oxide, titanium oxide, phosphorus pentoxide, 
manganic oxide) C1222

640 Southwest Boulevard
Kansas City, Kansas  66103

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

GeoSystems / Kleinfelder
Topeka, Kansas
Contact: Linda Stanfill (785) 267-7131Phone:

1/15/2003
C31 C39 C42 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

1601 SW 41st Street
Topeka, Kansas  66609
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

GeoSystems Engineering Inc.
Lenexa, Kansas
Contact: Jeff Edson (913) 962-0909Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2002
T30 T166 T209 T245 T269 T308 - D1559 D2041 D2726 D3203 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/2001
T87 T88 T89 T90 T99 T146 T180 T193 T208 T265 T310 - D421 D422 D698 D1140 D1557 D1883 D2166 D2216 D2217 D2487 
D2488 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/2001
T11 T27 T84 T85 T248 T255 - C117 C127 C128 C136 C566 C702

7/15/2001
C31 C39 C42 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

7802 Barton
Lenexa, Kansas  66214

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-78II
Dates shown for each field indicate the date of inital accreditation.
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Kansas Department of Transportation
Topeka, Kansas
Contact: Rodney A. Montney (785) 296-2231Phone:

2/1/1996
R28 T44 T49 T51 T78 T201 T202 T240 T313 T315 T316

2/1/1996
T59 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Settlement, Sieve Test, Storage Stability)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1996
T30 T164 T166 T209 T245 T269 T283 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1996
T87 T88 T89 T90 T99 T100 T176 T208 T216 T236 T265 T296 T297
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1996
T11 T19 T21 T27 T84 T85 T96 T112 T176 T248 T304

2/1/1996
T22 T23 (Cylinders) T119 T121 T196 T231 - C31 (Cylinders) C39 C138 C143 C173 C617 C1064
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1999

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1999

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T154 T162 T186 T192 - C109 C151 C185 C187 C191 C204 C266 C305 C430 C451 C1222

T105/C114 Reference (silicon dioxide, aluminum oxide, calcium oxide, magnesium oxide, loss on ignition, insoluble residue) Atomic 
Absorption (ferric oxide, sulfur trioxide, sodium oxide, potassium oxide, titanium dioxide, phosphorus pentoxide) C1222

Materials and Research Center
2300 Van Buren
Topeka, Kansas  66611-1195

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Koch Materials Company
Wichita, Kansas
Contact: Dennis Muncy (316) 828-4725Phone:

5/15/2001
R28 T48 T50 T51 T53 T228 T240 T313 T315 T316 - D113 D139

5/15/2001
T59/D244 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Cement Mixing, Sieve 
Test) T59 (Settlement, Storage Stability)

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P.O. Box 1875
Wichita, Kansas  67201

Maxim Technologies, Inc.
Kansas City, Kansas
Contact: William J. Stafford (913) 321-8100Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2003
C29 C40 C70 C88 C117 C123 C127 C128 C131 C136 C535 C566 C702 C1077 E329

1/15/2003
C31 C39 C42 C78 C138 C143 C172 C173 C174 C192 C231 C293 C617 C1064 C1077 C1231 E329

721 South Packard
Kansas City, Kansas  66105

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-79II
Dates shown for each field indicate the date of inital accreditation.
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Terracon
Lenexa, Kansas
Contact: William E. Odell (913) 492-7777Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1997
T30 T166 T209 T245 T269 T308 - D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1995
T87 T88 T89 T90 T99 T100 T146 T180 T193 T208 T216 T236 T265 T296 T297 - D421 D422 D698 D854 D1140 D1557 D1883 
D2166 D2216 D2217 D2435 D2487 D2488 D2850 D3080 D3740 D4318 D4767 D5084 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1995
T11 T19 T21 T27 T84 T85 T96 T112 T113 T248 T255 - C29 C40 C88 C117 C123 C127 C128 C131 C136 C142 C566 C702 E329

7/1/1997
T22 T23 T97 T119 T121 T126 T141 T152 T196 T231 - C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C1064 C1077 C1231 
E329

13910 West 96th Terrace
Lenexa, Kansas  66215

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Terracon
Wichita, Kansas
Contact: Randy D. Waters (316) 262-0171Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1995
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702

5/15/1995
T22 T23 T97 T119 T121 T126 T141 T148 T152 T231  - C31 C39 C78 C138 C143 C172 C174 C192 C231 C617 C1064

2111 West Harry Street
Wichita, Kansas  67213

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Kentucky
AMEC Earth and Environmental
Louisville, Kentucky
Contact: David G. Sawitzki (502) 267-0700Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1995
T87 T88 T89 T90 T99 T100 T146 T180 T208 T265 T310 - D421 D422 D698 D854 D1140 D1557 D2166 D2216 D2217 D2922 D3017 
D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1995
T11 T19 T21 T27 T84 T85 T248 T255 - C29 C40 C117 C127 C128 C136 C566 C702 C1077

6/15/1995
T22 T23 T97 T119 T121 T126 T141 T152 T196 T231 - C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C1064 C1077 C1231

690 Commonwealth Center
11003 Bluegrass Parkway
Louisville, Kentucky  40299

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

American Engineers, Inc.
Glasgow, Kentucky
Contact: Jason Ainslie (270) 651-7220Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2000
T87 T88 T89 T90 T99 T100 T180 T193 T208 T265 T310  - D421 D422 D698 D1140 D1557 D1883 D2166 D2216 D2487 D2922 
D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2000
T11 T27 T84 T85 T248 T255 - C117 C127 C128 C136 C566 C702

9/1/2000
T22 T23 T119 T121 T141 T152 - C31 C39 C78 C138 C143 C172 C231 C1064 C1231

65 Aberdeen Drive
Glasgow, Kentucky  42141

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-80II
Dates shown for each field indicate the date of inital accreditation.
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Asphalt Institute
Lexington, Kentucky
Contact: Bob Peterson (859) 288-4977Phone:

6/1/1997
R28 T44 T48 T49 T51 T53 T179 (Not Change in Mass) T201 T202 T228 T240 313 T315 T316 - D5 D36 D70 D92 D113 D1754 (Not 
Change in Mass) D2042 D2170 D2171 D2872 D3666 D4402 D6521 D6648
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1997
T30 T164 T166 T209 T245 T269 T283 T312 - D1559 D2041 D2172 D2726 D3203 D3666 D4867 D5404 D5444
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1997
T11 T27 T84 T85 T176 T248 T304 - C117 C127 C128 C136 C702 C1252 D2419 D3666 D4791 D5821

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P.O. Box 14052
2696 Research Park Drive
Lexington, Kentucky  40512-4052

Florence &  Hutcheson, Inc.
Paducah, Kentucky
Contact: Daniel W. Thacher (270) 444-9691Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1995
T87 T88 T89 T90 T99 T100 T180 T193 T208 T216 T265 T296 T297 - D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 
D2435 D2487 D2850 D3740 D4318 D4767
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1995
T11 T27 - C117 C136

P.O. Box 7267
Paducah, Kentucky  42002-7267

Frankfort Testing Laboratory
Frankfort, Kentucky
Contact: Steve Sheets (502) 223-3254Phone:

3/1/1998
T49 T202
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1998
T30 T164 T166 T170 T209 T245 T269 T283 T308 T312 - D3666
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1998
T11 T19 T27 T84 T85 T96 T104 T176 T248 T255 T304 - D4791

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P.O. Box 797
Frankfort, Kentucky  40602

Fuller, Mossbarger, Scott & May Engineers
Lexington, Kentucky
Contact: Scott L. Murray (859) 422-3000Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1993
T87 T88 T89 T90 T99 T100 T180 T190 T193 T208 T216 T236 T265 T296 T297 - D421 D422 D698 D854 D1557 D1883 D2166 
D2216 D2435 D2844 D2850 D3080 D3740 D4318 D4767

1409 North Forbes Road
Lexington, Kentucky  40511-2050

JJL, Inc., dba Gregg Laboratories
Lexington, Kentucky
Contact: Larry W. Snedegar (859) 252-7558Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2001
T87 T88 T89 T90 T99 T100 T176 T180 T193 T208 T265 T310 - D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 D2419 
D2487 D2488 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2001
T11 T21 T27 T84 T85 T96 T112 T176 T248 T255 - C40 C117 C128 C131 C136 C142 C566 C702 D2419

4/15/1996
C31 C39 C78 C138 C143 C172 C173 C231 C617 C1064 C1231

1026 East New Circle Road
Lexington, Kentucky  40505-4117

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-81II
Dates shown for each field indicate the date of inital accreditation.
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Kentucky Transportation Cabinet
Frankfort, Kentucky
Contact: Wesley Glass (502) 564-3160Phone:

5/15/1994
R28 T44 T48 T49 T50 T51 T53 T240 T313 T315 T316 - D5 D92 D113 D139 D2042 D2872 D4402 D6521 D6648

5/15/1994
T59/D244 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Sieve Test)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1994
T30 T164 T166 T170 T209 T269 T275 T283 T287 T308 T312 - D4867 D5404
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1994
T87 T88 T89 T90 T99 T100 T134 T176 T193 T208 T216 T265 T296 T297
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1994
T11 T19 T21 T27 T37 T84 T85 T96 T104 T112 T113 T176 T248 T255 T304 - D4791 D5821

1/15/1994
T22 T23 (Cylinders) T24 T119 T121 T126 T141 T152 T196 T231 - C31 (Cylinders) C39 C42 C138 C143 C172 C173 C192 C215 
C231 C469 C617 C666 C1064 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1997

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1997

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T154 T162 T186 T192 - C109 C151 C185 C187 C191 C204 C266 C305 C430 C451 C1222

T105/C114 Reference (loss on ignition, insoluble residue) X-Ray Fluorescence (silicon dioxide, aluminum oxide, ferric oxide, calcium 
oxide, magnesium oxide, sulfur trioxide, sodium oxide, potassium oxide) C1222

Division of Materials
1227 Wilkinson Boulevard
Frankfort, Kentucky  40601-1226

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Kosmos Cement Company
Louisville, Kentucky
Contact: Jeff Grant (502) 933-6336Phone:

Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2000

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2000
C91 (water retention) C109 C151 C185 C187 C191 C204 C266 C305 C430 C451 C1222

C114 X-Ray Fluorescence (silicon dioxide, aluminum oxide, ferric oxide, calcium oxide, magnesium oxide, sulfur oxide, loss on 
ignition, sodium oxide, potassium oxide, phosphorus pentoxide, insoluble residue, free calcium oxide) C1222

15301 Dixie Highway
Louisville, Kentucky  40272

MACTEC Engineering and Consulting, Inc.
Louisville, Kentucky
Contact: Mark Schuhmann (502) 253-2516Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1996
T30 T164 T166 T209 T245 T269 - D1559 D2041 D2172 D2726 D3203 D3666* D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1999
T87 T88 T89 T90 T99 T100 T180 T193 T208 T216 T265 T296 T297 - D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 
D2435 D2487 D2488 D2850 D3740 D4318 D4767
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/13/2002
T19 T21 T248 T255 - C29 C40 C566 C702

3/1/1997
T22 T23 T97 T119 T121 T141 T148 T152 T196 T231 - C31 C39 C78 C138 C143 C172 C173 C174 C231 C617 C1064 C1077 C1231

13425 Eastpoint Center Drive
Suite 122
Louisville, Kentucky  40223

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-82II
Dates shown for each field indicate the date of inital accreditation.
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Marathon Ashland Petroleum
Catlettsburg, Kentucky
Contact: Randy F. Dial (606) 921-6447Phone:

9/1/1997
R28 T313 T315 - D5 D36 D70 D92 D113 D2042 D2171 D2872 D3666 D4402
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

11631 U.S. Route 23
Catlettsburg, Kentucky  41129

Mountain Enterprises, Inc.
Paintsville, Kentucky
Contact: Keith Bishop (606) 789-0320Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/19/2002
T166 T209 T245 T269 T283 T308 T312
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/30/2003
T11 T27 T84 T85 T176 T248 T255 T304 - C117 C127 C128 C136 C566 C702 C1252 D2419 D4791

P.O. Box 1447
Prestonsburg, Kentucky  41653

QORE Property Sciences
Lexington, Kentucky
Contact: Joseph S. Cooke (859) 293-5518Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2000
T87 T88 T89 T90 T99 T100 T180 T193 T208 T216 T265 T296 T297 - D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 
D2435 D2850 D3740 D4318 D4767

422 Codell Drive
Lexington, Kentucky  40509

Rhodes Incorporated
Nicholasville, Kentucky
Contact: Stephen Drosick (859) 887-5700Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2001
T87 T88 T89 T90 T99 T100 T193 T208 T216 T265 T296 T297 - D1140 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2001
T11 T27

P.O. Box 24080
Lexington, Kentucky  40524

The Harper Company
Hebron, Kentucky
Contact: Mark Fightmaster (859) 586-8890Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2000
C40 C117 C127 C128 C136 C566 C702 C1077

7/1/2000
C31 C39 C78 C138 C143 C172 C231 C1064 C1077 C1231

1648 Petersburg Road
Hebron, Kentucky  41048

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-83II
Dates shown for each field indicate the date of inital accreditation.
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Thelen Associates, Inc.
Erlanger, Kentucky
Contact: Keith A. Pryse (859) 746-9400Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/1999
T87 T88 T89 T90 T99 T100 T180 T193 T208 T215 T216 T236 T265 T296 T297 T310 - D421 D422 D698 D1140 D1557 D1883 
D2166 D2216 D2434 D2435 D2487 D2488 D2850 D2922 D3017 D3080 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1999
T11 T19 T21 T27 T84 T85 T96 T104 T112 T113 T248 T255 - C29 C40 C88 C117 C123 C127 C128 C131 C136 C142 C566 C702 
C1077 D4791 D5821

2/15/1998
T22 T23 T97 T119 T121 T126 T141 T152 T196 T231 - C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C684 C803 C1064 
C1077 C1202 C1231

1398 Cox Avenue
Erlanger, Kentucky  41018

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Louisiana
Alpha Testing & Inspection, Inc.
Kenner, Louisiana
Contact: Mike Devillier (504) 467-9694Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2001
T87 T89 T90 T99 T100 T180 T310 - D421 D698 D854 D1140 D1557 D2487 D2488 D2922 D3017 D4318

2601A Lexington Avenue
Kenner, Louisiana  70062

American International Asphalt, Inc.
Lake Charles, Louisiana
Contact: Bill Dean (337) 439-4066Phone:

7/1/1999
R28 T44 T48 T49 T51 T53 T179 T201 T202 T228 T240 T313 T315 T316
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

4646 Highway 3059
Lake Charles, Louisiana  70615

Delta Testing & Inspection, Inc.
Baton Rouge, Louisiana
Contact: Michael P. McGowan (225) 356-4355Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1996
D421 D698 D854 D1140 D1557 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1996
C29 C117 C136 C566 C702

11/1/1997
C31 (Cylinders) C39 C138 C143 C172 C173 C617 C1064 C1231

1855 Mason Avenue
Baton Rouge, Louisiana  70805

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Delta Testing & Inspection, Inc.
Lake Charles, Louisiana
Contact: Michael T. Blasius (337) 439-4158Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1997
D421 D422 D698 D854 D1140 D1557 D2216 D2217 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1997
C29 C117 C127 C128 C136 C566 C702

5/1/1997
C31 C39 C78 C138 C143 C172 C173 C231 C1064 C1231

P.O. Box 260
Lake Charles, Louisiana  70602

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-84II
Dates shown for each field indicate the date of inital accreditation.
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Delta Testing & Inspection, Inc.
Mandeville, Louisiana
Contact: Louie R. McDonald (504) 486-5595Phone:

8/1/2000
C31 (Cylinders) C39 C138 C143 C172 C173 C1064 C1231

725 South Genois Street
New Orleans, Louisiana  70119
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Delta Testing & Inspection, Inc.
New Orleans, Louisiana
Contact: Louie R. McDonald (504) 486-5595Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1994
D1559 D2041 D2726  D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1994
D421 D698 D854 D1140 D1557 D2216 D2487 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1994
T11 T19 T21 T27 T84 T85 T96 T104 T112 T113 T248 T255 - C29 C40 C88 C117 C123 C127 C128 C131 C136 C142 C566 C702 
C1077 D3666

1/1/1994
T22 T23 T24 T97 T119 T121 T126 T141 T148 T152 T196 T198 T231 T309  - C31 C39 C42 C78 C138 C143 C172 C173 C174 C192 
C231 C403 C496 C617 C805 C1064 C1077 C1231

725 South Genois Street
New Orleans, Louisiana  70119

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Eustis Engineering Company, Inc.
Metairie, Louisiana
Contact: Chris L. Saucier (504) 834-0157Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2000
C117 C127 C128 C136 C566 C702

4/1/2000
C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1231

3011 28th Street
Metairie, Louisiana  70002

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-85II
Dates shown for each field indicate the date of inital accreditation.
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Louisiana DOTD
Baton Rouge, Louisiana
Contact: N. Doug Hood (225) 248-4131Phone:

10/15/1988
R28 T44 T48 T49 T51 T53 T78 T201 T202 T228 T240 T295 T313 T315 T316

10/15/1988
T59 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Settlement, Cement Mixing, Sieve Test, 
Storage Stability)

Accreditation of Asphalt Cement test methods T48, T202, T210 
and T228 has been suspended.  Accreditation of Hot Mix 
Asphalt test methods T30 and T164 has been suspended.  
Accreditation for Hot Mix Asphalt test methods T166, T209, 
and T269 has been suspended.

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1988
T30 T164 T166 T170 T209 T269
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1988
T87 T88 T89 T90 T99 T100 T134 T135 T176 T180 T193 T208 T216 T236 T265 T296
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1988
T11 T19 T21 T27 T84 T85 T96 T112 T248 T255 T304 - D4791

10/15/1989
T22 T23 (Cylinders) T119 T121 T126 T141 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C192 C403 C617 C1064 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1997

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1997

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T154 T162 T186 T192 - C109 C151 C185 C187 C191 C204 C266 C305 C430 C451 C1222

T105/C114 ICPS (aluminum oxide, ferric oxide, magnesium oxide, sodium oxide, potassium oxide) C1222

Materials & Testing Section
5080 Florida Blvd.
Baton Rouge, Louisiana  70806

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Louisiana Trans. Research Center
Baton Rouge, Louisiana
Contact: Harold R. Paul (225) 767-9102Phone:

10/15/2000
R28 T48 T49 T51 T53 T179 T201 T202 T240 T313 T315 T316
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2000
T30 T164 T166 T170 T209 T245 T269 T308 T312
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/2001
T11 T27 T84 T85 T248 T255 T304 - D4791

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

4101 Gourrier Avenue
Baton Rouge, Louisiana  70808

Professional Service Industries, Inc.
Shreveport, Louisiana
Contact: Christine Thomas (318) 631-5547Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/2001
T89 T90 T99 T180 T208 T265 - D698 D1140 D1557 D2166 D2216 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/2001
T11 T27 T248 T255 - C117 C136 C566 C702

4123 Curtis Lane
Shreveport, Louisiana  71109

-86II
Dates shown for each field indicate the date of inital accreditation.
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Maine
FGS/CMT, inc.
Bangor, Maine
Contact: Sharon M. Cormier (207) 947-3184Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/2001
T87 T88 T89 T90 T99 T100 T180 T265 - D421 D422 D698 D1557 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/2001
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

10/1/2001
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 
C1231

P.O. Box 2097
Bangor, Maine  04402-2097

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Maine Department of Transportation
Bangor, Maine
Contact: Bruce A. Yeaton (207) 941-4545Phone:

12/15/1991
R28 T49 T50 T51 T240 T313 T315

12/15/1991
T59 (Residue by Distillation, Saybolt Viscosity, Sieve Test)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/1991
T30 T166 T209 T269 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/1991
T87 T88 T89 T90 T99 T100 T146 T176 T180 T216 T236 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/1991
T11 T19 T21 T27 T84 T85 T96 T176 T248 T255 T304 - D4791 D5821

12/15/1991
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 T309  - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 
C1077
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1996

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1996

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T129 T137 T153 T154 T162 T192  - C109 C185 C187 C204 C266 C305 C430 C1222

T105/C114 Reference (silicon dioxide, calcium oxide,  sulfur trioxide, loss on ignition) Atomic Absorption (aluminum oxide, ferric 
oxide, magnesium oxide, sodium oxide, potassium oxide) C1222

P.O. Box 1208
Bangor, Maine  04402-1208

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

S. W. Cole Engineering, Inc.
Bangor, Maine
Contact: Dean A. Larrabee (207) 848-5714Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/13/2002
T30 T164 T166 T209 T245 T269 T312 - D1559 D2041 D2172 D2726 D3203 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/13/2002
D698 D1557 D2216 D2419 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2002
C29 C40 C88 C117 C127 C128 C136 C142 C566 C702 C1077 C1252 D4791 D5821

4/1/2002
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

37 Liberty Drive
Bangor, Maine  04401

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-87II
Dates shown for each field indicate the date of inital accreditation.
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Maryland
AB Consultants, Inc.
Lanham, Maryland
Contact: Amrish Patel (301) 306-3091Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2001
T166 T209 T245 T269 - D1559 D2041 D2726 D3203
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2001
T88 T89 T90 T99 T100 T146 T180 T193 T208 T265 - D422 D698 D1557 D1883 D2166 D2216 D2217 D2487 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2001
T11 T19 T21 T27 T84 T85 T248 - C29 C40 C117 C127 C128 C136 C702 C1077

10/15/2001
T22 T23 (Cylinders) T119 T121 T141 T152 - C31 (Cylinders) C39 C138 C143 C172 C231 C1064 C1077 C1231

9450 Annapolis Road
Lanham, Maryland  20706

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Aggregate Industries
Jessup, Maryland
Contact: Jeffry A. Greene (301) 317-0300Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/2/2002
T30 T166 T209 T269 T283 T287 T308 T312 - D2041 D2726 D3203 D4125 D4867 D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2003
T11 T27 T84 T85 T176 T248 T255 T304 - D4791 D5821

8615 Dorsey Run Road
Jessup, Maryland  20794

ATC Associates, Inc.
Columbia, Maryland
Contact: Jeffrey A. Wieboldt (410) 381-0232Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2001
T87 T89 T90 T99 T180 T265 T310 - D3740

4/1/2001
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

8989 Herrmann Drive
Suite 300
Columbia, Maryland  21045-4710

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Craig Testing Laboratories of Maryland, Inc
Beltsville, Maryland
Contact: Chris Cannan (301) 937-9063Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2002
C40 C117 C127 C128 C136 C566 C702 C1077 E329

5/15/2002
C31 (Cylinders) C39 C138 C143 C172 C231 C1064 C1077 C1231 E329

10850-C Hanna Street
Beltsville, Maryland  20705

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-88II
Dates shown for each field indicate the date of inital accreditation.
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EBA Engineering, Inc.
Baltimore, Maryland
Contact: Nick Roles (410) 358-7171Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1993
T87 T88 T99 T100 T180 T193 T265  -  D421 D422 D427 D698 D854 D1140 D1557 D1883 D2216 D2435 D2850 D3740 D4318 
D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1993
C117 C127 C136 C566 C702

1/1/1994
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1231

4813 Seton Drive
Baltimore, Maryland  21215

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Froehling & Robertson, Inc.
Baltimore, Maryland
Contact: Robert L. Mashewske (410) 947-6500Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1998
D1559 D2041 D2726 D3203 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1998
 D421 D422 D698 D854 D1140 D1557 D1883 D2217 D2487 D2488 D4318

10/15/1998
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064

1209 Bernard Drive
Baltimore, Maryland  21223

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Geo-Technology Associates, Inc.
Annapolis Junction, Maryland
Contact: Scott Rowe (410) 792-9446Phone:

Accreditation of Soil test methods has been suspended.
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1997
T87 T88 T89 T90 T99 T180 T193 T265 - D421 D422 D698 D1140 D1557 D1883 D2216 D4318

3/15/1998
T22 T23 (Cylinders) T119 T121 T141 T152  - C31 (Cylinders) C39 C138 C143 C172 C231 C1064 C1231

9090 Junction Drive
Suite 9
Annapolis Junction, Maryland  20701

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Geo-Technology Associates, Inc.
Frederick, Maryland
Contact: Stephen Cutter (301) 682-5226Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2003
T87 T88 T89 T90 T99 T180 T265 - D421 D422 D698 D1557 D2216 D4318

5115 Pegasus Court
Suite C
Frederick, Maryland  21704

-89II
Dates shown for each field indicate the date of inital accreditation.
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Harford County Government
Forest Hill, Maryland
Contact: Thomas E. Norris (410) 638-3562Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/2000
T30 T166 T308
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1990
T87 T88 T89 T90 T99 T100 T180 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1990
T11 T27 T248

11/1/1990
T22 - C39 C1231

Bureau of Constr. Management
2224 Ady Road
Forest Hill, Maryland  21050

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Hillis-Carnes Engineering
Ijamsville, Maryland
Contact: Larry Miller (301) 631-3960Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2000
D2041 D2726 D3203
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2001
T99 T180 - D422 D698 D1140 D1557 D2216 D2217 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2001
C40 C117 C127 C128 C136 C566 C702

6/1/2000
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1231

10120C Old National Pike
Ijamsville, Maryland  21754

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Hillis-Carnes Engineering Associates
Annapolis Junction, Maryland
Contact: Timothy B. Hill (410) 880-4788Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
T87 T88 T89 T90 T99 T100 T180 T265 T310 - D421 D422 D698 D1557 D2216 D2217 D2922 D3017 D3740 D4318 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
T11 T21 T27 T84 T85 - C40 C117 C127 C128 C136

2/15/2001
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

12011 Guilford Road
Suite 106
Annapolis Junction, Maryland  20701

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Independent Consultants & Engineers
Upper Marlboro, Maryland
Contact: Jules D. Reese (301) 218-5458Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/2002
D2726
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2001
D422 D698 D1557 D1883 D2216 D4318

15861 Commerce Court
Upper Marlboro, Maryland  20774

-90II
Dates shown for each field indicate the date of inital accreditation.
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John D. Hynes & Associates, Inc.
Salisbury, Maryland
Contact: John D. Hynes (410) 546-6462Phone:

Accreditation of Soil test methods has been suspended.
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1998
D421 D422 D698 D1140 D1557 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1997
C40 C117 C127 C128 C136 C566 C702 C1077

4/15/1997
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

32185 Beaver Run Drive
Salisbury, Maryland  21804

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Maryland State Highway Administration
Brooklandville, Maryland
Contact: Samuel R. Miller (410) 321-3100Phone:

10/15/1989
R28 T48 T228 T240 T313 T315 - D4402
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1989
T30 T164 T166 T170 T209 T269 T283 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1989
 T87 T88 T89 T90 T92 T99 T100 T180 T208 T216 T236 T265 T296 T297 - D1140
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1989
T11 T19 T21 T27 T84 T85 T96 T104 T112 T248 T255 T304  - C1252 D4791

10/15/1989
T22 T23 (Cylinders) T119 T121 T126 T141 T152 T196 T198 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C403 
C496 C617 C1064 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/1998

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/1998

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T154 T162 T186 T192 - C109 C151 C185 C187 C191 C204 C266 C305 C430 C451 C1222

T105/C114 Reference (silicon dioxide, calcium oxide, sulfur trioxide, loss on ignition, insoluble residue) Atomic Absorption 
(magnesium oxide, sodium oxide, potassium oxide, manganic oxide) X-Ray Fluorescence (aluminum oxide, ferric oxide, magnesium 
oxide, titanium dioxide) C1222

2323 West Joppa Road
Brooklandville, Maryland  21022

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Maryland State Highway Administration
Hancock, Maryland
Contact: Gloria L. Burke (301) 678-6134Phone:

1/15/2002
R28 T240 T313 T315 T316
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2002
T30 T166 T209 T269 T308 T312 - D5404

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Western Regional Laboratory
528 East Main Street
Hancock, Maryland  21750

-91II
Dates shown for each field indicate the date of inital accreditation.
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Montgomery County DPWT
Rockville, Maryland
Contact: Hisham Fouad (240) 777-7210Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/2000
T30 T166 T269 T287 T308 - D2726 D3203 D3666 D4125 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/2000
T87 T89 T90 T99 T146 T180 T265 T310 - D421 D698 D1140 D1557 D2216 D2217 D2487 D2488 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/2000
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702

12/1/2000
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1231

101 Monroe Street
Ninth Floor
Rockville, Maryland  20850-2540

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

NRMCA  A. H. Smith Joint Research Labora
College Park, Maryland
Contact: Colin L. Lobo (301) 587-1400Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1997
C40 C117 C127 C128 C136 C566 C702 C1077

9/1/1997
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077

900 Spring Street
Silver Spring, Maryland  20910

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P. Flanigan & Sons, Inc.
Baltimore, Maryland
Contact: Robert Sneddon (410) 385-1206Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1996
T30 T166 T209 T245 T269 T283 T287 T312 - D1559 D2041 D2726 D3203 D3666 D4125 D4867 D5444
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1996
T11 T19 T27 T84 T85 T176 T248 T255 T304 - C29 C117 C127 C128 C136 C566 C702 C1252 D2419 D4791 D5821

2120 Annapolis Road
Baltimore, Maryland  21230

Professional Inspection & Testing
Temple Hills, Maryland
Contact: Brad Wenger (301) 702-2610Phone:

4/15/2000
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077C1231

4572 Beech Road
Temple Hills, Maryland  20748
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Reliable Contracting Co., Inc.
Gambrills, Maryland
Contact: Brian K. Russell (410) 793-0665Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2000
T30 T166 T209 T245 T269 T283 T287 T308 T312 - D1559 D2041 D2726 D3203 D3666 D4125 D4867 D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2000
T11 T27 - C117 C136 D3666

1 Church View Road
Millersville, Maryland  21108

-92II
Dates shown for each field indicate the date of inital accreditation.
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Schnabel Engineering Associates, Inc.
Baltimore, Maryland
Contact: Kenneth Derrenbacher (410) 944-6170Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2000
T87 T88 T89 T90 T99 T100 T146 T180 T193 T265 - D421 D422 D698 D854 D1140 D1557 D1883 D2216 D2217 D2487 D2488 
D4318

1504 Woodlawn Drive
Baltimore, Maryland  21207

The Robert B. Balter Company
Owings Mills, Maryland
Contact: Alberto Bartolome (410) 363-1555Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1999
T87 T88 T89 T90 T99 T100 T180 T193 T265 T310 - D421 D422 D698 D1140 D1557 D1883 D2216 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1999
T11 T27 T248 T255 - C117 C136 C566 C702

18 Music Fair Road
Owings Mills, Maryland  21117

Massachusetts
Advance Testing Company, Inc.
W. Stockbridge, Massachusetts
Contact: Lizette Strait (413) 232-4040Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/2000
T30 T164 T166 T209 T245 T269 T283  - D1559 D2041 D2172 D2726 D3203 D3666 D4867 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2000
T87 T88 T89 T90 T99 T100 T146 T176 T180 T265 T310 - D421 D422 D698 D1140 D1557 D2216 D2217 D2419 D2487 D2488 
D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2000
T11 T19 T21 T27 T37 T84 T85 T112 T113 T176 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C136 C142 C566 C702 
C1077 C1252 D546 D2419 D3666 D4791 D5821

8/15/2000
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 
C1231

42 Day Farm Road
P.O. Box 260
W. Stockbridge, Massachusetts  01266

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

ATC Associates, Inc.
Avon, Massachusetts
Contact: Thomas Bowker (508) 588-0886Phone:

Accreditation for Portland Cement Concrete test methods T22, 
T119, T121, T141, T196, T309, C39, C138, C143, C172, C173, 
C1064 and C1077 has been suspended.
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2001
T166 T209 T245 T269 - D1559 D2041 D2726 D3203 D3666
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2002
T88 T99 T180 - D422 D698 D1557 D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1997
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

8/15/1997
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077

40 Strafello Drive
Unit G
Avon, Massachusetts  02322

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-93II
Dates shown for each field indicate the date of inital accreditation.
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Briggs Engineering and Testing
Rockland, Massachusetts
Contact: Mark Liebert (781) 871-6040Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2002
C40 C117 C127 C128 C136 C566 C702 C1077 E329

4/15/2002
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231 E329

100 Weymouth Street
Unit B1
Rockland, Massachusetts  02370

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

CDM Jessberger Geotechnical Engineering
Cambridge, Massachusetts
Contact: Kurt Sjoblom (617) 452-6433Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2001
T87 T88 T89 T90 T99 T100 T180 T208 T215 T265 - D421 D422 D698 D1557 D2166 D2216 D2434 D2487 D2488 D3740 D4318 
D5084

50 Hampshire Street
Cambridge, Massachusetts  02139

GeoTesting Express, Inc.
Boxborough, Massachusetts
Contact: Gary T. Torosian (978) 635-0424Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1999
T87 T88 T89 T90 T99 T100 T176 T180 T193 T208 T215 T216 T236 T265 T296 T297 T310 - D421 D422 D698 D854 D1140 D1557 
D1883 D2166 D2216 D2419 D2434 D2435 D2487 D2488 D2850 D2922 D3017 D3080 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2002
T11 T19 T21 T27 T84 T85 T96 T104 T112 T176 T248 T255 T304 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 
C1252 D2419 D4791 D5821

1145 Massachusetts Avenue
Boxborough, Massachusetts  01719

GZA GeoEnvironmental, Inc.
Hopkinton, Massachusetts
Contact: Martin C. Molino (781) 278-4707Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2002
T100 - D421 D422 D698 D1557 D2166 D2216 D2435 D2850 D4318 D4767 D5084

106 South Street
Hopkinton, Massachusetts  01748

Massachusetts Highway Department
South Boston, Massachusetts
Contact: Clement W. Fung (617) 235-3410Phone:

6/15/1991
R28 T44 T48 T49 T53 T202 T228 T240 T313 T315 T316

6/15/1991
T59 (Residue by Distillation, Residue by Evaporation)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1991
T30 T164 T166 T170 T209 T245 T269 T275 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1996
T87 T88 T89 T90 T99 T100 T180 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1991
T11 T19 T21 T27 T84 T85 T96 T248 T255 - D4791

3/1/1999
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 
C1231

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

451 D Street, 5th Floor
Boston, Massachusetts  02210-1950

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-94II
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Massachusetts Turnpike Authority - CA/T L
Boston, Massachusetts
Contact: Daryl Sargent (617) 478-7806Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1994
T30 T164 T166 T209 T245 T269
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1992
T99 T180 T265 T310
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1994
T11 T19 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702

3/15/1992
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064

185 Kneeland Street
Boston, Massachusetts  02111

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Summit Ltd.
Everett, Massachusetts
Contact: Pamela Olsen (617) 389-3700Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/12/2002
T166 T245
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1999
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702

3/1/1999
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1231

7 Charlton Street
Everett, Massachusetts  02149

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

The Geotechnical Group, Inc.
Needham, Massachusetts
Contact: John Fedirko (781) 449-6450Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2002
D422 D698 D1140 D1557 D2166 D2216 D2434 D2435 D2487 D2488 D2922 D3017 D3740 D4318 D5084

100 Crescent Road
Needham, Massachusetts  02494

Universal Testing Services of Massachusett
Stoneham, Massachusetts
Contact: Steven T. Crabtree (781) 438-7755Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1999
C40 C117 C127 C128 C136 C566 C702 C1077

3/1/1999
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

5 Richardson Lane
Stoneham, Massachusetts  02180

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Michigan
Asphalt Pavement Testing
Caledonia, Michigan
Contact: Troy M. Schreur (616) 891-0804Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/2001
T11 T27 T84 T248 T304 - C117 C127 C128 C136 C702 C1252 D4791 D5821

8180 Broadmoor Avenue SE
Caledonia, Michigan  49316

-95II
Dates shown for each field indicate the date of inital accreditation.
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Hull & Associates, Inc.
Erie, Michigan
Contact: David A. Baltzer (614) 793-8777Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2001
T87 T88 T89 T90 T99 T100 T180 T193 T208 T215 T216 T236 T296 T297 - D421 D422 D698 D854 D1557 D1883 D2166 D2216 
D2434 D2435 D2487 D2488 D2850 D3080 D3740 D4318 D4767 D5084

6130 Wilcox Road
Dublin, Ohio  43016

Marathon Ashland Petroleum
Detroit, Michigan
Contact: Paul Frendo (313) 297-6022Phone:

10/15/2001
R28 T48 T49 T201 T202 T228 T240 T313 T315 T316 - D5 D70 D92 D2170 D2171 D2872 D4402
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

12800 Toronto Avenue
Detroit, Michigan  48217

Materials Testing Consultants, Inc.
Grand Rapids, Michigan
Contact: Peter T. Johnson (616) 456-5469Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/31/2003
C40 C117 C127 C128 C136 C566 C702 C1077

1/31/2003
C31 C39 (Cylinders) C138 C143 C172 C173 C231 C1064 C1077

693 Plymouth NE
Grand Rapids, Michigan  49505

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Michigan Dept. of Transportation
Lansing, Michigan
Contact: Victor Ross Prewitt (517) 322-1219Phone:

4/1/2001
R28 T240 T313 T315 - D5 D36 D70 D92 D113 D139 D2042 D2170 D2171 D4402

4/1/2001
D244 (Residue by Distillation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Sieve Test, Storage Stability)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2001
T283 T308 T312 - D1559 D1856 D2041 D2172 D2726 D3203 D3666 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1999
T87 T88 T89 T90 T99 T100 T180 T208 T215 T265 - D2419
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1992
T11 T19 T21 T27 T84 T85 T96 T248 T255 T304 - C29 C40 C117 C127 C128 C131 C136 C566 C702 C1077 C1252 D4791 D5821

8/1/1992
T22 T23 (Cylinders) T119 T121 T126 T148 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C174 C192 C231 C617 
C666 C1064 C1077 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1997

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T154 T162 T192 - C109 C151 C185 C187 C191 C204 C266 C305 C430 C1222

P.O. Box 30049
Lansing, Michigan  48909

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-96II
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Michigan Technological University
Houghton, Michigan
Contact: Jim Vivian (906) 487-3018Phone:

1/9/2003
R28 T48 T240 T313 T314 T315 T316 - D92 D2872 D4402
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/2002
T30 T164 T166 T170 T209 T269 T308 T312 - D1856 D2041 D2172 D2726 D3203 D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2001
T11 T27 T84 T85 T176 T248 T255 T304 - C117 C127 C128 C136 C566 C702 C1252 D2419 D4791 D5821

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Bituminous Mixtures Laboratory
106 Dillman Hall
Houghton, Michigan  49931

Payne & Dolan
Gladstone, Michigan
Contact: John J. Weigel (262) 524-1732Phone:

6/1/2002
T49 T316 - D5 D4402
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2002
T166 T209 T245 T269 T283 T312 - D1559 D2041 D2726 D3203 D4867
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2002
D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2002
T11 T27 T84 T85 T176 T248 T255 T304 - C117 C127 C128 C136 C566 C702 C1252 D2419

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

N3 W23650 Badinger Road
Waukesha, Wisconsin  53187

Testing Engineers & Consultants
Troy, Michigan
Contact: Sharon Martinez (248) 588-6200Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1993
T30 T164 T166 T209 T245 T269 - D1559 D2041 D2172 D2726 D3203 D3666 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1999
 T310 - D2922 D3017 D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1992
T11 T19 T21 T27 T37 T84 T85 T96 T104 T112 T113 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C131 C136 C142 
C566 C702 C1252 D546 D3666 D4791 D5821

1333 Rochester Road
Troy, Michigan  48083

Thompson-McCully Oil Company
Monroe, Michigan
Contact: Brent Croy (734) 241-9189Phone:

11/1/1999
R28 T49 T50 T51 T228 T240 T313 T315 T316 - D5 D70 D113 D139 D2872 D4402 D6521 D6648

2/15/2002
T59/D244 (Residue by Distillation, Residue by Evaporation, Saybolt Viscosity, Demulsibility, Settlement, Storage Stability)

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P.O. Box 1904
Monroe, Michigan  48161

-97II
Dates shown for each field indicate the date of inital accreditation.
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TolTest, Inc.
Plymouth, Michigan
Contact: Jeffrey S. Elliott (734) 455-8600Phone:

Accreditation for T88, T89, T90, T99, T100, D422, D698, D854, 
and D4318 has been suspended.
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2001
T30 T164 T166 T209 T245 T269 T312 - D1559 D2041 D2172 D2726 D3203 D3666 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2001
T87 T88 T89 T90 T99 T100 T146 T180 T208 T265 T310 - D421 D422 D698 D854 D1140 D1557 D2166 D2216 D2217 D2487 D2488 
D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2001
T11 T27 T84 T85 T248 T255 - C117 C127 C128 C136 C566 C702

44265 Plymouth Oaks Blvd.
Plymouth, Michigan  48170

Minnesota
American Engineering Testing, Inc.
St. Paul, Minnesota
Contact: David G. Wirth (651) 659-1373Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1997
C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 C1077

6/15/1997
C31 C39 C78 C138 C143 C172 C173 C231 C617 C1064 C1077

550 Cleveland Avenue North
St. Paul, Minnesota  55114

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Braun Intertec Corporation
Minneapolis, Minnesota
Contact: Thorlief D. Stangebye (952) 995-2000Phone:

3/15/1990
T49 T202 - D5 D2171 D3666
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1990
T30 T164 T166 T170 T209 T245 T269 T275 - D1188 D1559 D1856 D2041 D2172 D2726 D3203 D3666 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1990
T87 T88 T89 T90 T99 T100 T146 T176 T180 T190 T193 T208 T215 T216 T265 T296 T297 - D421 D422 D698 D854 D1140 D1557 
D1883 D2166 D2216 D2217 D2419 D2434 D2435 D2487 D2844 D2850 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1990
T11 T19 T21 T27 T84 T85 T96 T104 T112 T113 T176 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C131 C136 C142 
C566 C702 C1077 C1252 D2419 D3666 D4791

3/15/1990
T22 T23 T24 T97 T119 T121 T126 T141 T152 T196 T231 - C31 C39 C42 C78 C138 C143 C172 C173 C192 C231 C617 C1064 
C1077 C1231

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

11001 Hampshire Avenue South
Minneapolis, Minnesota  55438

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Koch Materials Company
Inver Grove Heights, Minnesota
Contact: Dale Bohn (651) 480-3867Phone:

6/15/1999
R28 T44 T48 T49 T50 T51 T53 T78 T79 T179 T201 T202 T228 T240 T295 T313 T315 T316 - D5 D36 D70 D92 D113 D139 D243 
D402 D1754 D2042 D2170 D2171 D2872 D3142 D3143 D3666 D4402 D6521

6/15/1999
T59/D244 (Residue by Distillation, Residue by Evaporation,  Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Cement 
Mixing, Sieve Test, Storage Stability) D3666

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P.O. Box 64596
St. Paul, Minnesota  55164-0596

-98II
Dates shown for each field indicate the date of inital accreditation.
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Minnesota Dept. of Transportation
Baxter, Minnesota
Contact: Sandy Roggenkamp (218) 828-2484Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2002
T30 T166 T209 T245 T269 T308 T312 - D4867
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2002
T11 T27 T84 T85 T104 T113 T176 T248 T304 - D3666 D4791 D5821

1991 Industrial Park Road
Baxter, Minnesota  56425

Minnesota Dept. of Transportation
Bemidji, Minnesota
Contact: Kristi Olson (218) 755-3830Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
T30 T164 T166 T209 T245 T269 T308 T312 - D4867
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
T11 T27 T84 T85 T104 T113 T176 T248 T255 T304 - D4791 D5821

P.O. Box 490
Bemidji, Minnesota  56619

Minnesota Dept. of Transportation
Detroit Lakes, Minnesota
Contact: Brad Hanson (218) 846-0760Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2002
T30 T166 T209 T245 T269 T308 T312 - D4867
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2002
T11 T27 T84 T85 T113 T248 T255 T304 - C88

1000 Highway 10 West
Detroit Lakes, Minnesota  56501

Minnesota Dept. of Transportation
Duluth, Minnesota
Contact: Kathy Ninefeldt (218) 723-4960Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
T30 T166 T209 T245 T269 T308 T312 - D4867

1123 Mesaba Avenue
Duluth, Minnesota  55811

Minnesota Dept. of Transportation
Mankato, Minnesota
Contact: Allan C. Mueller (507) 389-6953Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2002
T30 T166 T209 T245 T269 T308 T312  - D4867
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
T11 T27 T84 T85 T104 T113 T248 T304

501 South Victory Drive
Mankato, Minnesota  56002

-99II
Dates shown for each field indicate the date of inital accreditation.
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Minnesota Dept. of Transportation
Maplewood, Minnesota
Contact: Jim Kochsiek (651) 779-5534Phone:

10/1/1998
R28 T44 T48 T49 T50 T78 T240 T313 T315 T316

10/1/1998
T59 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Sieve Test)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1998
T30 T110 T164 T166 T209 T245 T269 T308 T312 - D4867 D5404
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1999
T87 T88 T89 T90 T99 T100 T176 T180 T190 T208 T215 T216 T236 T265 T296 - D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1999
T11 T19 T21 T27 T84 T85 T96 T104 T113 T248 T255 T304 - D4791 D5821

8/15/2000
T22 T23 (Standard Curing) (Cylinders) T24 T148 - C31 (Final Curing) (Cylinders) C39 C42 C174 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2000

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2000

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T154 T162 T192 - C109 C151 C185 C187 C191 C204 C266 C305 C430 C1222

T105/C114 Atomic Absorption (silicon dioxide, aluminum oxide, ferric oxide, calcium oxide, magnesium oxide, sodium oxide, 
potassium oxide) C1222

Materials & Road  Research Lab
1400 Gervais Avenue
Maplewood, Minnesota  55109

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Minnesota Dept. of Transportation
Rochester, Minnesota
Contact: Michael J. Rief (507) 285-7383Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2000
T30 T164 T166 T209 T245 T269 T308 T312  -  D4867
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2000
T99 T176 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2000
T11 T27 T84 T85 T96 T104 T113 T176 T248 T255 T304

District 6 - Materials Lab
2900 48th Street, NW
Rochester, Minnesota  55901-5848

Minnesota Dept. of Transportation
Willmar, Minnesota
Contact: Gary L. Kaelke (320) 214-3747Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/2002
T30 T166 T209 T245 T269 T308 T312 - D4867
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/2002
T11 T27 T84 T85 T113 T176 T248 T255 T304

P.O. Box 768
2505 Transportation Road
Willmar, Minnesota  56201

MN DOT Metro District
Maplewood, Minnesota
Contact: James L. Ornberg (651) 779-5280Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
T30 T166 T209 T269 T308 T312
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2002
T11 T27 T248 T304

1400 Gervais Avenue
Maplewood, Minnesota  55109

-100II
Dates shown for each field indicate the date of inital accreditation.
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STORK - Twin City Testing Corp.
St. Paul, Minnesota
Contact: Walter Asmus (651) 645-3601Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1998
T30 T164 T166 T209 T245 T269 T283 - D1559 D2041 D2172 D2726 D3203 D4867 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1998
T99 T180 - D421 D422 D698 D854 D1557 D2166 D2216 D2435 D3740 D4318 D5084 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1998
T11 T19 T21 T27 T84 T85 T104 T248 T255 - C29 C40 C88 C117 C123 C127 C128 C136 C566 C702 C1077 D3666 D4791 E329

4/15/1998
T22 T23 T97 T119 T121 T126 T141 T152 T196 T231 T309 - C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C1064 C1077 
C1231 E329

662 Cromwell Avenue
St. Paul, Minnesota  55114

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Mississippi
Burns Cooley Dennis, Inc.
Ridgeland, Mississippi
Contact: Randy Ahlrich (601) 856-9911Phone:

2/5/2003
R28 T48 T49 T201 T202 T228 T240 T313 T315 T316 - D5 D70 D92 D2170 D2171 D2872 D3666 D4402 D6521
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/2001
T30 T164 T166 T209 T245 T269 T283 T308 T312 - D1559 D2041 D2172 D2726 D3203 D3666* D4867 D5404 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2001
T87 T88 T89 T90 T92 T99 T100 T146 T176 T180 T193 T208 T216 T265 T296 T297 T310 - D421 D422 D427 D698 D854 D1140 
D1557 D1883 D2166 D2216 D2217 D2419 D2435 D2487 D2488 D2850 D2922 D3017 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2001
T11 T19 T21 T27 T37 T84 T85 T248 T255 T304 - C29 C117 C127 C128 C136 C566 C702 C1077 C1252 D546 D4791 D5821

9/15/2002
T22 T23 T97 T119 T121 T126 T141 T152 T196 T231 T309 - C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C1064 C1077

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

551 Sunnybrook Road
Ridgeland, Mississippi  39157

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Engineering Testing Services, Inc.
Hattiesburg, Mississippi
Contact: J. L. Puckett (601) 583-3535Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1999
T87 T88 T89 T90 T92 T99 T134 T180 T208 T265 T310  - D421 D422 D427 D558 D698 D1140 D1557 D2166 D2216 D2487 D2488 
D2922 D3017 D4318

100 West Florence Street
Hattiesburg, Mississippi  39403-6301

Ergon Refining, Inc.
Vicksburg, Mississippi
Contact: Jimmy M. Rasco (601) 630-8314Phone:

9/1/1999
R28 T240 T313 T315 -  D70 D92 D2170 D2171 D4402
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

2611 Haining Road
Vicksburg, Mississippi  39183

-101II
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Mississippi Dept. of Transportation
Jackson, Mississippi
Contact: Jimmy W. Brumfield (601) 359-1666Phone:

6/1/1989
T44 T48 T49 T51 T55 T179 T228 T240 T313 T315 T316 - D3289 D3666

6/1/1989
T59 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Cement Mixing, 
Sieve Test, Storage Stability) D3666
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1989
T30 T164 T166 T170 T209 T245 T269 T275 T283 T308 T312 - D3666
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1989
T87 T88 T89 T90 T92 T99 T100 T134 T176 T180 T193 T208 T216 T236 T265 T296 T297 - D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1989
T11 T19 T21 T27 T37 T84 T85 T96 T104 T112 T248 T255 T304 - D4791

6/1/1990
T22 T23 (Cylinders) T119 T121 T126 T141 T152 T196 T309  - C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C1064 
C1077 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1999

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2002

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T162 T192 - C109 C151 C185 C187 C191 C204 C305 C430 C1222

T105/C114 Reference (loss on ignition, insoluble residue) Atomic Absorption (sodium oxide, potassium oxide), X-Ray Fluorescence 
(silicon dioxide, aluminum oxide, ferric oxide, calcium oxide, magnesium oxide, sulfur trioxide, potassium oxide, titanium oxide, 
phosphorus pentoxide, manganic oxide)

Materials Division
P.O. Box 1850
Jackson, Mississippi  39215-1850

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Southland Oil Company
Sandersville, Mississippi
Contact: Harvey Knotts (601) 426-3241Phone:

12/1/1999
R28 T313 T315 - D2872 D4402
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P.O. Drawer A
Sandersville, Mississippi  39477

Missouri
Anderson Engineering, Inc.
Springfield, Missouri
Contact: Steven L. Brady (417) 866-2741Phone:

Accreditation for C88 has been suspended.
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2001
D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 D2217 D2487 D2488 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2001
C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 D4791

730 North Benton Avenue
Springfield, Missouri  65802

-102II
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CRD & Associates, Inc.
St. Louis, Missouri
Contact: Carl W. Rapp (314) 909-9600Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1995
D1074 D1075 D1559 D2041 D2172 D2726 D3203 D3666 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1995
D421 D558 D698 D854 D1140 D1557 D2216 D2217 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1995
C40 C117 C127 C128 C136 C566 C702 C1077

5/15/1995
C31 C39 C78 C138 C143 C172 C231 C617 C1064 C1077

10805 Sunset Office Drive
Suite 415
St. Louis, Missouri  63127

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Geotechnology, Inc.
St. Louis, Missouri
Contact: John A. Baker (314) 241-0525Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1997
T30 T166 T209 T245 T269 T308
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2001
T88 T89 T90 T99 T180 T265 T310 - D422 D698 D1557 D2216 D2487 D2488 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2001
T11 T21 T27 T84 T85 T96 T104 - C40 C88 C117 C123 C127 C128 C131 C136 C142 C227 C566 C702 C1077

3/15/1996
C31 C39 C42 C78 C138 C143 C157 C172 C173 C192 C231 C403 C567 C666 C803 C805 C900 C1064 C1077 C1152

1552 South 7th Street
St. Louis, Missouri  63104

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Lone Star Industries
Cape Girardeau, Missouri
Contact: Mike Harrison (573) 335-5591Phone:

Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2000

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2000
C91 (water retention) C109 C115 C151 C185 C187 C191 C204 C266 C305 C430 C451 C1222

C114 Reference (loss on ignition, insoluble residue) X-Ray Fluorescence (silicon dioxide, aluminum oxide, ferric oxide, calcium 
oxide, magnesium oxide, sulfur trioxide, sodium oxide, potassium oxide, titanium dioxide, phosphorus pentoxide, zinc oxide, 
manganic oxide, chloride) C1222

P.O. Box 520
Cape Girardeau, Missouri  63702-0520

Midwest Testing, Inc.
Bridgeton, Missouri
Contact: David W. Jett (314) 739-2727Phone:

3/1/1998
T22 T23 T97 T119 T121 T141 T152 - C31 C39 C78 C138 C143 C172 C231 C1064 C1231

3377 Hollenberg Drive
Bridgeton, Missouri  63044
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-103II
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Missouri Highways & Transportation Dept.
Jefferson City, Missouri
Contact: Ken Fryer (573) 751-3689Phone:

10/15/1991
R28 T44 T48 T49 T50 T51 T53 T55 T78 T79 T201 T202 T228 T240 T313 T315  - D4402

10/15/1991
T59 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Cement Mixing, 
Sieve Test, Storage Stability)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1991
T30 T164 T165 T166 T167 T170 T209 T245 T269 T275 T283 T287 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1991
T87 T88 T89 T90 T92 T99 T100 T176 T208 T216 T236 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1991
T11 T19 T21 T27 T37 T84 T85 T96 T104 T113 T176 T248 T255 T304 - C127 C128 C1252 D4791

10/15/1991
T22 T23 (Cylinders) T119 T121 T152 T196 T198 T231 - C31 (Cylinders) C39 C138 C143 C173 C231 C496 C617 C642 C1064 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1996

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1996

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T98 T106 T107 T129 T131 T137 T153 T154 T162 T186 T192 - C109 C115 C151 C185 C187 C191 C204 C266 C305 C430 C451 
C1222

T105/C114 Reference (sulfur trioxide, loss on ignition, insoluble residue) Atomic Absorption (silicon dioxide, aluminum oxide, ferric 
oxide, calcium oxide, magnesium oxide, sodium oxide, potassium oxide) ICPS (titanium dioxide, phosphorus pentoxide) C1222

P.O. Box 270
Jefferson City, Missouri  65102

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Palmerton & Parrish, Inc.
Springfield, Missouri
Contact: Fred E. Palmerton (417) 864-6000Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1995
T30 T166 T209 T245 T269 T283 T287 T308 T312 - D1559 D2041 D2726 D3203 D4125 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1996
D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 D2217 D2419 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1995
C29 C40 C88 C117 C123 C127 C128 C131 C136 C142 C566 C702 C1077 C1252 D4791

5/1/1995
C31 C39 C42 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

4166 West Kearney Street
Springfield, Missouri  65803

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

SCI Engineering, Inc.
St. Charles, Missouri
Contact: William J. Guerdan (636) 949-8200Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/2000
D422 D698 D1557 D1883 D2166 D2216 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/2000
C117 C127 C128 C136 C142 C702

3/1/2001
C31 C39 C78 C138 C143 C172 C173 C231 C1064 C1077 C1231

130 Point West Blvd.
St. Charles, Missouri  63301

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .
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Shannon & Wilson, Inc.
Farmington, Missouri
Contact: Mark A. Halbert (573) 518-0022Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
C29 C40 C117 C127 C128 C136 C566 C702 C1077

8/15/2002
C31 (Cylinders) C39 C42 C138 C143 C172 C231 C617 C1064 C1077 C1231

3255 Griffith Road
Farmington, Missouri  63640

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

St. Louis County Highways & Traffic
Maryland Heights, Missouri
Contact: Richard E. Holesinger (314) 615-1175Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2000
T30 T164 T166 T209 T245 T269 T283 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1999
T87 T89 T90 T99 T176 T180 T265 T310
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1999
T19 T37 T96 T104 T112 T113 T304 - C40 C117 C127 C128 C136 C566 C702 C1077 D4791 D5821

3/15/1995
C31 C39 C42 C78 C138 C143 C172 C173 C174 C231 C617 C1064 C1077 C1231

121 South Meramec Avenue
St. Louis, Missouri  63105

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Terracon
St. Louis, Missouri
Contact: Andrew Palmer (314) 692-8811Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2001
T87 T88 T89 T90 T99 T180 T193 T208 T265 T310 - D421 D422 D698 D1557 D1883 D2166 D2216 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2001
T11 T19 T27 T84 T85 T248 T255 - C29 C117 C127 C128 C136 C566 C702

9/1/2001
T22 T23 (Cylinders) T24 T119 T121 T126 T141 T148 T152 T196 T231 T309  - C31 (Cylinders) C39 C42 C138 C143 C172 C173 
C174 C192 C231 C617 C1064 C1077 C1231

2212 Welsch Industrial Court
St. Louis, Missouri  63366

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Trumball Asphalt
St. Louis, Missouri
Contact: Raymond S. Warren (314) 832-7272Phone:

12/15/1998
R28 T240 T313 T315 T316
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

4074 South First Street
St. Louis, Missouri  63118

TSi Engineering, Inc.
St. Louis, Missouri
Contact: Adil M. Imdad (314) 644-3134Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2002
T87 T88 T89 T90 T99 T100 T146 T180 T193 T208 T216 T265 T296 T297 - D421 D422 D698 D1140 D1557 D1883 D2166 D2216 
D2217 D2435 D2487 D2488 D2850 D3740 D4318 D4767
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2002
T11 T27 - C117 C136

5911 Southwest Avenue
St. Louis, Missouri  63139

-105II
Dates shown for each field indicate the date of inital accreditation.
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Montana
Boesh Engineering and Testing
Laurel, Montana
Contact: Nathan P. Boeshans (406) 628-8496Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1994
T30 T164 (Plant Control) T165 T166 T167 T209 T245 T269 T275 T283 T308  - D1074 D1075 D1188 D1559 D2041 D2172 (Plant 
Control)  D2726 D3203 D3666 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2002
T89 T90 T176 - D2419 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2002
T11 T27 T84 T85 T104 T176 T248 T255 T304 - C88 C117 C127 C128 C136 C566 C702 C1252 D2419 D3666 D4791 D5821

1213 Elkhorn Drive
P.O. Box 1235
Laurel, Montana  59044

Cenex Asphalt
Hardin, Montana
Contact: Steven Thaut (406) 665-3988Phone:

12/1/1999
R28 T240 T313 T315 - D4402
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P.O. Box 424
Hardin, Montana  59034

ExxonMobil Refinery Laboratory
Billings, Montana
Contact: Sarah J. Bach (406) 657-5359Phone:

3/1/1999
R28 T240 T313 T315 - D4402
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

700 ExxonMobil Road
Billings, Montana  59101

ISO/IEC 17025 
Accredited

GMT Consultants, Inc.
Missoula, Montana
Contact: William M. Hoffman (406) 721-2182Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2001
T30 T165 T166 T167 T209 T245 T269 T308 - D1074 D1075 D1559 D2041 D2726 D3203 D3666* D5444 D6307

P.O. Box 7847
Missoula, Montana  59807

HKM Engineering, Inc.
Billings, Montana
Contact: Kurt Grabow (406) 869-6375Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1999
T30 T166 T209 T245 T269 T283 T308 T312 - D1559 D2041 D2726  D3203 D3666 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2000
T87 T88 T89 T90 T99 T100 T176 T180 T265 - D421 D422 D698 D1557 D2216 D2419 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2000
T11 T19 T21 T27 T84 T85 T96 T104 T112 T113 T176 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C136 C142 C566 
C702 C1252 D2419 D4791 D5821

P.O. Box 31318
Billings, Montana  59101

-106II
Dates shown for each field indicate the date of inital accreditation.
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Holman Consulting Engineers, LLC
Missoula, Montana
Contact: Chris Holman (406) 543-3100Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2002
T30 T165 T166 T167 T209 T245 T269 T308 - D3666 E329

5/1/2002
C31 C39 C78 C138 C143 C172 C231 C617 C1064 C1077 C1231 E329

2010 South Reserve Street
Missoula, Montana  59801

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Kleinfelder, Inc.
Billings, Montana
Contact: Robert W. Kukes (406) 294-8400Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2002
T87 T89 T90 T99 T100 T146 T176 T180 T265 T310 - D421 D698 D1140 D1557 D2216 D2217 D2419 D2487 D2488 D2922 D3017 
D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2002
T11 T27 T84 T85 T96 T248 T255 - C117 C127 C128 C131 C136 C566 C702 D4791 D5821

350 South Billings Blvd.
Suite 4A
Billings, Montana  59101

Maxim Technologies Inc.
Billings, Montana
Contact: Joey Davidson (406) 248-9161Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
T89 T90 T99 T176 T180 - D698 D1557 D2419 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
T11 T27 T84 T85 T176 T248 T255 - C88 C117 C127 C128 C136 C566 C702 D2419

618 South 25th Street
Billings, Montana  59101

Maxim Technologies, Inc.
Helena, Montana
Contact: Jesse J. Whitford (406) 443-5210Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
T30 T165 T166 T167 T209 T245 T269 T287 T308 - D1074 D1075 D1559 D2041 D2726 D3203 D3666 D4125 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
T89 T90 T99 T176 T193 - D698 D1883 D2419 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
T11 T19 T27 T84 T85 T96 T176 T248 T255 - C29 C88 C117 C127 C128 C131 C136 C566 C702 D2419 D3666 D5821

P.O. Box 4699
Helena, Montana  59604

-107II
Dates shown for each field indicate the date of inital accreditation.
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Montana Dept. of Transportation
Helena, Montana
Contact: R. Scott Barnes (406) 444-6267Phone:

6/15/1997
R28 T48 T49 T51 T78 T201 T202 T228 T240 T313 T315

6/15/1987
T59 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity)

Accreditation of Soil and Aggregate methods has been 
suspended.  Accreditation of Asphalt Cement, Emulsified 
Asphalt, and Hot Mix Asphalt methods has been suspended.

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1987
T30 T166 T209 T245 T269 T283 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1997
T87 T88 T89 T90 T99 T100 T134 T135 T136 T176 T180 T190 T208 T216 T236 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1997
T11 T19 T21 T27 T37 T84 T85 T96 T176 T248 T255 T304 - C88 D4791 D5821

4/1/1998
T22 T23 T97 T119 T121 T126 T196 T198 T231 - C31 C39 C78 C138 C143 C173 C192 C496 C617 C1064
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1998

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1998

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T154 T162 T186 - C109 C151 C185 C187 C191 C204 C266 C305 C451 C1222

T105/C114 Reference (silicon dioxide, aluminum oxide, ferric oxide, calcium oxide, magnesium oxide, sulfur trioxide, loss on ignition, 
sodium oxide, potassium oxide) C1222

2701 Prospect Avenue
Helena, Montana  59620-1001

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Pioneer Oil Company
Billings, Montana
Contact: Blaine M. Mosby (406) 254-7071Phone:

4/1/1999
R28 T48 T51 T240 T313 T315 T316  - D4402
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

1943 Main Street
Billings, Montana  59105

Pioneer Technical Services Laboratory
Helena, Montana
Contact: Todd Lorenzen (406) 457-8252Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/4/2002
T88 T89 T90 T99 T100 T180 T193 T265 - D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/4/2002
T11 T27

201 East Broadway
Helena, Montana  59601

SK Geotechnical Corporation
Billings, Montana
Contact: Greg Staffileno (406) 652-3930Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2000
T89 T90 T99 T100 T180 T265 - D698 D854 D1557 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2000
T11 T27 T85 - C117 C127 C136

P.O. Box 80190
2611 Gabel Road
Billings, Montana  59108

-108II
Dates shown for each field indicate the date of inital accreditation.
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Terracon
Billings, Montana
Contact: Robert B.. Brownell (406) 656-3072Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2000
T30 T165 T166 T167 T209 T245 T269 T308 T312  - D1074 D1075 D1559 D2041 D2726 D3203 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2000
T87 T88 T89 T90 T99 T100 T146 T176 T180 T208 T216 T265 T310 - D421 D422 D698 D854 D1140 D1557 D2166 D2216 D2217 
D2419 D2435 D2487 D2488 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/2002
T11 T19 T27 T84 T85 T112 T113 T248 T255 T304 - C29 C88 C117 C123 C127 C128 C136 C142 C566 C702 C1252 D3666 D4791 
D5821

2110 Overland Avenue
Suite 124
Billings, Montana  59102

Nebraska
Mid-State Engineering & Testing
Kearney, Nebraska
Contact: Kevin H. Christensen (308) 237-0187Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1997
C40 C88 C117 C127 C128 C136 C566 C702 C1077

8/15/1997
C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C1064 C1077

11 East 11th Street
Kearney, Nebraska  68847

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Nebraska Department of Roads
Lincoln, Nebraska
Contact: Mostafa Jamshidi (402) 479-4750Phone:

6/1/1997
R28 T48 T49 T51 T78 T201 T202 T240 T313 T315

6/1/1997
T59 (Residue by Distillation, Saybolt Viscosity)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1997
T30 T164 T166 T170 T209 T245 T269 T283 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1997
T87 T88 T89 T90 T99 T100 T176 T180 T208 T216 T265 T296
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1997
T11 T19 T21 T27 T84 T85 T96 T104 T176 T248 T255 T304 - D4791 D5821

6/1/1997
T22 T23 (Cylinders) T24 T119 T121 T141 T148 T152 T196 T231 - C31 (Cylinders) C39 C42 C138 C143 C172 C173 C174 C231 
C617 C1064 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1997

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1997

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T154 T162 T186 T192 - C109 C151 C185 C187 C191 C204 C266 C305 C430 C451 C1222

T105/C114 Reference (loss on ignition, insoluble residue, free calcium oxide) X-Ray Fluorescence (silicon dioxide, aluminum oxide, 
ferric oxide, calcium oxide, magnesium oxide, sulfur trioxide, sodium oxide, potassium oxide, titanium dioxide, phosphorus 
pentoxide, manganic oxide) C1222

P.O. Box 94759
Lincoln, Nebraska  68509-4759

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Panhandle Geotechnical & Environmental, I
Scottsbluff, Nebraska
Contact: M. C. Schaff (308) 632-6735Phone:

5/15/2001
C31 C39 C78 C138 C143 C172 C231 C617 C1064 C1077 C1231

818 S. Beltline Highway East
Scottsbluff, Nebraska  69361
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-109II
Dates shown for each field indicate the date of inital accreditation.
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Terracon
Omaha, Nebraska
Contact: Steve Bunting (402) 330-2202Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1997
T30 T166 T209 T245 T269 T308 - D1559 D2041 D2726 D3203 D3666 D5444 D6307 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1995
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 D3666 E329

7/1/1995
T119 T121 T141 T148 T152 - C138 C143 C172 C174 C231 C1064

2211 South 156th Circle
Omaha, Nebraska  68130

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Thiele Geotech, Inc.
Omaha, Nebraska
Contact: Michael F. Gerdes (402) 556-2171Phone:

11/15/1993
D70 D92 D2170 D2171 D3666
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1993
T30 T164 T166 T209 T245 T269 T283 T308 T312 - D1559 D2041 D2172 D2726 D3203 D3666 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1993
T87 T88 T89 T90 T99 T100 T176 T180 T208 T216 T265 - D421 D422 D698 D854 D1140 D1557 D2166 D2216 D2419 D2435 D2487 
D2922 D3017 D3740 D4318 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1993
T11 T19 T21 T27 T84 T85 T96 T112 T113 T176 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C131 C136 C142 C566 
C702 C1077 C1252 D2419

5/1/1995
T22 T23 T24 T97 T119 T121 T126 T141 T148 T152 T196 T231 - C31 C39 C42 C78 C138 C143 C172 C173 C174 C192 C231 C617 
C1064 C1077 C1231

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

13478 Chandler Road
Omaha, Nebraska  68138-6174

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Nevada
AMEC Earth and Environmental
Sparks, Nevada
Contact: Joseph Lynn Gourley (775) 331-2375Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1994
T30 T164 T166 T209 T245 T269 T275  -  D1188  D1559 D2041 D2172 D2726 D3203 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1994
D698 D1140 D1557 D2216 D2419 D4318 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1993
C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 C1077

11/15/1993
C31 C39 C78 C138 C143 C172 C173 C192 C617 C1064 C1077

780 Vista Blvd.
Suite 100
Sparks, Nevada  89434

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-110II
Dates shown for each field indicate the date of inital accreditation.
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Aztech Materials Testing, Inc.
Las Vegas, Nevada
Contact: Matthew Pontoni (702) 247-7645Phone:

5/15/2002
T49 T51 T201 T202 - D5 D113 D2170 D2171
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1999
T30 T164 T166 T209 T245 T269 T283 - D1559 D2041 D2172 D2726 D3203 D3666 D4867 D5404 D5444 E329
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1999
T87 T89 T90 T99 T100 T176 T180 T265 - D421 D698 D1140 D1557 D2216 D2419 D2487 D2488 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1999
T11 T19 T21 T27 T84 T85 T96 T104 T112 T113 T176 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C131 C136 C142 
C566 C702  C1252 D3666 D4791

10/1/1999
T22 T23 T97 T119 T121 T126 T141 T152 T177 T231 - C31 C39 C78 C138 C143 C172 C192 C231 C293 C617 C1064 C1077 E329

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

4510 West Hacienda Avenue
Las Vegas, Nevada  89118

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Black Eagle Consulting, Inc.
Reno, Nevada
Contact: Ronald Weber (775) 359-6600Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2000
T30 T166 T209 T245 T269 T275 T308 - D1188 D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2002
T87 T88 T89 T90 T99 T100 T146 T176 T180 T190 T193 T208 T216 T236 T265 T310 - D421 D422 D698 D1140 D1557 D1883 
D2166 D2216 D2217 D2419 D2435 D2487 D2488 D2844 D2922 D3017 D3080 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1999
T11 T19 T21 T27 T84 T85 T104 T112 T176 T248 T255 - C29 C40 C88 C117 C127 C128 C136 C142 C566 C702 C1077 D2419 
D4791 D5821

12/1/1999
T22 T23 (Cylinders) T119 T121 T126 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C617 C1064 
C1077

1345 Capital Blvd.
Suite A
Reno, Nevada  89502-7140

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

City of Las Vegas
Las Vegas, Nevada
Contact: Gary G. Johnson (702) 229-6337Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1997
T30 T166 T209 T245 T269 T275 T308 - D2041 D3203 D3666
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/1995
T87 T89 T90 T99 T100 T146 T176 T180 T190 T265 T310 - D421 D1140 D2216 D2217 D2419 D2487 D2488 D2844 D2922 D3017 
D3740 D4318 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/1995
T11 T19 T21 T27 T37 T84 T85 T96 T176 T248 T255 - C29 C40 C117 C127 C128 C131 C136 C566 C702 C1077 D546 D2419 
D3666 E329

8/1/1996
T22 T23 (Cylinders) T119 T121 T126 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C617 C1064 
C1077

Offsite Inspection and Testing
3001 Ronemus Drive
Las Vegas, Nevada  89128

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-111II
Dates shown for each field indicate the date of inital accreditation.
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Converse Consultants
Las Vegas, Nevada
Contact: Algirdas G. Leskys (702) 269-8336Phone:

Accreditation for T104 and C88 has been suspended.
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/1990
T30 T164 T166 T209 T245 T269 T275 - D1188 D1559 D2041 D2172 D2726 D3203 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1991
T87 T88 T89 T90 T99 T100 T134 T135 T176 T180 T190 T216 T236 T265 T310 - D421 D422 D558 D559 D698 D854 D1140 D1557 
D2216 D2419 D2435 D2487 D2488 D2844 D2922 D3017 D3080 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/1990
T11 T19 T21 T27 T84 T85 T96 T104 T112 T176 T248 T255 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 C1077 
D2419

9/15/1990
T22 T23 T24 T97 T119 T121 T126 T141 T152 T196 T231 - C31 C39 C42 C78 C138 C143 C172 C173 C192 C231 C617 C1064 
C1077 C1231

731 Pilot Road
Suite H
Las Vegas, Nevada  89119

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Converse Consultants
Reno, Nevada
Contact: Kent Seegmiller (775) 856-3833Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2001
T89 T90 T99 T180 T265 - D698 D1140 D1557 D2216 D2487 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2001
T11 T19 T21 T27 T84 T85 - C29 C40 C117 C127 C128 C136

7/15/2002
T22 T23 (Cylinders) T119 T121 T126 T141 T196 T231 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C192 C617 C1064 C1077

4840 Mill Street
Suite 5
Reno, Nevada  89502

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

CTE Nevada, Inc.
Henderson, Nevada
Contact: Douglass Johnston (760) 746-4955Phone:

Accreditation for T96 and C131 has been suspended.
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1995
T30 T164 T166 T245 T269 - D3666
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1995
T87 T89 T90 T99 T180 T265 T310 - D421 D698 D1557 D2216 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1995
T11 T19 T27 T84 T85 T96 T248 T255 - C29 C117 C127 C128 C131 C136 C566 C702

9/15/2002
C138 C143 C172 C173 C231 C617 C1064

2414 Vineyard Avenue
Escondido, California  92029

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-112II
Dates shown for each field indicate the date of inital accreditation.
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Earth Science Consultants
Sparks, Nevada
Contact: John S. Boni (775) 359-0750Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2000
T308 - D1559 D2041 D2726 D3203 D3666 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2000
D698 D1557 D2844 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2000
C40 C117 C127 C128 C136 C566 C702 D3666

10/15/2000
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064

1242 Glendale Avenue
Sparks, Nevada  89431

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Geotechnical & Environmental Services, In
Las Vegas, Nevada
Contact: Gregory P. DeSart (702) 365-1001Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1995
T30 T164 T166 T209 T245 T269 T275 - D1188 D1559 D2041 D2172 D2726 D3203 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1995
T87 T88 T89 T90 T99 T100 T146 T176 T180 T190 T208 T216 T265 T310 - D421 D422 D698 D854 D1140 D1557 D2166 D2216 
D2217 D2419 D2435 D2487 D2488 D2844 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1995
T11 T19 T21 T27 T37 T84 T85 T104 T112 T113 T176 T248 T255 - C29 C40 C88 C117 C123 C127 C128 C136 C142 C566 C702 
C1077 D546 D2419 D3666 D5821

7/1/1995
T22 T23 (Cylinders) T119 T121 T141 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C617 C1064 C1077 C1231

7150 Placid Street
Las Vegas, Nevada  89119

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

GeoTek, Inc.
Las Vegas, Nevada
Contact: David Goldstein (702) 897-1424Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2001
T30 T164 T166 T209 T245 T269 - D1559 D2041 D2172 D2726 D3203 D3666 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2001
T87 T88 T89 T90 T99 T100 T146 T180 T190 T193 T216 T265 - D421 D422 D698 D854 D1140 D1557 D1883 D2216 D2217 D2435 
D2844 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2001
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

1/15/2001
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 
C1231

6835 South Escondido Street
Suite A
Las Vegas, Nevada  89119

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Granite Construction Company
Lockwood, Nevada
Contact: John C. Elkins (775) 352-2932Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1998
T30 T166 T209 T245 T269 T283 T308 - D1559 D2041 D2726 D3203 D3666 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1998
T87 T89 T90 T99 T176 T180 T265 - D421 D698 D1557 D2216 D2419 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1998
T11 T19 T27 T84 T85 T96 T104 T112 T176 T210 T248 T255 T304 - C29 C88 C117 C127 C128 C131 C136 C142 C566 C702 
C1252 D2419 D3666 D3744 D4791

P.O. Box 2087
Sparks, Nevada  89432

-113II
Dates shown for each field indicate the date of inital accreditation.
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Harding ESE
Las Vegas, Nevada
Contact: Chris Slack (702) 251-5449Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1999
T30 T164 T166 T209 T245 T269 T283 - D1559 D2041 D2172 D2726 D3203 D4867 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1999
T87 T88 T89 T90 T99 T100 T146 T176 T180 T190 T265 T310  - D421 D422 D698 D1140 D1557 D2216 D2217 D2419 D2487 
D2488 D2844 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1999
T11 T19 T21 T27 T37 T84 T85 T96 T104 T112 T176 T248 T255 T304 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 
C702 C1077 C1252 D546 D2419 D4791 D5821 E329

10/1/1999
T22 T23 T24 T97 T119 T121 T141 T152 T196 T231 - C31 C39 C42 C78 C138 C143 C172 C173 C231 C617 C805 C1064 C1077 
C1231 E329

5145 South Arville Street
Suite A
Las Vegas, Nevada  89118

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Harding ESE
Reno, Nevada
Contact: Dan Larsen (775) 329-6123Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1995
T30 T164 T166 T209 T245 T246 (Stability) T247 T269 T275 T283 T308 - D1188 D1559 D1560 (Stability) D1561 D2041 D2172 
D2726 D3203 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1996
T87 T88 T89 T90 T99 T100 T176 T180 T190 T193 T265 - D421 D422 D698 D1140 D1557 D1883 D2216 D2419 D2844 D3740 
D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1995
T11 T21 T27 T84 T85 T96 T104 T112 T176 T248 T255 - C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 C1077 D2419

1/1/1995
T22 T23 (Cylinders) T119 T121 T126 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C617 C1064 
C1077

961 Matley Lane
Suite 110
Reno, Nevada  89502

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

J. A.  Cesare and Associates, Inc.
Henderson, Nevada
Contact: Jon S. Nestor (702) 564-3331Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1998
T30 T164 T166 T209 T245 T269 T275 T308 - D1188 D1559 D2041 D2172 D2726 D3203 D3666 D5444 D6307 E329
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1996
T87 T88 T89 T90 T99 T100 T134 T146 T176 T180 T216 T265 T310 - D421 D422 D558 D698 D854 D1140 D1557 D2216 D2217 
D2419 D2435 D2487 D2488 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1995
T11 T19 T21 T27 T37 T84 T85 T104 T112 T113 T176 T210 T248 T255 - C29 C40 C88 C117 C123 C127 C128 C136 C142 C566 
C702 C1077 D546  D2419 D3666 D3744 D4791 D5821

10/1/1995
C31 C39 C42 C78 C138 C143 C172 C173 C192 C231 C617 C1064 C1077

671 Professional Avenue
Suite 504
Henderson, Nevada  89015

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-114II
Dates shown for each field indicate the date of inital accreditation.
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K. P. Testing Services
Elko, Nevada
Contact: Kevin Eugelmeier (775) 934-3945Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2001
T30 T166 T209 T245 T269 T308 - D1559 D2041 D2726 D3203 D3666* D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2002
D422 D698 D854 D1140 D1557 D2216 D2487 D2922 D3017 D3666 D3740 D4318 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/2001
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077 D3666

12/1/2001
T22 T23 T97 T119 T121 T126 T141 T152 T231 T309 - C31 C39 C78 C138 C143 C172 C192 C231 C617 C1064 C1077 C1231

249 Third Street
Elko, Nevada  89801

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Kleinfelder, Inc.
Las Vegas, Nevada
Contact: Richard E. Van Horn (702) 736-2936Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1990
T30 T164 T166 T209 T245 T246 (Stability) T247 T269 T275 T283 T287 T308  - D1188 D1559 D1560 (Stability) D1561 D2041 
D2172 D2726 D3203 D4125 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1992
T87 T88 T89 T90 T99 T100 T134 T135 T136 T146 T176 T180 T190 T193 T265 T310 - D421 D422 D558 D559 D560 D698 D1140 
D1557 D1883 D2216 D2217 D2419 D2487 D2488 D2844 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1990
T11 T19 T21 T27 T37 T84 T85 T96 T112 T113 T176 T210 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C131 C136 
C142 C566 C702 C1077 C1252 D546 D2419 D3666 D3744 D4791 D5821

3/1/1991
T22 T23 T24 T97 T119 T121 T126 T141 T148 T152 T196 T231 - C31 C39 C42 C78 C138 C143 C157 C172 C173 C174 C192 C231 
C469 C617 C1064 C1231

6380 South Polaris Avenue
Las Vegas, Nevada  89118-3821

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Kleinfelder, Inc.
Reno, Nevada
Contact: Elaine Freeman (775) 689-7800Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1994
T30 T164 T166 T209 T245 T246 T247 T269 T275 T283 T308  -  D1188 D1559 D1560 (Stability) D1561 D2041 D2172 D2726 D3203 
D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1994
T87 T88 T89 T90 T99 T100 T176 T180 T190 T193 T236 T265 - D421 D422 D698 D854 D1140 D1557 D1883 D2216 D2419 D2844 
D3080 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1994
T11 T19 T21 T27 T84 T85 T96 T104 T112 T176 T248 T255 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C535 C566 C702 
C1077 D2419 D3666 D3744 D4791 D5821

4/15/1994
T22 T23 T97 T119 T121 T126 T141 T152 T196 T231 - C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C1064 C1077 C1231

4875 Longley Lane
Suite 100
Reno, Nevada  89502

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-115II
Dates shown for each field indicate the date of inital accreditation.
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Las Vegas Paving Corporation
North Las Vegas, Nevada
Contact: Corey Newcome (702) 251-5800Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1999
T30 T166 T209 T245 T269 T283 T308 - D1559 D2041 D2726 D3203 D3666 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2000
T89 T90 T99 T176 T180 T265 T310  - D698 D1557 D2216 D2419 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2000
T11 T19 T21 T27 T84 T85 T112 T113 T176 T210 T248 T255 T304 - C29 C40 C117 C123 C127 C128 C136 C142 C566 C702 
C1077 C1252 D2419 D3666 D3744 D4791 D5821

7/15/2002
T23 (Cylinders) T119 T121 T141 T152 T309 - C31 (Cylinders) C138 C143 C172 C231 C1064

4420 South Decatur Blvd.
Las Vegas, Nevada  89103

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Lumos and Associates, Inc.
Carson City, Nevada
Contact: Aaron West (775) 883-7077Phone:

Accreditation for T176 and D2419 has been suspended.
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2000
T89 T90 T99 T176 T180 T265 - D698 D1140 D1557 D2216 D2419 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2000
T11 T27 T176 T248 T255 - C117 C136 C566 C702 D2419 D5821

800 East College Parkway
Carson City, Nevada  89706

Lumos and Associates, Inc.
Reno, Nevada
Contact: Kerrie Koski (775) 827-6111Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2000
D1559 D2041 D2726 D3203 D3666 D5444 D6307

5401 Longley Lane
Suite 15
Reno, Nevada  89511

Materials Testing Corporation
Las Vegas, Nevada
Contact: Daniel C. Thorne (702) 367-0100Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2000
C40 C117 C127 C128 C136 C566 C702 C1077

8/15/2000
C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C617 C1064 C1077

4150 West Pioneer Avenue
Suite A
Las Vegas, Nevada  89102

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Nevada Cement Company
Fernley, Nevada
Contact: Harold Legate (775) 575-2281Phone:

Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1997

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1997
C109 C151 C185 C187 C191 C204 C266 C305 C430 C451 C1222

C114 Reference (loss on ignition, insoluble residue) X-Ray Fluorescence (silicon dioxide, aluminum oxide, ferric oxide, calcium 
oxide, magnesium oxide, sulfur trioxide, sodium oxide, potassium oxide, titanium dioxide) C1222

P.O. Box  840
Fernley, Nevada  89408

-116II
Dates shown for each field indicate the date of inital accreditation.
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Nevada Department of Transportation
Carson City, Nevada
Contact: Dean C. Weitzel (775) 888-7520Phone:

2/1/1992
R28 T44 T48 T49 T51 T53 T55 T78 T79 T201 T202 T228 T240 T295 T313 T315 T316

2/1/1992
T59 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Cement Mixing, 
Sieve Test, Storage Stability)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1992
T30 T164 T166 T170 T209 T246 (Stability) T247 T269 T283 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1992
T87 T88 T89 T90 T99 T100 T176 T180 T190 T216 T236 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1992
T11 T19 T21 T27 T84 T85 T96 T104 T112 T113 T176 T248 T255 T304 - C40 C117 C127 C128 C136 C566 C702 C1077 D4791

2/1/1992
T22 T23 (Cylinders) T24 T119 T121 T126 T141 T148 T177 T196 T231 - C31 (Cylinders) C39 C42 C138 C143 C172 C173 C174 
C192 C227 C289 C293 C360 C617 C642 C805 C1064 C1077
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1996

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1996

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T154 T162 T186 T192 - C109 C151 C185 C187 C191 C204 C266 C305 C430 C451 C1222

T105/C114 Reference (silicon dioxide, aluminum oxide, ferric oxide, magnesium oxide, sulfur trioxide, sodium oxide, potassium 
oxide) Other Methods (loss on ignition, insoluble residue) C1222

Materials Division
1263 South Stewart Street
Carson City, Nevada  89712

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Nevada Dept. of Transportation
Las Vegas, Nevada
Contact: Dean C. Weitzel (775) 888-7520Phone:

9/1/1999
R28 T44 T48 T49 T51 T53 T55 T78 T79 T201 T202 T228 T240 T295 T313 T315 T316

9/1/1999
T59 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Cement Mixing, 
Sieve Test, Storage Stability)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1999
T30 T166 T209 T246 (Stability) T247 T269 T283 T308
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2002
T176 - D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2002
T11 T19 T21 T27 T84 T85 T96 T104 T112 T176 T248 T255 - C117 C136 C702

8/1/1999
C31 (Cylinders) C39 C42 C138 C143 C172 C173 C174 C192 C293 C617 C642 C1064 C1077
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1999

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

C109 C151 C185 C187 C191 C204 C266 C305 C430 C451 C1222

1263 South Stewart St.
Carson City, Nevada  89712

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-117II
Dates shown for each field indicate the date of inital accreditation.
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Ninyo & Moore
Las Vegas, Nevada
Contact: Brad L. Olsen (702) 433-0330Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1998
T30 T166 T209 T245 T269 T308 - D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1998
T87 T88 T89 T90 T99 T100 T180 T265 - D421 D422 D698 D854 D1557 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1998
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

4/15/1998
T22 T23 (Cylinders) T119 T121 T126 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C617 C1064 
C1077 C1231

3155 East Patrick Lane
Suite 12
Las Vegas, Nevada  89120

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Owens Geotechnical, Inc.
Las Vegas, Nevada
Contact: Troy B. Bandy (702) 873-3478Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2002
T87 T265 - D421 D1140 D1557 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2002
T19 - C29 C40 C117 C127 C128 C136 C566 C702 C1077 E329

5/1/2002
C31 (Cylinders) C39 C138 C143 C172 C713 C192 C231 C617 C1064 C1077 C1231 E329

4480 West Hacienda
Suite 104
Las Vegas, Nevada  89118

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Pentacore Materials Testing Laboratory
Las Vegas, Nevada
Contact: Ruben Montellano (702) 258-0115Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1999
T30 T166 T209 T269 T287 T308
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1999
T89 T90 T99 T176 T180 T265 T310
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1999
T11 T19 T27 T84 T85 T248 T255 - C29 C117 C127 C128 C136 C566 C702

10/1/1999
T23 (Cylinders) T119 T121 T141 T152 T196 - C31 (Cylinders) C138 C143 C172 C173 C231 C1064

6763 West Charleston
Las Vegas, Nevada  89146

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Pezonella Associates, Inc.
Reno, Nevada
Contact: Raymond M. Pezonella (775) 856-5566Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1995
T245 T275 - D1559 D2041 D2172 D2726 D3203 D3666* D5444
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1990
T11 T19 T21 T27 T84 T85 T248 T255 - C29 C40 C117 C127 C128 C136 C566 C702 C1077

11/15/1990
T22 T23 (Cylinders) T119 T121 T126 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C617 C1064 
C1077

520 Edison Way
Reno, Nevada  89502

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-118II
Dates shown for each field indicate the date of inital accreditation.
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Stantec Consulting Inc.
Las Vegas, Nevada
Contact: Ruben Montellano (702) 258-0115Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1997
T30 T164 T166 T209 T245 T269 T275 - D1559 D2041 D2172 D2726 D3203 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/2000
T87 T89 T90 T99 T100 T176 T180 T265 T310 - D421 D698 D1140 D1557 D2216 D2419 D2487 D2488 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1995
T11 T19 T21 T27 T84 T85 T104 T112 T248 T255 - C29 C40 C88 C117 C127 C128 C136 C142 C566 C702 C1077

3/15/1995
T22 T23 T24 T97 T119 T121 T126 T141 T152 T196 T231 - C31 C39 C42 C78 C138 C143 C172 C173 C192 C231 C617 C1064 
C1077 C1231

7251  West Charleston Blvd.
Las Vegas, Nevada  89117

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Stantec Consulting Inc.
Reno, Nevada
Contact: Arthur J. Sperber (775) 850-0777Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1997
T30 T164 T166 T209 T245 T269 T275 T287 T308 - D1188 D1559 D2041 D2172 D2726 D3203 D3666 D6307 D4125 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1997
T87 T88 T89 T90 T99 T100 T146 T176 T180 T265 - D421 D422 D698 D854 D1140 D1557 D2216 D2217 D2419 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/1993
T11 T21 T27 T84 T85 T96 T104 T248 T255 - C40 C88 C117 C127 C128 C131 C136 C566 C702 C1077 D3666

2/15/1993
T22 T23 T97 T119 T121 T126 T141 T152 T196 T231 - C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C1064 C1077

6980 Sierra Center Parkway
Suite 100
Reno, Nevada  89511

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Summit Engineering Corporation
Las Vegas, Nevada
Contact: Michael P. Hawe (702) 252-3236Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2002
T89 T90 T99 T100 T180 T265 - D698 D1140 D1557 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2002
T11 T27 T84 T85 T248 - C117 C127 C128 C136 C702

1421 Sunset Road #17
Las Vegas, Nevada  89119

Summit Engineering Corporation
Reno, Nevada
Contact: Kirk L. Dixon (775) 747-8550Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1992
T30 T166 T209 T245 T269 T308 - D1559 D2041 D2726 D3203 D3666* D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1992
D698 D1557 D2216 D2419 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1992
C40 C117 C127 C128 C136 C566 C702 C1077

4/15/1992
C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C1064 C1077

5405 Mae Anne Avenue
Reno, Nevada  89523

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-119II
Dates shown for each field indicate the date of inital accreditation.
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T. N. and Associates, Inc.
Minden, Nevada
Contact: Collette Teuscher (775) 267-0566Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/2001
T30 T166 T209 T245 T269 T308 - D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2000
T87 T88 T89 T90 T99 T100 T176 T180 T193 T208 T265 - D421 D422 D698 D1557 D1883 D2166 D2216 D2419 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2000
T27 T84 T85 T248 T255 - C127 C128 C136 C566 C702 D5821

10/1/2000
T22 T23 (Cylinders) T119  T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064

1167 Annie Court
Unit B
Minden, Nevada  89423

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Terracon
Las Vegas, Nevada
Contact: Dan Hogan (702) 597-9393Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1995
T30 T164 T166 T209 T245 T246 (Stability) T247 T269 T275 - D1559 D1560 (Stability) D1561 D2041 D2172 D2726 D3203 D3666 
D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1995
T87 T88 T89 T90 T99 T100 T146 T176 T180 T190 T265 - D421 D422 D698 D1140 D1557 D2216 D2217 D2419 D2844 D3740 
D4318 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1995
T11 T19 T21 T27 T84 T85 T96 T112 T176 T248 T255 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 C1077 D2419 
D3666 D5821 E329

1/1/1995
T22 T23 (Cylinders) T119 T121 T126 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C617 C1064 
C1077 C1231 E329

4343 Polaris Avenue
Las Vegas, Nevada  89103

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Western Technologies Inc.
Las Vegas, Nevada
Contact: Neil Johnson (702) 798-8050Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1989
T30 T164 T166 T209 T245 T246 (Stability) T269 T283 T287 T308 - D1188 D1559 D1560 (Stability) D2041 D2172 D2726 D3203 
D4125 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1989
T87 T88 T89 T90 T99 T100 T146 T176 T180 T190 T216 T265 T310  - D421 D422 D698 D854 D1140 D1557 D2216 D2217 D2419 
D2435 D2487 D2488 D2844 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1989
T11 T19 T21 T27 T37 T84 T85 T96 T112 T113 T176 T210 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C131 C136 
C142 C566 C702 C1077 C1252 D546 D2419 D3666 D3744 D4791 D5821

8/1/1995
T22 T23 T24 T97 T119 T121 T126 T141 T152 T177 T196 T198 T231 - C31 C39 C42 C78 C138 C143 C172 C173 C192 C231 C293 
C496 C567 C617 C642 C805 C873 C1064 C1077 C1231

3611 West Tompkins Avenue
Las Vegas, Nevada  89103

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-120II
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New Hampshire
John Turner Consulting, Inc.
Dover, New Hampshire
Contact: John Turner (603) 749-1841Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2002
C40 C117 C127 C128 C136 C566 C702 C1077

4/15/2002
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

818 Central Avenue
Dover, New Hampshire  03820

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Miller Engineering & Testing, Inc.
Manchester, New Hampshire
Contact: Frank K. Miller (603) 668-6016Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2000
C40 C117 C127 C128 C131 C136 C566 C702 C1077 E329

11/1/2000
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 E329

100 Sheffield Road
Manchester, New Hampshire  03103

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Pike Industries, Inc.
Belmont, New Hampshire
Contact: Jeffrey Pochily (603) 527-5106Phone:

10/15/2000
T49 T315 - D5 D4402
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2000
T30 T164 T166 T170 T209 T245 T269 T283 T312 - D1559 D1856 D2041 D2172 D2726 D3203 D3666 D4867 D5444
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2001
T11 T27 T37 T84 T85 T96 T104 T176 T248 T255 T304  - C88 C117 C127 C128 C131 C136 C566 C702 C1252 D546 D2419 D4791 
D5821

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

3 Eastgate Park Road
Belmont, New Hampshire  03220

State of New Hampshire DOT
Concord, New Hampshire
Contact: Alan D. Perkins (603) 271-3151Phone:

10/1/1998
R28 T240 T313 T315 T316
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1998
T30 T164 T166 T209 T269 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1998
T87 T99 T180 T265 T310
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1998
T11 T19 T21 T27 T84 T85 T96 T248 T255

10/1/1998
T119 T121 T141 T152 T196 T309

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P.O. Box 483
11 Stickney Avenue
Concord, New Hampshire  03302-0483

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-121II
Dates shown for each field indicate the date of inital accreditation.
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New Jersey
ANS Consultants, Inc.
South Plainfield, New Jersey
Contact: Atul Shah (908) 754-8383Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1996
T30 T164 T166 T209 T245 T269 - D1559 D2041 D2172 D2726 D3203 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1996
T87 T88 T89 T90 T99 T100 T146 T176 T180 T193 T265 T310  - D421 D422 D698 D1140 D1557 D1883 D2216 D2217 D2419 
D2487 D2488 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1996
T11 T19 T21 T27 T84 T85 T96 T104 T176 T248 T255 - C29 C40 C88 C117 C127 C128 C131 C136 C566 C702 C1077 D2419 E329

3/15/1996
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 T309  - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 
C1077 C1231 E329

4405 South Clinton Avenue
South Plainfield, New Jersey  07080-1213

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Ava Shypula Consulting, Inc.
Springfield, New Jersey
Contact: Robert Drollinger (973) 467-4645Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/2001
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

12/1/2001
T22 T23 T24 T97 T119 T121 T126 T141 T152 T196 T231 T309 - C31 C39 C42 C78 C138 C143 C172 C173 C192 C231 C617 
C1064 C1077 C1231

24 Commerce Street
Springfield, New Jersey  07081

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Certified Testing Laboratories
Bordentown, New Jersey
Contact: Terry J. Kifer (609) 298-3255Phone:

6/15/1997
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 T309  - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 
C1077

155 U.S. Route 130
Bordentown, New Jersey  08505
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Chevron Products Company
Perth Amboy, New Jersey
Contact: Horace Walker (732) 738-2132Phone:

11/15/1995
R28 T44 T48 T49 T51 T53 T201 T202 T228 T240 T313 T315 T316
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

1200 State Street
Perth Amboy, New Jersey  08861

CITGO Asphalt Refining Company
Paulsboro, New Jersey
Contact: C. Douglas Brown (856) 224-7401Phone:

9/1/1994
T48 T49 T179 T201 T202 T228 T240 R28 T313 T315 T316

Accreditation for T313 and T316 has been suspended.
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

4 Paradise Road
Paulsboro, New Jersey  08066

-122II
Dates shown for each field indicate the date of inital accreditation.
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Craig Testing Laboratories, Inc.
Mays Landing, New Jersey
Contact: Michael W. Cannan (609) 625-1700Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1991
T30 T164 T166 T209 T269 T308
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/4/2002
T87 T88 T89 T90 T99 T100 T176 T180 T193 T208 T216 T265 T296 T297 T310 - D421 D422 D698 D854 D1140 D1557 D1883 
D2166 D2216 D2419 D2435 D2487 D2488 D2850 D2922 D3017 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
T19 T37 T96 - C29 C40 C117 C127 C128 C131 C136 C566 C702 C1077 D546 D4791 D5821

7/15/2002
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

5439 Harding Highway
P.O. Box 427
Mays Landing, New Jersey  08330

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

ExxonMobil Research & Engineering Comp
Paulsboro, New Jersey
Contact: Paul Cigala (856) 224-3422Phone:

8/1/1999
R28 T49 T53 T201 T202 T228 T240 T313 T315 - D4402
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

600 Billingsport Road
P.O. Box 480
Paulsboro, New Jersey  08066-0480

Frank H. Lehr Associates
East Orange, New Jersey
Contact: Michael J. Sullivan (973) 673-2520Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2000
T30 T166 T209 T269 - D2041 D2726 D3203 D3666 D5444

101 South Harrison Street
East Orange, New Jersey  07018-1799

French & Parrello Associates, P.A.
Holmdel, New Jersey
Contact: David I. Calnan (732) 888-7700Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2002
D421 D422 D698 D854 D1557 D2166 D2216 D2435 D3740 D4318 D5084

670 North Beers Street
Building 3
Holmdel, New Jersey  07733

Golder Associates, Inc.
Cherry Hill, New Jersey
Contact: Robert Wilkinson (856) 616-8166Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1999
D422 D698 D2850 D4318 D5084

1951 Old Cuthbert Road
Suite 301
Cherry Hill, New Jersey  08034

-123II
Dates shown for each field indicate the date of inital accreditation.
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KEY-TECH
Keyport, New Jersey
Contact: William Boehler (732) 888-8308Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1990
T30 T166 T209 T269 T308 - D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2000
T87 T88 T89 T90 T99 T100 T180 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1990
T11 T27 T84 T85 T255

12/1/1990
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T309  - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064

210 Maple Place
Keyport, New Jersey  07735

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Lippincott & Jacobs Consulting Engineers
Riverside, New Jersey
Contact: William J. Carty (856) 461-1100Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2001
D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2001
D421 D422 D698 D854 D1140 D1557 D1883 D2216 D2217 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1997
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

4/15/1997
T22 T23 (Cylinders) T24 T119 T121 T141 T152 T196 T231 T309 - C31 (Cylinders) C39 C42 C138 C143 C172 C173 C231 C617 
C1064 C1077 C1231

One Pavilion Avenue
P.O. Box 354
Riverside, New Jersey  08075

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Martin A. Ackley Associates, Inc.
Atco, New Jersey
Contact: Martin A. Ackley (856) 768-7768Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/1990
T30 T166 T209 T269 T308

467 Atco Avenue
Atco, New Jersey  08004

Materials Testing Inc.
Edison, New Jersey
Contact: Frank Pennisi (732) 248-3777Phone:

Accreditation for C138 has been suspended.  Accreditation of 
Soil methods has been suspended.
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2000
D421 D422 D698 D854 D1557 D4318 D4767 D5084

7/15/2000
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

180 Mill Road
Edison, New Jersey  08817

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-124II
Dates shown for each field indicate the date of inital accreditation.



 AAP Directory of Accredited Laboratories February 10, 2003

New Jersey Dept. of Transportation
Trenton, New Jersey
Contact: Eileen Connolly (609) 530-2307Phone:

1/1/1994
R28 T44 T48 T49 T51 T53 T55 T78 T179 T201 T202 T228 T240 T295 T313 T315 T316

1/1/1994
T59 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Sieve Test, 
Storage Stability)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1994
T30 T164 T165 T166 T167 T170 T209 T245 T269 T283 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1994
T87 T88 T89 T90 T99 T100 T176 T180 T208 T216 T236 T265 T296  - D1140
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1994
T11 T19 T21 T27 T84 T85 T96 T104 T112 T176 T248 T255 T304 - C88 C1252 D4791

1/1/1994
T22 T23 T24 T97 T119 T121 T126 T141 T148 T152 T160 T161 T196 T197 T231 T277 T309  - C31 C39 C42 C78 C138 C143 C157 
C172 C173 C174 C192 C231 C403 C617 C642 C666 C1064 C1077 C1202 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2000

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2000

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T154 T162 T186 T192 - C109 C151 C185 C187 C191 C204 C266 C305 C430 C451 C1222

T105/C114  Reference (loss on ignition) Atomic Absorption (silicon dioxide, aluminum oxide, ferric oxide, calcium oxide, magnesium 
oxide, sodium oxide, potassium oxide) Leco Furnace (sulfur trioxide) C1222

P.O. Box 607
Trenton, New Jersey  08625-0607

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Site-Blauvelt Engineers, Inc.
Mount Laurel, New Jersey
Contact: Michael J. O'Donnell (856) 273-1224Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/1993
T87 T88 T89 T90 T99 T100 T180 T193 T208 T216 T236 T265 T296 T297 - D421 D422 D698 D854 D1557 D1883 D2166 D2216 
D2435 D2850 D3080 D4318 D4767 D5084

9/15/1991
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 T309  - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 
C1231

16000 Commerce Parkway
Suite B
Mount Laurel, New Jersey  08054-2291

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Sor Testing Laboratories, Inc.
Cedar Grove, New Jersey
Contact: Mehmet Ozyemisci (973) 239-6001Phone:

Accreditation of Hot Mix Asphalt methods T30 and D5444 has 
been suspended.  Accreditation of Hot Mix Asphalt methods 
T166, T209, T269, D2041, D2726, and D3203 has been 
suspended.
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1993
T30 T166 T209 T269 T308  - D2041 D2726 D3203 D3666 D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2001
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077 E329

11/1/2001
T22 T23 T97 T119 T121 T126 T141 T152 T160 T161 T196 T197 T231 T277 T309  - C31 C39 C78 C138 C143 C157 C172 C173 
C192 C231 C403 C617 C666 C1064 C1077 C1202 C1231 E329

98 Sand Park Road
Cedar Grove, New Jersey  07009

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-125II
Dates shown for each field indicate the date of inital accreditation.
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The Port Authority of NY & NJ
Jersey City, New Jersey
Contact: Mark Wierciszewski (201) 216-2947Phone:

1/15/1997
R28 T53 T179 T228 T240 T313 T315 T316 - D36 D70 D1754 D2872 D3666* D4402 D6521
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1997
T30 T110 T164 T166 T209 T245 T269 T275 T283 T308 T312 - D1461 D1559 D2041 D2172 D2726 D3203 D3666 D4867 D5404 
D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1997
T87 T88 T89 T90 T99 T100 T180 T193 T208 T216 T265 T296 T310  - D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 
D2435 D2850 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1997
T11 T19 T21 T27 T37 T84 T85 T104 T248 T255 T304 - C29 C40 C88 C117 C127 C128 C136 C566 C702 C1252 D546 D3666 D4791

1/15/1997
T22 T23 T24 T97 T119 T121 T126 T141 T152 T160 T161 T196 T197 T231 T277 T309 - C31 C39 C42 C78 C138 C143 C157 C172 
C173 C192 C215 C231 C403 C495 C617 C666 C1064 C1077 C1202 C1218 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1999

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1999

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T154 T162 T186 T192 - C109 C151 C185 C187 C191 C204 C266 C305 C430 C451 C1222

T105/C114 Reference (loss on ignition) C1222

Port Authority Tech. Center
241 Erie Street
Room 234
Jersey City, New Jersey  07310-1397

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

U.S. Engineering Laboratories, Inc.
Atlantic City, New Jersey
Contact: Martin Mygrant (888) 308-8735Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/2002
T30 T166 T209 T269 T308 - D2041 D2726 D3203 D3666 D5444 D6307

139 North Iowa Avenue
Atlantic City, New Jersey  08401

New Mexico
AMEC Earth and Environmental
Albuquerque, New Mexico
Contact: Kenneth W. Wylie (505) 821-1801Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2000
T30 T164 T165 T166 T167 T209 T245 T269 T275 T283 T308 T312 - D1074 D1075 D1188 D1559 D2041 D2172 D2726 D3203 
D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2000
T87 T88 T89 T90 T99 T100 T176 T180 T208 T265 - D421 D422 D698 D854 D1557 D2166 D2216 D2419 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2000
T11 T19 T21 T27 T84 T85 T96 T104 T112 T113 T176 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C131 C136 C142 
C566 C702 C1077 C1252 D2419

11/13/2002
T22 T23 T97 T119 T121 T126 T141 T152 T196 T231 T309 - C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C805 C1064 
C1077

8519 Jefferson NE
Albuquerque, New Mexico  87113

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-126II
Dates shown for each field indicate the date of inital accreditation.
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AMEC Earth and Environmental
Farmington, New Mexico
Contact: Kim M. Preston (505) 327-7928Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2002
T30 T166 T209 T245 T269 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2002
T87 T89 T90 T99 T176 T180 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2002
T11 T27 T104 T248 T255 T304 - D4791 D5821

2060 Afton Place
Farmington, New Mexico  87401

Billingsley Engineering, P.C.
Las Vegas, New Mexico
Contact: LeaAnn Marquez (505) 454-9592Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1999
T30 T165 T166 T167 T209 T245 T269 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1999
T88 T89 T90 T99 T100 T176 T180 T190 T265 T310  - D2487
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1999
T11 T19 T21 T27 T84 T85 T96 T104 T112 T176 T248 T255 T304 - D4791 D5821

11/1/2000
T22 T23 (Cylinders) T119 T121 T126 T141 T196 - C31 (Cylinders) C39 C138 C143 C172 C173 C192 C1064 C1231

901 6th Street
Las Vegas, New Mexico  87701

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Geo-Test, Inc.
Albuquerque, New Mexico
Contact: Tim Byres (505) 857-0933Phone:

Accreditation for T164 has been suspended.
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2000
T30 T164 T165 T166 T167 T209 T245 T269 T275 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2000
T87 T89 T90 T99 T176 T180 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2000
T11 T19 T21 T27 T84 T85 T96 T104 T112 T113 T176 T248 T255 T304 - D4791 D5821

8528 Calle Alameda NE
Albuquerque, New Mexico  87113

Geo-Test, Inc.
Santa Fe, New Mexico
Contact: Pat Byres (505) 471-1101Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2001
T87 T89 T90 T99 T180 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2001
T11 T21 T27 T84 T85 T248 T255

11/1/2001
T22 T23 (Cylinders) T119 T121 T141 T152 T231 - C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1077

3204 Richards Lane
Santa Fe, New Mexico  87505

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-127II
Dates shown for each field indicate the date of inital accreditation.
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Grandin Testing Laboratory, Inc.
Los Lunas, New Mexico
Contact: Robert E. Grandin (505) 865-7949Phone:

8/1/1996
T59/D244 (Residue by Evaporation)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1994
T30 T164 T165 T166 T167 T209 T245 T269 T283 T312 - D1074 D1075 D1559 D2041 D2172 D2726 D3203 D4867 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/1992
T87 T88 T89 T90 T99 T100 T176 T180 T193 T265  T310 - D421 D422 D698 D1557 D1883 D2216 D2419 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/1992
T11 T19 T21 T27 T37 T84 T85 T96 T104 T112 T113 T176 T210 T248 T255 T304  - C29 C40 C88 C117 C123 C127 C128 C131 
C136 C142 C566 C702 C1077 C1252 D546 D2419 D3744 D4791 D5821

8/1/1994
T22 T23 (Cylinders) T119 T121 T141 T196 - C31 (Cylinders) C39 C138 C143 C172 C173 C1064 C1077 C1231

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

11 Roberts Circle
Los Lunas, New Mexico  87031

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Kleinfelder, Inc.
Albuquerque, New Mexico
Contact: Jesse Carlin (505) 344-7373Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2001
T30 T164 T165 T166 T167 T209 T245 T269 T275 T308 T312 - D1074 D1075 D1188 D1559 D2041 D2172 D2726 D3203 D5444 
D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2001
T87 T88 T89 T90 T99 T100 T146 T176 T180 T193 T208 T216 T236 T265 T310 - D421 D422 D698 D1140 D1557 D1883 D2166 
D2216 D2217 D2419 D2435 D2487 D2488 D2922 D3017 D3080 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2001
T11 T19 T21 T27 T84 T85 T96 T104 T112 T113 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C131 C136 C142 C566 
C702 C1252 D4791 D5821

12/1/2001
T22 T23 (Cylinders) T119 T121 T126 T141 T152 T196 T231 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C617 
C1064 C1077

4905 Hawkins NE
Albuquerque, New Mexico  87109

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Lafarge Southwest
Albuquerque, New Mexico
Contact: Pat Slade (505) 343-8287Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2000
T30 T164 T166 T209 T245 T269 T308 T312 - D1559 D2041 D2172 D2726 D3203 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2000
T89 T90 T176 T265 - D2216 D2419 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2000
T11 T19 T27 T84 T85 T96 T104 T112 T113 T176 T248 T255 T304 - C29 C88 C117 C123 C127 C128 C131 C136 C142 C566 C702 
C1252 D2419 D4791 D5821

12/1/2000
T22 T23 T97 T119 T121 T141 T152 T177 T196 T231 - C31 C39 C78 C138 C143 C172 C173 C231 C293 C617 C805 C1064 C1077 
C1231

P.O. Box 27328
Albuquerque, New Mexico  87125

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-128II
Dates shown for each field indicate the date of inital accreditation.
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New Mexico State Hwy. & Trans. Dept.
Santa Fe, New Mexico
Contact: John H. Tenison (505) 827-9811Phone:

6/15/1990
R28 T44 T48 T49 T50 T51 T53 T201 T202 T228 T240 T313 T315 T316 - D4402

6/15/1990
T59 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Sieve Test, 
Storage Stability)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1990
T30 T164 T165 T166 T167 T209 T245 T269 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/1991
T87 T88 T89 T90 T99 T100 T176 T180 T190 T208 T216 T236 T265 T296
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/1991
T11 T19 T21 T27 T84 T85 T96 T104 T112 T248 T255 T304

8/1/1991
T22 T23 (Cylinders) T119 T121 T141 T152  - C31 (Cylinders) C39 C138 C143 C172 C231 C666 C1064 C1231

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

State Materials Bureau
P.O. Box 1149
Santa Fe, New Mexico  87504

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Pettigrew and Associates, P.A.
Hobbs, New Mexico
Contact: Eileen Robinett (505) 393-9827Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2001
T30 T110 T164 T165 T166 T167 T209 T245 T269 T275 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2001
T87 T89 T90 T92 T99 T100 T134 T176 T180 T265 T310 - D2487
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2001
T11 T19 T27 T84 T85 T96 T104 T112 T248 T255 T304 - D4791 D5821

10/1/2001
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077

1110 North Grimes
Hobbs, New Mexico  88240

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Terracon
Albuquerque, New Mexico
Contact: Kevin Scott (505) 797-4287Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/12/2002
T30 T166 T209 T245 T269 T308 - D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/12/2002
T87 T88 T89 T90 T99 T146 T176 T180 T265 - D421 D422 D698 D1140 D1557 D2216 D2217 D2419 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/12/2002
T11 T19 T21 T27 T37 T84 T85 T104 T248 T255 - C29 C40 C88 C117 C127 C128 C136 C566 C702 D546 D3666 D5821

4416 Anaheim, NE
Albuquerque, New Mexico  87111

Twin Mountain Construction II Company
Albuquerque, New Mexico
Contact: Kevin Swaving (505) 884-9715Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2001
T30 T165 T166 T167 T209 T245 T269 T283 T308 T312 - D1074 D1075 D1559 D2041 D2726 D3203 D3666* D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2001
T87 T89 T90 T99 T146 T176 T180 T265 T310 - D421 D698 D1557 D2216 D2217 D2419 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2001
T11 T19 T27 T84 T85 T96 T104 T248 T255 T304 - C29 C88 C117 C127 C128 C131 C136 C566 C702 C1252 D4791 D5821

2415 Princeton Drive NE
Suite E
Albuquerque, New Mexico  87107

-129II
Dates shown for each field indicate the date of inital accreditation.
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Western Technologies Inc.
Albuquerque, New Mexico
Contact: Andrew L. Cuaderes (505) 823-4488Phone:

Accreditation for T190 and  D2844 has been suspended.
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1998
T30 T165 T166 T167 T209 T245 T269 T283 T308 T312 - D1074 D1075 D1559 D2041 D2726 D3203 D3666 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1998
T87 T88 T89 T90 T99 T100 T176 T180 T190 T236 T265 T310  - D421 D422 D698 D854 D1557 D2216 D2419 D2487 D2488 D2844 
D2922 D3017 D3080 D3740 D4318 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1998
T11 T21 T27 T84 T85 T96 T104 T176 T248 T255 T304 - C40 C88 C117 C127 C128 C131 C136 C566 C702 C1077 C1252 D2419 
D4791

2/1/2001
T22 T23 T97 T119 T121 T126 T141 T152 T231 - C31 C39 C78 C138 C143 C172 C192 C231 C617 C1064 C1077

8305 Washington Place, NE
Albuquerque, New Mexico  87113

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Western Technologies Inc.
Farmington, New Mexico
Contact: Rodney W. Zubrod (505) 327-4966Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1998
T30 T164 T165 T166 T167 T209 T245 T269 T283 T287 T312 - D1074 D1075 D1559 D2041 D2172 D2726 D3203 D3666 D4125 
D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1999
T87 T88 T89 T90 T99 T100 T134 T146 T176 T180 T265 T310 - D421 D422 D558 D698 D1140 D1557 D2216 D2217 D2419 D2487 
D2488 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1999
T11 T19 T27 T37 T84 T85 T96 T104 T112 T176 T210 T248 T255 T304 - C29 C88 C117 C127 C128 C131 C136 C142 C566 C702 
C1252 D546 D2419 D3744 D4791 D5821

400 South Lorena Avenue
Farmington, New Mexico  87401

New York
3rd Rock LLC
East Aurora, New York
Contact: Jeanne M. Asquith (716) 655-4933Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/2/2003
D422 D698 D1557 D2216 D4318 D5084

580 Olean Road
East Auora, New York  14052

Advance Testing Company, Inc.
Campbell Hall, New York
Contact: Kevin Patton (845) 496-1600Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1991
T30 T164 T166 T209 T245 T269 T283 T308 T312 - D1559 D2041 D2172 D2726 D3203 D3666 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1996
T87 T88 T89 T90 T99 T100 T146 T176 T180 T193 T215 T236 T265 T310 - D421 D422 D698 D854 D1140 D1557 D1883 D2216 
D2217 D2419 D2434 D2487 D2488 D2922 D3017 D3080 D3740 D4318 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1996
T11 T19 T21 T27 T37 T84 T85 T96 T104 T112 T113 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C131 C136 C142 
C535 C566 C702 C1077 C1252 D546 D3666 D4791 D5821

3/15/1995
T22 T23 T24 T97 T119 T121 T126 T141 T152 T196 T231 T309  - C31 C39 C42 C78 C138 C143 C172 C173 C192 C231 C617 C803 
C1064 C1077 C1202 C1231

3348 Route 208
Campbell Hall, New York  10916

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-130II
Dates shown for each field indicate the date of inital accreditation.



 AAP Directory of Accredited Laboratories February 10, 2003

Advance Testing Company, Inc.
Campbell Hall, New York
Contact: Kevin L. Patton (845) 496-1600Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/2002
T30 T166 T209 T245 T269 T308 T312 - D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/5/2003
T87 T99 T100 T180 T265 T310 - D421 D698 D1140 D1557 D2216 D2487 D2488 D2922 D3017 D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/5/2003
T11 T27 T37 T84 T85 T112 T248 T255 - C117 C127 C128 C136 C142 C566 C702 D546 D3666 D5821

3348 Route 208
Campbell Hall, New York  10916

Atlantic Testing Laboratories, Ltd.
Canton, New York
Contact: Scott McCasland (315) 735-3309Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2002
C40 C117 C127 C128 C136 C566 C702 C1077 E329

1/15/2002
C31 C39 (Cylinders) C138 C143 C172 C173 C231 C617 C1064 C1077 C1231 E329

698 Stevens Street
Utica, New York  13502

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Atlantic Testing Laboratories, Ltd.
Cicero, New York
Contact: Thomas R. Bundle (315) 699-5281Phone:

5/15/2001
T49 T50 - D5 D139 D3666

5/15/2001
T59/D244 (Residue by Distillation, Demulsibility) D3666
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2001
T30 T164 T166 T209 T245 T269 T283 - D1559 D2041 D2172 D2726 D3203 D3666 D4867 D5444

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

5866 State Route 31
Cicero, New York  13039

Atlantic Testing Laboratories, Ltd.
Cohoes, New York
Contact: Scott McCasland (315) 735-3309Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2001
T87 T88 T89 T90 T99 T180 - D421 D422 D698 D1557 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2001
T11 T19 T21 T27 T37 T84 T85 T96 T104 T112 T248 T255 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 D546

698 Stevens Street
Utica, New York  13502

Certified Testing Laboratories
Bronx, New York
Contact: Richard Zaloum (718) 824-1616Phone:

1/1/2002
C138 C172 C231 C617 C1064

2623 Roberts Avenue
Bronx, New York  10461
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .
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Dates shown for each field indicate the date of inital accreditation.



 AAP Directory of Accredited Laboratories February 10, 2003

CME Associates, Inc.
Albany, New York
Contact: Marcus A. Rotundo (518) 432-5820Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1998
D421 D422 D698 D1557 D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1999
C40 C117 C127 C128 C136 C566 C702 C1077

8/1/1999
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

439 North Pearl Street
Albany, New York  12204

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

CME Associates, Inc.
Central Square, New York
Contact: Christopher R. Paolini (315) 668-3868Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1997
D421 D422 D698 D1557
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1997
C40 C117 C127 C128 C136 C566 C702 C1077

8/1/1997
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

P.O. Box 554
Central Square, New York  13036

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

CME Associates, Inc.
Rochester, New York
Contact: Robert V. Knowles (716) 254-8740Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1999
D421 D422 D698 D1557 D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1999
C40 C117 C127 C128 C136 C566 C702 C1077

3/15/1999
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

385 Sherman Street
Rochester, New York  14606

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

CME Associates, Inc.
Tonawanda, New York
Contact: Lisa J. Uschold (716) 877-9577Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1997
D421 D422 D698 D1557
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/1994
C117 C136

9/15/1994
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

P.O. Box 676
Buffalo, New York  14217

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-132II
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Cole Consulting Corporation
Elmsford, New York
Contact: Tony C. Onyeagoro (914) 345-6000Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/26/2002
D421 D422 D698 D1557 D2216 D2487 D2488 D2922 D3017
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/26/2002
C40

12/26/2002
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

2269 Saw Mill River Road
Bldg. 5
Elmsford, New York  10523

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Construction Materials Testing
Hicksville, New York
Contact: Susan Murphy (516) 933-2796Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/1992
T30 T166 T209 T245 T269 - D1559 D2041 D2726 D3203 D3666 D5444 E329
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1993
T180 T215 T265 - D1140 D1557 D2216 D2434 D3740 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1992
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077 D3666 E329

7/15/1992
T22 T23 T97  T119 T121 T141 T152 T196 T231 T309  - C31 C39 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231 
E329

P.O. Box 355
Bethpage, New York  11714

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Dalrymple Gravel and Contracting Compan
Chemung, New York
Contact: Roger Burris (607) 529-3235Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1997
T30 T166 T209 T245 T269 T308 T312 - D1559 D2041 D2726 D3203 D3666 D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1997
T11 T19 T21 T27 T37 T84 T85 T104 T176 T248 T255 T304 - C29 C40 C88 C117 C127 C128 C136 C566 C702 C1077 C1252 D546 
D2419 D3666 D4791 D5821

4/1/1997
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231  - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 
C1231

P.O. Box 278
Chemung, New York  14825

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

EMCON/OWT, Inc.
Tuxedo, New York
Contact: Rasheed S. Ahmed (845) 351-5100Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1995
D422 D698 D854 D1140 D1557 D2166 D2216 D2434 D2435 D2487 D2850 D3080 D3740 D4318 D4767 D5084 E329

371 Route 17A
Tuxedo, New York  10987

Evergreen Testing & Environmental Service
Watervliet, New York
Contact: Fred A. Dente (518) 266-0310Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2002
D422 D698 D1140 D1557 D2216 D2922 D3017 D3740 D4318

594 Broadway
Watervliet, New York  12189

-133II
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Future Tech Consultants
Mineola, New York
Contact: Michael J. Marchese (516) 918-2992Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/2001
C40 C117 C127 C128 C136 C566 C702 C1077 E329

10/1/2001
C31 C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231 E329

52 East 2nd Street
Mineola, New York  11501

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Macia Consulting Enterprises, Inc.
Bronx, New York
Contact: An-Tai Jao (718) 324-6707Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/7/2002
T166 D2726
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1996
T87 T99 T100 T180 T265 - D421 D854 D698 D1140 D1557 D2216 D3740 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1996
T11 T21 T27 T85 T248 T255 - C40 C117 C127 C136 C566 C702 C1077 E329

7/1/1995
T22 T23 T24 T97  T119 T121 T141 T152 T196 T309 - C31 C39 C42 C78 C138 C143 C172 C173 C231 C1064 C1077 C1231 E329

2253 Light Street
Bronx, New York  10466

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Materials Testing Laboratories Inc.
New Hyde Park, New York
Contact: Kevin Cosgrove (516) 354-6600Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1995
T30 T166 T209 T245 T269 T308 T312 - D1559 D2041 D2726 D3203 D3666 D5444 D6307 E329
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1995
T87 T88 T89 T90 T99 T100 T180 T265 - D421 D422 D698 D854 D1140 D1557 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1995
T11 T19 T21 T27 T84 T85 T96 T248 T255 - C29 C40 C88 C117 C127 C128 C131 C136 C566 C702 C1077 D3666 E329

5/15/1995
T22 T23 T97 T119 T121 T126 T141 T152 T196 T309  - C31 C39 C78 C138 C143 C172 C173 C192 C231 C1064 C1077 C1231 E329

1529 Jericho Turnpike
New Hyde Park, New York  11040

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Municipal Testing Laboratory, Inc.
Hicksville, New York
Contact: Steven C. Jaycox (516) 938-7120Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1992
T30 T166 T209 T245 T269 - D1559 D2726 D3203 D3666 D5444 E329
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1993
T180 T215 T265 - D1140 D1557 D2216 D2434 D3740 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1989
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077 D3666 E329

10/15/1989
T22 T23 T97 T119 T121 T141 T152 T196 T231 T309 - C31 C39 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231 E329

102 New South Road
Hicksville, New York  11801

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-134II
Dates shown for each field indicate the date of inital accreditation.
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New York State Dept. of Transportation
Albany, New York
Contact: Robert L. Sack (518) 457-4445Phone:

7/1/1991
R28 T44 T48 T49 T50 T201 T202 T228 T240 T313 T315 T316

7/1/1991
T59 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Storage Stability)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1992
T30 T164 T166 T209 T269 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/1993
T87 T89 T90 T99 T180 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1992
T11 T19 T21 T27 T84 T85 T96 T248 T255 T304 - C29 C40 C117 C127 C128 C131 C136 C566 C702 C1252

7/1/1991
T22 T23 T97 T119 T121 T126 T141 T148 T152 T196 T231 - C31 C78 C138 C143 C172 C173 C174 C192 C231 C403 C1064
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1996

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1996

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T98 T106 T107 T129 T131 T137 T153 T162 T186 T192 - C109 C115 C151 C185 C187 C191 C204 C305 C430 C451 C1222

T105/C114 Atomic Absorption (silicon dioxide, aluminum oxide, ferric oxide, calcium oxide, magnesium oxide, sodium oxide, 
potassium oxide) C1222

Technical Services Division
Bldg. 7A, Room 210
1220 Washington Avenue
Albany, New York  12232

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

PARCO
Athens, New York
Contact: Chris Suttmeier (845) 832-6000Phone:

7/1/2000
R28 T44 T48 T49 T201 T202 T228 T240 T313 T315 T316
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P.O. Box 1130
Pleasant Ridge Road
Winedale, New York  12594

Suit-Kote Corporation
Cortland, New York
Contact: Mike Guerin (607) 753-1100Phone:

8/15/2000
R28 T44 T48 T49 T50 T51 T53 T202 T228 T240 T313 T315 T316 - D5 D36 D70 D92 D113 D139 D2042 D2171 D2872 D4402 D6521

7/15/2002
T59/D244 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Cement 
Mixing, Sieve Test, Storage Stability)

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

1911 Lorings Crossing Road
Cortland, New York  13045

-135II
Dates shown for each field indicate the date of inital accreditation.
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Tectonic Engineering Consultants
Cornwall, New York
Contact: Lars J. Cooley (845) 534-3450Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2001
T87 T88 T89 T90 T99 T100 T180 T193 T208 T215 T265 - D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 D2434 D3740 
D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1997
T11 T19 T21 T27 T84 T85 T248 T255 - C29 C40 C70 C117 C127 C128 C136 C566 C702 C1077

4/15/1997
T22 T23 (Cylinders) T24 T119 T121 T126 T141 T152 T196 T231 T309 - C31 (Cylinders) C39 C42 C138 C143 C172 C173 C192 
C231 C617 C642 C1064 C1077 C1231

2570 Route 9W
Suite 8
Cornwall, New York  12518

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Testwell Laboratories, Inc.
Ossining, New York
Contact: Kaspal R. Thumma (914) 944-2555Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/2001
T30 T166 T209 T245 T269 T275 T308 - D1188 D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/2001
T87 T88 T89 T90 T99 T100 T146 T180 T193 T265 T310 - D421 D422 D698 D854 D1140 D1557 D1883 D2216 D2217 D2487 D2488 
D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2002
T11 T21 T27 T84 T85 T248 T255 - C40 C88 C117 C127 C128 C131 C136 C566 C702 C1077

1/1/2002
T22 T23 T24 T97 T119 T121 T126 T141 T152 T178 T196 T231 T309 - C31 C39 C42 C78 C138 C143 C172 C173 C192 C231 C457 
C617 C803 C805 C1064 C1077 C1084 C1218 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2002
T106 T107 T129 T131 T137 T153 T154 T162 T186 T192 - C109 C151 C185 C187 C191 C204 C266 C305 C430 C451 C1222

47 Hudson Street
Ossining, New York  10562

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Universal Testing & Inspection Services, In
West Babylon, New York
Contact: Larry Mercardante (631) 491-5252Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
C117 C127 C128 C136 C566 C702

7/15/2002
C31 (Cylinders) C138 C143 C172 C173 C231 C1064

82 Otis Street
West Babylon, New York  11704

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Vestal Asphalt, Inc.
Vestal, New York
Contact: Neil I. Guiles (607) 785-3393Phone:

6/1/2000
T49 T50 - D5 D139

6/1/2000
T59/D244 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Cement 
Mixing, Sieve Test, Storage Stability)

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

201 Stage Road
Vestal, New York  13850

-136II
Dates shown for each field indicate the date of inital accreditation.
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North Carolina
Carolina Geotechnical Services, P.C.
Wilmington, North Carolina
Contact: Michael Copeland (910) 392-1134Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/1998
D698 D1557 D3740 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/1998
C40 C117 C127 C128 C136 C566 C702 C1077 E329

9/15/1998
C31 C39 C78 C138 C143 C172 C173 C231 C1064 C1077 C1231 E329

110 Portwatch Way
Suite 102
Wilmington, North Carolina  28412

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Engineering Consulting Services, Ltd.
Greensboro, North Carolina
Contact: Jeffrey White (336) 856-7150Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/21/2002
D421 D422 D698 D854 D1140 D1557 D2216 D2217 D2487 D2488 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2003
C40 C117 C127 C128 C136 C566 C702 C1077

1/15/2003
C31 C39 (Cylinders) C138 C143 C172 C173 C617 C1064 C1077 C1231

6909 International Drive
Suite 103
Greensboro, North Carolina  27021

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

ESP Associates, P.A.
Charlotte, North Carolina
Contact: Brian F. Welch (704) 504-1015Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2000
D421 D422 D698 D854 D1140 D1557 D2216 D3740 D4318

372 Crompton Street
Charlotte, North Carolina  28273

Froehling & Robertson, Inc.
Charlotte, North Carolina
Contact: William F. Edelen (704) 596-2889Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/2000
T166 - D1559 D2041 D2172 D2726 D3203 D3666 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2001
D421 D422 D698 D854 D1140 D1883 D1557 D2166 D2216 D2217 D2435 D2487 D2488 D2850 D2922 D3017 D3740 D4318 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1999
C40 C117 C127 C128 C136 C566 C702 C1077

2/1/1999
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

2505 Hutchison-McDonald Road
Charlotte, North Carolina  28269

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-137II
Dates shown for each field indicate the date of inital accreditation.
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Geoscience Group, Inc.
Charlotte, North Carolina
Contact: Jeff Jones (704) 525-2003Phone:

Accreditation of Portland Cement Concrete test method C138 
has been suspended.
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2001
D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 D2217 D2435 D2850 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2001
C40 C117 C127 C128 C136 C566 C702 C1077

8/15/2001
C31 C39 C78 C138 C143 C172 C173 C231 C617 C1064 C1077

500- K Clanton Road
Charlotte, North Carolina  28217

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Geotechnics, Inc.
Raleigh, North Carolina
Contact: Michael Smith (919) 876-0405Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/10/2003
T88 T89 T90 T99 T100 T180 T208 T265 - D422 D698 D1557 D2166 D2216 D3740 D4318 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/10/2003
T27 - C136

2200 Westinghouse Blvd.
Suite 105
Raleigh, North Carolina  27604

MACTEC Engineering and Consulting, Inc.
Charlotte, North Carolina
Contact: Michael O. Hamlett (704) 357-8600Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2000
D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 D2435 D2487 D2850 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2000
C40 C117 C127 C128 C136 C566 C702 C1077

12/15/2000
C31 C39 C78 C138 C143 C172 C173 C617 C1064 C1077 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2002
C109 C151 C185 C187 C191 C204 C266 C305 C430 C1222

2801 Yorkmont Road
Charlotte, North Carolina  28208

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Martin Marietta Aggregates
Garner, North Carolina
Contact: Sam R. Johnson (919) 783-4649Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1997
T166 T209 T245 T269 T312 - D1559 D2041 D2726 D3203 D3666 D4867
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1997
T11 T19 T27 T84 T85 T96 T104 T112 T113 T176 T248 T255 T304 - C29 C88 C117 C123 C127 C128 C131 C136 C142 C566 C702 
C1252 D2419 D4791

8/15/1998
T22 T23 T97 T119 T121 T126 T141 T152 T231 - C31 C39 C78 C138 C143 C172 C192 C231 C617 C1064

P.O. Box 30013
Raleigh, North Carolina  27622

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-138II
Dates shown for each field indicate the date of inital accreditation.
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North Carolina Dept. of Transportation
Raleigh, North Carolina
Contact: C. L. Jones (919) 733-7411Phone:

11/1/1993
R28 T44 T48 T49 T228 T240 T315  - D4402

11/1/1993
T59 (Residue by Distillation, Saybolt Viscosity, Sieve Test)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1993
T30 T166 T209 T269 T283 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1993
T87 T88 T89 T90 T99 T100 T134 T176 T180 T193 T208 T216 T265 T296 T297 T310
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1993
T11 T19 T21 T27 T37 T84 T85 T96 T104 T112 T176 T248 T255 T304 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 
C702 C1252 D4791

11/1/1993
T22 T23 (Cylinders) T119 T121 T126 T148 T152 T196 T231 T309 - C31 (Cylinders) C39 C138 C143 C173 C174 C192 C231 C617 
C642 C1064 C1077 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1999

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1999

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T153 T154 T162 T192 - C109 C151 C187 C191 C204 C266 C305 C430 C1222

T105/C114 Reference (silicon dioxide, ferric oxide, calcium oxide, sulfur trioxide, loss on ignition, insoluble residue) Atomic 
Absorption (aluminum oxide, magnesium oxide, sodium oxide, potassium oxide) C1222

Materials & Tests Unit
1801 Blue Ridge Road
Raleigh, North Carolina  27607

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

On-Spec Testing, Inc.
Charlotte, North Carolina
Contact: Julius Ajewole (704) 392-8472Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1999
T87 T88 T89 T90 T99 T100 T134 T180 T193 T265 - D1140
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1999
T11 T19 T27 T84 T85 T248 T255

1/31/2003
C31 C39 C78 C138 C143 C172 C173 C231 C617 C1064 C1231

5617 Ilford Street
Charlotte, North Carolina  28215

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

S&ME, Inc.
Arden, North Carolina
Contact: Dan Boles (828) 687-9080Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1997
D1559 D2041 D2172 D2726 D3203 D3666 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1997
D421 D422 D698 D854 D1140 D1557 D2216 D2217 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1997
C40 C117 C127 C128 C136 C566 C702 C1077 D3666

4/15/1997
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

44 Buck Shoals Road
Suite G-9
Arden, North Carolina  28704

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-139II
Dates shown for each field indicate the date of inital accreditation.
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S&ME, Inc.
Charlotte, North Carolina
Contact: J. Reid Owen (704) 523-4726Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1997
T164 - D1559 D2726 D3666 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1997
D421 D422 D698 D854 D1140 D1557 D1883 D2216 D3740 D4318 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1997
C117 C127 C128 C136 C566 C702

4/15/1997
C31 C39 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

P.O. Box 7668
Charlotte, North Carolina  28241

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

S&ME, Inc.
Fayetteville, North Carolina
Contact: Mark K. Hardy (910) 323-1091Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/30/1998
D421 D422 D698 D854 D1140 D1557 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1997
C40 C117 C127 C128 C136 C566 C702 C1077

5/1/1997
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

409 Chicago Drive
Suite 116
Fayetteville, North Carolina  28306

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

S&ME, Inc.
Greensboro, North Carolina
Contact: Brian Glidewell (336) 288-7180Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1997
D421 D422 D698 D854 D1140 D1557 D1883 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1997
C40 C117 C127 C128 C136 C566 C702 C1077

7/1/1997
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

3718 Old Battleground Road
Greensboro, North Carolina  27410

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

S&ME, Inc.
Raleigh, North Carolina
Contact: Wesley M. Lowder (919) 872-2660Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1996
T30 T164 T166 T209 T245 T269 T283 - D1559 D2041 D2172 D2726 D3203 D3666 D4867 D5444 E329
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1996
D421 D422 D698 D854 D1140 D1557 D1883 D2216 D2435 D3740 D4318 D4767 D5084 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1996
C29 C40 C88 C117 C127 C128 C131 C136 C566 C702  D3666  E329

11/15/1996
C31 C39 C42 C78 C138 C143 C172 C173 C174 C192 C231 C617 C1064 C1077 E329

3109 Spring Forest Road
Raleigh, North Carolina  27616

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-140II
Dates shown for each field indicate the date of inital accreditation.



 AAP Directory of Accredited Laboratories February 10, 2003

S&ME, Inc.
Wilmington, North Carolina
Contact: Steven D. Kelly (910) 799-9945Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1997
D421 D422 D698 D854 D1140 D1557 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1997
C40 C117 C127 C128 C136 C566 C702 C1077

2/1/1997
C31 (Cylinders) C39 C138 C143 C172 C173 C617 C1064 C1077

6409 Amsterdam Way
Building B-3
Wilmington, North Carolina  28405

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Shield Engineering, Inc.
Charlotte, North Carolina
Contact: Thomas M. Vick (704) 394-6913Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2003
D421 D422 D698 D854 D1140 D1557 D2166 D2216 D3740 D4318 D4767 D5084

4301 Taggart Creek Road
Charlotte, North Carolina  28208

TerraTech Engineers, Inc.
Raleigh, North Carolina
Contact: Erwin Williams (919) 876-9799Phone:

9/1/1994
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077

3900 Tarheel Drive
Suite 106
Raleigh, North Carolina  27609
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Tierra, Inc.
Raleigh, North Carolina
Contact: Margaret A. Robertson (919) 871-0800Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/1997
T166 T209 T245 T269 T283  - D1559 D2041 D2726 D3203 D3666* D4867
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/1997
T11 T19 T21 T27 T37 T84 T85 T104 T112 T176 T248 T255 - C29 C40 C88 C117 C127 C128 C136 C142 C566 C702 C1077 D546 
D2419 D3666*

8/1/1997
T22 T23 T97 T119 T121 T126 T141 T152 T231 - C31 C39 C78 C138 C143 C172 C192 C231 C617 C1064 C1077

2701 Rowland Road
Raleigh, North Carolina  27615

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Titan Atlantic Group, Inc.
Winterville, North Carolina
Contact: Carl F. Bonner (252) 353-1600Phone:

4/15/2002
C31 (Cylinders) C39 C42 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

111-C West Fire Tower Road
Winterville, North Carolina  28590
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-141II
Dates shown for each field indicate the date of inital accreditation.
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Trigon Engineering Consultants, Inc.
Charlotte, North Carolina
Contact: David C. Boger (704) 598-1049Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2001
T87 T88 T89 T90 T99 T146 T180 T193 T265 T310 - D421 D422 D698 D1140 D1557 D1883 D2216 D2217 D2487 D2488 D2922 
D3017 D3740 D4318

10/1/2001
T22 T23 (Cylinders) T119 T121 T141 T152 T231 T309 - C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064

6200 Harris Technology Blvd.
Charlotte, North Carolina  28269

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Trigon Engineering Consultants, Inc.
Greensboro, North Carolina
Contact: Steve Pistole (336) 668-0093Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1999
T87 T88 T89 T90 T99 T100 T180 T193 T208 T216 T265 T296 T297 T310  - D421 D422 D698 D854 D1140 D1557 D1883 D2166 
D2216 D2435 D2487 D2488 D2850 D2922 D3017 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/2/2002
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

12/2/2002
T22 T23 (Cylinders) T119 T121 T141 T196 T231 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C617 C1064 C1077

P.O. Box 18846
Greensboro, North Carolina  27419-8846

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Trigon Engineering Consultants, Inc.
Raleigh, North Carolina
Contact: Kim Schuler (919) 755-5011Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2001
T88 T89 T90 T99 T180 - D1140 D2487

7/15/2002
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

700 Blue Ridge Road
Suite 101
Raleigh, North Carolina  27606

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

North Dakota
Material Testing Services, Inc.
Minot, North Dakota
Contact: Steve Wald (701) 852-5553Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/2001
T30 T164 T166 T209 T245 T269 T308  - D1559 D2041 D2172 D2726 D3203 D3666 D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2002
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

4/1/2002
T22 T23 T97 T119 T121 T141 T152 T231 T309 - C31 C39 C78 C138 C143 C172 C231 C617 C1064 C1077 C1231

P.O. Box 634
Minot, North Dakota  58702

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-142II
Dates shown for each field indicate the date of inital accreditation.
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Midwest Testing Laboratory, Inc.
Bismarck, North Dakota
Contact: Noral K. Thompson (701) 258-2833Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2000
T30 T164 T166 T209 T245 T269 - D1559 D2041 D2172 D2726 D3203 D3666 D5444
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2000
T11 T19 T21 T27 T37 T84 T85 T96 T104 T112 T113 T176 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C131 C136 
C142 C566 C702 C1252 D546 D2419 D3666 D4791 D5821

P.O. Box 2084
Bismarck, North Dakota  58502

Midwest Testing Laboratory, Inc.
Fargo, North Dakota
Contact: Jeffrey Mathson (701) 282-9633Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2000
T30 T166 T209 T245 T269 T283 T308 - D1559 D2041D2726 D3203 D3666 D4867 D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2000
T11 T19 T21 T27 T37 T84 T85 T112 T113 T248 T255 T304 - C29 C40 C117 C123 C127 C128 C136 C142 C566 C702 C1077 
C1252 D546 D4791 D5821

5/1/2000
T22 T23 T97 T119 T121 T141 T152 T231 - C31 C39 C78 C138 C143 C172 C231 C617 C1064

4102 7th Avenue North
P.O. Box 3042
Fargo, North Dakota  58108-3042

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

North Dakota Dept of Transportation
Bismarck, North Dakota
Contact: Dennis J. Blasl (701) 328-6902Phone:

7/15/1997
R28 T44 T48 T49 T50 T51 T53 T78 T201 T202 T228 T240 T313 T315 T316 - D5 D36 D70 D92 D113 D139 D402 D2042 D2170 
D2171 D2872 D3666 D4402 D6521

7/15/1997
T59/D244  (Residue by Distillation, Particle Charge, Saybolt Viscosity, Demulsibility, Sieve Test) D3666
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1997
T30 T164 T166 T170 T209 T245 T269 T312  - D1559 D1856 D2172 D2726 D3203 D3666 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1997
T87 T88 T89 T90 T99 T100 T176 T180 T193 T208 T216 T265 T296 T297 - D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1997
T11 T19 T21 T27 T84 T85 T96 T104 T113 T176 T248 T255 T304 - D4791 D5821

10/15/1997
T22 T23 (Cylinders) T119 T121 T141 T152 T196 - C31 (Cylinders) C138 C143 C172 C173 C231 C1064 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1997

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1997

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T154 T162 T192 - C109 C151 C185 C187 C191 C204 C266 C305 C430 C1222

T105/C114 Reference (silicon dioxide, aluminum oxide, ferric oxide, calcium oxide, magnesium oxide, sulfur trioxide, loss on ignition, 
titanium dioxide, phosphorus pentoxide, insoluble residue), Flame Photometry (sodium oxide, potassium oxide) C1222

300 Airport Road
Bismarck, North Dakota  58504-6005

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-143II
Dates shown for each field indicate the date of inital accreditation.
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Ohio
Aggregate & Concrete Testing Services Ltd.
Gnadenhutten, Ohio
Contact: Jeffrey W. Stocker (740) 254-1018Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2002
T11 T21 T27 T84 T85 T96 T104 T248 T255 - C40 C88 C117 C127 C128 C131 C136 C566 C702

10/15/2002
T22 T23 (Cylinders) T119 T121 T126 T141 T152 T277 T309 - C31 (Cylinders) C39 C138 C143 C172 C192 C231 C1064 C1202 
C1231

P.O. Box 873
Gnadenhutten, Ohio  44629

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

BBC & M Engineering, Inc.
Cincinnati, Ohio
Contact: Walt Duermit (513) 771-8471Phone:

11/1/2001
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

11699 Chesterdale Road
Cincinnati, Ohio  45246
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

BBC & M Engineering, Inc.
Dublin, Ohio
Contact: John D. Jenkins (614) 793-2226Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1998
T87 T88 T89 T90 T99 T100 T180 T193 T208 T216 T236 T265 T296 T297 - D421 D422 D698 D854 D1557 D1883 D2166 D2216 
D2435 D2487 D2850 D3080 D4318 D4767 D5084

4/15/1998
T22 T23 T97 T119 T121 T141 T152 T309 - C31 C39 C78 C138 C143 C172 C231 C1064 C1077 C1231

6190 Enterprise Court
Dublin, Ohio  43016-7297

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Bituminous Products Company
Toledo, Ohio
Contact: Mark Homer (419) 693-3933Phone:

1/15/1997
R28 T240 T313 T315 T316 - D4402
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

352 George Hardy Drive
Toledo, Ohio  43605

Bowser-Morner, Inc.
Dayton, Ohio
Contact: Mark Bingman (937) 236-8805Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1995
T30 T164 T166 T209 T245 T269 - D1559 D2041 D2172 D2726 D3203 D3666 D5444 E329
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1995
T87 T88 T89 T90 T92 T99 T100 T134 T135 T136 T176 T180 T193 T208 T215 T216 T236 T265 T296 T297 - D421 D422 D427 D558 
D559 D560 D698 D854 D1140 D1557 D1883 D2166 D2216 D2419 D2434 D2435 D2487 D2488 D2850 D3080 D3740 D4318 D4767 
D5084 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1995
T11 T19 T21 T27 T37 T84 T85 T96 T104 T112 T113 T176 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C131 C136 
C142 C566 C702 C1077 C1252 D546 D2419 D3666 D4791 D5821 E329

9/1/1996
T22 T23 T24 T97 T119 T121 T126 T141 T148 T152 T160 T161 T177 T196 T197 T198 T231 T309 - C31 C39 C42 C78 C138 C143 
C157 C172 C173 C174 C192 C231 C293 C403 C496 C617 C642 C666 C1064 C1077 C1231 E329

4518 Taylorsville Road
Dayton, Ohio  45424

ISO/IEC 17025 
Accredited

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-144II
Dates shown for each field indicate the date of inital accreditation.
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Bowser-Morner, Inc.
Toledo, Ohio
Contact: Mark Bingman (937) 236-8805Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1996
T30 T164 T166 T209 T245 T269  - D1559 D2041 D2172 D2726 D3203 D3666 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1997
T87 T88 T89 T90 T99 T100 T180 T193 T208 T265 T310 - D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 D2487 D2922 
D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1997
T11 T19 T21 T27 T37 T84 T85 T96 T112 T248 T255 - C29 C40 C117 C127 C128 C131 C136 C142 C566 C702 C1077 D546

5/1/1997
T22 T23 T24 T97 T119 T121 T126 T141 T152 T196 T231 - C31 C39 C42 C78 C138 C143 C172 C173 C192 C231 C617 C1064 
C1077 C1231

4518 Taylorsville Road
Dayton, Ohio  45424

ISO/IEC 17025 
Accredited

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

City of Akron
Akron, Ohio
Contact: Michael D. Huber (330) 375-2861Phone:

3/15/2000
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077

1420 Triplett Blvd.
Akron, Ohio  44306
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Concrete Research & Testing, LLC
Columbus, Ohio
Contact: Nick Scaglione (614) 443-0085Phone:

9/1/2002
C31 (Cylinders) C39 C42 C138 C143 C172 C173 C192 C231 C457 C617 C1064 C1202

400 Frank Road
Columbus, Ohio  43207
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Construction Consulting & Testing, Inc.
Waterville, Ohio
Contact: Mitch Forst (419) 878-7304Phone:

7/1/1999
R28 T49 T228 T240 T313 T315 T316 - D5 D70 D2872 D3666 D4402 D6521
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1999
T30 T110 T164 T166 T170 T209 T245 T269 T283 T312 - D1461 D1559 D1856 D2172 D2726 D3203 D3666 D4867 D5444
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/22/2003
C29 C40 C88 C117 C127 C128 C136 C566 C702 C1077

1/22/2003
C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C617 C1064 C1077

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P.O. Box 287
Waterville, Ohio  43566

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-145II
Dates shown for each field indicate the date of inital accreditation.
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Craig Technologies, Inc.
Genoa, Ohio
Contact: Linda E. Craig (419) 855-7764Phone:

12/1/1998
T48 T49 T53 T201 T202 T228 - D5 D36 D70 D92 D2170 D2171
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1998
T30 T164 T166 T209 T245 T269 T283 - D1559 D2041 D2172 D2726 D3203 D4867 D5444
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1998
T11 T21 T27 T84 T85 T96 T248 T255 - C40 C88 C117 C127 C128 C131 C136 C566 C702 C1077 E329

12/1/1998
T22 T23 (Cylinders) T119 T121 T126 T141 T152 T196 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C1064 
C1077 C1231 E329

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P.O. Box 38
Genoa, Ohio  43430-0038

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

CTL Engineering, Inc.
Columbus, Ohio
Contact: Donald S. Pierce (614) 276-8123Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1999
D1559 D2041 D2172 D2726 D3203 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1999
D421 D422 D698 D854 D1883 D2166 D2216 D2435 D2850 D3080 D4318 D4767
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1999
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

9/1/1999
T22 T23 T97 T119 T121 T141 T152 T231 T277 T309 - C31C39 C78 C138 C143 C172 C231 C617 C1064 C1077 C1202 C1231

2860 Fisher Road
Columbus, Ohio  43204

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Cuyahoga Road Products
Cleveland, Ohio
Contact: Mike Podusiwsky (216) 696-7158Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2001
T30 T164 T166 T209 T245 T269 T287 - D1559 D2041 D2172 D2726 D3203 D3666 D4125 D5444

2100 West 3rd Street
Cleveland, Ohio  44113

DLZ Ohio, Inc.
Columbus, Ohio
Contact: Barry K. H. Wong (614) 888-0576Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1998
T87 T88 T89 T90 T99 T100 T180 T193 T208 T216 T236 T265 T296 T297 - D421 D422 D698 D854 D1140 D1557 D1883 D2166 
D2216 D2435 D2850 D3080 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1998
T11 T19 T27 T84 T85 T248 T255 - C29 C117 C127 C128 C136 C566 C702

6121 Huntley Road
Columbus, Ohio  43229

EDP Consultants, Inc.
Kirtland, Ohio
Contact: John E. Dingeldein (440) 256-6500Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2001
D421 D422 D698 D854 D2166 D2216 D2435 D2850 D2922 D3017 D3080 D3740 D4318 D4767

1/15/2002
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C293 C617 C1064 C1077 C1231

9375 Chillicothe Road
Kirtland, Ohio  44094

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-146II
Dates shown for each field indicate the date of inital accreditation.
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Geo-Sci Laboratory, Inc.
Berea, Ohio
Contact: Michelle M. Lake (440) 234-8985Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1999
T87 T88 T89 T90 T99 T100 T180 T208 T216 T236 T265 T296 T297 - D421 D422 D698 D854 D1140 D1557 D2166 D2216 D2435 
D2850 D3080 D3740 D4318 D4767

1/10/2003
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

792 West Bagley Road
Berea, Ohio  44017

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Geotechnical Consultants, Inc.
Westerville, Ohio
Contact: Curtis L. Miller (614) 839-1277Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 D2487 D2488 D2850 D3740 D4318 D5084

720 Greencrest Drive
Westerville, Ohio  43081

H.C. Nutting Company
Cincinnati, Ohio
Contact: Robert L. House (513) 321-5816Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2000
T87 T88 T89 T90 T99 T100 T180 T193 T208 T216 T236 T265 T296 T297 T310 - D421 D422 D698 D854 D1140 D1557 D1883 
D2166 D2216 D2435 D2487 D2488 D2850 D2922 D3017 D3080 D3740 D4318 D4767 D5084

7/15/2000
T22 T23 T24 T97 T119 T121 T126 T141 T148 T152 T196 - C31 C39 C42 C78 C138 C143 C172 C173 C174 C192 C231 C805 
C1064 C1231

611 Lunken Park Drive
Cincinnati, Ohio  45226

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

J & L Laboratories, Inc.
Wadsworth, Ohio
Contact: Lance Cole (330) 335-0606Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/1999
T87 T88 T89 T90 T99 T100 T146 T180 T208 T216 T236 T265 T296 T297 T310 - D421 D422 D698 D854 D1140 D1557 D2166 
D2216 D2217 D2435 D2487 D2488 D2850 D2922 D3017 D3080 D3740 D4318 D4767 D5084

215 Rainbow Street
Wadsworth, Ohio  44281

Lankard Materials Lab, Inc.
Columbus, Ohio
Contact: David Lankard (614) 443-3303Phone:

6/15/1993
C31 (Cylinders) C39 C42 C138 C143 C172 C173 C192 C231 C457 C617 C1064 C1202

400 Frank Road
Columbus, Ohio  43207
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Master Builders Technical Center
Beachwood, Ohio
Contact: Joe Daczko (216) 839-7044Phone:

7/15/2002
C31 C39 C78 C138 C143 C157 C172 C192 C231 C403 C617 C666 C1064 C1077

23700 Chagrin Blvd.
Beachwood, Ohio  44122
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .
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Momentum Technologies, inc.
Uniontown, Ohio
Contact: Brian T. Doran (330) 896-5900Phone:

7/1/1997
R28 T49 T51 T53 T78 T240 T313 T315 T316 - D5 D36 D113 D2872  D4402

Accreditation of Asphalt Cement test methods T49 and D5 has 
been suspended.  Accreditation of Asphalt Cement test 
methods has been suspended.
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

1507 Boettler Road
Uniontown, Ohio  44685

Ohio Department of Transportation
Columbus, Ohio
Contact: Lloyd M. Welker (614) 275-1351Phone:

11/15/1991
R28 T49 T50 T78 T79 T240 T295 T313 T315 T316 - D5 D139 D402 D2872 D3142 D3143 D3289 D4402 D6521 D6648

2/1/1995
T59/D244  (Residue by Distillation, Particle Charge, Saybolt Viscosity, Demulsibility)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1991
T30 T164 T166 T170 T209 T245 T269 T283 T308 T312 - D1559 D1856 D2041 D2172 D2726 D3203 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1997
T87 T88 T89 T90 T99 T100 T176 T208 T216 T265 - D2419

7/1/1999
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 
C1202 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1999

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1999

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T154 T162 T186 T192 - C91 (water retention) C109 C151 C185 C187 C191 C204 C266 C305 
C430 C451 C1222

T105/C114 Reference (silicon dioxide, magnesium oxide, sulfur trioxide, loss on ignition, insoluble residue) Alternative (calcium 
oxide) C1222

1600 West Broad Street
Columbus, Ohio  43223

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Prime Engineering & Architecture, Inc.
Akron, Ohio
Contact: Steve Mileski (330) 666-5432Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1998
T87 T88 T89 T90 T92 T99 T100 T180 T208 T216 T236 T265 T296 T297 T310 - D421 D422 D427 D698 D854 D1557 D2166 D2216 
D2435 D2487 D2488 D2850 D2922 D3017 D3080 D3740 D4318 D4767 D5084

1038 Ghent Road
Akron, Ohio  44333

Professional Service Industries, Inc.
Columbus, Ohio
Contact: Neal Scharrer (619) 876-8000Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/30/2003
C40 C117 C127 C128 C136 C566 C702 C1077

1/30/2003
C31 (Cylinders) C39 C138 C143 C172 C231 C1064 C1077 C1231

4960 Vulcan Avenue
Suite C
Columbus, Ohio  43228

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .
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Professional Service Industries, Inc.
Valley View, Ohio
Contact: Chris Lopez (216) 447-1335Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/2000
T30 T164 T166 T209 T245 T269 - D1559 D2041 D2172 D2726 D3203 D3666 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/2000
T87 T88 T89 T90 T99 T100 T180 T193 T208 T216 T236 T265 T296 T297 T310 - D421 D422 D698 D854 D1140 D1557 D1883 
D2166 D2216 D2435 D2487 D2488 D2850 D2922 D3017 D4318 D4767
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2000
C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 C1077 E329

1/1/2000
C31 C39 C78 C138 C143 C172 C173 C231 C293 C617 C1064 C1077 C1202 C1231 E329

5555 Canal Road
Cleveland, Ohio  44125

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Resource International, Inc.
Blue Ash, Ohio
Contact: Joseph Cron (513) 769-6998Phone:

Accreditation of D3666 (Hot Mix Asphalt and Aggregate) and 
E329 (Hot Mix Asphalt) has been suspended.  Accreditation of 
Hot Mix Asphalt test method D2041 has been suspended.  
Accreditation of Portland Cement Concrete methods C31, C39, 
C78, C138, C231, C617, C1077, C1231 and E329 has been 
suspended.
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/2000
D2041 D2172 D2726 D3203 D3666 D5444 E329
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/2001
T87 T88 T89 T90 T99 T100 T146 T180 T265 - D421 D422 D698 D854 D1140 D1557 D2216 D2217 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2001
C40 C117 C127 C128 C136 C566 C702 C1077 D3666 E329

2/15/2001
C31 C39 C78 C138 C143 C172 C231 C617 C1064 C1077 C1231 E329

4480 Lake Forest Drive
Suite 308
Cincinnati, Ohio  45242

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Resource International, Inc.
Cleveland, Ohio
Contact: Elisabeth Mesko (216) 573-6350Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2000
C40 C117 C127 C128 C136 C566 C702 C1077

1/1/2000
C31 C39 C42 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

9885 Rockside Road
Suite 145
Cleveland, Ohio  44125

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .
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Resource International, Inc.
Westerville, Ohio
Contact: Christine Straub (614) 885-1959Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1998
T166 T209 T245 T269 - D1559 D2041 D2726 D3203 D3666
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1998
T87 T88 T89 T90 T99 T100 T208 T216 T236 T265 T296 T297 - D421 D422 D698 D854 D2166 D2216 D2435 D2850 D4318 D4767 
D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2000
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

7/15/1998
T22 T23 T97 T119 T121 T141 T152 T231 T309  - C31 C39 C78 C138 C143 C172 C231 C617 C1064 C1077 C1231

281 Enterprise Drive
Westerville, Ohio  43081

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Sharp Testing Services
Toledo, Ohio
Contact: Eric G. Heckert (419) 843-9118Phone:

3/1/1999
T49 T202 T228 T316 - D5 D70 D2171 D4402
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1999
T30 T164 T165 T166 T167 T170 T209 T245 T269 T283 T287 T308 T312 - D1074 D1075 D1559 D1856 D2041 D2172 D2726 D3203 
D4125 D4867 D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1999
T11 T19 T21 T27 T37 T84 T85 T96 T104 T112 T176 T248 T255 T304 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 
C702 C1252 D546 D2419 D4791 D5821

1/2/2003
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1231

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

7880 West Central Avenue
Toledo, Ohio  43617

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Solar Testing Laboratories, Inc.
Brooklyn Heights, Ohio
Contact: David Snethkamp (216) 741-7007Phone:

6/1/2001
D5 D70
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1997
D1559 D2041 D2172 D2726 D3203 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1997
T236 - D421 D422 D698 D854 D1140 D1557 D2166 D2216 D2435 D2850 D3740 D4318 D4767 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1997
C29 C40 C88 C117 C127 C128 C131 C136 C535 C566 C702 C1077 E329

8/1/1997
C31 C39 C78 C138 C143 C157 C172 C173 C192 C231 C293 C403 C617 C666 C1064 C1077 C1202 C1231 E329

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

5399 Lancaster Drive
Brooklyn Heights, Ohio  44131

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .
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Solar Testing Laboratories, Inc.
Hilliard, Ohio
Contact: Savvas Sophocleous (614) 777-6013Phone:

Accreditation for D698 has been suspended.
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1999
T30 T164 - D2172 D3666 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1999
D421 D422 D698 D854 D1140 D1557 D2166 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1999
C29 C40 C88 C117 C127 C128 C136 C566 C702 C1077

5/1/2001
C31 C39 C78 C138 C143 C172 C231 C617 C1064 C1077

3530 Parkway Lane
Hilliard, Ohio  43026-1215

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Summit Testing & Inspection Company
Akron, Ohio
Contact: John Malivuk (330) 869-6606Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1998
D1559 D2041 D2172 D2726 D3203 D3666 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1999
D421 D422 D698 D854 D1883 D2166 D2216 D2435 D2850 D3080 D4318 D4767

P.O. Box 2231
Akron, Ohio  44309

Terry Materials, Inc.
Hamilton, Ohio
Contact: Roger Hayner (513) 874-6192Phone:

11/15/2001
R28 T240 T313 T315 T316 - D2872 D4402 D6521 D6648
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

8600 Berk Blvd.
Hamilton, Ohio  45015

TesTech, Inc.
Dayton, Ohio
Contact: Sheila Sennet (937) 435-3200Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2000
T87 T88 T89 T90 T99 T100 T176 T180 T193 T208 T215 T216 T236 T265 T296 T297 T310 - D421 D422 D698 D854 D1140 D1557 
D1883 D2166 D2216 D2419 D2434 D2435 D2487 D2488 D2850 D2922 D3017 D3080 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2000
T11 T19 T21 T27 T84 T85 T104 T112 T113 T248 T255  - C29 C40 C88 C117 C123 C127 C128 C136 C142 C566 C702 C1077 
D5821

3/1/2000
T22 T23 T24 T97 T119 T121 T141 T152 T196 T309 - C31 C39 C42 C78 C138 C143 C172 C173 C231 C1064 C1077 C1231

1700 Lyons Road
Dayton, Ohio  45458

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-151II
Dates shown for each field indicate the date of inital accreditation.
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The Shelly Company
Thornville, Ohio
Contact: Larry E. Shively (740) 246-5009Phone:

1/15/1997
R28 T48 T49 T51 T201 T202 T228 T240 T313 T315 T316 - D5 D70 D92 D113 D2170 D2171 D2872 D3666 D4402 D6521 D6648
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1997
T30 T164 T166 T170 T209 T245 T269 T283 T287 T308 T312  - D1559 D1856 D2041 D2172 D2726 D3203 D3666 D4125 D4867 
D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1998
T89 T90 T99 T176 T180 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1997
T11 T19 T27 T37 T84 T85 T96 T104 T112 T176 T248 T255 T304 - D4791

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

8775 Blackbird Road
Thornville, Ohio  43076

TolTest, Inc.
Toledo, Ohio
Contact: Curtis E. Roupe (419) 241-7175Phone:

4/15/1998
R28 T44 T48 T49 T50 T51 T53 T78 T201 T202 T228 T240 T313 T315 T316  - D5 D36 D70 D92 D113 D139 D402 D2042 D2170 
D2171 D2872 D3666 D4402

4/15/1998
T59/D244 (Residue by Evaporation, Demulsibility, Cement Mixing, Sieve Test) D3666
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1998
T30 T164 T166 T170 T209 T245 T269 T275 T312 - D1559 D1856 D2041 D2172 D2726 D3203 D3666 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1996
T87 T88 T89 T90 T99 T100 T146 T180 T193 T208 T215 T216 T236 T265 T296 T297 T310 - D421 D422 D698 D854 D1140 D1557 
D1883 D2166 D2216 D2217 D2434 D2435 D2487 D2488 D2850 D2922 D3017 D3080 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1996
T11 T21 T27 T84 T85 T96 T104 T248 T255 T304 - C40 C88 C117 C127 C128 C131 C136 C566 C702 C1077 C1252 D4791

5/15/1996
T22 T23 T97 T119 T121 T126 T141 T152 T196 T231 T277 - C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C1064 C1077 
C1202 C1231

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

1915 North 12th Street
Toledo, Ohio  43603-2186

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Valley Asphalt
Cincinnati, Ohio
Contact: Daniel T. Crago (513) 771-0820Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2002
T30 T164 T166 T209 T245 T269 T283 T287 T308 T312 - D1559 D2041 D2172 D2726 D3203 D3666 D4125 D4867 D5444 D6307

11641 Mosteller Road
Cincinnati, Ohio  45241

Oklahoma
Broce Construction Company
Norman, Oklahoma
Contact: Danny Gierhart (405) 321-1076Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2002
T30 T166 T209 T269 T283 T308 T312
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/2001
T11 T27 T84 T85 T176 T248 T304 - D4791 D5821

2821 North Flood Avenue
Norman, Oklahoma  73069

-152II
Dates shown for each field indicate the date of inital accreditation.
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Burgess Engineering and Testing, Inc.
Moore, Oklahoma
Contact: Ali H. Ebrahimi (405) 790-0488Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2001
T87 T89 T90 T99
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2001
T11 T27

2603 N. Shields Blvd.
Moore, Oklahoma  73160

GeoSystems Engineering Inc.
Tulsa, Oklahoma
Contact: Steve Symsack (918) 627-6161Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2002
T30 T166 T245 - D1559 D2726 D5444 D6307

3/1/2002
T22 T23 T24 T97 T119 T121 T141 T152 T196 T231 T309 - C31 C39 C42 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 
C1231

10926 East 55th Place
Tulsa, Oklahoma  74145

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

MACTEC Engineering and Consulting, Inc.
Tulsa, Oklahoma
Contact: David W. Daniels (918) 834-4700Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2001
T87 T88 T89 T90 T99 T100 T134 T146 T176 T180 T193 T208 T216 T265 T310 - D421 D422 D558 D698 D854 D1140 D1557 D1883 
D2166 D2216 D2217 D2419 D2435 D2487 D2488 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2001
T11 T19 T21 T27 T37 T84 T85 T96 T112 T176 T248 T255 T304 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 
C1077 C1252 D546 D2419 D4791 D5821

10/15/2001
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 
C1231

1540 North 107th E. Avenue
Tulsa, Oklahoma  74116

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Oklahoma Dept. of Transportation
Oklahoma City, Oklahoma
Contact: Patsy L. Hobson (405) 522-4985Phone:

11/15/1996
R28 T44 T48 T49 T50 T51 T53 T78 T79 T201 T202 T228 T240 T295 T313 T315 T316

11/15/1996
T59 (Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Sieve Test, Storage Stability)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1996
T30 T164 T166 T170 T209 T269 T283 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1996
T87 T88 T89 T90 T92 T99 T100 T176 T180 T193 T208 T216 T236 T265 T296 T310 - D421 D422 D427 D698 D854 D1557 D1883 
D2166 D2216 D2419 D2435 D2850 D2922 D3017 D3080 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1996
T11 T19 T21 T27 T84 T85 T96 T112 T176 T210 T248 T255  - D2419 D4791 D5821

11/15/1996
T22 T23 (Cylinders) T24 T119 T121 T126 T141 T148 T152 T196 T231 - C31 (Cylinders) C39 C42 C138 C143 C172 C173 C174 
C192 C231 C457 C617 C666 C1064 C1231

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Materials Division
200 NE 21st Street
Oklahoma City, Oklahoma  73105-3204

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-153II
Dates shown for each field indicate the date of inital accreditation.
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Professional Service Industries, Inc.
Oklahoma City, Oklahoma
Contact: James M. Smith (405) 632-8800Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2002
T89 T90 T99 T180 T265 T310 - D698 D1140 D1557 D2216 D2922 D3017 D4318

801 SE 59th Street
Oklahoma City, Okahoma  73129

Royal Trading Company
Catoosa, Oklahoma
Contact: Ron Henry (918) 266-0002Phone:

9/1/2001
R28 T240 T313 T315 T316 - D2872 D3666 D4402
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P.O. Box 1376
Tulsa, Oklahoma  74101

Sinclair Oil Corporation
Tulsa, Oklahoma
Contact: Mel D. Remondet (918) 588-1152Phone:

6/1/2001
R28 T48 T49 T202 T228 T240 T313 T315 T316 - D5 D70 D92 D2171 D2872 D4402
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

902 West 25th Street
P.O. Box 970
Tulsa, Oklahoma  74101

Standard Testing and Engineering Compan
Oklahoma City, Oklahoma
Contact: Richard W. Mudd (405) 528-0541Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2002
T87 T88 T89 T90 T99 T100 T134 T146 T176 T180 T193 T208 T216 T265 T296 T310 - D421 D422 D558 D698 D854 D1557 D1883 
D2166 D2216 D2217 D2419 D2435 D2850 D2922 D3017 D3740 D4318 D5084 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2002
T11 T19 T21 T27 T37 T84 T85 T96 T104 T112 T176 T210 T248 T255 T304 - C29 C40 C88 C117 C127 C128 C131 C136 C142 
C566 C702 C1077 C1252 D546 D3744 D4791 E329

2/1/2002
T22 T23 T24 T97 T119 T121 T126 T141 T148 T152 T196 T198 T309 - C31 C39 C42 C78 C138 C143 C172 C173 C174 C192 C231 
C496 C803 C805 C1064 C1077 C1231 E329

3400 North Lincoln Blvd.
Oklahoma City, Oklahoma  73105

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Terracon
Oklahoma City, Oklahoma
Contact: Thomas M. Hawes (405) 848-1607Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2001
T30 T166 T209 T269 T308 - D1560 D2041 D2726 D3203 D3666 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2001
T87 T88 T89 T90 T99 T100 T146 T176 T180 T193 T208 T265 - D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 D2217 
D2419 D2487 D2488 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2001
T11 T19 T21 T27 T84 T85 T248 T255 - C29 C40 C117 C127 C128 C136 C566 C702

832 NW 67th Street
Suite 1
Oklahoma City, Oklahoma  73116-7657

-154II
Dates shown for each field indicate the date of inital accreditation.
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TPI Petroleum, Inc.
Ardmore, Oklahoma
Contact: Travis Williams (580) 221-3141Phone:

6/15/1999
R28 T240 T313 T315 T316
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

825 East Cameron
Ardmore, Oklahoma  73402

Oregon
Chevron Texaco - Willbridge Asphalt Facilit
Portland, Oregon
Contact: Michael Pfau (503) 273-4744Phone:

3/15/2002
R28 T240 T313 T315 T316
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

5501 NW Front Avenue
Portland, Oregon  97210

Lane County Public Works
Eugene, Oregon
Contact: Bill Cummings (541) 682-6943Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/2001
T30 T166 T209 T245 T246 (Stability) T247 T269 T283 T308 - D1559 D1560 (Stability) D1561 D2726 D3203 D3666 D4867 D5444 
D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1996
T87 T88 T89 T90 T99 T100 T146 T176 T180 T190 T236 T265 - D421 D422 D698 D1557 D2216 D2217 D2419 D2844 D3080 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1996
T11 T19 T27 T84 T85 T96 T176 T248 T255 - C29 C88 C117 C127 C128 C131 C136 C566 C702 D2419 D5821

3040 North Delta Highway
Eugene, Oregon  97408

Oregon Dept. of Transportation
Salem, Oregon
Contact: Gregory L. Guthrie (503) 986-3108Phone:

10/15/1989
R28 T44 T48 T49 T51 T201 T202 T228 T240 T313 T315 T316

10/15/1989
T59 (Residue by Distillation, Saybolt Viscosity, Sieve Test)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1989
T30 T166 T209 T246 (Stability) T247 T269 T283 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1989
T87 T88 T89 T90 T99 T100 T176 T180 T208 T216 T265 T296 T297
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1989
T11 T19 T21 T27 T84 T85 T96 T104 T176 T248 T255 T304

10/15/1989
T22 T23 (Standard Curing) (Cylinders) T231 - C31(Final Curing) (Cylinders) C39 C617

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

800 Airport Road SE
Salem, Oregon  97301-4798

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-155II
Dates shown for each field indicate the date of inital accreditation.
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Pennsylvania
ACA Engineering, Inc.
Pittsburgh, Pennsylvania
Contact: Ronald S. Mathews (412) 761-1990Phone:

Accreditation of Soil methods has been suspended.
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2001
D421 D422 D698 D1140 D2216 D4318

1/15/2002
C31 C39 C78 C138 C143 C157 C172 C173 C192 C215 C231 C403 C666 C1064 C1077 C1231

One Atlantic Avenue
Pittsburgh, Pennsylvania  15202

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Ackenheil Engineers, Inc.
Pittsburgh, Pennsylvania
Contact: James Falcione (412) 531-7111Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1992
T87 t88 T89 T90 T99 T180 T193 T208 T216 T236 T265 T296 T297 - D421 D422 D698 D1140 D1557 D1883 D2166 D2216 D2435 
D2850 D3080 D4318 D4767 D5084

1000 Banksville Road
Pittsburgh, Pennsylvania  15216

Aggregates and Soils Testing
Mechanicsburg, Pennsylvania
Contact: Ken McNulty (717) 697-1060Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1996
T88 T99 T176 T180 - D422 D698 D1557 D2419
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1996
T11 T27 T84 T85 T96 T104 T176 T304 - C88 C117 C127 C128 C131 C136 C1252 D2419 D4791

200 Gale Street
Mechanicsburg, Pennsylvania  17055

AKM Construction Services, Inc.
Lester, Pennsylvania
Contact: Kimberly Moore (610) 362-0210Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
D1461 D1559 D2041 D2726 D3203 D3666
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2001
T87 T88 T89 T90 T99 T180 T265 T310 - D421 D422 D698 D1557 D2216 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2001
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

2/1/2001
T22 T23 T97 T119 T121 T141 T152 T309 - C31 C39 C78 C138 C143 C172 C231 C1064 C1077 C1231

350 South Governor Printz Blvd
Lester, Pennsylvania  19029

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

American Geotech, Inc.
Reading, Pennsylvania
Contact: Kin Chung (610) 670-9055Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1993
D2850 D3740

10/1/2000
C31 (Cylinders) C39 C138 C143 C172 C231 C1064 C1231

1801 Penn Avenue
Reading, Pennsylvania  19609

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-156II
Dates shown for each field indicate the date of inital accreditation.



 AAP Directory of Accredited Laboratories February 10, 2003

American Geotechnical & Environmental
Canonsburg, Pennsylvania
Contact: Carl Henderson (724) 916-0300Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1997
T87 T88 T89 T90 T99 T100 T146 T180 T193 T208 T216 T236 T265 - D421 D422 D854 D1883 D2166 D2216 D2217 D2435 D4318

Southpointe Business Park
4 Grandview Circle
Canonsburg, Pennsylvania  15317-8533

Applied Geoscience & Engineering
Reading, Pennsylvania
Contact: Ayub Iqbal (610) 777-5027Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1993
T87 T88 T89 T90 T99 T100 T180 T193 T208 T215 T216 T236 T265 T296 T297 - D421 D422 D698 D854 D1140 D1557 D1883 
D2166 D2216 D2434 D2435 D2850 D3080 D3740 D4318 D4767 D5084

1300 New Holland Road
Reading, Pennsylvania  19607

Central Aggregate Testing
Franklin, Pennsylvania
Contact: James K. Haslet (814) 432-3184Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/2/2002
T99 T180 - D698 D1557
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/2/2002
T11 T21 T27 T84 T85 T96 T104 T304 - C40 C88 C117 C127 C128 C131 C136 C1252 D4791 D5821

P.O. Box 568
Franklin, Pennsylvania  16323

Certified Testing Laboratories
Bethlehem, Pennsylvania
Contact: Glenn M. Riegel (610) 865-2674Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2002
T30 T164 T166 T269

754 E. Fairview Street
Bethlehem, Pennsylvania  18018

CMT Laboratories, Inc.
State College, Pennsylvania
Contact: Frank C. Welsh (814) 231-8845Phone:

Accreditation of Soil and Aggregate methods has been 
suspended.
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1996
T87 T88 T89 T90 T99 T100 T180 T193 T208 T236 T265 - D421 D422 D698 D1557 D1883 D2166 D2216 D3080 D3740 D4318 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1996
T11 T27 T84 T85 T248 T255 - C88 C117 C127 C128 C566 C702

2380 Commercial Boulevard
State College, Pennsylvania  16801

-157II
Dates shown for each field indicate the date of inital accreditation.
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Construction Engineering Consultants, Inc.
Pittsburgh, Pennsylvania
Contact: George R. Wargo (412) 351-6465Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1994
T87 T88 T89 T90 T99 T100 T180 T265 - D421 D422 D698 D854 D1140 D1557 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1992
T11 T19 T21 T27 T84 T85 T96 T112 T113 T248 T255 - C29 C40 C88 C117 C123 C127 C128 C131 C136 C142 C566 C702 C1077

3/15/1992
T22 T23 T24 T97 T119 T121 T126 T141 T152 T196 T231 T309 - C31 C39 C42 C78 C138 C143 C172 C173 C192 C231 C617 
C1064 C1077 C1231

2018 Waverly Street
Pittsburgh, Pennsylvania  15218

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Construction Testing, Inc.
Allentown, Pennsylvania
Contact: Michael C. Demyan (610) 433-6871Phone:

Accreditation of Soil and Aggregate methods has been 
suspended.
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1999
T88 T99 T180 - D422 D698 D1557 D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/1991
T11 T19 T21 T27 T84 T85 T96 T112 T248 T255 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702

12/15/1991
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 
C1077 C1231

925 North Jerome Street
Allentown, Pennsylvania  18109

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Earth, Inc.
Pittsburgh, Pennsylvania
Contact: Michael Sydlik (412) 931-6393Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1990
T87 T88 T89 T90 T92 T99 T100 T146 T180 T193 T208 T216 T236 T265  -  D421 D422 D427 D698 D854 D1140 D1557 D1883 
D2166 D2216  D2217 D2435 D3080 D3740 D4318

The Gristmill - Suite 100
101 Bellevue Road
Pittsburgh, Pennsylvania  15229-1801

Gannett Fleming Geotechnical Lab
Harrisburg, Pennsylvania
Contact: David B. Wilson (717) 763-7211Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1992
T87 T88 T89 T90 T99 T100 T180 T208 T216 T236 T265 T296 T297 - D421 D422 D698 D854 D1557 D1883 D2166 D2216 D2435 
D2487 D2850 D3080 D3740 D4318 D4767 D5084

P.O. Box 67100
Harrisburg, Pennsylvania  17106-7100

GeoMechanics, Inc.
Elizabeth, Pennsylvania
Contact: Walter M. Lorence (724) 379-6300Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1995
T88 T89 T90 T99 T100 T180 T193 T208 T216 T236 T265 T296 T297 - D422 D698 D1557 D1883 D2166 D2216 D2435 D2487 
D2850 D3080 D3740 D4318 D4767 D5084

600 Munir Drive
P.O. Box 386
Elizabeth, Pennsylvania  15037-0386

-158II
Dates shown for each field indicate the date of inital accreditation.
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GeoStructures, Inc.
Wayne, Pennsylvania
Contact: Eric J. Seksinsky (610) 688-7066Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/2/2003
T87 T88 T89 T90 T99 T100 T146 T180 T215 T265 T310 - D421 D422 D698 D854 D1140 D1557 D2216 D2217 D2434 D2487 D2488 
D2922 D3017 D3740 D4318

985 Old Eagle School Road
Suite 502
Wayne, Pennsylvania  19087

Geotechnical Testing Services
Coraopolis, Pennsylvania
Contact: Steven V. Grimaldi (412) 771-5340Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/2/2002
T87 T88 T89 T90 T92 T99 T100 T146 T180 T193 T208 T215 T216 T236 T265 T296 T297 - D421 D422 D427 D698 D854 D1557 
D1883 D2166 D2216 D2217 D2434 D2435 D2487 D2850 D3080 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/2/2002
T27 T85 - C127 C136

103 Coraopolis Road
Coraopolis, Pennsylvania  15108

Geotechnics, Inc.
East Pittsburgh, Pennsylvania
Contact: David Backstrom (412) 823-7600Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1996
T88 T89 T90 T99 T100 T180 T193 T208 T215 T216 T236 T265 T296 T297 - D422 D698 D1557 D1883 D2166 D2216 D2434 D2435 
D2850 D3080 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1998
T27 T85 - C127 C136

544 Braddock Avenue
East Pittsburgh, Pennsylvania  15112

GTS Technologies, Inc.
Harrisburg, Pennsylvania
Contact: Jonathan D. Raab (717) 236-3006Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1997
T87 T88 T89 T90 T99 T100 T134 T180 T193 T208 T216 T236 T265 - D421 D422 D558 D698 D1140 D1557 D1883 D2166 D2216 
D2435 D2487 D2488 D3080 D3740 D4318

441 Friendship Road
Harrisburg, Pennsylvania  17111

ITS/Caleb Brett
Essington, Pennsylvania
Contact: Joan Feuda (610) 521-1725Phone:

3/1/1991
R28 T48 T49 T53 T78 T79 T201 T202 T228 T240 T313 T315 T316 - D5 D36 D70 D92 D402 D2170 D2171 D2872 D3143 D4402 
D6521

9/1/1994
T59/D244 (Residue by Distillation)

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

327 Erickson Avenue
Essington, Pennsylvania  19029

-159II
Dates shown for each field indicate the date of inital accreditation.
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John H. Robinson Testing, Inc.
Erie, Pennsylvania
Contact: Dennis R. Smale (814) 454-0195Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/7/2002
T87 T88 T89 T90 T99 T100 T146 T180 T193 T265 - D421 D422 D698 D1140 D1557 D1883 D2216 D2217 D2487 D2488 D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1998
C40 C88 C117 C127 C128 C131 C136 C566 C702 C1077

7/15/1998
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

1319 Sassafras Street
Erie, Pennsylvania  16501-1720

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Koch Materials Company
York, Pennsylvania
Contact: Michael Worden (717) 843-0975Phone:

8/1/2000
R28 T48 T49 T228 T240 T313 T315 T316 - D5 D70 D92 D2872 D3666 D4402 D6521

8/1/2000
T59/D244 (Residue by Distillation, Residue by Evaporation, Saybolt Viscosity, Demulsibility, Sieve Test) D3666

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

1194 Zinn's Quarry Road
York, Pennsylvania  17404

L. Robert Kimball and Associates, Inc.
Ebensburg, Pennsylvania
Contact: Gregory P. Letzo (814) 472-7700Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1990
D421 D422 D427 D698 D854 D1140 D1557 D1883 D2166 D2216 D2434 D2435 D2487 D2488 D2850 D2922 D3017 D3080 D4318 
D4767 D5084

7/1/1990
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064

615 West Highland Avenue
P.O. Box 1000
Ebensburg, Pennsylvania  15931

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Mid-Atlantic Aggregates
Harrisburg, Pennsylvania
Contact: Adam Keiper (717) 236-7500Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1991
T88 T89 T90 T100 - D422 D1557 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1988
T11 T27 T84 T85 T96 T304 - C88 C117 C127 C128 C131 C136 C1252 D4791 D5821

2656 Walnut Street
Harrisburg, Pennsylvania  17103

-160II
Dates shown for each field indicate the date of inital accreditation.
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Pennoni Associates, Inc.
Bethlehem, Pennsylvania
Contact: Charlie Snyder (610) 231-0600Phone:

Accreditation for T85 and C127 has been suspended.  
Accreditation of Aggregate methods has been suspended.
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2000
C40 C117 C127 C128 C136 C566 C702

6/1/2000
T22 T23 T97 T119 T121 T126 T141 T152 T177 T178 T196 T197 T231 T309  - C31 C39 C78 C138 C143 C172 C173 C192 C231 
C293 C403 C617 C1064 C1077 C1084 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2000

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2002

T106 T107 T129 T131 T137 T153 T154 T162 T186 T192 - C91 (water retention) C109 C151 C185 C187 C191 C204 C266 C305 
C430 C451 C1222

T105/C114 Reference (silicon dioxide, aluminum oxide, ferric oxide, calcium oxide, magnesium oxide, sulfur trioxide, loss on ignition, 
sodium oxide, potassium oxide) C1222

2041 Avenue C
Suite 100
Bethlehem, Pennsylvania  18017

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Pennsylvania Dept of Transportation
Harrisburg, Pennsylvania
Contact: Paul M. Ingram (717) 787-2489Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1992
T87 T88 T89 T90 T99 T100 T176 T180 T193 T236 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1990
T11 T19 T21 T27 T84 T85 T96 T176 T248 T304

12/1/1990
T22 T23 (Cylinders) T119 T121 T126 T152 T231 T309 - C31 (Cylinders) C39 C87 C138 C143 C192 C231 C617 C1064 C1077 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1997

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1997
T106 T107 T129 T131 T137 T153 T162 T192 - C109 C151 C185 C187 C191 C204  C305  C430 C1222

T105/C114 Reference (loss on ignition) X-Ray Fluorescence (silicon dioxide, aluminum oxide, ferric oxide, calcium oxide, 
magnesium oxide, sulfur trioxide, sodium oxide, potassium oxide, titanium dioxide, phosphorus pentoxide, manganic oxide) C1222

Materials & Testing Division
1118 State Street
Harrisburg, Pennsylvania  17120

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Professional Inspection & Testing Services
Chambersburg, Pennsylvania
Contact: Keith Stewart (717) 263-7964Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2001
D421 D422 D698 D854 D1140 D1557 D2216 D2487 D2922 D3017 D3740 D4318

56 North Second Street
Chambersburg, Pennsylvania  17201

-161II
Dates shown for each field indicate the date of inital accreditation.
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Professional Service Industries, Inc.
Pittsburgh, Pennsylvania
Contact: Thomas G. Ali (412) 922-4000Phone:

Accreditation of Portland Cement Concrete test methods has 
been suspended.  Accreditation for Soil test methods has been 
suspended.
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1992
T87 T88 T89 T90 T99 T100 T146 T180 T193 T208 T216 T236 T265 T296 T297 - D421 D422 D427 D698 D854 D1140 D1557 D1883 
D2166 D2216 D2217 D2435 D2850 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1992
T11 T19 T21 T27 T84 T85 T96 T104 T112 T113 T248 T255 - C29 C40 C88 C117 C123 C127 C128 C131 C136 C142 C566 C702 
C1077

3/15/1995
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 
C1231

850 Poplar Street
Pittsburgh, Pennsylvania  15220

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Schnabel Engineering Associates, Inc.
West Chester, Pennsylvania
Contact: Wayne K. Grovatt (610) 696-6066Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/7/2002
T87 T88 T89 T90 T99 T180 T193 T265 T297 T310 - D421 D422 D698 D1557 D1883 D2216 D2487 D2488 D2922 D3017 D3740 
D4318 D4767
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/2001
C40 C117 C127 C128 C136 C566 C702 C1077

3/15/2001
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

510 East Gay Street
West Chester, Pennsylvania  19380

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Solar Testing Laboratories, Inc.
Pittsburgh, Pennsylvania
Contact: William Gross (412) 231-8600Phone:

Accreditation of Soil and Aggregate methods has been 
suspended.
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1995
T87 T88 T89 T90 T99 T100 T146 T180 T265 - D421 D422 D698 D1140 D1557 D2216 D2217 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1995
T11 T19 T21 T27 T84 T85 T96 T104 T112 T248 T255 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702

3/1/1995
T22 T23 (Cylinders) T119 T121 T141 T152 T309  - C31 (Cylinders) C39 C138 C143 C172 C231 C1064 C1077 C1231

3862 East Street
Pittsburgh, Pennsylvania  15214

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

United Refining Company Laboratory
Warren, Pennsylvania
Contact: Marty L. Meddock (814) 726-4867Phone:

3/15/2000
R28 T48 T240 T313 T315 - D5 D4402
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P.O. Box 780
Warren, Pennsylvania  16365

-162II
Dates shown for each field indicate the date of inital accreditation.
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URS Corporation International-Americas
Blue Bell, Pennsylvania
Contact: Yongli Min (215) 619-4140Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1999
T87 T88 T89 T90 T99 T100 T146 T180 T208 T215 T216 T265 T296 T297 - D421 D422 D698 D854 D1140 D1557 D2166 D2216 
D2217 D2434 D2435 D2487 D2488 D2850 D3740 D4318 D4767 D5084

1400 Union Meeting Road
Suite 202
Blue Bell, Pennsylvania  19422

Valley Forge Laboratories, Inc.
Devon, Pennsylvania
Contact: Robert J. Collins (610) 688-8517Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1995
T87 T88 T89 T90 T99 T100 T180 T193 T208 T216 T236 T265 T296 T297 - D421 D422 D698 D854 D1140 D1557 D1883 D2166 
D2216 D2435 D2487 D2488 D2850 D3080 D3740 D4318 D4767 D5084

6 Berkeley Road
Devon, Pennsylvania  19333

Warden Modified Asphalt
Mercer, Pennsylvania
Contact: W. Patrick Russell (724) 748-3700Phone:

3/15/2001
R28 T240 T313 T315 - D4402
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P.O. Box 509
Mercer, Pennsylvania  16137

Puerto Rico
CMT, Inc.
Guaynabo, Puerto Rico
Contact: Hector Juncos (787) 774-9403Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
T166 - D2726 D3666 E329

D15 Buen Samaritano Street
Gardenville
Guaynabo, Puerto Rico  00966

Geoconsult, Inc.
Puerto Nuevo, Puerto Rico
Contact: Javier Rodriguez (787) 783-3585Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2002
T87 T88 T89 T90 T92 T99 T100 T146 T180 T208 T216 T236 T265 T310 - D421 D422 D427 D698 D1140 D1557 D2166 D2216 
D2217 D2435 D2487 D2488 D2922 D3017 D3080 D4318 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2002
T11 T19 T21 T27 T84 T85 T104 T248 T255  - C29 C40 C88 C117 C127 C128 C136 C566 C702 C1077

12/6/2002
C31 (Cylinders) C39 C138 C143 C172 C231 C1064 C1077 C1231

P.O. Box 362040
San Juan, Puerto Rico  00936-2040

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-163II
Dates shown for each field indicate the date of inital accreditation.
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Ponce I & M Engineering Laboratory, Inc.
Coto Laurel, Puerto Rico
Contact: Jose L. Irizarry-Rosa (787) 848-2075Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
T88 T89 T90 T99 T100 T180 T265 T310 - D422 D698 D1140 D1557 D2216 D2487 D2488 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702

1/10/2003
C31 (Cylinders) C39 C138 C143 C172 C231 C1064 C1077 C1231

P.O. Box 515
Coto Laurel, Puerto Rico  00780-0515

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Puerto Rico Highway & Transp. Authority
Bayamon, Puerto Rico
Contact: Orlando Diaz-Quirindongo (787) 729-1592Phone:

4/1/1998
T44 T48 T49 T50 T53 T55 T78 T79 T179 T201 T202 T228 T240 T315 T316 - D5 D36 D70 D92 D95 D139 D402 D1754 D2042 
D2170 D2171 D2872 D3143 D3666 D4402
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1998
T30 T164 T166 T209 T245 T269 T275 T287 T308 T312  - D1188 D1559 D2041 D2172 D2726 D3203 D3666 D4125 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1998
T87 T88 T89 T90 T99 T100 T176 T180 T265 - D421 D422 D698 D854 D1140 D1557 D2216 D2419 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/1998
T11 T19 T21 T27 T84 T85 T96 T112 T176 T248 T255 T304 - C29 C40 C117 C127 C128 C131 C136 C142 C566 C702 C1252 
D3666 D4791 D5821

7/15/1999
T22 T23 (Cylinders) T24 T119 T121 - C31 (Cylinders) C39 C42 C138 C143 C1064 C1231

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P.O. Box 42007
San Juan, Puerto Rico  00940-2007

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Puerto Rico Highway and Transp. Authority
Manati, Puerto Rico
Contact: Orlando Diaz Quirindongo (787) 729-1592Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2002
T87 T89 T90 T99 T180 T265 - D421 D698 D1140 D1557 D2216 D4318

P.O. Box 42007
San Juan, Puerto Rico  00940-2007

Puerto Rico Highway and Transp. Authority
Mayaguez, Puerto Rico
Contact: Orlando Diaz-Quirindongo (787) 729-1592Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2002
T87 T89 T90 T99 T180 T265 - D421 D698 D1140 D1557 D2216 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2002
T11 T21 T27 T84 T85 T96 T248 T255 - C40 C117 C127 C128 C131 C136 C566 C702

P.O. Box 42007
San Juan, Puerto Rico  00940-2007

Puerto Rico Highway and Transp. Authority
Ponce, Puerto Rico
Contact: Orlando Diaz-Quirindongo (787) 729-1592Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
T87 T89 T90 T99 T180 T265 - D421 D698 D1140 D1557 D2216 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
T11 T21 T27 T84 T85 T96 T248 T255 - C40 C117 C127 C128 C131 C136 C566 C702

P.O. Box 42007
San Juan, Puerto Rico  00940-2007

-164II
Dates shown for each field indicate the date of inital accreditation.
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Rhode Island
Hudson Liquid Asphalt
Providence, Rhode Island
Contact: Karissa A. Mooney (401) 781-8200Phone:

12/1/1997
R28 T44 T48 T49 T51 T78 T179 T201 T202 T228 T240 T313 T315 T316 - D5 D70 D92 D113 D402 D1754 D2042 D2171 D2872 
D3666 D4402

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

30 Shipyard Street
Providence, Rhode Island  02905

Rhode Island Dept of Transportation
Providence, Rhode Island
Contact: Mark E. Felag (401) 222-2524Phone:

7/1/1990
R28 T48 T49 T53 T228 T240 T313 T315 T316 - D3289

7/1/1990
T59 (Residue by Evaporation, Saybolt Viscosity, Settlement, Sieve Test, Storage Stability)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1990
T30 T166 T209 T245 T269 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1990
T87 T88 T89 T90 T99 T100 T176 T180 T193 T265 - D1140 D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1990
T11 T19 T21 T27 T37 T84 T85 T96 T112 T113 T176 T248 T255 T304 - C88 D4791 D5821

7/1/1990
T22 T23 (Cylinders) T119 T121 T126 T141 T152 T177 T196 T309  - C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C293 
C1064 C1231

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Materials Testing Laboratory
2 Capitol Hill, Room 018
Providence, Rhode Island  02903

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

South Carolina
APAC-Carolina, Inc.
Florence, South Carolina
Contact: James Horton (843) 664-1807Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2002
T166 T209 T245 T269 T283 - D3203

P.O. Box 521
Darlington, South Carolina  29540

Bunnell-Lammons Engineering, Inc.
Greenville, South Carolina
Contact: William A. Mathews (864) 288-1265Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/2001
D421 D422 D698 D854 D1140 D1557 D2216 D2487 D2488 D2922 D3017 D3740 D4318 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/2001
C29 C40 C117 C127 C128 C136 C566 C702

11/15/2001
C31 (Cylinders) C39 C42 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

1200 Woodruff Road
Suite B-7
Greenville, South Carolina  29607

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-165II
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Engineering Consulting Services,Ltd.
Greenville, South Carolina
Contact: Wanda G. Smith (864) 987-1610Phone:

12/6/2002
T22 T23 (Cylinders) T119 T121 T141 T152 T309 - C31 (Cylinders) C39 C138 C143 C172 C231 C1064 C1077 C1231

1148 Woodruff Road
Suite 150
Greenville, South Carolina  29607
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

F & ME Consultants
Columbia, South Carolina
Contact: E. Wade Myers (803) 254-4540Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2001
T88 T89 T90 T99 T100 T180 T193 T265 T310 - D1140 D2487 D2488 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2002
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

4/15/2002
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 
C1077 C1231

P.O. Box 5855
Columbia, South Carolina  29250

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Florence & Hutcheson, Inc.
Duncan, South Carolina
Contact: W. Martin M. Johnson (864) 848-7091Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
T87 T89 T90 T99 T180 T208 T265 - D1140 D2487
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2002
T11 T21 T27 T248 T255 - C40 C117 C136 C566 C702

4/15/2002
T22 T23 T97 T119 T121 T141 T152 T309 - C31 C39 C78 C138 C143 C172 C231 C1064 C1077 C1231

971 Rogers Bridge Road
Duncan, South Carolina  29334

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Froehling & Robertson, Inc.
Greenville, South Carolina
Contact: Stephen E. Greaber (864) 271-2840Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1997
D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2001
D421 D422 D698 D854 D1140 D1557 D2216 D2217 D2487 D2488 D2922 D3017 D3740 D4318 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1997
C29 C117 C127 C128 C136 C566 C702

12/1/1997
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1231

1310 Lowndes Hill Road
Greenville, South Carolina  29607

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

GAGE Group, Inc.
Columbia, South Carolina
Contact: Kevin Sohrabnia (803) 741-9000Phone:

1/10/2003
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

7499 Parklane Road
Suite 112
Columbia, South Carolina  29223
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .
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General Engineering Laboratories
Charleston, South Carolina
Contact: Warren Chico (843) 769-7378Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2001
D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 D2217 D3740 D4318

2040 Savage Road
Charleston, South Carolina  29407

GeoMetrics, Inc.
Myrtle Beach, South Carolina
Contact: Nicholas E. Harman (803) 783-9001Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2000
T87 T88 T89 T90 T99 T180 T193 T265 T310 - D1140 D2487 D2488 D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/2001
T11 T21 T27 T84 T85 T112 T248 T255 - C40 C117 C127 C128 C136 C142 C566 C702 C1077

11/15/2001
T22 T23 (Cylinders) T24 T119 T121 T141 T148 T152 T196 T231 - C31 (Cylinders) C39 C42 C138 C143 C172 C173 C174 C231 
C617 C1064 C1077 C1231

136 Stonemark Lane
Stonemark Centre - Suite 100
Columbia, South Carolina  29210

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Geo-Systems Design & Testing, Inc.
West Columbia, South Carolina
Contact: David McKee (803) 791-7528Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/4/2002
T100 - D421 D422 D698 D1140 D1557 D2216 D3740 D4318

P.O. Box 2656
West Columbia, South Carolina  29171

GS2 Engineering & Environmental Consulta
Charleston, South Carolina
Contact: Shawn Etier (843) 763-4093Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/6/2002
T87 T88 T89 T90 T92 T99 T100 T180 T265 T310 - D421 D422 D427 D698 D854 D1140 D1557 D2216 D2487 D2488 D2922 D3017 
D3740 D4318 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/6/2002
T11 T19 T21 T27 T37 T84 T85 T112 T248 T255 - C29 C40 C117 C127 C128 C136 C142 C702 C1077 D546 D3666 D5821 E329

12/6/2002
T22 T23 T97 T119 T121 T141 T152 T196 T231 T309 - C31 C39 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231 E329

1716 Pineview Road
Suite D
Charleston, South Carolina  29407

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

MACTEC Engineering and Consulting, Inc.
Charleston, South Carolina
Contact: Shawn J. Etier (843) 529-0893Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2001
T87 T88 T89 T90 T99 T100 T146 T180 T265 T310 - D421 D422 D698 D854 D1140 D1557 D2216 D2217 D2487 D2488 D2922 
D3017 D3740 D4318 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2001
T11 T19 T21 T27 T84 T85 T248 T255 - C29 C40 C117 C127 C128 C136 C566 C702 C1077 E329

4/1/2001
T22 T23 T97 T119 T121 T141 T152 T196 T231 T309  - C31 C39 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231 E329

3820 Faber Place Drive
Suite 600
Charleston, South Carolina  29405

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-167II
Dates shown for each field indicate the date of inital accreditation.



 AAP Directory of Accredited Laboratories February 10, 2003

MACTEC Engineering and Consulting, Inc.
Columbia, South Carolina
Contact: Nathan H. Bryan (803) 798-1200Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/2000
T87 T88 T89 T90 T92 T99 T100 T180 T193 T265 T310 - D421 D422 D427 D698 D854 D1140 D1557 D1883 D2216 D2487 D2488 
D2922 D3017 D3740 D4318 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2000
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077 E329

11/1/2000
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 
C1077 C1231 E329

720 Gracern Road
Suite 132
Columbia, South Carolina  29210

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

MACTEC Engineering and Consulting, Inc.
Greenville, South Carolina
Contact: Andrew Burton (864) 288-5116Phone:

7/15/2002
T22 T23 (Cylinders) T119 T121 T141 T152 T196 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

1327 Miller Road
Suite A
Greenville, South Carolina  29607
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Palmetto Bridge Constructors
Charleston, South Carolina
Contact: John O. Ross (843) 937-0090Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/2002
C40 C117 C127 C128 C131 C136 C535 C566 C702 C1077

9/15/2002
C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1077 C1231

222 Huger Street
Charleston, South Carolina  29403

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Professional Service Industries, Inc.
Charleston, South Carolina
Contact: Keith A. Ingram (843) 534-5000Phone:

9/1/2002
C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1077 C1231

212 Huger Street
Charleston, South Carolina  29403
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Professional Service Industries, Inc.
Columbia, South Carolina
Contact: Jason H. Follo (803) 776-6050Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/13/2002
T87 T88 T89 T90 T99 T100 T146 T180 T193 T265 T310 - D421 D422 D698 D1140 D1557 D1883 D2216 D2217 D2487 D2488 
D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2002
T11 T19 T21 T27 T84 T85 T112 T248 T255 - C29 C40 C117 C127 C128 C136 C142 C566 C702 C1077

4/1/2002
T22 T23 (Cylinders) T24 T119 T121 T126 T141 T152 T196 T231 T309 - C31 (Cylinders) C39 C42 C138 C143 C172 C173 C192 
C231 C617 C1064 C1077 C1231

1191-A Atlas Road
Columbia, South Carolina  29209

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .
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QORE Property Sciences
Columbia, South Carolina
Contact: Sandra W. Colley (803) 935-1700Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2001
T87 T88 T89 T90 T99 T180 T193 - D421 D422 D698 D1557 D1883 D3740 D4318 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2001
T11 T27 T85 - C117 C127 C136

3 Technology Circle
Columbia, South Carolina  29203

QORE, Inc.
Greenville, South Carolina
Contact: Charles B. Hunter (864) 297-9944Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2000
D421 D422 D558 D559 D698 D854 D1140 D1557 D1883 D2166 D2216 D2435 D2850 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2000
C29 C40 C117 C127 C128 C136 C566 C702 C1077 D546

2/1/2001
C31 C39 C42 C78 C138 C143 C172 C192 C231 C617 C1064 C1077 C1231

281 Fairforest Way
Greenville, South Carolina  29607

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

S & ME, Inc.
Conway, South Carolina
Contact: Thomas C. Still (843) 347-7800Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/21/2002
C40 C117 C127 C128 C136 C566 C702 C1077

11/21/2002
C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1077 C1231 E329

231 Labonte Street
Conway, South Carolina  29526

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

S&ME, Inc.
Columbia, South Carolina
Contact: James T. Palmer (803) 561-9024Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1997
T87 T88 T89 T90 T99 T100 T180 T193 T265 - D421 D422 D698 D854 D1140 D1557 D1883 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1997
C29 C40 C117 C127 C128 C136 C566 C702 C1077

11/15/1997
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

134 Suber Road
Columbia, South Carolina  29210

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

S&ME, Inc.
Mt. Pleasant, South Carolina
Contact: Warren Chico (843) 884-0005Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1997
T87 T88 T89 T90 T99 T100 T146 T180 T193 T265 T310 - D421 D422 D698 D854 D1140 D1557 D1883 D2216 D2217 D2922 D3017 
D3740 D4318 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1997
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077 E329

3/1/1997
T22 T23 T97 T119 T121 T126 T141 T152 T231 T309 - C31 C39 C78 C138 C143 C172 C192 C231 C617 C1064 C1077 C1231 E329

840 Lowcountry Blvd.
Mt. Pleasant, South Carolina  29464

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-169II
Dates shown for each field indicate the date of inital accreditation.
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S&ME, Inc.
Spartanburg, South Carolina
Contact: Bill Schwartz (864) 574-2360Phone:

Accreditation of Soil methods D421, D422, D698, D854, D1557, 
D1883, and D4318 has been suspended.
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1997
D421 D422 D698 D854 D1140 D1557 D1883 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1997
C40 C117 C136 C566 C702

3/15/1997
C138 C143 C172 C1064

155 Tradd Street
Spartanburg, South Carolina  29301

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Soil Consultants, Inc.
Charleston, South Carolina
Contact: W. Kenneth Johnson (843) 723-4539Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2001
T30 T164 T166 T209 T245 T269 T308 - D1559 D2041 D2172 D2726 D3203 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2001
T87 T88 T89 T90 T99 T100 T180 T193 T208 T216 T265 T296 T297 T310 - D421 D422 D698 D854 D1140 D1557 D1883 D2166 
D2216 D2435 D2487 D2488 D2850 D2922 D3017 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1998
T11 T19 T21 T27 T37 T71 T84 T85 T96 T112 T248 T255 - C29 C40 C70 C87 C88 C117 C127 C128 C131 C136 C142 C566 C641 
C702 C1077 D546 E329

7/15/1998
T22 T23 T24 T97 T119 T121 T126 T141 T148 T152 T160 T196 T198 T231 T309 - C31 C39 C42 C78 C138 C143 C157 C172 C173 
C174 C192 C231 C496 C617 C803 C805 C1064 C1077 C1231 E329

P.O. Drawer 698
Charleston, South Carolina  29402-0698

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

South Carolina Dept. of Transportation
Columbia, South Carolina
Contact: M. O. Fletcher (803) 737-6681Phone:

12/1/1989
R28 T44 T48 T49 T55 T78 T79 T179 T201 T202 T228 T240 T313 T315 T316

12/1/1989
T59 (Residue by Distillation, Residue by Evaporation, Saybolt Viscosity, Demulsibility, Sieve Test)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1989
T30 T164 T166 T170 T209 T245 T269 T275 T283 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1989
T87 T88 T89 T90 T99 T100 T134 T176 T180 T193 T265 T310 - D2487
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1989
T11 T19 T21 T27 T84 T85 T96 T104 T176 T248 T255 T304 - D4791

12/1/1989
T22 T23 T97 T119 T121 T126 T141 T152 T196 T231 T309  - C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C805 C1064 
C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/30/1996

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/30/1996

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T153 T154 T162 - C109 C151 C187 C191 C204 C266 C305 C1222

T105/C114 Reference (silicon dioxide, aluminum oxide, ferric oxide, calcium oxide, magnesium oxide, sulfur trioxide, loss on ignition, 
insoluble residue) C1222

Research & Materials Lab
P.O. Box 191
Columbia, South Carolina  29202

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-170II
Dates shown for each field indicate the date of inital accreditation.
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Strata Engineering, LLC
Mt. Pleasant, South Carolina
Contact: Angela J. Allinder (843) 881-8801Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2002
T89 T90 T99 T180 T265 - D1140 D2487
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2002
T27

8/1/2002
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1231

1037 Chuck Dawley Blvd.
Building D, Suite 208
Mt. Pleasant, South Carolina  29464

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Trigon Engineering Consultants, Inc.
Greenville, South Carolina
Contact: Brian Robinson (864) 297-3557Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2002
T87 T88 T89 T90 T99 T100 T180 T265 - D421 D422 D698 D1140 D1557 D2216 D2487 D2488 D3740 D4318

1200 Woodruff Road
Suite B-11
Greenville, South Carolina  29607

Vulcan Materials Company
Pacolet, South Carolina
Contact: Jerry M. Alewine (864) 474-1331Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1996
T166 T209 T245 T269 T283

P.O. Box 747
Pacolet, South Carolina  29372

Wright Padgett Christopher
Beaufort, South Carolina
Contact: Kylie Page (843) 884-1234Phone:

7/1/2002
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

1017 Chuck Dawley Blvd.
Mt. Pleasant, South Carolina  29464
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Wright Padgett Christopher
Mount Pleasant, South Carolina
Contact: Kylie K. Page (843) 884-1234Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1999
T87 T88 T89 T90 T99 T100 T146 T180 T193 T208 T216 T265 T296 T310 - D421 D422 D698 D854 D1140 D1557 D1883 D2166 
D2216 D2217 D2435 D2487 D2850 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1999
T11 T19 T21 T27 T248 T255 - C29 C40 C117 C136 C566 C702

2/1/2000
T22 T23 T97 T119 T121 T141 T152 T196 T231 - C31 C39 C78 C138 C143 C172 C173 C231 C617 C1064 C1077

1017 Chuck Dawley Blvd.
Mount Pleasant, South Carolina  29464

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-171II
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Wright Padgett Christopher
Myrtle Beach, South Carolina
Contact: Wendy Parsons (843) 448-2889Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/19/2002
D421 D422 D558 D698 D1140 D1557 D1883 D2166 D2216 D2487 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/19/2002
C29 C40 C117 C136 C566 C702

11/13/2002
C31 C39 C138 C143 C172 C231 C617 C1064 C1077

721 Seaboard Street
Unit 4
Myrtle Beach, South Carolina  29577

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Wright Padgett Christopher
North Charleston, South Carolina
Contact: Kylie K. Page (843) 884-1234Phone:

Accreditation for Hot Mix Asphalt test methods has been 
suspended.
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2002
T30 T166 T209 T269 T283 T308

1017 Chuck Dawley Road
Mt. Pleasant, South Carolina  29464

South Dakota
Aaron Swan & Associates
Pierre, South Dakota
Contact: Edmund J. Jacobsen (605) 224-1742Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
T166 T209 T245 T269 - D1559 D2041 D2726 D3203
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
T11 T27 T84 T85 T96 T113 T248

301 West Capitol Avenue
Pierre, South Dakota  57501

Maxim Technologies, Inc.
Sioux Falls, South Dakota
Contact: Bruce W. Card (605) 332-5371Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2002
T30 T164 T166 T209 T245 T269 T283 - D1559 D2041 D2172 D2726 D3203 D3666 D4867 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2002
T99 T100 T176 T180 T208 T265 T310 - D1140 D2487 D2488
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2002
T11 T19 T27 T84 T85 T96 T113 T248 T255 - C88 D4791 D5821

601 East 48th Street North
Sioux Falls, South Dakota  57104

-172II
Dates shown for each field indicate the date of inital accreditation.
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South Dakota Dept. of Trans.
Pierre, South Dakota
Contact: Tom Grannes (605) 773-4465Phone:

6/15/1997
R28 T44 T48 T49 T50 T51 T78 T79 T201 T228 T240 T313 T315 T316 - D3666

6/15/1997
T59 (Residue by Distillation, Particle Charge, Saybolt Viscosity) D3666
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1997
T30 T164 T166 T209 T245 T269 T312 - D3666 D4867
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1997
T87 T88 T89 T90 T99 T100 T180 T208 T216 T236 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1997
T11 T19 T21 T27 T37 T84 T85 T96 T112 T113 T248 T255 - C88 D3666

6/15/1997
T22 T23 (Cylinders) T119 T121 T148 T152 T196 - C31 (Cylinders) C39 C138 C143 C173 C174 C231 C1064 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1998

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T162 T192 - C109 C151 C185 C187 C191 C305 C430 C1222

104 South Garfield Avenue
Building B
Pierre, South Dakota  57501

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Tennessee
AMEC Earth and Environmental
Nashville, Tennessee
Contact: James W. Richardson (615) 333-0630Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2001
T87 T88 T89 T90 T99 T100 T180 T193 T208 T216 T265 T296 T297 T310 - D421 D422 D698 D854 D1140 D1557 D1883 D2166 
D2216 D2435 D2487 D2850 D2922 D3017 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2001
T11 T19 T21 T27 T84 T85 T96 T104 T248 T255 - C29 C40 C88 C117 C127 C128 C131 C136 C566 C702

3800 Ezell Road
Suite 100
Nashville, Tennessee  37211

APAC Tennessee, Inc.
Memphis, Tennessee
Contact: Heath Waddell (901) 947-5600Phone:

Accreditation for C128 has been suspended.
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1998
T30 T166 T209 T245 T269 T287 T308 T312
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1998
C117 C127 C128 C136 C566 C702 C1252 D3666 D4791 D5821

1210 Harbor Avenue
P.O. Box 112
Memphis, Tennessee  38113

CEMEX
Knoxville, Tennessee
Contact: Kurt Green (865) 541-5542Phone:

Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2000

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2000
C91 (water retention) C109 C151 C185 C187 C191 C204 C266 C305 C430 C451 C1222

C114 Reference (loss on ignition, insoluble residue, free calcium oxide) X-Ray Fluorescence (silicon dioxide, aluminum oxide, ferric 
oxide, calcium oxide, magnesium oxide, sulfur trioxide, sodium oxide, potassium oxide, titanium dioxide, phosphorus pentoxide, 
chloride) C1222

6212 Cement Plant Road
Knoxville, Tennessee  37924

-173II
Dates shown for each field indicate the date of inital accreditation.
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FHWA-Eastern Federal Lands Hwy Div
Sevierville, Tennessee
Contact: Laurin R. Lineman (703) 404-6268Phone:

2/1/2001
R28 T48 T228 T240 T313 T314 T315 T316
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2001
T30 T164 (Plant Control) T166 T209 T245 T269 T283 T308 T312 - D4867
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2001
T87 T88 T89 T90 T99 T176 T180 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2001
T11 T19 T27 T84 T85 T96 T104 T248 T255 T304 - D4791 D5821

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

21400 Ridgetop Circle
Sterling, Virginia  20166

Geotek Engineering Company, Inc.
Nashville, Tennessee
Contact: John Rami Mishu (615) 833-3800Phone:

Accreditation for D3666 has been suspended.
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1995
D1559 D2041 D2172 (Plant Control) D2726 D3203 D3666* D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1995
D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1995
C40 C117 C127 C128 C136 C566 C702 C1077 D3666*

5/15/1996
C31 (Cylinders) C39 C138 C143 C172 C231 C1064 C1077 C1231

2909 Elizabeth Street
Nashville, Tennessee  37211

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Hall, Blake and Associates, Inc.
Memphis, Tennessee
Contact: Ashraf S. Elsayed (901) 353-1981Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2002
T87 T88 T89 T90 T99 T100 T134 T180 T193 T208 T216 T265 T296 T297 - D421 D422 D558 D698 D854 D1140 D1557 D1883 
D2166 D2216 D2435 D2487 D2488 D2850 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2003
C29 C88 C117 C127 C128 C136 C566 C702

1/15/2003
C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C1064 C1077 C1231

648 Whitney Avenue
Memphis, Tennessee  38127

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

MACTEC Engineering and Consulting, Inc.
Knoxville, Tennessee
Contact: Carl D. Tockstein (865) 588-8544Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1998
T30 T164 (Plant Control) T166 - D2172 (Plant Control) D2726 D3666 D5444 E329
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1999
T87 T88 T89 T90 T99 T100 T146 T180 T193 T208 T265 T310 - D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 D2217 
D2487 D2922 D3017 D3740 D4318 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1998
T11 T19 T21 T27 T84 T85 T248 T255 - C29 C40 C117 C127 C128 C136 C566 C702 D3666 E329

5/15/1998
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 
C1231 E329

1725 Louisville Drive
Knoxville, Tennessee  37921

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-174II
Dates shown for each field indicate the date of inital accreditation.
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Professional Engineers, Inc.
Knoxville, Tennessee
Contact: Jeffery A. Abston (865) 690-8262Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/2/2002
T30 T164 T166 - D2726 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2001
T87 T88 T89 T90 T99 T100 T146 T180 T265 T310 - D421 D422 D698 D854 D1140 D1557 D2216 D2217 D2487 D2488 D2922 
D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2001
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077 E329

2/1/2001
T22 T23 T24 T119 T121 T141 T148 T152 T196 T309  - C31C39 C42 C138 C143 C172 C173 C174 C231 C1064 C1077 C1231 E329

127G Perimeter Park Road
Knoxville, Tennessee  37922

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

S&ME, Inc.
Blountville, Tennessee
Contact: Ken Fults (423) 323-2101Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1997
D422 D698 D854 D1140 D1557 D1883 D2216 D2487 D3740 D4318 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1997
C40 C117 C127 C128 C136 C566 C702 C1077

8/15/1997
C31 (Cylinders) C39 C42 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

P.O. Box 1118, TCAS
2153 Highway 75
Blountville, Tennessee  37617

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

S&ME, Inc.
Louisville, Tennessee
Contact: John B. Pearson (865) 970-0004Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1997
D422 D698 D854 D1140 D1557 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1997
C40 C117 C127 C128 C136 C566 C702 C1077

6/1/1997
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

1413 Topside Road
Louisville, Tennessee  37777

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-175II
Dates shown for each field indicate the date of inital accreditation.
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Tennessee Dept. of Transportation
Nashville, Tennessee
Contact: Gary D. Head (615) 350-4101Phone:

4/1/1997
R28 T44 T48 T49 T50 T51 T53 T201 T202 T228 T240 T313 T315 T316

4/1/1997
T59 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Cement Mixing, Sieve Test)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1997
T30 T164 T166 T170 T209 T245 T269 T308 T312 - D1188 D4867
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1997
T87 T88 T89 T90 T99 T100 T193 T208
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1997
T11 T19 T21 T27 T84 T85 T96 T104 T248 T304 - D4791 D5821

1/15/1997
T22 T23 (Cylinders) T119 T121 T141 T152 T196 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2002

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/5/2003

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T154 T186 - C109 C151 C185 C187 C191 C204 C266 C451 C1222

C114 X-Ray Fluorescence (silicon dioxide, aluminum oxide, ferric oxide, calcium oxide, magnesium oxide, sulfur trioxide, sodium 
oxide, potassium oxide, titanium dioxide, phosphorus pentoxide) C1222

Division of Materials & Tests
6601 Centennial Blvd.
Nashville, Tennessee  37243-0360

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Texas
ALONUSA
Big Spring, Texas
Contact: Robert W. Greene (915) 263-9454Phone:

5/1/2000
R28 T240 T313 T315 T316 - D4402
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P. O. Box 1311
Big Spring, Texas  79721

Arias & Associates, Inc.
San Antonio, Texas
Contact: Mark J. O'Connor (210) 308-5884Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2000
C40 C117 C127 C128 C136 C566 C702 C1077

4/15/2000
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

10821 Gulfdale Street
San Antonio, Texas  78216

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Atofina Petrochemicals, Inc.
Port Arthur, Texas
Contact: Jerry Parsley (409) 963-6871Phone:

1/15/2002
R28 T44 T48 T49 T51 T53 T179 T202 T228 T240 T313 T315 T316
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P.O. Box 849
Port Arthur, Texas  77642-0849

-176II
Dates shown for each field indicate the date of inital accreditation.
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ATSER
Houston, Texas
Contact: Bill Hillman (281) 999-9961Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2002
T87 T88 T89 T90 T99 T100 T134 T135 T146 T176 T180 T193 T208 T216 T265 T296 T297 - D421 D422 D558 D698 D854 D1140 
D1557 D1883 D2166 D2216 D2217 D2419 D2435 D2487 D2488 D2850 D2922 D4318 D4767
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/2002
T11 T19 T27 T37 T84 T85 T96 T248 T255 - C29 C117 C127 C128 C131 C136 C566 C702 D546

1150 Richcrest
Houston, Texas  77060

Chevron Products Company
El Paso, Texas
Contact: William J. Tolonen (915) 775-7841Phone:

10/15/1999
R28 T240 T313 T315 T316
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

6550 Gateway Blvd. East
El Paso, Texas  79905

Drash Consulting Engineers, Inc.
San Antonio, Texas
Contact: Chuck A. Gregory (210) 641-2112Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1996
D421 D422 D427 D558 D698 D854 D1140 D1557 D1883 D2166 D2216 D2217 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1996
C29 C117 C127 C128 C136 C142 C566 C702 D546

7/15/1996
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1231

4926 Research Drive
San Antonio, Texas  78240

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Engineering Consulting Services, Ltd.
Austin, Texas
Contact: Johnny F. Flores (512) 837-8005Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2002
T164 (Plant Control) T209 - D1560 (Stability) D2726 D3203 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2002
D421 D422 D698 D1140 D1557 D2216 D2217 D2419 D2487 D2488 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2002
C40 C88 C117 C127 C128 C136 C566 C702

1/15/2002
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231 3329

2120 Denton Drive
Suite 104
Austin, Texas  78758

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Fugro South Inc.
Dallas, Texas
Contact: Saad M. Hineidi (972) 484-8301Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2002
T88 T89 T90 T99 T180 T208 T265 - D422 D698 D1140 D1557 D2166 D2216 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2002
T11 T19 T27 T84 T85 - C29 C117 C127 C128 C136

2880 Virgo Lane
Dallas, Texas  75229

-177II
Dates shown for each field indicate the date of inital accreditation.
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Fugro South, Inc.
Austin, Texas
Contact: Peter H. Bush (512) 977-1800Phone:

2/1/1999
R28 T48 T49 T51 T240 T313 T315 T316 - D5 D92 D113 D2872 D4402
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1999
T30 T164 T166 T209 T269 T312 - D1560 D2041 D2172 D2726 D3203 D3666 D5444
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1999
T11 T21 T27 T84 T85 T104 T248 T255 - C40 C88 C117 C127 C128 C136 C566 C702

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

8613 Cross Park Drive
Austin, Texas  78754

Fugro South, Inc.
Houston, Texas
Contact: Bill DeGroff (713) 778-5532Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1999
T30 T164 T166 T209 T269 T275  - D2041 D2172 D2726 D3203 D3666* D5444 E329*
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1999
T19 T21 T27 T84 T85 T96 T104 T112 T248 T255 - C29 C40 C88 C127 C128 C131 C136 C142 C566 C702

2/1/1999
T119 T141 T196 - C143 C172 C173 C1064

6100 Hillcroft
Houston, Texas  77081

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Gulf States Asphalt Company
South Houston, Texas
Contact: Dolly Navarrette (713) 941-4410Phone:

1/1/2000
R28 T44 T48 T49 T50 T51 T53 T78 T201 T202 T228 T240 T313 T315 T316 - D5 D36 D70 D92 D113 D139 D402 D2042 D2170 
D2171 D2872  D4402

1/1/2000
T59/D244 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Settlement, Cement 
Mixing, Sieve Test, Storage Stability)

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

300 Christy Place
South Houston, Texas  77587

HBC Engineering, Inc.
Austin, Texas
Contact: David L. Pickett (512) 442-1122Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/1999
T87 T88 T89 T90 T99 T100 T146 T180 T193 T208 T265 T310 - D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 D2217 
D2487 D2488 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2000
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077 E329

5/1/2000
T22 T23 T97 T119 T121 T126 T141 T152 T196 T231 - C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C1064 C1077 C1231 
E329

5307 Industrial Oaks Blvd.
Suite 160
Austin, Texas  78735

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-178II
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HBC Engineering, Inc.
Dallas, Texas
Contact: Eric J. Cleveland (214) 630-1010Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2002
T87 T88 T89 T90 T99 T146 T180 T208 T265 T310 - D421 D422 D698 D1140 D1557 D2166 D2216 D2217 D2487 D2488 D2922 
D3017 D3740 D4318 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2001
T11 T19 T21 T27 T84 T85 T248 T255 - C29 C40 C117 C127 C128 C136 C566 C702 C1077 E329

11/1/2001
T22 T23 T24 T97 T119 T121 T126 T141 T148 T152 T177 T196 T231 - C31 C39 C42 C78 C138 C143 C172 C173 C174 C192 C231 
C293 C617 C803 C805 C1064 C1077 C1231 E329

8901 Carpenter Freeway
Suite 100
Dallas, Texas  75247

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

HBC Engineering, Inc.
Forth Worth, Texas
Contact: Michael C. Cox (817) 268-8600Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2002
T87 T88 T89 T90 T99 T100 T134 T146 T176 T180 T265 T310 - D421 D422 D558 D698 D854 D1140 D1557 D2216 D2217 D2419 
D2487 D2488 D2922 D3017 D3740 D4318 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2001
T11 T19 T21 T27 T84 T85 T112 T176 T248 T255 - C29 C40 C70 C117 C127 C128 C136 C142 C566 C702 C1077 D2419 D5821 
E329

11/1/2001
T22 T23 T24 T97 T119 T121 T126 T141 T148 T152 T177 T196 T231 - C31 C39 C42 C78 C138 C143 C172 C173 C174 C192 C231 
C293 C617 C805 C1064 C1077 C1231 E329

2601 Gravel Drive
Fort Worth, Texas  76118

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Holt Engineering, Inc.
Austin, Texas
Contact: Linda D. Holt (512) 447-8166Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1999
D421 D422 D698 D854 D1140 D1557 D2216 D2217 D2487 D2488 D2922 D3017 D4318

2/1/2002
C31 (Cylinders) C39 C138 C143 C172 C173 C1064 C1077 C1231

2220 Barton Skyway
Austin, Texas  78704

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

HVJ Associates, Inc.
Austin, Texas
Contact: Dev Chelliah (512) 447-9081Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2002
D421 D422 D698 D1140 D1557 D2166 D2216 D2487 D2488 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2002
C29 C117 C127 C128 C136 C566 C702

2/15/2002
C31 (Cylinders) C39 C138 C143 C172 C173 C192 C1064 C1077 C1231

3809 South Second Street
Suite D-100
Austin, Texas  78704

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-179II
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InTEC of Austin, Inc.
Austin, Texas
Contact: A. Kumar Palaniappan (512) 252-1218Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/2000
D421 D1140 D2166 D2216 D2217 D2487

13903 Thermal Drive
Austin, Texas  78728

Integrated Testing & Engineering Company
San Antonio, Texas
Contact: Murali Subramaniam (210) 525-9033Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/9/2003
D421 D422 D427 D698 D1140 D1557 D1883 D2166 D2216 D2217 D2419 D2487 D2488 D2922 D3017 D3740 D4318

12028 Radium
San Antonio, Texas  78216

PaveTex Engineering & Testing, Inc.
Dripping Springs, Texas
Contact: Maghsoud Tahmoressi (512) 858-2993Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2001
T166 T209 T245 T269 T283 T312 - D3666*

3991 Highway 290 East
Building C
Dripping Springs, Texas  78620

Professional Service Industries, Inc.
Austin, Texas
Contact: Randy Harvey (512) 302-1682Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/7/2002
D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 D2487 D2488 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/2000
C29 C40 C88 C117 C127 C128 C136 C566 C702 C1077

9/15/2000
C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1077 C1231

8868 Research Boulevard
Suite 102
Austin, Texas  78758-6446

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Raba-Kistner Consultants, Inc.
San Antonio, Texas
Contact: David P. Darnell (210) 699-9090Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/7/2002
D1559 D2041 D2172 (Plant Control) D2726 D3203 D3666 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/7/2002
D421 D422 D427 D698 D854 D1140 D1557 D1883 D2166 D2216 D2217 D2419 D2435 D2487 D2488 D2850 D2922 D3017 D3740 
D4318 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2001
T11 T21 T27 T84 T85 T96 T104 T248 T255 - C40 C88 C117 C127 C128 C131 C136 C566 C702

3/1/2001
T22 T23 T97 T119 T121 T126 T141 T152 T196 - C31 C39  C78 C138 C143 C172 C173 C192 C231 C1064 C1077 C1231

12821 West Golden Lane
San Antonio, Texas  78269-0287

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-180II
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Rodriguez Engineering Laboratories
Austin, Texas
Contact: Donald L. O'Connor (512) 251-4454Phone:

6/1/1994
D5 D36 D113 D402 D1754 D2170 D2171 D3142

6/1/1995
D244 (Residue by Distillation, Saybolt Viscosity, Demulsibility, Cement Mixing, Sieve Test)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1994
T164 T170 T245 - D2041 D2726 D3203 D3666 D4867 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1995
T100 - D421 D427 D698 D854 D1140 D1557 D2216 D2217 D2419 D2487 D2488 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2000
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077 D3666

2/15/2000
T22 T23 T97 T119 T121 T141 T152 T177 T231 - C31 C39 C78 C138 C143 C172 C231 C293 C617 C1064 C1077

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

13806 Dragline Drive
Austin, Texas  78728

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Shell Global Solutions Inc.
Houston, Texas
Contact: Alen N. Hewson (281) 544-8026Phone:

4/1/2000
R28 T313 T315 - D5 D36 D70 D2170 D2171 D2872 D4402
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

3333 Highway 6 South
Houston, Texas  77082

Stork Southwestern Laboratories, Inc.
Houston, Texas
Contact: Mark Tipton (713) 696-9151Phone:

3/15/2001
R28 T48 T240 T313 T315 T316
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P.O. Box 8768
Houston, Texas  77249

TEAM Consultants, Inc.
Dallas, Texas
Contact: William Prikryl (214) 331-4395Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1995
C40 C117 C127 C128 C136 C566 C702 C1077 E329

5/15/1995
C31 C39 C78 C138 C143 C172 C231 C1064 C1077 C1231 E329

2970 South Walton Walker
Dallas, Texas  75211

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-181II
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Texas Department of Transportation
Austin, Texas
Contact: Ken Fults (512) 465-7617Phone:

5/1/1989
T48 T49 T50 T51 T78 T179 T201 T202 T228 T240 T295 R28 T313 T315 - D5 D70 D92 D113 D139 D402 D1754 D2170 D2171 
D2872 D3142 D3666*

5/1/1989
T59/D244 (Residue by Distillation, Particle Charge, Saybolt Viscosity, Demulsibility, Cement Mixing, Sieve Test) D3666*
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1989
T30 T110 T164 T166 T170 T209 T269 T275 T283 T287 T308 T312 - D1461 D1560 (Stability) D1856 D2041 D2172 D2726 D3203 
D3666* D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1989
T88 T89 T90 T100 T146 T265 - D2419
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1989
T11 T19 T21 T27 T84 T85 T96 T104 T112 T248 T255 - D2419 D4791 D5821

5/1/1989
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 
C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1997

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1997

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T98 T106 T107 T129 T131 T137 T153 T154 T162 T186 T192 - C109 C115 C151 C185 C187 C191 C204 C266 C305 C430 C451 
C1222

T105/C114 X-Ray Fluorescence (ferric oxide, magnesium oxide, potassium oxide, titanium dioxide, phosphorus pentoxide, manganic 
oxide) C1222

Materials & Pavements Section
125 East 11th Street
Austin, Texas  78701

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Texas Transportation Institute
College Station, Texas
Contact: Lee E. Gustavus (979) 845-7663Phone:

6/15/1990
R28 T49 T201 T202 T228 T240 T313 T315 T316 - D5 D70 D2170 D2171 D2872 D3666* D4402
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1990
T30 T164 T166 T170 T209 T269 T312 - D1856 D2041 D2172 D2726 D3203 D3666* D5444
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1990
T11 T27 T84 T85  - C117 C127 C128 C136

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Texas A & M University
McNew Lab Building
College Station, Texas  77843-3135

Trigeant, Ltd.
Corpus Christi, Texas
Contact: Kenneth Hucker (361) 289-6762Phone:

3/1/1998
R28 T44 T48 T49 T51 T53 T55 T179 T201 T202 T228 T240 T313 T315 T316 - D5 D36 D70 D92 D95 D113 D1754 D2042 D2170 
D2171 D2872 D4402

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P.O. Box 9606
Corpus Christi, Texas  78469-9606

-182II
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Trinity Engineering
Corpus Christi, Texas
Contact: Jerry Lipstreu (361) 854-4774Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1999
T30 T164 T166 T209 T245 T269 - D1559 D2041 D2172 D2726 D3203 D3666* D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1999
T89 T90 T99 T134 T180 T310 - D558 D698 D1140 D1557 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2002
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

2/1/2002
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 T309 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 
C1077 C1231

P.O. Box 4293
Corpus Christi, Texas  78469

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Trinity Engineering / Kleinfelder
Irving, Texas
Contact: William Duane Harrell (972) 870-0808Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/2002
C40 C117 C127 C128 C136 C566 C702 C1077 E329

6/15/2002
C31 (Cylinders) C39 C42 C78 C138 C143 C172 C173 C231 C293 C617 C1064 C1077 C1231 E329

2211 Century Center Blvd.
Suite 101
Irving, Texas  75062

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

TXI - Midlothian Cement Plant
Midlothian, Texas
Contact: Greg L. Mayes (972) 647-3418Phone:

12/15/1988
T22 T23 T97 T119 T121 T177 T196 T231 - C31 C39 C78 C138 C143 C173 C293 C617 C1064
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1997

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1997

T98 T106 T107 T129 T131 T137 T153 T154 T162 T186 T192 - C91(water retention) C109 C115 C151 C185 C187 C191 C204 C266 
C305 C430 C451 C1222

T105/C114 Reference (loss on ignition, insoluble residue) X-Ray Fluorescence (silicon dioxide, aluminum oxide, ferric oxide, calcium 
oxide, magnesium oxide, sulfur trioxide, sodium oxide, potassium oxide, titanium dioxide, phosphorus pentoxide, zinc oxide, 
manganic oxide, free calcium oxide) C1222

245 Ward Road
Midlothian, Texas  76065
Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Valero Energy Corporation
Sunray, Texas
Contact: Manuel Garbalena (806) 935-1330Phone:

2/1/2000
R28 T44 T48 T49 T51 T78 T79 T201 T202 T228 T240 T295 T313 T315 T316 - D4402
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

6701 FM 119
Sunray, Texas  79086

-183II
Dates shown for each field indicate the date of inital accreditation.
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Wiss, Janney, Elstner Associates, Inc.
Austin, Texas
Contact: B. Lee Lawrence (512) 835-0940Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/6/2002
C40 C117 C127 C128 C136 C566 C702 C1077

12/6/2002
C31 (Cylinders) C39 C42 C138 C143 C172 C173 C231 C617 C1064 C1077

13581 Pond Springs Road
Suite 107
Austin, Texas  78729

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Utah
AMEC Earth and Environmental
Salt Lake City, Utah
Contact: Stevan Madrigal (801) 266-0720Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1999
T30 T166 T209 T245 T269 T283 T308 T312  - D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1999
T87 T88 T89 T90 T99 T100 T176 T180 T193 T216 T265 - D421 D422 D698 D1140 D1557 D1883 D2216 D2419 D2435 D2487 
D2488 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1998
T11 T19 T21 T27 T37 T84 T85 T96 T104 T112 T176 T248 T255 T304 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 
C702 C1077 C1252 D2419 D5821

7/1/1998
C31 (Cylinders) C39 C138 C143 C172 C617 C1064 C1231

4137 South 500 West
Salt Lake City, Utah  84123

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

American Testing Services, Inc.
Draper, Utah
Contact: Justin Bailey (801) 487-1333Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2001
T30 T164 (Plant Control) T166 T209 T245 T269 - D1559 D2041 D2172 (Plant Control) D2726 D3203 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2001
T89 T90 T99 T180 T193 T310 - D698 D1557 D1883 D2487 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/2002
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

3/15/2002
T22 T23 T97 T119 T121 T141 T152 T196 T231 T309 - C31 C39 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

1192 East Draper Parkway
Suite 517
Draper, Utah  84020

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Applied Geotechnical Engineering Consulta
St. George, Utah
Contact: J. D. Thode (435) 673-6850Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1995
T30 T166 T209 T245 T269 T308 - D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/1995
T89 T90 T99 T176 T180 T265  - D698 D1140 D1557 D2216 D2419 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/1995
T11 T19 T21 T27 T84 T85 T96 T112 T176 T248 T255 - C29 C40 C117 C127 C128 C131 C136 C142 C566 C702 C1077 D2419 
D3666

12/15/1995
T22 T23 (Cylinders) T119 T121 T126 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C617 C1064 
C1077

158 West 1600 South
St. George, Utah  84770

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-184II
Dates shown for each field indicate the date of inital accreditation.
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ATSER
Salt Lake City, Utah
Contact: Eric Boone (801) 261-9606Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1998
T30 T166 T209 T269 T308 T312  - D2041 D2726 D3203 D3666* D5444 D6307

2/1/1998
T22 T23 T97 T119 T121 T126 T141 T152 T196 T231 - C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C1064 C1077 C1231

439 White Pine Drive
Salt Lake City, Utah  84123

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

CMT Engineering Laboratories
North Salt Lake, Utah
Contact: Susan Arnold (801) 936-1515Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2001
T30 T166 T209 T245 T269 T275 T283 T308 T312 - D1559 D2041 D2726 D3203 D3666 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/18/2002
T89 T90 T99 T180 T265 - D698 D1557 D2216 D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2001
T11 T19  T21 T27 T84 T85 T96 T104 T112 T176 T248 T255 T304 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 
C1077 C1252 D2419 D4791 D5821

11/1/2001
T22 T23 (Cylinders) T119 T121 T141 T152 T196 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

215 North Redwood Road
Suite 2
North Salt Lake, Utah  84054

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Consolidated Engineering Laboratories
Salt Lake City, Utah
Contact: Troy Wilkes (801) 972-8200Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1995
T30 T166 T209 T245 T269 T308 - D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1995
D421 D698 D1140 D1557 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/1995
C40 C117 C127 C128 C136 C566 C702 C1077 D3666*

10/1/1995
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

3140 West 2130 South
Suite C
Salt Lake City, Utah  84119

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Crown Asphalt Products Company
Woods Cross, Utah
Contact: Kevin McKinney (801) 296-0166Phone:

8/15/2001
R28 T240 T313 T315 T316 - D3666*
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

1710 West 2600 South
Woods Cross, Utah  84087

Geneva Rock Products, Inc.
Draper, Utah
Contact: Clyde Sorensen (801) 281-7957Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2002
T30 T166 T209 T269 T308 - D3666

P.O. Box 538
Orem, Utah  84059

-185II
Dates shown for each field indicate the date of inital accreditation.



 AAP Directory of Accredited Laboratories February 10, 2003

GeoTek, Inc.
Sandy, Utah
Contact: Bernie Pound (801) 569-1414Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2001
T89 T90 T99 T180 T265 T310 - D698 D1140 D1557 D2216 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2001
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702

9418 South 670 West
Sandy, Utah  84070

Granite Construction Q. C. Lab
Salt Lake City, Utah
Contact: Mohammad A. Rahman (801) 526-6130Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2002
T30 T166 T209 T245 T269 T283 T308 T312 - D1559 D2041 D2726 D3203 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2002
T87 T89 T90 T99 T176 T180 T265 T310 - D421 D698 D1557 D2216 D2419 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2002
T11 T19 T27 T37 T84 T85 T96 T248 T255 T304 - C29 C117 C127 C128 C131 C136 C566 C702 C1252 D546 D4791 D5821

1000 North Warm Springs Road
Salt Lake City, Utah  84116

Horrocks Engineers
American Fork, Utah
Contact: Waylund Ludlow (801) 763-5100Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/2001
T30 T166 T209 T269 T308
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2002
T89 T90 T99 T180 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2002
T11 T27 T85 T248 T255 - C117 C127 C136 C566 C702

1/1/2002
T22 T23 (Cylinders) T119 T121 T141 T152 T309 - C31 (Cylinders) C39 C138 C143 C172 C231 C1064 C1077 C1231

One West Main Street
American Fork, Utah  84003

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

IGES, LLC
Bluffdale, Utah
Contact: Ken Anderson (801) 501-0583Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/2002
T30 T166 T209 T245 T269 T283 T308 T312  - D1559 D2041 D2726 D3203 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/2002
T89 T90 T99 T176 T180 T265 T310 - D698 D1140 D1557 D2216 D2419 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/2002
T11 T19 T27 T84 T85 T112 T248 T255 T304 - C29 C117 C127 C128 C136 C142 C566 C702 C1252 D4791 D5821

14740 South Heritage Crest Way
Suite D
Bluffdale, Utah  84065

-186II
Dates shown for each field indicate the date of inital accreditation.
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Intermountain Testing Services, Inc.
Roy, Utah
Contact: Abraham L. Martinez (801) 776-5355Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/2002
D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/2001
D422 D698 D1557 D2216 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2001
C40 C117 C127 C128 C136 C566 C702 C1077

2/1/2001
C31 (Cylinders) C39 C138 C143 C172 C231 C1064 C1077 C1231

4910 South 3000 West
Roy, Utah  84067

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Jack B. Parson Companies
Ogden, Utah
Contact: Brian Burr (801) 731-1111Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/2002
T30 T166 T209 T245 T269 T283 T308 T312 - D1559 D2041 D2726 D3203 D3666 D4867 D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2002
T11 T19 T27 T84 T85 T112 T113 T248 T255 - C39 C117 C123 C127 C128 C136 C142 C566 C702

1/1/2002
T22 T23 (Cylinders) T24 T119 T121 T126 T141 T152 T231 T309 - C31 (Cylinders) C39 C42 C138 C143 C172 C192 C231 C617 
C1064 C1231

P.O. Box 3429
Ogden, Utah  84409-1429

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Johansen and Tuttle Engineering
Castle Dale, Utah
Contact: Lynn Tuttle (435) 381-2523Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2001
T30 T308
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2001
T87 T89 T90 T99 T180 T265 T310 - D421 D698 D1557 D2216 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2001
T11 T27 T248 - C117 C136 C702 D5821

90 South 100 East
Castle Dale, Utah  84513

Jones & DeMille Engineering
Richfield, Utah
Contact: Ked R. Nielson (435) 896-8266Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2002
T30 T166 T209 T269 T308 - D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/2001
T87 T89 T90 T99 T180 T310 - D421 D698 D1140 D1557 D2487 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/2001
T11 T19 T27 T84 T85 T248 T255  - C29 C117 C127 C128 C136 C566 C702

6/15/2001
T23 T119 T121 T141 T152 - C31 C138 C143 C172 C231 C1064

1440 South Pipe Lane
Richfield, Utah  84701

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-187II
Dates shown for each field indicate the date of inital accreditation.
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Kleinfelder, Inc.
Salt Lake City, Utah
Contact: Tracy Grover (801) 466-6769Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
T30 T166 T209 T245 T269 T283 T308 - D1559 D2041 D2726 D3203 D3666 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
T87 T89 T90 T99 T176 T180 T193 T265 - D2419
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2002
T11 T19 T27 T37 T84 T85 T96 T112 T248 T255 T304 - C29 C117 C127 C128 C131 C136 C142 C566 C702 C1252 D546 D3666 
D4791 D5821

10/15/2002
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231

2677 East Parley's Way
Salt Lake City, Utah  84109-1617

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Koch Materials Company
North Salt Lake City, Utah
Contact: Mandy L. Monjaras (801) 397-7600Phone:

9/1/1998
R28 T48 T49 T50 T51 T53 T202 T240 T313 T315 T316 - D5 D36 D92 D113 D139 D2171 D2872 D4402

9/1/1998
T59/D244 (Residue by Distillation, Residue by Evaporation, Saybolt Viscosity, Demulsibility, Settlement, Cement Mixing, Sieve Test, 
Storage Stability)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2000
T30 T164 T166 T209 T245 T269 T283 T312 - D2041 D2172 D2726 D3203 D4867 D5444
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2001
T11 T19 T27 T84 T85 T112 T176 T248 T255 T304 - C29 C117 C127 C128 C136 C142 C566 C702 C1252 D2419 D4791 D5821

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

95 West 1100 North
North Salt Lake City, Utah  84054

Landmark Testing and Engineering
St. George, Utah
Contact: Randy Guymon (435) 986-0566Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/2002
T166 T209 T269 T308 - D2041 D2726 D3203 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2002
T89 T90 T99 T180 T265 - D698 D1557 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2002
T11 T27 T248 - C40 C117 C127 C128 C136 C566 C702 C1077 E329

1/2/2003
C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C617 C1064 C1077 C1231 E329

376 East Sunland Drive
Suite 10
St. George, Utah  84790

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-188II
Dates shown for each field indicate the date of inital accreditation.
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Pozzolan Products, Inc. - dba Garco Testin
Salt Lake City, Utah
Contact: Mohammad A. Rahman (801) 526-6130Phone:

12/15/2000
R28 T48 T49 T201 T202 T240 T313 T315 T316
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1994
T30 T164 T165 T166 T167 T170 T209 T245 T269 T283 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1996
T87 T88 T89 T90 T99 T176 T180 T265 T310  - D421 D422 D698 D1557 D2216 D2419 D2922 D3017 D4767
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/1995
T19 T37 T96 T112 T176 T210 T304 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 C1077 C1252 D2419 D4791 
D5821

8/15/1994
C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C1064 C1077 C1231

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

1000 North Warm Springs Road
Salt Lake City, Utah  84116

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Professional Service Industries, Inc.
Salt Lake City, Utah
Contact: Donald F. Kattelman (801) 484-8827Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1997
D1074 D1075 D1559 D2041 D2172 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1997
T89 T90 T99 T100 T180 T265 T310 - D698 D1557 D2216 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1997
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077 D3666

11/15/1997
T22 T23 T24 T97 T119 T121 T126 T141 T152 T196 T231 - C31 C39 C42 C78 C138 C143 C172 C173 C192 C231 C617 C1064 
C1077 C1231

2779 South 600 West
Salt Lake City, Utah  84115

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Q.C. Testing, Inc.
Vernal, Utah
Contact: Bob Dunsmore (435) 789-0220Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1997
T30 T166 T209 T245 T269 T283 T287 T308 T312 - D1559 D2041 D2726 D3203 D4125 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2002
T89 T90 T176 T265 - D2166 D2419 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1997
T11 T19 T27 T84 T85 T176 T248 T255 T304 - C29 C117 C127 C128 C136 C566 C702 C1252 D2419 D4791 D5821

881 West Gates Drive
Roosevelt, Utah  84066

RB & G Engineering, Inc.
Provo, Utah
Contact: Bradford E. Price (801) 374-5771Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1994
T30 T166 T209 T245 T269 T308 T312  - D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1994
D421 D422 D698 D1140 D1557 D1883 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1994
C29 C88 C117 C127 C128 C136 C566 C702 D3666

3/1/1994
C31 C39 C78 C138 C143 C172 C231 C617 C1064 C1077

1435 West 820 North
Provo, Utah  84601

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-189II
Dates shown for each field indicate the date of inital accreditation.
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Staker Paving and Construction
Salt Lake City, Utah
Contact: Mike Worischeck (801) 951-7325Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2000
T30 T166 T209 T245 T269 T283 T308 T312 - D3666*
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2000
T11 T19 T21 T27 T84 T85 T104 T112 T113 T176 T248 T255 T304 - D4791 D5821

1000 West Center Street
North Salt Lake City, Utah  84054

Utah Dept. of Transportation
Salt Lake City, Utah
Contact: Troy Peterson (801) 965-3814Phone:

11/1/1995
R28 T44 T48 T49 T51 T53 T55 T78 T201 T202 T228 T240 T295 T313 T315 T316

11/1/1995
T59 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1995
T30 T164 T166 T170 T209 T269 T283 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/1995
T87 T88 T89 T90 T99 T100 T176 T180 T208 T216 T236 T265 - D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/1995
T11 T19 T21 T27 T84 T85 T96 T104 T112 T113 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C131 C136 C142 C566 
C702 C1252  D4791 D5821

12/15/1995
T22 T23 (Cylinders) T119 T121 T141 T152 T196 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1998

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1998

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T162 T192 - C109 C151 C185 C187 C191 C204 C305 C430 C1222

T105/C114 Reference (silicon dioxide, aluminum oxide, calcium oxide, sulfur trioxide, loss on ignition, titanium dioxide, phosphorus 
pentoxide, insoluble residue) Atomic Absorption (ferric oxide, magnesium oxide, sodium oxide, potassium oxide) X-Ray 
Fluorescence (silicon dioxide, aluminum oxide, ferric oxide, calcium oxide, magnesium oxide, sulfur trioxide, sodium oxide, 
potassium oxide, titanium dioxide, phosphorus pentoxide, manganic oxide) C1222

P.O. Box 8290
Salt Lake City, Utah  84119-8290

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Western Technologies Inc.
Salt Lake City, Utah
Contact: Mark J. Hahle (801) 972-3650Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2001
T30 T166 T209 T269 T275 T308 - D1188 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2001
T87 T89 T90 T99 T100 T180 T265 T310 - D421 D698 D1140 D1557 D2216 D2487 D2488 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2001
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077 E329

5/15/2001
T22 T23 (Cylinders) T119 T121 T141 T152 T196 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C1064 C1077 C1231 E329

760 South Redwood Road
Salt Lake City, Utah  84104

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-190II
Dates shown for each field indicate the date of inital accreditation.
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Vermont
Vermont Agency of Transportation
Berlin, Vermont
Contact: Robert F. Cauley (802) 828-2561Phone:

2/1/1999
R28 T44 T48 T49 T228 T240 T313 T315 T316

2/1/1999
T59 (Residue by Distillation, Saybolt Viscosity)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1999
T30 T164 T166 T170 T209 T245 T269 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1997
T87 T88 T89 T90 T99 T100 T176 T180 T193 T208 T216 T265 T296 T297 T310 - D1140 D2487 D2488 D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1997
T11 T19 T21 T27 T37 T84 T85 T96 T104 T112 T176 T248 T255 T304 - D4791 D5821

7/15/1997
T22 T23 (Cylinders) T119 T121 T126 T141 T152 T161 T197 T231 T309 - C31 (Cylinders) C39 C138 C143 C172 C192 C231 C403 
C617 C666 C805 C1064 C1077 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1999

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1999

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T154 T162 T186 - C109 C151 C185 C187 C191 C204 C266 C305 C451 C1222

T105/C114 Reference (silicon dioxide, calcium oxide, magnesium oxide, sulfur trioxide, loss on ignition, insoluble residue) C1222

Materials & Research Lab
National Life Building
Drawer 33
Montpelier, Vermont  05633

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Virginia
Advanced Asphalt Technologies, LLC
Sterling, Virginia
Contact: Kevin J. Knechtel (703) 444-4200Phone:

2/15/1996
R28 T48 T49 T51 T53 T201 T202 T228 T240 T313 T315 T316 - D5 D36 D70 D92 D113 D2170 D2171 D2872 D4402 D6521 D6648
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/1996
T30 T164 T166 T170 T209 T245 T269 T275 T283 T308 T312 - D1188 D1559 D1856 D2041 D2172 D2726 D3203 D4867 D5404 
D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/1996
T11 T27 T37 T84 T85 T176 T248 T255 T304  - C117 C127 C128 C136 C566 C702 C1252 D546 D2419 D3666 D4791 D5821

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

108 Powers Court
Suite 100
Sterling, Virginia  20166-9321

Branscome Paving Company
Manassas, Virginia
Contact: Kim Wilson (703) 335-1000Phone:

9/15/1994
T49 T228
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/1994
T30 T166 T209 T269 T308 T312
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/1994
T11 T27 T84 T85 T248 T255

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

7812 Bethlehem Road
Manassas, Virginia  20109

-191II
Dates shown for each field indicate the date of inital accreditation.
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Burgess & Niple, Inc.
Chantilly, Virginia
Contact: R. J. Poznanski (703) 631-9630Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2001
T87 T88 T89 T90 T99 T100 T180 T193 T208 T265 - D421 D422 D698 D854 D1557 D1883 D2166 D2216 D4318

5/1/2001
C31 C39 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

4160 Pleasant Valley Road
Chantilly, Virginia  20151

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Chemung Contracting Corporation
Mitchells, Virginia
Contact: Christopher S. Decker (540) 829-7203Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2001
T30 T166 T209 T245 T269 T283 T308 T312 - D1559 D2041 D2726 D3203 D3666 D4867 D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/2001
T11 T27 T37 T84 T85 T176 T248 T255 T304 - C117 C127 C128 C136 C566 C702 C1252 D546 D2419 D4791 D5821

P.O. Box 12
Mitchells, Virginia  22729

Dongre Laboratory Services Inc.
Fairfax, Virginia
Contact: Raj Dongre (703) 395-8854Phone:

1/15/2002
R28 T49 T51 T53 T240 T313 T315 - D5 D36 D113 D2872 D4402 D6521 D6723
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

6630 Hazel Lane
McLean, Virginia  22101

FHWA - Asphalt Binder Laboratory
McLean, Virginia
Contact: John A. D'Angelo (202) 366-0121Phone:

4/15/2002
R28 T228 T240 T313 T315 - D70 D4402 D6723
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

HIPT, Room 3118
400 7th Street, SW
Washington, District of Columbia  20590

FHWA - Mobile Mix Lab
McLean, Virginia
Contact: John A. D'Angelo (202) 366-0121Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2002
T30 T166 T209 T269 T283 T287 T308 T312 - D2041 D2726 D3203 D4125 D4867 D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/1/2002
T11 T19 T27 T37 T84 T85 T176 T248 T255 T304 - C29 C117 C127 C128 C136 C566 C702 C1252 D546 D2419 D4791 D5821

HIPT, Room 3118
400 7th Street, SW
Washington, DC  20590

-192II
Dates shown for each field indicate the date of inital accreditation.
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Froehling & Robertson, Inc.
Chesapeake, Virginia
Contact: Arthur F. MacConochie (757) 436-1111Phone:

*The accreditation for C78 also applies to the site laboratory 
located at the Newport News Williamsburg International 
Airport.
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/30/2003
D421 D422 D698 D854 D1140 D1557 D1883 D2216 D2217 D2487 D2488 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2002
C40 C117 C127 C128 C136 C566 C702 C1077 E329

3/1/2002
C31 C39 C78* C138 C143 C172 C173 C231 C617 C1064 C1077 E329

833 Professional Place West
Chesapeake, Virginia  23320

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Froehling & Robertson, Inc.
Richmond, Virginia
Contact: Samuel H. Kirby (804) 264-2701Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1998
D1559 D2041 D2726 D3203 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/1998
D421 D422 D698 D854 D1140 D1557 D1883 D2216 D2217 D2435 D2850 D2922 D3017 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1998
C40 C88 C117 C127 C128 C131 C136 C535 C566 C702 C1077

9/1/1998
C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C1064 C1077

3015 Dumbarton Road
Richmond, Virginia  23228

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Froehling & Robertson, Inc.
Sterling, Virginia
Contact: T. Tracy Arrington (703) 996-0123Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1999
D2726
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1999
D421 D422 D698 D854 D1140 D1557 D1883 D2216 D2217 D2487 D2488 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1999
C29 C117 C127 C128 C136 C566 C702

1/1/2000
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077

22923 Quicksilver Drive
Suite 117
Sterling, Virginia  20166

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

MACTEC Engineering and Consulting, Inc.
Sterling, Virginia
Contact: Chan Tin (703) 404-7000Phone:

Accreditation of Soil methods has been suspended.
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2001
T87 T88 T89 T90 T99 T100 T146 T180 T193 T208 T216 T236 T265 T296 T297 T310 - D421 D422 D698 D854 D1140 D1557 D1883 
D2166 D2216 D2217 D2435 D2487 D2488 D2850 D2922 D3017 D3080 D3740 D4318 D4767 D5084

22455 Davis Drive
Suite 100
Sterling, Virginia  20164

-193II
Dates shown for each field indicate the date of inital accreditation.
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Patton Harris Rust & Associates
Chantilly, Virginia
Contact: Bryan C. Layman (703) 263-0400Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/2002
D422 D698 D854 D1557 D1883 D2216 D3740 D4318 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/2002
C127

14221-A Willard Road
Suite 500
Chantilly, Virginia  20151

Professional Service Industries, Inc.
Sterling, Virginia
Contact: I. AlNouri (703) 406-8702Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2001
D421 D422 D698 D854 D1140 D1557 D2216 D2419 D4318

22446 Davis Drive
Suite 127
Sterling, Virginia  20164

Schnabel Engineering Associates, Inc.
Blacksburg, Virginia
Contact: Charles J. Smith (540) 953-1239Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/13/2003
D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 D2217 D2435 D2487 D2488 D2850 D3740 D4318 D4767 D5084

1901 South Main Street
Suite 11
Blacksburg, Virginia  24060

The Eddy Group, Inc.
Springfield, Virginia
Contact: Dana K. Eddy (703) 451-4686Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2000
D422 D698 D854 D1557 D1883 D2216 D4318

12/1/2000
C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

7432 Alban Station Blvd.
Suite A-107
Springfield, Virginia  22150

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

The Robert B. Balter Company
Springfield, Virginia
Contact: Edwin R. Strode (703) 569-3050Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/2/2003
T88 T89 T90 T99 T100 T180 T193 T265 T310 - D422 D698 D854 D1557 D1883 D2216 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/2/2003
T85 - C127

7646 B Fullerton Road
Springfield, Virginia  22153

-194II
Dates shown for each field indicate the date of inital accreditation.
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Virginia Dept. of Transportation
Sandston, Virginia
Contact: Nancy Prosser (804) 328-3164Phone:

12/1/1990
T44 T48 T49 T51 T53 T55 T78 T79 T179 T201 T202 T228 T295

12/1/1990
T59 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Sieve Test)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1990
T30 T164 T166 T170 T209 T245 T269 T283 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1990
T87 T88 T89 T90 T99 T100 T146 T176 T180 T208 T216 T236 T265 T296 T297 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1990
T11 T19 T21 T27 T37 T84 T85 T96 T104 T248 T255

12/1/1990
T22 T23 (Cylinders) T119 T121 T126 T141 T152 T196  - C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C1064 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1997

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/1997

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T162 T192 - C109 C151 C185 C187 C191 C204 C305 C430 C1222

T105/C114 Reference (sulfur trioxide, loss on ignition, insoluble residue) Atomic Absorption (silicon dioxide, aluminum oxide, ferric 
oxide, calcium oxide, magnesium oxide, sodium oxide, potassium oxide) C1222

Materials Division
1401 East Broad Street
Richmond, Virginia  23219

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Virginia Geotechnical Services, P.C.
Richmond, Virginia
Contact: Quo Vadis D. Ford (804) 266-2199Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/2001
T87 T88 T89 T90 T92 T99 T100 T134 T180 T193 T208 T216 T265 T296 T297 T310 - D421 D422 D558 D698 D854 D1140 D1557 
D1883 D2166 D2216 D2435 D2487 D2488 D2850 D2922 D3017 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/15/2001
C117 C127 C128 C136 C566 C702

11/15/2001
C31 C39 C78 C138 C143 C172 C173 C231 C1064 C1077 C1231

8211 Hermitage Road
Richmond, Virginia  23228

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Virginia Transportation Research Council
Charlottesville, Virginia
Contact: G. W. Maupin (434) 293-1948Phone:

9/1/2000
R28 T48 T240 T313 T315 - D4402
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2000
T30 T166 T209 T269 T283 T308 T312
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/2000
T11 T19 T27 T84 T85 T176 T248 T304 - D4791 D5821

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

530 Edgemont Road
Charlottesville, Virginia  22903

-195II
Dates shown for each field indicate the date of inital accreditation.
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Washington
Anderson Perry and Associates
Walla Walla, Washington
Contact: Wayne L. Couture (509) 529-9260Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1999
T30 T166 T209 T245 T269 T275 T308 - D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1999
T87 T88 T89 T90 T99 T100 T176 T180 T193 T265 - D421 D422 D698 D1140 D1557 D1883 D2216 D2419 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/1999
T11 T19 T21 T27 T84 T85 T176 T248 T255 - C29 C40 C117 C127 C128 C136 C566 C702 C1077 D2419 D3666 E329

5/15/1999
T22 T23 T97 T119 T121 T141 T152 T196 T231 - C31 C39 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231 E329

214 East Birch
P.O. Box 1687
Walla Walla, Washington  99362

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Budinger & Associates, Inc.
Spokane, Washington
Contact: Scott L. Walters (509) 535-8841Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1995
T30 T166 T209 T245 T269 T308  - D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
T88 T89 T90 T99 T176 T180 T265 T310 - D422 D698 D1140 D1557 D2216 D2419 D2487 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1995
T11 T21 T27 T84 T85 T96 T248 T255 - C40 C117 C127 C128 C131 C136 C535 C566 C702 C1077 D3666*

4/15/1995
T22 T23 T97 T119 T121 T141 T152 T196 T231 - C31 C39 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231

3820 East Broadway
Spokane, Washington  99202

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Central Materials Testing & Consulting, Inc.
Yakima, Washington
Contact: Guy Vincent (509) 469-3068Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2001
D1559 D2041 D2172 D2726 D3203 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2001
D421 D422 D698 D1140 D1557 D2419 D2922 D3017 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2001
T11 T19 T21 T27 T84 T248 T255 - C29 C40 C117 C127 C128 C136 C566 C702 D5821

6/15/2001
T22 T23 (Cylinders)  T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1231

P.O. Box 213
Yakima, Washington  98907

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Construction Testing Labs, Inc.
Tacoma, Washington
Contact: Jack Ross (253) 383-8778Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1994
T30 T166 T209 T245 T269 T308 - D1559 D2726 D3203 D3666 D5444
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2000
T11 T21 T27 T84 T85 T96 T104 T248 T255 - C40 C88 C117 C127 C128 C131 C136 C535 C566 C702 C1077

6/1/2000
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064 C1077 
C1231

1201 East D Street
Suite 101
Tacoma, Washington  98421

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-196II
Dates shown for each field indicate the date of inital accreditation.
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FHWA-Western Federal Lands Hwy Div
Vancouver, Washington
Contact: Bradley K. Neitzke (360) 619-7725Phone:

3/15/2000
R28 T44 T49 T51 T240 T313 T315 T316

4/1/2002
T59 (Residue by Distillation, Particle Charge, Cement Mixing, Sieve Test)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1989
T30 T165 T166 T167 T209 T246 (Stability) T247 T269 T275 T308
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1989
T87 T88 T89 T90 T92 T99 T100 T134 T135 T136 T146 T176 T180 T190 T193 T208 T265 - D421 D422 D427 D558 D559 D560 
D698 D1140 D1557 D1883 D2166 D2216 D2217 D2419 D2487 D2844 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1989
T11 T19 T21 T27 T37 T84 T85 T96 T104 T112 T113 T176 T210 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C131 
C136 C142 C566 C702 C1252 D546 D2419 D3744 D4791 D5821

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

610 East Fifth Street
Vancouver, Washington  98661-3801

General Testing Laboratories, Inc.
Poulsbo, Washington
Contact: John R. Hart (360) 779-9196Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1994
T30 T164 T166 T209 T245 T269 - D1559 D2041 D2172 D2726 D3203 D3666 D5444 E329
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1994
T88 T89 T90 T99 T176 T180  - D422 D698 D1140 D1557 D2419 D3740 D4318 E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1994
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077 D3666* E329*

4/1/1994
T22 T23 T97 T119 T121 T141 T152 T196 T231 - C31 C39 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 C1231 E329

P.O. Box 1586
Poulsbo, Washington  98370

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Geotechnical Testing Lab / HGF Consulting
Olympia, Washington
Contact: Harold Parks (360) 754-4612Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2002
T30 T166 T209 T269 T308 - D2041 D2726 D3203 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2002
D422 D698 D1140 D1557 D3080 D3740 D4318

10011 Blomberg Street, SW
Olympia, Washington  98512

GN Northern, Inc.
Kennewick, Washington
Contact: Gerald Harper (509) 734-9320Phone:

Accreditation for D422 and D698 has been suspended.
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/1998
D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/1998
D422 D698 D1557 D2216 D2419 D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/15/1998
C40 C117 C127 C128 C136 C566 C702 C1077 D3666*

9/15/1998
C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1077 C1231

6713 West Clearwater
Suite F
Kennewick, Washington  99336

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-197II
Dates shown for each field indicate the date of inital accreditation.
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Intermountain Materials Testing, Inc.
Richland, Washington
Contact: Marianne Boring (509) 374-9797Phone:

Accreditation for T84 and C128 has been suspended.
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2000
T30 T166 T209 T245 T269 T308  - D1559 D2726 D3203 D3666 D5444 E329
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
T88 T99 T180 T265 - D422 D698 D1140 D1557 D2216
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2001
T11 T27 T84 T85 T248 T255 - C117 C127 C128 C136 C566 C702

7/1/2001
T22 T23 T97 T119 T121 T141 T152 T177 T196 T231 - C31 C39 C78 C138 C143 C172 C173 C231 C293 C617 C1064 C1077 C1231

P.O. Box 2123
Richland, Washington  99352

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

King County Materials Laboratory
Renton, Washington
Contact: Alan D. Corwin (206) 296-7711Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
T30 T166 T209 T246 T247 T269 T308 T312 - D1188 D1560 D1561 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
T87 T88 T89 T90 T99 T100 T176 T180 T190 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
T11 T19 T27 T84 T85 T96 T176 T248 T255 - D5821

155 Monroe Avenue NE
Building D
Renton, Washington  98056-4199

Materials Testing & Consulting, Inc.
Burlington, Washington
Contact: Curtis Shear (360) 755-1990Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1996
D2041 D3203 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1995
D421 D422 D698 D1140 D1557 D2216 D2419 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/1995
C117 C136 C566 C702 D2419

777 Chrysler Drive
Burlington, Washington  98233

Morta Engineering & Testing
Aberdeen, Washington
Contact: Steven P. Morta (360) 289-0958Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1995
D421 D422 D1557 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1998
C29 C136

11/1/1995
C31 (Cylinders) C39 (4 x 8 cyl. only) C138 C143 C172 C231 C1064 C1231

P.O. Box 250
Ocean Shores, Washington  98569-0250

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-198II
Dates shown for each field indicate the date of inital accreditation.
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Pac Rim Geotechnical, Inc.
Seattle, Washington
Contact: Kevin Lamb (206) 365-8770Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2000
D421 D422 D698 D1140 D1557 D2216 D2487 D2488 D4318

10700 Meridian Avenue North
Suite 210
Seattle, Washington  98133

Petroleum Sciences, Inc.
Spokane, Washington
Contact: Robert L. Dunning (509) 489-1758Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/1/1994
T30 T164 T165 T166 T167 T209 T245 T246 (Stability) T247 T269 T283 - D1074 D1075 D1559 D1560 (Stability) D1561 D2041 
D2172 D2726 D3203 D3666 D4867 D5444

P.O. Box 6304
Spokane, Washington  99217

PLSA Engineering
Yakima, Washington
Contact: Josh Caffrey (509) 575-6990Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/15/2002
D422 D698 D854 D1140 D2216 D3740

7/15/2002
C31 (Cylinders) C39 C138 C143 C172 C231 C617 C1064 C1231

1120 West Lincoln Avenue
Yakima, Washington  98902

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Professional Service Industries, Inc.
Tacoma, Washington
Contact: Russell S. Bodge (253) 589-1804Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2002
T30 T166 T209 T245 T269 T308 - D1559 D2041 D2726 D3203 D3666 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/2002
T88 T89 T90 T99 T180 T310 - D422 D698 D1557 D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2001
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077

8/15/2001
T22 (Cylinders) T23 T119 T121 T141 T152 T196 T231 - C31 C39 (Cylinders) C138 C143 C172 C173 C231 C617 C1064 C1077 
C1231

10025 South Tacoma Way
Suite H-1
Tacoma, Washington  98499

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Rinker Materials
Everett, Washington
Contact: Kurt Siegfried (425) 513-6654Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/15/1996
T30 T166 T209 T245 T269 T308 - D1559 D2726 D3203 D3666 D5444 D6307
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1996
T11 T19 T21 T27 T84 T85 T96 T176 T210 T248 T255 T304 - C29 C40 C88 C117 C127 C128 C136 C566 C702 C1252 D2419 
D3744 D4791 D5821

2/1/1998
T22 T23 (Cylinders) T119 T121 T141 T152 - C31 (Cylinders) C39 C138 C143 C172 C231 C1064 C1231

6300 Glenwood Avenue
Everett, Washington  98203

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-199II
Dates shown for each field indicate the date of inital accreditation.
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Seattle Public Utilities
Seattle, Washington
Contact: Al Rice (206) 386-1236Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/1/2002
T30 T166 T209 T269 T308 - D2041 D2726 D3203 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2000
T87 T88 T89 T99 T100 T146 T176 T180 T265 T310  - D421 D422 D698 D854 D1140 D1557 D2216 D2217 D2419 D2487 D2488 
D2922 D3017 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/2000
T11 T19 T27 T85 T96 T248 T255 - C29 C117 C127 C131 C136 C566 C702 D2419

Materials Laboratory
707 South Plummer Street
Seattle, Washington  98134

Soil Technology, Inc.
Bainbridge Island, Washington
Contact: Kristin A. Sheets (206) 842-8977Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1995
D421 D422 D698 D854 D1140 D1557 D2166 D2216 D2217 D2435 D2850 D3740 D4318 D4767 D5084

7865 NE Day Road West
Bainbridge Island, Washington  98110

Strata, Inc.
Spokane, Washington
Contact: Rick Woodworth (509) 891-1904Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/1998
T30 T165 T166 T167 T209 T245 T246 (Stability) T247 T269 T308 - D1074 D1075 D1559 D1560 (Stability) D1561 D2041 D2726 
D3203 D3666  D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/25/1995
T87 T88 T89 T90 T99 T100 T176 T180 T190 T193 T265 - D421 D422 D698 D854 D1140 D1557 D1883 D2216 D2419 D2844 D3740 
D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1995
T11 T19 T21 T27 T84 T85 T96 T112 T113 T176 T248 T255 T304 - C29 C40 C88 C117 C123 C127 C128 C136 C142 C566 C702 
C1077 C1252 D2419 D3666

3/15/1995
T22 T23 T97 T119 T121 T126 T141 T152 T196 T231 - C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C1064 C1077 C1231

1620 North Mamer Road
Suite 100
Spokane, Washington  99216

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Tesoro Refining and Marketing Company
Anacortes, Washington
Contact: Jon Krause (360) 293-9119Phone:

6/1/2002
R28 T48 T49 T53 T228 T240 T313 T315 T316 - D4 D36 D70 D92 D2872 D4402 D6521
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

West March Point Road
Anacortes, Washington  98221

-200II
Dates shown for each field indicate the date of inital accreditation.
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Washington State Dept. of Transp.
Tumwater, Washington
Contact: Tom Baker (360) 709-5401Phone:

7/1/1996
R28 T44 T48 T49 T50 T51 T53 T78 T201 T202 T228 T240 T295 T313 T315 T316

7/1/1996
T59 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Demulsibility, Sieve Test)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1996
T30 T166 T209 T269 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1996
T87 T88 T89 T90 T99 T100 T176 T208 T216 T236 T265 T296 T297
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1996
T11 T21 T27 T84 T85 T96 T176 T248 T255 T304 - D4791

7/1/1996
T22 T23 (Cylinders) T119 T121 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C231 C617 C1064
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1996

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1996

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T154 T162 - C109 C151 C185 C187 C191 C204 C266 C305 C1222

T105/C114 Reference (silicon dioxide, aluminum oxide, ferric oxide, calcium oxide, magnesium oxide, sulfur trioxide, loss on ignition, 
sodium oxide, potassium oxide, insoluble residue) C1222

P.O. Box 47365
Olympia, Washington  98504-7365

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Zipper Zeman Associates, Inc.
Lynnwood, Washington
Contact: Thomas Jones (425) 771-3304Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/2002
T87 T88 T89 T90 T99 T180 T265 T310 - D421 D422 D698 D1557 D2216 D2922 D3017 D3740 D4318

18905 33rd Avenue West
Suite 117
Lynnwood, Washington  98036

West Virginia
R. D. Zande & Associates, Inc.
Buckhannon, West Virginia
Contact: Mark Cvechko (304) 472-7140Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/2/2003
T87 T88 T89 T90 T99 T100 T180 T265 T310 - D421 D422 D698 D854 D1557 D2216 D2487 D2488 D2922 D3017 D3740 D4318 
E329
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/2/2003
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 D3666 E329

11/1/2000
T22 T23 (Cylinders) T119 T121 T141 T152 - C31 (Cylinders) C39 C138 C143 C172 C231 C1064 C1077 C1231 E329

1 Moore Avenue
Buckhannon, West Virginia  26201

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-201II
Dates shown for each field indicate the date of inital accreditation.
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West Virginia Department of Transportation
Charleston, West Virginia
Contact: John Taylor (304) 558-3160Phone:

4/1/1992
R28 T44 T48 T49 T51 T202 T228 T240 T313 T315 T316

4/1/1992
T59 (Residue by Distillation, Residue by Evaporation, Particle Charge, Saybolt Viscosity, Sieve Test, Storage Stability)

Accreditation for T313 and T315 has been suspended.

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1992
T30 T166 T209 T245 T269 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1992
T87 T88 T89 T90 T99 T100 T176 T236 T265
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/1/1992
T11 T19 T21 T27 T84 T85 T96 T104 T112 T113 T176 T248 T255 T304 - D4791

4/1/1992
T22 T23 (Cylinders) T119 T121 T152 T196 T231 T309  - C31 (Cylinders) C39 C138 C143 C173 C231 C617 C1064 C1077 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2002

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/2002

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T154 T162 T192 - C109 C151 C185 C187 C191 C204 C266 C305 C430 C1222

T105/C114  Reference (silicon dioxide, sulfur trioxide, loss on ignition, insoluble residue), Alternative (calcium oxide), Atomic 
Absorption (ferric oxide, magnesium oxide, sodium oxide, potassium oxide)

Contract Administration Div.
190 Dry Branch Road
Charleston, West Virginia  25306

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Wisconsin
Asphalt Technologies Group
Portage, Wisconsin
Contact: Diane Franseen (608) 742-5354Phone:

6/15/2001
R28 T240 T313 T315 T316 - D2872 D4402 D6521
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

1220 Superior Street
Portage, Wisconsin  53901

CGC, Inc.
Madison, Wisconsin
Contact: Kim Lewis (608) 288-4100Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/2000
T11 T21 T27 T84 T85 T96 T248 T255 - C40 C117 C127 C128 C131 C136 C566 C702 C1077

7/1/2000
T22 T23 T24 T97 T119 T121 T141 T152 T231 - C31 C39 C42 C78 C138 C143 C172 C231 C617 C1064 C1077

3011 Perry Street
Madison, Wisconsin  53713

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

GeoTest, Inc.
West Allis, Wisconsin
Contact: Gregory Schmidt (414) 321-8378Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2000
D421 D422 D698 D854 D1140 D1557 D1883 D2166 D2216 D2435 D2487 D2488 D2850 D2922 D3017 D3740 D4318 D4767 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1999
C29 C40 C117 C127 C128 C131 C136 C142 C566 C702 C1077

2/1/1999
C31 C39 C42 C78 C138 C143 C172 C173 C174 C192 C231 C617 C1064 C1077 C1231

2135 South 116th Street
West Allis, Wisconsin  53227

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-202II
Dates shown for each field indicate the date of inital accreditation.
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Giles Engineering Associates, Inc.
Waukesha, Wisconsin
Contact: Charles S. Gresser (262) 544-0118Phone:

Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/2000
T87 T88 T89 T90 T99 T100 T180 T265 - D421 D422 D698 D854 D1140 D1557 D2216 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1997
T11 T21 T27 T84 T85 T248 T255 - C40 C117 C127 C128 C136 C566 C702 C1077 E329

8/15/1997
T22 T23 T24 T97 T119 T121 T141 T152 T196 T231 - C31 C39 C42 C78 C138 C143 C172 C173 C231 C617 C1064 C1077 E329

N8 W22350 Johnson Road
Suite A-1
Waukesha, Wisconsin  53188

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Mead & Hunt, Inc.
Madison, Wisconsin
Contact: Lew Kollmansberger (608) 273-6380Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1999
C40 C117 C127 C128 C136 C566 C702 C1077

8/15/1999
C31 C39 C78 C138 C143 C172 C231 C1064 C1077 C1231

6501 Watts Road
Suite 101
Madison, Wisconsin  53719

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

MTE Services, Inc.
Onalaska, Wisconsin
Contact: Gerald Reinke (608) 779-6304Phone:

5/1/2001
R28 T313 T315 - D5 D36 D70 D92 D113 D139 D2042 D2170 D2171 D2872 D3666* D4402

5/1/2001
D244 (Residue by Distillation, Saybolt Viscosity, Demulsibility, Sieve Test) D3666*
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/2001
T110 T164 T245 T283 T312 - D1461 D2041 D2172 D2726 D3203 D3666* D4867 D5404 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/2001
T99 T176 T180 - D2419 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/1/2001
T11 T19 T27 T37 T84 T85 T96 T104 T112 T113 T176 T248 T255 T304 - C29 C88 C117 C123 C127 C128 C131 C136 C142 C566 
C702 C1252 D546 D2419 D4791 D5821

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

915 Commercial Court
Onalaska, Wisconsin  54650

OMNNI Associates
Appleton, Wisconsin
Contact: Paul R. Eggen (920) 735-6900Phone:

Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/1/1998
T11 T19 T21 T27 T84 T85 T248 T255 - C29 C40 C117 C127 C128 C136 C566 C702 C1077

5/1/1998
T22 T23 T97 T119 T121 T126 T141 T148 T152 T231 - C31 C39 C78 C138 C143 C172 C174 C192 C231 C617 C1064 C1077

One Systems Drive
Appleton, Wisconsin  54914

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-203II
Dates shown for each field indicate the date of inital accreditation.
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Payne & Dolan, Inc.
Waukesha, Wisconsin
Contact: John J. Weigel (262) 524-1732Phone:

1/15/1995
R28 T228 T240 T313 T315 T316 - D70 D2872 D3666 D4402
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1995
T30 T164 T166 T209 T245 T269 T283 T312 - D1559 D2041 D2172 D2726 D3203 D3666 D4867 D5444
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 1/15/1995
T11 T19 T27 T84 T85 T96 T104 T176 T248 T255 T304 - C29 C88 C117 C127 C128 C131 C136 C566 C702 C1252 D2419 D4791 
D5821

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

N3 W23650 Badinger Road
P.O. Box 781
Waukesha, Wisconsin  53187

Soils & Engineering Services, Inc.
Madison, Wisconsin
Contact: Duane E. Reichel (608) 274-7600Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2000
T30 T164 T166 T209 T245 T269 - D1559 D2041 D2172 D2726 D3203 D3666* D5444 E329*
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 5/15/2000
T11 T19 T21 T27 T84 T85 T96 T112 T248 T255 - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 C1077 D3666* 
D4791 D5821 E329*

5/15/2000
T22 T23 T97 T119 T121 T141 T152 T231 - C31 C39 C78 C138 C143 C172 C231 C617 C1064 C1077

1102 Stewart Street
Madison, Wisconsin  53713-4648

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Twin Ports Testing, Inc.
Superior, Wisconsin
Contact: Gary E. Hage (715) 392-7114Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/1/1999
T30 T164 T166 T209 T245 T269 - D3666
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1999
T87 T88 T89 T90 T99 T100 T180 T208 T265 T310 - D421 D422 D698 D854 D1140 D1557 D2166 D2216 D2487 D2488 D2922 
D3017 D3740 D4318 D5084
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 2/15/1999
T11 T19 T21 T27 T84 T85 T104 T248 T255 - C29 C40 C88 C117 C127 C128 C136 C566 C702 C1077

2/15/1999
T22 T23 (Cylinders) T119 T121 T126 T141 T152 T196 T231 - C31 (Cylinders) C39 C138 C143 C172 C173 C192 C231 C617 C1064 
C1077 C1231

1301 North Third Street
Superior, Wisconsin  54880

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-204II
Dates shown for each field indicate the date of inital accreditation.
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Wisconsin Dept. of Transportation
Madison, Wisconsin
Contact: Kenneth Nwankwo (608) 246-5388Phone:

3/15/1998
R28 T44 T48 T49 T179 T201 T202 T228 T240 T313 T315 T316
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1998
T166 T209 T245 T269 T312 - D4867
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1998
T87 T88 T89 T90 T92 T99 T100 T146 T176 T180 T193 T208 T216 T236 T265 T296 T297 T310 - D1140 D2487 D3740
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 3/15/1998
T11 T21 T27 T84 T85 T96 T104 (Coarse Aggregate) T248 T255 T304 - D5821

3/15/1998
T22 T23 (Cylinders) T119 T121 T126 T152 T231 - C31 (Cylinders) C39 C138 C143 C192 C231 C617 C1064
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/1/2000

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T129 T131 T153 T154 T162 T192 - C109 C187 C191 C204 C266 C305 C430 C1222

3502 Kinsman Boulevard
Madison, Wisconsin  53704-2507

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Wyoming
CE & MT, Inc.
Gillette, Wyoming
Contact: Kevin Geis (307) 686-6409Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1993
T30 T166 T209 T245 T269 T275 T283 T308 T312 - D1188 D1559 D2041 D2726 D3203 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 11/1/1993
T89 T90 T99 T176 T180 T265 - D698 D1557 D2216 D2419 D3740 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/1/1993
T11 T21 T27 T84 T85 T176 T248 T255 T304 - C40 C117 C127 C128 C136 C566 C702 C1077 C1252 D2419 D4791 D5821

5/1/1994
T22 T23 T97 T119 T121 T126 T141 T152 T196 T231 - C31 C39 C78 C138 C143 C172 C173 C192 C231 C617 C1064 C1077 C1231

P.O. Box 4098
Gillette, Wyoming  82717

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

HKM Engineering, Inc.
Sheridan, Wyoming
Contact: Kurt Grabow (406) 869-6375Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 8/15/1998
T30 T166 T209 T245 T269 T283 T308  - D1559 D2041 D2726 D3203 D3666 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1999
T87 T88 T89 T90 T99 T100 T176 T180 T265 - D421 D422 D698 D1557 D2216 D2419 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1999
T11 T19 T27 T84 T85 T176 T248 T255 T304 - C29 C117 C127 C128 C136 C566 C702 C1252 D2419 D3666* D4791 D5821

P.O. Box 31318
Billings, Montana  59101

-205II
Dates shown for each field indicate the date of inital accreditation.
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Inberg-Miller Engineers
Riverton, Wyoming
Contact: Jon C. Howell (307) 856-8136Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1992
T30 T164 T165 T166 T167 T209 T245 T269 T308 - D1074 D1075 D1559 D2041 D2172 D2726 D3203 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .
T89 T90 - D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 6/15/1992
T11 T19 T21 T27 T37 T84 T85 T96 T112 T176 T248 T255 T304  - C29 C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 
C1077 C1252 D546 D2419 D4791 D5821

3/15/1997
T22 T23 T24 T97 T119 T121 T126 T141 T148 T152 T231 - C31 C39 C42 C78 C138 C143 C172 C174 C192 C231 C617 C805 
C1064 C1077 C1231

124 East Main Street
Riverton, Wyoming  82501

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Maxim Technologies, Inc.
Casper, Wyoming
Contact: Mark PeLoquin (307) 234-2126Phone:

Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/1999
T30 T164 T166 T209 T245 T269 T283 - D1559 D2041 D2172 D2726 D3203 D4867 D5444
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/5/2002
T89 T90 T99 T176 T180 T265 - D698 D1557 D2216 D2419 D4318
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 12/4/2002
T11 T21 T27 T84 T85 T96 T112 T176 T248 T255 T304 - C40 C88 C117 C127 C128 C131 C136 C142 C566 C702 C1252 D2419 
D4791 D5821

605 North Warehouse Road
Casper, Wyoming  82601

Mountain Cement Company
Laramie, Wyoming
Contact: Robert F. Kersey (307) 745-4879Phone:

Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1996

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 9/1/1996
C109 C151 C185 C187 C191 C204 C266 C305 C430 C451 C1222

C114 Reference (loss on ignition, insoluble residue) X-Ray Fluorescence (silicon dioxide, aluminum oxide, ferric oxide, calcium 
oxide, magnesium oxide, sodium oxide, potassium oxide, titanium dioxide, phosphorus pentoxide, manganic oxide) C1222

5 Sand Creek Road
Laramie, Wyoming  82070

Sinclair Oil Corporation
Casper, Wyoming
Contact: H. Lee Patterson (307) 265-2800Phone:

6/1/2001
R28 T48 T240 T313 T315 T316
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P.O. Box 510
Evansville, Wyoming  82636-0510

Sinclair Oil Corporation
Sinclair, Wyoming
Contact: Joe Jones (307) 328-3530Phone:

4/1/1999
R28 T44 T48 T49 T51 T201 T202 T240 T313 T315 T316 - D5 D92 D113 D2042 D2170 D2171 D2872 D4402
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

P.O. Box 277
100 Lincoln Avenue
Sinclair, Wyoming  82334

-206II
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Wyoming Dept. of Transportation
Cheyenne, Wyoming
Contact: F. M. Harvey (307) 777-4476Phone:

10/15/1996
R28 T44 T48 T49 T50 T53 T78 T79 T201 T202 T228 T240 T313 T315 T316

10/15/1996
T59 (Residue by Distillation, Residue by Evaporation, Saybolt Viscosity, Demulsibility)
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1996
T30 T164 T166 T170 T209 T245 T269 T283 T308 T312
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1996
T87 T89 T90 T99 T100 T176 T180 T190 T265 - D422 D2166 D2216 D2435 D2850 D3080 D4767
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1996
T11 T19 T21 T27 T84 T85 T96 T104 T176 T248 T255 T304 - C1252 D4791 D5821

10/15/1996
T22 T23 T97 T119 T121 T126 T152 T231 - C31 C39 C78 C138 C143 C192 C231 C617 C1064 C1231
Hydraulic Cement - Physical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1996

Hydraulic Cement - Chemical Tests . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 10/15/1996

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

T106 T107 T129 T131 T137 T153 T162 - C109 C151 C185 C187 C191 C204 C266 C305 C1222

T105/C114 Reference (sulfur trioxide, loss on ignition, insoluble residue) X-Ray Fluorescence (silicon dioxide, aluminum oxide, ferric 
oxide, calcium oxide, magnesium oxide, sodium oxide, potassium oxide) C1222

5300 Bishop Boulevard
Cheyenne, Wyoming  82009

Portland Cement Concrete. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

-207II
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Alberta
University of Calgary
Calgary, Alberta
Contact: Susanna Ho (403) 220-8077Phone:

9/1/1998
R28 T44 T48 T49 T50 T51 T53 T179 T201 T228 T240 T313 T315 - D5 D36 D70 D92 D113 D139 D1754 D2042 D2170 D2872 D6521

9/1/1998
T59/D244 (Residue by Distillation, Saybolt Viscosity, Demulsibility, Settlement, Cement Mixing, Sieve Test, Storage Stability)

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

2500 University Drive NW
Calgary, Alberta, CANADA  T2N 1N4

New Brunswick
Irving Oil
Saint John, New Brunswick
Contact: Terry Boyle (506) 202-6544Phone:

11/1/2000
R28 T240 T313 T315 T316 - D2872 D4402 D6521
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

340 Loch Lomond Road
Saint John, NB, CANADA  E2L 4H6

New Brunswick Dept. of Transportation
Fredericton, New Brunswick
Contact: Doug Lingley (506) 453-8971Phone:

7/1/1995
R28 T240 T313 T315 T316 - D5 D70 D92 D2170
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1995
T209 T308 T312 - D1559 D1856 D2041 D2172 D2726 D3203 D4867 D5444 D6307
Soil . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1995
T87 T89 T90 T100 T176 - D422 D698 D1140 D1557 D2166 D2216 D2435 D2487 D4767
Aggregate . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 7/1/1995
T176 - C29 C117 C127 C128 C136 C566 C702 C1252 D4791 D5821

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Central Laboratory
Soils & Minerals Building
975 College Hill Road
Fredericton, NB, CANADA  E3B 4J7

Nova Scotia
AMEC Earth and Environmental
Halifax, Nova Scotia
Contact: Lewis O'Toole (902) 468-2848Phone:

4/15/2002
R28 T48 T49 T50 T201 T202 T240 T313 T315 T316 - D5 D92 D139 D2170 D2171 D2872 D3666 D4402 D6521

4/15/2002
T59 (Residue by Distillation, Saybolt Viscosity) D3666
Hot Mix Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 4/15/2002
T30 T164 T166 T209 T245 T269 T308 - D1559 D2172 D2726 D3203 D3666 D5444 D6307

Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Emulsified Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

32 Troop Avenue
Unit #301
Dartmouth, Nova Scotia, CANADA  B3B 1Z1

-208II
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Ontario
Imperial Oil Ltd.
Sarnia, Ontario
Contact: Barbara J. Shannon (519) 339-5878Phone:

12/15/2000
R28 T240 T313 T315 - D2872 D4402 D6521
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

Research Department
453 Christina Street South
Sarnia, Ontario, CANADA  N7T 8C8

Lafarge Construction Materials
Mississauga, Ontario
Contact: Kevin Wells (905) 819-1290Phone:

12/1/2000
R28 T240 T313 T315 T316 - D2872 D3666 D4402 D6521
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

2283 Argentia Road
Unit 15
Mississauga, Ontario, CANADA  L5N 5Z2

McAsphalt Engineering Services
Scarborough, Ontario
Contact: Salman Bhutta (416) 281-8181Phone:

4/15/2002
R28 T44 T48 T49 T201 T228 T240 T313 T315 T316 - D5 D70 D92 D2042 D2170 D2872 D4402 D6521
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

8800 Sheppard Avenue East
Scarborough, Ontario, CANADA  M1B 5R4

Petro-Canada
Oakville, Ontario
Contact: Peter Hoorn (905) 847-4131Phone:

12/15/2000
R28 T44 T48 T49 T201 T202 T228 T240 T313 T315 T316 - D5 D70 D92 D2042 D2170 D2171 D2872 D4402
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

3275 Rebecca Street
Oakville, Ontario, CANADA  L6L 6N5

Quebec
Bitumar Inc.
Montreal, Quebec
Contact: Normand Hamel (514) 645-4561Phone:

12/1/1999
R28 T44 T48 T49 T228 T240 T313 T315 T316  - D5 D70 D92 D2042 D2872 D4402 D6521
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

11650 Metropolitain East
Montreal, Quebec, CANADA  H1B 1A5

McAsphalt Industries Limited
Valleyfield, Quebec
Contact: Michael MacDonald (450) 377-8420Phone:

9/1/2000
R28 T313 T315 T316 - D2872
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

950 Blvd. Cadieux, Bureau 400
Valleyfield, Quebec, CANADA  J6T 6L4

-209II
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Petro-Canada
Montreal, Quebec
Contact: Lise Remy (514) 640-8162Phone:

9/1/1999
R28 T48 T202 T228 T240 T313 T315 T316
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

11701 Sherbrooke Street East
Montreal, Quebec, CANADA  H1B 1C3

Shell Canada Products
Montreal, Quebec
Contact: Michel Clocher (514) 640-3358Phone:

4/15/2002
R28 T44 T240 T313 T315 T316
Asphalt Cement/Cutback Asphalt . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .

10501 Sherbrooke East
Montreal, Quebec, CANADA  H1B 1B3

-210II
Dates shown for each field indicate the date of inital accreditation.


